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Abstract

This thesis highlights the progress made in LPEM and the study of biosamples. The

introduction provides a comprehensive overview of the challenges encountered in investigat-

ing molecular processes and traces the historical evolution of microscopy, leading up to the

development of transmission electron microscopy (TEM), cryogenic electron microscopy

(cryo EM), and LPEM. Two major hurdles in LPEM are outlined and addressed in this

thesis: LC transmissibility, and electron-induced biosample damage.

Low electron transmission in thick silicon nitride (SiNx) LCs reduces the achievable

resolution during imaging. To address this, I developed a technique to fabricate thin

SiNx windows. These windows exhibit reduced bulging, higher transmission, and higher

resolution imaging in the liquid phase than currently available SiNx cells. Implementation

of thin SiNx LCs was demonstrated through imaging of apoferritin, adeno-associated virus

(AAV), pAAV, and vesicles at high resolution. Though future work remains to produce

thin LCs of reproducible liquid thickness, this work demonstrates a breakthrough in the

capabilities of LPEM imaging.

Another principal hurdle in LPEM lies in sample damage inflicted by the electron beam.

The concept of radiolysis and its impact on biosamples is elucidated and demonstrated,

showing the need to mitigate sample damage during imaging. The thesis addresses this

challenge through the evaluation of inpainting techniques, which can be used to perform

reduced-dose imaging. In silico analysis showed that algorithmic inpainting can be used

to inpaint biosample images up to 80% with high accuracy. The analysis also showed that

spiral inpainting does not significantly compromise image quality, indicating its potential
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for performing low-dose imaging when spiral distortion is corrected.

Overall, this thesis provides invaluable technical insights into LPEM and the cutting-

edge advancements made in this work. It sets the stage for future research endeavours and

groundbreaking discoveries in the realm of in situ bioimaging.
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Chapter 1

Introduction

On the edge of biochemical research, scientists strive to understand the intricate mech-

anisms by which molecular processes drive life. These processes that create life are still

barely understood, largely due to the fact that biomolecules such as proteins, DNA, and

even larger viruses and cells, are so small that they are di�cult to study. For centuries

scientists have developed methods to study molecular processes on large scales. Now the

tools to study single particle dynamics are being pioneered, and are poised to revolutionise

the way we understand living systems.

This chapter aims to provide a brief overview of transmission electron microscopy

(TEM), and how developments in this �eld have led to the dawn of liquid phase elec-

tron microscopy (LPEM). Then, challenges in LPEM and biomolecule imaging in TEM

will be introduced to provide context to the work I have undertaken for this thesis.
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1.1 The evolution of microscopy

The �rst use of a microscope is often traced to the 1670s when Dutch scientist Antonie

van Leeuwenhoek founded the �eld of microbiology through his observations of bacteria

at � 300 times magni�cation.2 Centuries later in 1838, Dutch chemist Gerardus Johannes

Mulder and Swedish chemist J•ons Jacob Berzelius discovered proteins, long before these

particles would ever be seen with a microscope.3 It was not until 1931 that Ernst Ruska

and Max Knoll, two electrical engineers working in Berlin, built the �rst TEM. 4 At the

time, the second generation TEM built by Ruska had approximately 500�A resolution,

which could still not visualise proteins.4 However, the impact electron microscopy would

have on biology and medicine was known even then. Research in TEM is so impactful,

that only 31 years after Ruska received the noble prize for his work, another nobel prize

was awarded to groundbreaking research in cryogenic electron microscopy (cryo EM).4,5

The �rst microscopes used light to create images, but resolution in optical microscopy

is limited by the Abbe di�raction limit. 6 This limit states that the resolution limit (d) of

a light microscope is equal to half of the wavelength (� ) of the imaging light. The light

must pass through a numerical aperture, which will produce a cone of light with angle� ,

travelling through a medium of refractive index n. This limit is also described similarly

through the Rayleigh criterion.7

d = 1:22
�

2nsin (� )
(1.1)

The best resolution achievable with light microscopy was then considered to be approx-
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imately 200 nm (half the smallest wavelength of visible light),8 or 1000X magni�cation.2

Thus the smallest particle that could be seen with optical microscopy was bacterial cells.2

However, in 1924 Luis deBroglie discovered that particles can be expressed as waves, open-

ing the door for electron microscopy.9 Higher electron accelerating voltages produce smaller

wavelengths, thus conferring higher resolution. Electron microscopy was a fantastic step

for research in biomolecule structures. Unsurprisingly, once electron microscopes were

built, some of the �rst experiments done by Helmut Ruska (alongside Ernst Ruska), were

the visualisation of viruses (pox viruses, tobacco-mosaic virus, varicella-zoster virus, and

bacteriophages).8,10

1.2 Transmission electron microscopy

Transmission electron microscopy works by passing an accelerated beam of high-energy

electrons through a sample in a vacuum chamber. Some but not all electrons are scattered

via interactions with the sample. The electrons then hit a detector which records the

electron counts, translating to pixel intensities in an image. The microscope employs a

host of electromagnetic lenses and apertures to focus the electron beam produced by the

source. High-resolution electron microscopy typically occurs above 100 keV accelerating

voltage, thus over approximately half the speed of light.11

Electrons scatter as a function of the Coulomb (electrostatic) potential they experience

as they pass atoms in the sample.12 There are two types of scattering that occur: elastic

scattering, where electrons appear at high scattering angles, and inelastic scattering, where

electrons appear at low angles (< 10 mrad).12 Inelastic, elastic and unscattered electrons
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are measured in electron energy loss spectroscopy (EELS), where the unscattered and

elastically scattered electrons produce a zero loss peak, and inelastically scattered electrons

produce a core loss peak.13 Measuring EELS spectra is key in determining the liquid layer

thickness (see setcion 3).14

There are also two types of imaging modes in the TEM: conventional transmission

electron microscopy (CTEM), and scannning transmission electron microscopy (STEM).

In CTEM mode, the microscope used a beam spread over the frame area to acquire an

image. In STEM mode the beam is focused to a point (known as a probe), and scanned

across the sample in a raster fashion. STEM detectors are split into 3 categories depending

on their collection angles: bright �eld (BF) at < 10 mrad, annular dark �eld (ADF) at 10-50

mrad, and high-angle annular dark �eld (HAADF) at > 50mrad.12 Because the HAADF and

ADF detectors are shaped as annular rings, thus EELS spectra can be obtained using the

central transmitted electrons simultaneously.13 BF measures unscattered electrons, where

ADF and HAADF measure scattered electrons.15 HAADF signals are collected at high

angles thus measures predominately elastic scattering.12

HAADF STEM measures elastic scattering, and is more sensitive to changes in elec-

tron mass, also referred to as Z contrast.16 STEM mode imaging is better at imaging

samples where the di�erence between the sample and background is high than TEM mode

imaging.17 However, when light (low-mass) samples such as biomolecules are imaged in

water, there is very little Z contrast, thus TEM is typically able to gain higher-resolution

images.16,17

TEM images are created from transmitted electrons, which create a BF image. The loss
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of scattered electrons blocked by an aperture can generate an image.15 However, su�ciently

thin and light samples like biomolecules, produce images through phase contrast.18 The

biomolecule sample imparts a phase shift, which is not visible in the image result, however

with some defocus the phase shift will cause constructive/destructive interference, which

will produce a signal in the image.18

1.3 Biological samples in transmission electron mi-

croscopy

Initially, the major drawback of studying biomolecules with TEM was the need to �x,

dry, and stain samples with heavy metal salts to protect samples from the vacuum in the

microscope, and achieve su�cient contrast for particles to be seen.19 In 1981, vitri�cation

techniques were being investigated as an alternative way to preserve samples in vacuum

environments, the foundation for cryo EM.19 Utilisation of this technique led to the mea-

surement of a 7.5�A structure of the 50S ribosome in 1999.20 Prior to the advent of cryo

EM, most protein structures were discovered with x-ray crystallography, but today cryo

EM has become a much more convenient technique for structure determination.5 In early

2020, the Electron Microscopy Data Bank (EMDB) gained its 10,000th biological structure

acquired using cryo EM.5

Cryo EM has been a key step in furthering our ability to study biological systems

at high resolution, pushing technology from sample preparation to image and structural

analysis to achieving up to 1.25�A resolution (atomic resolution) in 2020.21 However,
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concurrent advancements in LPEM, have showed promising results in elucidating structures

of biomolecules as well.22

1.4 Liquid phase electron microscopy

Where cryo EM experiments must acquire time series of vitri�cation procedures to yield

dynamics, LPEM provides real-time dynamics, which can yield tremendous insight into

biological systems.23 The dynamics between biomolecules can give insights into a massive

range of systems: cell-to-cell signalling, DNA-protein interactions, drug-receptor interac-

tions, immunological cascades, biomineralisation, and more.

The major hurdle to imaging liquids in a TEM was the ability to shield the liquid

sample from the vacuum environment required for transmission of the high energy elec-

trons without discharging.24 In 1942, scientists demonstrated the �rst successfulin situ

microscope experiment in low-pressure gas, protected from the electron microscope vac-

uum by a Lenard window, to image colloidal silver particles.25 In 1944, the �rst liquid

phase experiment was performed using a closed nitrocellulose cell.24 Many advancements

in nanofabrication technology eventually led to the �rst demonstration of liquid phasein

situ experiments with silicon nitride (SiNx) liquid cells (LCs) in 2003.26 LPEM has recently

begun to reach high-resolution structural reconstruction of viruses at 3.4�A resolution, on

part with many cryo EM experiments.22

In addition, liquid phase experiments have been demonstrated to have lower rates of

sample damage induced by the electron beam, due to the increased rate of di�usion of
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radicals.22,27 With new developments in LPEM technology, LPEM is poised to become the

new forefront for high-resolution biological imaging, o�ering both structural and dynamic

information.23 Developments in methods to enclose liquid samples in LCs have been key

in the development of LPEM.

1.5 Liquid cells

LC are used to enclose liquid samples to protect them from the vacuum environment of the

electron microscope. There exist multiple types of LCs: graphene, and amorphous carbon

LCs (in conjunction referred to as carbon-based LCs), SiNx LCs, and a combination of

carbon and SiNx - hybrid cells (all depicted in Figure 1.1). Though all LCs are capable

of enclosing liquid samples for viewing in an electron microscope, there are strengths and

weaknesses to each system.

1.5.1 Carbon-based liquid cells

Carbon-based liquid cells include two types of LCs: graphene and amorphous carbon.

These LCs are assembled rather laboriously, through the assembly of two thin sheets of

material that encapsulate a liquid sample in droplets (Figure 1.1B).28,29 The motivation for

using carbon-based materials is that they are very thin and light, thus very transmissive and

able to confer very high-resolution data.30 Because of the way samples are encapsulated,

pockets of water are created and the samples have to be searched for throughout the �lm

layers.31 These �lms are susceptible to the formation of cracks, so the self-sealing pockets
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are advantageous in this regard.28 However, cracks in these carbon-based membranes may

not always be apparent, especially in tightly encapsulated samples with little movement,

and the liquid can shift to a gel state as evaporation occurs..28 Additionally, the process

of encapsulating samples in carbon-based LCs involves an evaporation step,28,29 which is

not ideal for experiments on samples where bu�er systems or concentrations must be kept

constant.

The �rst carbon LCs were made of single-layer graphene, which is the most transmissive

material available in LCs.30 In addition, graphene has been shown to confer reduced radi-

olytic damage to samples, which has been attributed to the radical scavenging properties

of this material.32,33 However, graphene LCs are fragile, and hydrophobic, thus they are

susceptible to breaking and dewetting.28 Amorphous carbon is a more durable alternative

to graphene LCs .23 and thus has gained popularity in recent years as they are still very

transmissive.23

1.5.2 Silicon nitride cells

SiNx liquid cells allow more 
exibility in LC design, and reproducibility o�ered from silicon

fabrication techniques.34 In typical drop-cast LC systems, two chips made of silicon are

fabricated with freestanding SiNx windows, and a spacer placed between the chips (Figure

1.1A). SiNx LCs can be patterned with electrodes, and integrated with liquid 
ow, and

heating.24 SiNx LCs also have the ability to confer reproducible and uniform liquid layers,

which carbon-based techniques do not.1 Standard SiNx LCs are also more durable than

carbon-based LCs,29 and it is very apparent when windows break, thus removing the danger
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Figure 1.1: Types of LC systems. Each system shows the general view (left) and
cross-section (right, as depicted by the grey dashed line). Panel A shows a generic silicon
nitride LC, where two silicon chips enclose liquid in an area separated by a spacer, and the
freestanding window is experiencing bulging. Panel B shows a carbon-based cell, where
two thin �lms encapsulate pockets of liquid. Panel C shows a microwell LC, a type of
silicon nitride cell where the liquid sample �lls smaller well structures, enclosing di�erent
liquid thicknesses across di�erent wells. Panel D shows a hybrid cell, where a carbon �lm
encloses pockets of sample on top of a silicon nitride chip. Illustrations are not to scale,
but general feature dimensions are as indicated.
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of forming gels.

Early SiNx LCs were assembled with a free spacer between two chips sealed with resin

or glue.35{37 Ideally the spacer confers an exact thickness of liquid between the two win-

dows.24,35 However, sealant often invades the spacer region, making the size of the spacer

non-reproducible.35 Newer versions of liquid assemblies have employed melted indium spac-

ers, but even these chips have nonuniform spacers and require further epoxy sealing.38

Reproducible, uniform spacers are imperative to creating liquid cells that are reliable and

provide reproducible data.

Another downside to this type of sealing is the trapping of air in the liquid cell.35

Vaporisation of water in biological samples can negatively impact the bu�er systems or

environment the samples are viewed in (see chapter 6). Thus it is imperative to seal cells

without any internal air, which was previously only possible in liquid 
ow holders (not in

drop-cast systems).34

Sealing of liquid cells under atmospheric pressure causes the windows to bulge in the

vacuum pressure in the electron microscope.1,24,27,39 Bulging of windows creates thick liquid

layers in the centre of the viewing area and limits the high-resolution viewing area to the

window edges.1,24,27,39 The bulging of window membranes is one of the major limitations of

SiNx liquid cells.40 The other limitation has been the thickness of SiNx membranes, which

reduces the transmission of electrons and reduces image quality.30 Both of these issues work

in combination, if the thickness of SiNx is decreased to improve transmission, the bulging

of the membranes increases, reducing the transmission.40 SiNx windows tend to be> 30

nm thick (each), resulting in less transmission and lower resolution in comparison with
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Figure 1.2: UeIL SiNx liquid cells. Panel A shows the layout for the assembly of the
LC made up of a top and bottom chip, the dashed line indicates the cross-section shown
in panel B. Panel C shows the features and labels for the liquid cells: 4 spacers at each
corner, 1 pillar in the centre, an o-ring around the area of the pillar, and a window in the
centre of the pillar.

carbon-based LCs.30,38

Advances in standard SiNx LCs made by myself and other members of the Ultrafast

Electron Imaging Lab (UeIL), have allowed for minimal bulging and thin windows that yield

homogenous, high-resolution data.1 Bulging is minimized by sealing chips together under a

vacuum environment, where evaporation of the sample droplet is prevented by saturating

the chamber and pump (a gas syringe) with water vapour.1 Chips are sealed with an

internal o-ring, which provides uniform compression, delineated by spacers fabricated into

the edges of the silicon chips (Figure 1.2C). The pillar containing the window (Figure 1.2C)

is raised from the level of the o-ring to provide an area for the over
ow of the liquid droplet,

which is around 400 nL in volume.1 We characterised the bulging of window membranes

30 nm thick, where bulging was found to be negligible with spacers of sizes 550 nm and

630 nm, and minimal (30 nm and 70 nm of bulging) for 100 nm and 180 nm spacers.1
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1.5.3 Microwells

One other type of SiNx-based cells is microwells, which are similar to regular SiNx cells,

except the spacer is determined by the height of the wells (Figure 1.1C). The wells are

�lled by placing a droplet on the wells, which are �lled through capillary action.30 During

assembly, there is a risk that the liquid over
ows the lid spacer region, and microwells

are �lled non-uniformly.22 Though bulging is minimised across the area of the microwells,

the SiNx substrate must be su�ciently thick to support the microwell contents, where the

thinnest reported layer is 30 nm.22,41

1.5.4 Hybrid cells

The �nal type of LC is hybrid cells, a combination of SiNx and carbon-based cells.23 A

SiNx cell is used as the base, and a carbon �lm (amorphous carbon or graphene) is used

to envelop the sample.23 Hybrid cells su�er from the same vulnerabilities as carbon-based

cells, with some added durability from the SiNx membrane. Hybrid cells also have reduced

transmission, depending on the thickness of the SiNx layer.30

LCs play key roles in the success and quality of LPEM experiments, evidenced through

the broad range of cells and techniques researchers have tried to develop. In summary,

robustness, reduced bulging, reproducibility, and electron transmission are the main prop-

erties of LCs that must be considered when performing LPEM.
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1.6 Challenges for LPEM study of biomolecules

LPEM study of biomolecules is of high interest due to the ability to gain dynamic and

structural information.23 The major hurdles in LPEM research have been addressed by

myself and other members of the UeIL. SiNx LCs, more robust than carbon-based LCs

have been developed, conferring bulgeless, uniform liquid layers that allow for reproducible

sample imaging.1 Though this was a huge step in LPEM research, SiNx chips still require 30

nm of SiNx material, reducing transmission compared to carbon-based LCs. In addition, a

broad issue in electron microscopy of biomolecules is sample damage caused during imaging.

Material transmission

Thicker SiNx material in LC membranes results in a loss of transmission and resolution.30

Current commercially available thicknesses of LC SiNx membranes are 50 nm each for

microwells and regular chip formats.41,42 Recent research has enabled the development of

30 nm SiNx windows,1 however reducing the thickness further would ideally allow SiNx

LCs to confer the resolution possible with carbon-based LCs.

The use of a freestanding 10 nm SiNx membrane has recently been reported in an

atmospheric-pressure system designed for scanning electron microscopy analysis.43 In this

system, there is no contact between the liquid and SiNx membrane, thus the membrane

bulging does not a�ect the liquid layer thickness.43 Though this design is innovative, there

is no possibility for transmission through the apparatus, and thus could not be used for

TEM. Another report of 10 nm SiNx LCs used the typical format, but two chips were

bonded together, and �lled by capillary action.44 The authors did not discuss window
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bulging in this paper which, as discussed, reduces the e�ective imaging area in LCs sealed

under atmospheric pressure.14,39

There is a desire for SiNx windows of even smaller thicknesses, down to 5 nm, as this

can further improve the resolution of the samples being imaged. I performed theoretical

calculations to study the relationship between material thickness and transmission (chapter

3), and developed a nanofabrication technique to generate 5 nm SiNx windows (chapter

4). I then characterised these thin window LCs (chapter 5).

Sample irradiation

The other major hurdle in LPEM study of biomolecules is beam-induced sample damage.24

There are two types of sample damage caused by electrons.45 Elastic scattering causes

displacement damage primarily in conducting samples such as metals, whereas inelastic

scattering causes ionisation damage (radiolysis) which a�ects insulating materials, such

as biomolecules.45 The nature of inelastic scattering is that it results in a larger energy

transfer, thus performing more damage to the specimen than elastic scattering.46

Radiolysis is the major concern with biomolecule samples, as the rapid deterioration

of samples causes a loss of function and alteration of structure over time.22,24 In addition,

radiolysis causes high-resolution data to be lost �rst when samples are damaged.22 Thus

mitigating dose is imperative to structural measurements. New techniques are in develop-

ment to quantify dose-related damage to biomolecules, as well as ways to reduce damage.47

I investigated electron dose and inpainting techniquesin silico (chapter 8) on biological

data I acquired using the latest LC technology (chapter 6).
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These challenges represent the next steps in furthering biological research with LPEM.

However, LPEM research of biomolecules will still be limited by the ability to isolate pure

and concentrated samples to view molecules of interest. In addition, it is still unknown

how small volumes of liquid a�ect the activity of biomolecules.48 Nevertheless, LPEM is

poised to make a massive impact on biomolecule study, and tackling the challenges of

transmission and sample damage aims to take on the main barriers in this �eld.
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Chapter 2

Methods

In this chapter, the details of all experiments performed are explained.

2.1 Fabrication of thin liquid cell windows

2.1.1 Measurement of etch rates for Al 2O3, TiO 2, and HfO2

Etch rates shown in Figure 4.3 were determined after cleaning 2� 2 cm silicon wafer pieces

with piranha solution, then depositing� 20 nm of each material (Al2O3, TiO 2, and HfO2)

onto each piece with atomic layer deposition (ALD). Pieces were annealed under the fol-

lowing conditions with 30-second ramp times.

Before etching, the thickness of the �lms was measured with ellipsometry (three scan

points each). Then an annealed and not annealed piece of each �lm was exposed to
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Film Temperature (� C) Gas Time (seconds)
Al 2O3 1100 N2 90
TiO 2 500 N2 240
HfO2 600 N2 240

Table 2.1: Annealing conditions for Al 2O3, TiO 2, and HfO2 thin �lms. The stress
response of Al2O3 to annealing is shown in Figure 4.4, and the e�ect of annealing on etch
rates for Al2O3, TiO 2, and HfO2 is shown in Figure 4.3.

each of the etch conditions shown in Table 2.2, corresponding to the labels in Figure 4.3.

The pieces were subsequently rinsed, dried, and their thicknesses were measured again

with ellipsometry. The ellipsometer used was the Woollam M-2000, Model DI, from J.A.

Woollam Co., using the completeEASE software. The rapid thermal processor used for

annealing was the AccuThermo AW 610 from Allwin21 Corp.

Name Chemical Temperature (� C) Time
BHF(1:10) Bu�ered hydrogen 
uoride, 1:10 dilution 25 10 min
HF (0.5) Hydrogen 
uoride, 0.5% 25 10 min

KOH (45%) 45% 70 3 hr
Piranha 2:1 concentrated sulfuric acid : 30% hydrogen peroxide, 2:1 25 15 min

RCA 1 water : 27% ammonium hydroxide : 30% hydrogen peroxide, 5:1:1 70 15 min
RCA 2 water : 27% hydrogen chloride : 30% hydrogen peroxide, 6:1:1 70 15 min

Table 2.2: Etching conditions for Al 2O3, TiO 2, and HfO2 thin �lms. Etch rate data
for these conditions is shown in Figure 4.3.

2.1.2 Measurement of stress for Al 2O3

Interferometry measurements to determine stress were performed on full 4-inch silicon

wafers, where initial measurements were taken after an initial piranha clean, and �nal

measurements were taken after ALD deposition (described herein), and each subsequent
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anneal. The annealing was performed as stated previously, with the times and temper-

atures indicated in Figure 4.4. The interferometer used was the FLX-2320-R by TOHO

Technology. Thicknesses required to measure the stress were measured with ellipsometry

(with 5-point scans), as described previously.

2.2 Microscopy methods

Microscopy data was obtained at the Canadian Center for Electron Microscopy (CCEM),

using the Spectra Ultra, and Talos 200 TEM microscopes (ThermoFisher Scienti�c, Waltham,

MA). Both microscopes are equipped with Extreme-Brightness Cold Field Emission Guns.

The Spectra employs a Ceta S CMOS camera, and the Talos uses a Ceta M CMOS camera.

Images shown in this thesis were taken in CTEM mode. EELS spectra were obtained with

Gatan imaging �lter (GIF) systems, where the Spectra is equipped with a GIF Continuum

HR camera, and the Talos is equipped with a GIF Continuum S camera. Images were

acquired with the Velox software, and EELS spectra with the Gatan Digital Micrograph

software.

Unless otherwise speci�ed, EELS measurements in the Spectra used a collection semi-

angle of 53.4 mrad and a convergence semi-angle of 28.0 mrad, at 300 keV. Spectra imaging

was performed at 300 keV, and Talos imaging was performed at 200 keV.
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2.3 Characterisation of thin nano
uidic cells

2.3.1 EELS measurement of transmission data

To measure transmission data in dry LC windows (Figure 5.5), the Spectra Ultra TEM

was used to acquire 2D EELS scans. Each EELS scan was averaged across 2600 points of 4

� 4 nm area, with 0.05 eV resolution. Dispersion, magni�cation, step size, camera length

(480 mm), slit width, entrance aperture size, and detectors were kept constant across each

experiment. The collection semi-angle and convergence semi-angle were kept constant in

the measurements at each acceleration voltage but varied slightly between measurements

at di�erent voltages. In addition, each scan was taken in an area that had not been scanned

previously except to acquire an image, to keep the contribution from carbon contamination

low.

2.3.2 AFM characterisation of thin windows

atomic force microscopy (AFM) was performed in the Quantum-Nano Fabrication and

Characterization Facility (QNFCF) using the Bruker Dimension FastScan (Billerica, MA).

The Bruker ScanAsyst-Air AFM probe was used in ScanAsyst mode. Optical microscopy

was performed on the Olympus Canada model MX-61A in the QNFCF.
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2.3.3 Liquid cell assemblies for experiments showing liquid layer

thickness

Liquid cell assemblies for 5 nm membranes shown in Figure 5.7 had the con�gurations

shown in Table 2.3.

Assembly Top chip version Bottom chip version Window thickness (nm) Spacer target (nm)
A v09 v09 10 200
B v09 v09 10 200
C v07 v07 10 200
D v07 v07 10 200

Table 2.3: LC assembly con�gurations for 5nm membranes shown in Figure
5.7 The chip styles correspond to the versions in Figure 5.8. The spacer targets may not
re
ect the liquid layer thicknesses in these assemblies, the true liquid layer thicknesses can
be seen in Figure 5.7.

2.3.4 Liquid cell assembly

Loading of liquid samples into the SiNx LCs was performed as follows. Nano
uidic chips

were �rst cleaned with H2/Ne/Ar plasma at 30 Watts for 2 minutes using the Gatan Solarus

Model 950 Advanced Plasma System. First, a large chip is attached with carbon tape to

the holder interior, with a small hole made in the carbon tape to prevent trapping of air

between the tape and the chip. The loading station is prepared with� 0.1 mL of water

in the reservoir, and two screws placed on the drivers. The lid is then �t into the pins

above the screws. An external o-ring is placed centrally in the lid, followed by a small chip,

and an internal o-ring is placed about the central pillar on the small chip. The sample is

dispensed (normally 400 nL) using a micropipette onto the pillar, and the loading station
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is sealed by lowering the piston, inserting the holder, and placing the lid on the assembly.

A metal stopper is placed on the piston stage (to stop the piston from lifting when the

vacuum is formed), and the inlet valve is sealed.

Next, a gas syringe is �lled with water such that the syringe is at the zero mark, but

there is no air or bubbles in the line or syringe. The syringe is connected to the inlet valve,

sucked to the 60mL mark, and the value is slowly opened. This evacuation process under

water vapour pressure is performed three times, and the �nal pressure in the chamber is

the vapour pressure of water (20 Torr).1 Finally, the metal stopper is removed and the

piston is slowly released carefully so that the pins align with the holder. The screws are

inserted with the drivers, then the valve is opened and the piston is lowered before the

holder is removed. The carbon tape is removed and the holder is held to the light to ensure

the alignment of the chips is correct (a small light should be visible where the windows of

the two chips overlap). The screws are checked for tightness, and then the holder is ready

to be inserted into the microscope. Further detail of the assembly can be found in Lott

et al..1

2.4 LPEM biomolecule imaging

Images showing apoferritin (Figure 6.2), vesicles (Figure 6.4), and salt from bacterial cell

culture media (Figure 6.6) were acquired in the Spectra Ultra TEM. Images showing ferritin

(Figure 6.3), pAAV (Figure 6.5), and adeno-associated virus (AAV) (Figure 6.1), were

acquired with the Talos 200 TEM. Apoferritin (#A3660) was purchased from Millipore

sigma (Burlington, MA). AAV and pAAV (pAAV-CAG-GFP, #37825) were purchased
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from addGene (Watertown, MA), where the virus was #37825-PHPeB (titer� 1 � 1013

vg/mL) and the plasmid was #37825-Vdna. nanoXact monodisperse Au nanorods (40 nm

� 15 nm with sodium citrate capping agent at 1 optical density unit) were purchased from

nanoComposix Inc. (San Diego, CA).

The culture of Pelagibacter communiswas provided by Professor Stephen Giovannoni

and Dr. Chih-Ping Lee at the Department of Microbiology, Oregon State University.

Cultures were maintained through subculture in arti�cial seawater media, and storage

conditions described elsewhere.49 Flow cytometry was used to measure cell counts, using

an ImageStream X Mark II Imaging Flow Cytometer, with excitation at 488nm, in the lab

of Professor Brian Ingalls at the University of Waterloo. Cells were stained with SYBR

Green dye for� 50 minutes before quanti�cation, SYBR Green I Nucleic Acid Gel Stain

(#S7563) was purchased from ThermoFisher Scienti�c (Waltham, MA). Cell density was

monitored every� 14 days in order to keep cells in their viable cell density range (1� 104 -

1� 108 cells/mL). Culture 
asks were purchased from Thomas Scienti�c (Swedesboro, NJ),

Erlenmeyer polycarbonate 
asks with duo caps (#1139G29) were used to prevent nutrient

absorption and allow su�cient air exchange with 50 mL of culture.

LC assembly conditions for the images shown in chapter 6 are described in Table 2.4.

Assembly was performed as described herein.
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Sample Top chip version Bottom chip version Window thickness (nm) Spacer target (nm)
apoferritin / vesicles v07 v07 15 200

Pc culture (salt) v07 v09 30 100
pAAV v08 v07 25 50
AAV v09 v09 25 200

Table 2.4: LC assembly con�gurations for biomolecule data in Figures 6.1 of
AAV, 6.2 of apoferritin, 6.4 of vesicles, 6.5 of plasmid DNA, and 6.6 of salt
crystals. The chip styles correspond to the versions in Figure 5.8. The spacer targets may
not re
ect the liquid layer thicknesses in these assemblies, they only re
ect the nominal
thickness from fabrication techniques.

2.5 Inpainting

Images taken of biomolecules were converted from EMD to PNG format through the use of

the Napari EMD plugin or using similar code from the independent software I developed.

These images were masked using random or spiral constant linear velocity (CLV) masks

with the software developed for inpainting. These defected images were then inpainted

with the Telea fast marching method50 implemented in the OpenCV51 software package,

and Biharmonic formula inpainting52 implemented in the Scikit-Image53 software package.

Output images were maintained in lossless PNG formats, and the root mean squared

error (RMSE) and pearson correlation coe�cient (r ) formulas (equations 8.4 and 8.5 in

chapter 8) were used to calculate the di�erence between the original (unmasked) images,

and the inpainting result images. When spiral masks were compared, the original and

inpainted images were masked such that the circle bounded by the image dimensions was

the only data being compared. The same was also performed for images with random masks

to generate the data where spiral and random mask inpainting results are compared, shown

in Figure 8.5.
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Chapter 3

Theoretical electron transmission

through materials

Modelling the transmission of electrons through di�erent materials is useful to predict im-

age quality gained from LCs. More transmission will result in clearer signals and higher-

quality images.30 Predicting the relative contributions of water, sample, and window ma-

terial in LCs also allows for informed optimisation of LPEM technology development.

The transmission of electrons can be modelled by accounting for inelastic and elastic

scattering processes. Elastically scattered electrons appear at high scattering angles, and

inelastically scattered electrons appear at small scattering angles.13 The amount of electron

scattering is calculated as a function of the angle from the central origin (the collection

angle). These measurements can be used to produce a total scattering cross-section value,

unique to each element.54
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Theoretical calculations described elsewhere were used to generate total elastic cross-

section data for selected elements.54 Brie
y, the calculations employ the partial-wave ex-

panded Dirac equation to solve the motion of a scattered electron through a static potential

�eld of the atomic charge density modelled by the Poisson equation.54 I used these total

elastic scattering cross-sections to estimate the transmission of electrons through di�erent

compounds.

3.1 Calculation of transmission

Electron transmission is calculated using theoretically calculated total elastic scattering

cross-section (� tot ) data.54 The scattering cross-section is dependent on the material the

electrons traverse, and the scattering cross-sections of compounds can be estimated from

the stoichiometric sum of di�erent elements where the cross-section of individual elements

is known.30

The following relation is used to estimate inelastic scattering cross-section� inel data

which occurs at small scattering angles.30

� tot = � inel + � el (3.1)

� inel =
18� el

Z
(3.2)

� tot =
18� el

Z
+ � el (3.3)

Where � tot is the total scattering cross-section,� inel is the inelastic scattering cross-
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section,� el is the elastic scattering cross-section, and Z is the atomic number of the element.

We then calculate the total mean free path (�tot ), using the number densities of each

element in the compound of interest.

� tot =
1

P
N j � tot;j

(3.4)

N =
NA �
M

(3.5)

Where N j is the number density of element j,� tot;j is the total scattering cross-section

of element j, NA is Avogadro's number,� is the density of the material, andM is the

molecular weight.

To calculate the � tot of a compound, it is more convenient to write the problem the

following way, where� tot should be weighted by the molecular contribution (here X,Y):

� tot =
1

P
Ncompound (X� tot;element 1 + Y � tot;element 2 + :::)

(3.6)

For example for Si3N4:

� tot =
1

NSi3N 4(3� tot;Si + 4� tot;N )
=

1
NA � Si 3N 4

M Si 3N 4
(3� tot;Si + 4� tot;N )

(3.7)

It is convenient to use formula 3.7 such that there is no confusion about which densities

and molecular weights are appropriate.
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To convert the � tot to % transmission (T), the thickness (t) must be known.

T = e� t=� tot (3.8)

I developed a Python program to perform these calculations for a range of materials

where electron scattering cross-section data is provided. The program interpolates/extrapolates

� tot values using a logarithmic �t to estimate transmission at any electron acceleration volt-

age, though this estimation will be most accurate below 300 keV (closer to the range of

provided data).54 All the user must provide is material density, a dictionary with the ele-

ments in a compound and their stoichiometric ratio, and optionally the molecular weight.

The option to provide a molecular weight is useful, as electron scattering cross-section data

is missing for some elements, thus the nearest element can be chosen in the dictionary (i.e.

Helium as an upper estimate for Hydrogen).

The software is publicly available athttps://github.com/UeIL-Waterloo/Electron_

transmission .

3.2 Liquid cell calculations

The path of the electron includes both the window material, the water, and the sample.

The signal from the sample is competing with the loss of transmission by the water and LC

material, thus is it useful to understand what liquid layer thickness, material thickness, and

material composition are optimal for retrieving a strong signal from the sample. The calcu-

lations above were used to estimate total electron transmission through window materials
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Figure 3.1: Theoretical transmission through LC materials. The transmis-
sion of total (inelastic and elastic) electrons through LC materials graphene, amor-
phous carbon, and SiNx 10 nm, and 60 nm thick (5nm and 30 nm individual win-
dow thickness respectively). Calculations are performed with total scattering data ob-
tained by Riley et al. and �t with an exponential function are shown across nomi-
nal acceleration voltages. This �gure can be reproduced using the code available at
https://github.com/UeIL-Waterloo/Electron_transmission

for di�erent liquid cells: graphene, amorphous carbon, and SiNx at di�erent thicknesses

(Figure 3.1). Figure 3.1 shows that the thinner SiNx windows begin to approach the trans-

mission achieved by carbon LCs. This data provides motivation for the development of

thin SiNx windows, with the ultimate goal of achieving higher-resolution images with SiNx

LCs.

Though water is lighter than SiNx, its contribution to scattering is large due to the

thick layers often needed for the hydration of liquid samples. The relative contributions
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of water and di�erent LC materials to loss of transmission can be clearly seen in the �tot

values of these compounds, shown in Figure 3.2. At high acceleration voltages, the �tot

of water is three times the �tot of SiNx at 300 keV.1 The relationship between �tot and

transmission depend on the thickness, but we can see that the amount of water equivalent to

10 nm SiNx is approximately 39 nm, as shown in Figure 3.3. Thus, when imaging samples

are suspended in thick liquid layers (i.e. 200 nm), the thickness of the LC membrane

contributes little to the overall loss in transmission. However, when the goal is to observe

small structures of viruses and proteins (< 30 nm), the thickness of the window material

is a large determining factor in the resolution gained. Thus thin windows are imperative

to gathering high-resolution structures of viruses and proteins using SiNx LCs.
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Figure 3.2: Theoretical total mean free paths of LC compounds. The � tot of
water (estimated by averaging �tot of He2O and O, also shown), SiNx, and carbon are
shown as a function of nominal acceleration voltage. Calculations were performed with
total scattering data obtained by Riley et al. This �gure can be reproduced using the code
available at https://github.com/UeIL-Waterloo/Electron_transmission

30



Figure 3.3: Thickness of water equivalent with transmission equivalent to 10
nm SiNx. The plot shows an exponential �t with the equationy = 39:0(1 � e� 0:20x� 1:88)
above the calculated data points. Calculations were performed with total scattering data
obtained by Riley et al. This �gure can be reproduced using the code available athttps:
//github.com/UeIL-Waterloo/Electron_transmission
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Chapter 4

Fabrication of thin liquid cell

windows

Modelling of electron transmission in chapter 3 showed that thin windows of SiNx can

be used to gain higher transmission. The fabrication of thin windows will improve the

resolution of data obtained, especially for biomolecules as they have low contrast. This

chapter outlines the journey of the fabrication of 5 nm thin windows.

4.1 Nano
uidic cell design

Critical parts in the design of LCs include spacer regions, window areas, handling regions,

and the method of enclosure. The LCs designed in the UeIL at the University of Waterloo

employ variations of the design shown in Figure 4.1. The spacer and window areas are
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Figure 4.1: Dimensions of the nano
uidic cell chips and assembly. The top, side,
and isometric views of each chip are shown, with the small chip shown in red. More design
con�gurations are shown in Figure 5.8.

highlighted in Figure 1.2, where the window is placed on a pillar separate from the spacers

such that the liquid sample will not invade the spacer region. The chip is handled at the

edges, such that any damage done through handling will not deform or contaminate the

spacer or window regions. An o-ring is employed for uniform sealing, placed about the pillar

such that when two chips come together (Figure 4.1), the sample region is hermetically

sealed. Details of fabrication techniques used to fabricate SiNx LCs with generic designs

are shown elsewhere.38

In general, nano
uidic chips are fabricated using photolithography (Appendix A), depo-

sition, and etching techniques, using a silicon wafer substrate. The key steps in this process

involve creating the pocket for the o-ring, the pillar and spacers, and �nally, the release of
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the windows. Window release refers to the process by which the bulk silicon substrate is

etched until the SiNx �lm is reached through the substrate, creating the freestanding �lm.

The technique used for window release is important to the creation of thin �lms because

the speci�city of the silicon etch process determines if the �lm will be preserved throughout

this process.

4.2 Window release methods

Window release refers to the action of etching a patterned silicon wafer, in a way that results

in the formation of a freestanding thin �lm, or window. Potassium hydroxide (KOH) etches

silicon at a rate of approximately 0.35µm/min at 72°C, thus it takes approximately 24

hours to etch a standard 500µm silicon wafer. Reactive ion etching (RIE) etches silicon

at a rate of approximately 1 µm/min, thus would only take 8.3 hours, but the cost for

machine time is much higher for RIE than the cost for KOH etching. Thus the selectivity

of KOH towards all exposed materials must be accounted for during the etching process.

The process of forming a window is outlined in Figure 4.2A, where the purple layer

makes up the window material. In order to etch a speci�c area to de�ne the window size,

a mask (black) is patterned using photolithography techniques (see Appendix A). In order

to make the windows thin, a thin layer can be deposited, or a thick layer can be deposited

and later etched to the desired thickness. This depends on the �lm material chosen, and

what deposition techniques are available for the material. Deposition of the thin �lm before

window release requires an etch process that does not also target the window material.
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Figure 4.2: Cross sections of wafers showing thin window fabrication processes.
Panel A shows a general scheme for the formation of a window �lm (purple) on a silicon
wafer (white box) with a mask (black) de�ning the window dimensions. The mask is
deposited via lithography techniques, the window �lm material is deposited on the wafer,
and the silicon wafer is etched in the area de�ned by the mask. In panel B another general
scheme is shown for the formation of a window �lm, where a sacri�cial �lm (yellow) is
deposited before the silicon etch, and removed after deposition of the window �lm.
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If the window release process that also etches the �lm material is chosen, then a sac-

ri�cial �lm (orange) can be employed (Figure 4.2B). Here the sacri�cial �lm is deposited,

the silicon is etched to create a freestanding sacri�cial �lm, and then the window �lm is

deposited. The second etch releases the window material from the sacri�cial �lm. This

method allows for more 
exibility in the choice of etch method based on considerations

of the sacri�cial and window �lms. Any etch method that targets the sacri�cial �lm but

not the window material is appropriate, since the bulk silicon is su�ciently thick that any

etching of the silicon is generally not a concern. Each of these techniques is an appropriate

approach for fabricating thin windows in theory. In practice, epitaxy, the etch reaction

process, and material tensile strength, all contribute to the ability of a material to form a

thin freestanding �lm.

4.3 Materials exploration

SiNx has been a standard material for LCs developed with nanofabrication methods. How-

ever, other materials may o�er higher transmission and conductivity. Di�erent materials

can change the hydrophobicity of LCs, changing the way samples are deposited on the

chip. Other materials can also open doors for the functionalization of window membranes

with di�erent compounds. Thus other thin �lm materials were explored as candidates for

the fabrication of LC windows.

Al 2O3, TiO 2, and HfO2 materials were available for ALD deposition in the QNFCF,

thus their chemistry was explored to determine the selectivity of di�erent fabrication steps.

HF and bu�ered HF (BHF) were used as it is known to etch SiNx thus is a technique used
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