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Abstract  

Emerging technologies have become increasingly  advanced with flexible components and 

are integrated into various interfaces, finding themselves in application s such as rollable displays, 

wearable technologies and e-textiles. As a result, there is a need for a fully flexible battery with 

higher energy storage capacity that is simple to fabricate while being cost effective. While most 

commercially available flexible and thin -film batteries are formed through microfabrication 

techniques and other high capital cost methods, there is a need to explore higher energy density 

chemistries and determine a more cost-effective route to fabricating such batteries for the mass 

production and wide -spread use of flexible batteries. 

The work in this thesis focused on the adaptation of a recently reported  laser-scribing 

method to produce interdigitated electrodes from laser -induced graphene (LIG) towards the 

development of flexible lithium -sulfur  (LiS) batteries. A proof of concept was demonstrated for 

this graphene material through sequentially patterning and depositing the active materials, sulfur 

and lithium, into the LIG fingers. A novel technique to introduce sulfur into carbon -based fingers 

was presented by the heterogeneous nucleation of sulfur crystals followed by their melting to wet 

the graphene and uniformly distribute within the porous network formed . In order introduce a 

dense lithium metal anode  onto the porous substrate, silver nanoparticles were used as seeds for 

electrodeposition and a reverse pulse plating (RPP) technique was also utilized to reduce the 

lithium protrusions that would eventually form dendrites  and high irreversible capacity loss due 

to the high surface area for solid electrolyte interface (SEI) formation. 

Initial cycling displayed energ y densities that exceeded lithium -ion microbatteries and thin -

film batteries fabricated through microfabrication  at almost 200 mWh/cm3. However, the 

obtainable discharge capacities faded at the second cycle, suggesting a significant irreversible 

source of capacity loss. It was then determined the source to be a likely unstable solid electrolyte 

interphase (SEI) at the anode of the battery. Additionally, there was the finding of a prominent 

presence of macropores within the electrodes leading to an agglomeration of insulating sulfur  

within the pores  that cannot be utilized in cycling.  
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The combination of two  of the major conclusions from the initial proof of concept propelled 

the investigations of improving the defectiveness of the LIG and control over the LIG structure 

as well as Li plating efficiency on various carbons in different electrolytes. From the studies on 

LIG structure  control, it was found that a lower power led to a reduced flux of gas evolution 

during a reduced local temperature induction upon la ser irradiation . Thus, the formed electrodes 

are typically more dense, possessing a higher surface area with a reduced volume. Although the 

electrodes become less conductive with a reduced power, the conductivity can be improved , and 

the graphene annealed through several laser passes or the defocusing of the laser beam. 

In the Li plating study, ether -based electrolytes were found to be detrimental to the cycling 

of plated lithium on the carbon electrodes, regardless of whether it was on a hard carbon with 

more sp3 regions or a soft carbon with mainly sp 2 regions. This is because of solvent co-

intercalation during lithium insertion and also the unstable SEI formed. Graphite, the soft carbon, 

performs best as a Li plating substrate in a carbonate-based electrolyte with a LiTFSI salt, while 

carbonized poly(furfuryl alcohol) (CPFA), a hard carbon, performs best in a carbonate -based 

electrolyte with a LiClO 4.  

While further research is needed to understand how to control the carbonization of the PI 

to achieve a level of “hardness” or “softness” in the carbon, the results presented in this work 

contribute to the understanding of the novel LIG material in addition to the field of lithium 

electroplating  onto substrates for the reduction of excess lithium use. Finally, the successful 

demonstration of a proof of concept of LiS batteries from LIG in an open architecture makes it 

possible for a number of future in operando analyses and characterizations of the LiS battery 

chemistry towards their commercialization.  
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1.0 Introduction  

1.1 The Need for Flexible Batteries 

According to StatCounter, in 2016, the global usage of mobile and tablet  devices for internet 

access has finally exceeded that of the usage of a desktop computer  [1]. This is an important point 

in history as it is an indicator of the obvious transition into a techn ological era where desktops 

are no longer the preferred instrument for connecting to the internet, but rather , mobile devices, 

wearable technology  and other portable devices are [2]. This is the emergence of the Internet of 

Things (IoT), where everyone and everything can be connected in a network  and data can be 

transferred to and from [3]. The requirement to connect all these physical devices and other items 

with embedded sensors and circuits is to have an energy source to power it . Specifically, many 

of these devices need a certain level of mobility and the added sensors, circuit and energy source 

must also be sufficiently  flexible or conformable . Figure 1 depicts several examples of such 

emerging technologies requiring flexible energy sources. 

 

Figure 1. Examples of devices requiring flexible or conformable batteries (adapted from [4-6]), from left to 

right: miniaturized, wearable medical device, smart card with implanted microprocessor, smart packaging 

powered by a paper-based battery 

Supercapacitors and batteries are both energy storage devices that have been developed in 

flexible forms in research and even sold on the market, showing great promise for powering IoT 

devices and other flexible and wearable technologies. Compared to supercapacitors, batteries 

have a very high capacity due to the energy storage mechanism being of an electrochemical 

reaction in nature, which typically exceeds the achievable capacity found in electric double layer 

capacitors (EDLCs), also known as supercapacitors, by over an order of magnitude.  However, the 
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energy stored as an electrochemical reaction also imply a lower reversibility due to side reactions 

that consume active material contributing to a battery’s capacity fade. Additionally, 

electrochemical reactions tend to be more sluggish in nature in comparison to the formation of an 

electric double layer. [7] Nonetheless, for the purpose of typical flexible devices, possessing a 

higher capacity is generally more desirable than having a higher power output as these devices 

are designed to consume smaller amounts of energy over a longer period of time.  Some of the 

typical energy needs can be found in Table 1. 

Table 1. Energy needs of flexible devices and IoT devices (adapted from [8]) 

IoT, MEMS, CMOS 

memories, Medical 

implantable  

Smart cards, Skin patch, 

RFID  

Wearables, E-textile, 

Medical device  

Capacity Range 

1 mAh 10 mAh 100 mAh 

Important Features  

¶ Rechargeable 

¶ Small footprint, many 

micro-batteries 

¶ Long life time  

¶ Rapid discharge 

¶ Tend to incorporate 

with energy 

harvesting 

¶ Can be both 

disposable and 

rechargeable 

¶ Laminar and thin, 

some with special 

form factor  

¶ Relatively low power  

¶ Cost sensitive 

¶ High energy density 

for small volume  

¶ Long working hours  

¶ Flexible, stretchable 

or thin, some with 

special form factor 

Technology Status  

Small volume production  Available, mostly customized  Prototypes available 

 

Unfortunately, most flexible batteries store less energy than the traditional non -flexible 

coin, cylindrical or prismatic battery architectures as they are effectively thin film batteries with 

lower ratios of active material to inactive material in order to impart more flexibility to the battery. 

Various methods have been used to make flexible and miniature batteries and energy storage 

devices. Microfabrication techniques such as micro-patterning using scaffolds and etching has 

been used to prepare three-dimensional interdigitated structures for electrodes [9]. For the 
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deposition of very thin -films of active material onto electrodes, chemical vapour deposition  

(CVD) and radio frequency (RF) magnetron sputtering is also applied [10]. However, both of 

these methods come at the expense of high processing costs and require complex fabrication. 

Furthermore, the final device is either inflexible or not inherently flexible, which require s the 

addition of thicker packaging layers in order to offer flexibility to the final device. Simpler, less 

expensive techniques involve casting methods where slurries of active material are used with 

conductive and elastomeric binders [11]. Printable carbon-based inks using graphene or carbon 

nanotubes can also be prepared for the ink-jet printing of microsupercapacitors. Ink -jet printing 

of these storage devices has been reported on various substrates as well, but binders and sintering 

are often required in order to allow for higher conductivity of the traces  [12,13]. 

Recently, there have been a number of reports on utilizing laser -scribing as a simple method 

to prepare energy storage devices from substrates such as graphene oxide (GO) and commercial 

polymers like polyimide (PI). El -Kady et al. [14] found that graphene could be induced from the 

laser of a computerized DVD drive on a GO film. However, the stability of GO presents a 

challenge in further developing the technology. Alternatively, the thermal energy from a CO 2 

laser has been shown capable of forming a porous graphene network from PI [15]. Furthermore, 

the interdigitated electrodes that could be laser-patterned on the PI demonstrated the possibility 

of electrodepositing active material such as polyaniline  (PAN I), MnO2 and FeOOH for the 

fabrication of pseudocapacitive microsupercapacitors , which store energy through the charging 

of the double-layer as well as charge transfer between the electrode and electrolyte [16]. 

Despite their high  power density, the energy density of supercapacitors is still rather low,  

as previously mentioned, and thus it is more lucrative to develop a flexible, thin -film battery with 

a much higher energy density at a fraction of the production cost of current meth ods like CVD or 

microfabrication techniques. Of the next -generation battery chemistries available beyond the 

widely commercialized Li -ion batteries, one of the most promising is considered to be the lithium -

sulfur (LiS) battery chemistry. The LiS chemistry  with a sulfur cathode and lithium metal anode 

with theoretical capacities of 1672 mAh/g and 3860 mAh/g, respectively, promises a combined 

energy density of 2567 Wh/kg [17], which is several fold higher than current state -of-the-art Li -
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ion batteries. Other benefits to the LiS chemistry include the low densities of both sulfur and 

lithium metal, allowing them to achieve higher  energy densities at a lower weight, ideal for 

electric vehicles and other applications. Sulfur is  also signifi cantly more abundant and cost 

effective as a cathode material than many of the transition metal oxides used in Li -ion cathodes, 

fitting for use in some of the smaller electronic devices meant to be somewhat more disposable 

found in Table 1.  Moreover, the high cost and controversial labour practices in mining cobalt 

[18], which is a major component of many  Li -ion battery cathodes, further motivates the 

movement toward su lfur cathodes. 

By coupling the facile and rapid patterning of flexible electrodes on commercially available 

polymer substrates with the promising high energy density and benefits of the LiS chemistry, 

flexible, thin -film batteries can be manufactured at an unprecedented simplicity while being cost 

effective  and possessing higher capacity for emerging technologies. And since Li et al. proved the 

possibility of using these laser-induced graphene (LIG) electrodes for pseudocapacitive 

supercapacitors, it is believed that the same electrodes could also be used for  the fabrication of 

flexible batteries that can be easily manufactured, unlike most reports of techniques requiring 

high capital cost equipment.   

A t the start of this thesis, there were no methods to selectively deposit sulfur onto a 

patterned electrode. Most methods of introducing sulfur into a conductive host involves the 

grinding of the insulating sulfur with the conductive material (e.g. graphene, carbon nanotubes, 

activated carbon, etc.), followed by melt imbibition [19]. Afterwards, the sulfur and conductive 

material would b e pressed or cast onto a current collector to form the cathode of the cell. 

However, this is not an applicable method with an electrode that is already formed  prior to the 

introduction of the active material components . Sulfur is electrically insulating an d thus is not 

readily electrodeposited, although such a method has recently been developed [20]. Secondly, 

most LiS batteries reported use bulk Li metal anodes and there is little to no work on lithium 

electrodeposition onto LIG or other substrates. There are a number of challenges with utilizing Li 

metal anodes which will be presented later. But whil e many reports suggest a variety of methods 

to improve Li plating and stripping from bulk Li metal electrodes, there are no reports that 
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examine the cycling and plating of electrodeposited Li on foreign substrates. A study and 

understanding of such behaviour would be necessary in order to move towards the minimization 

of the amount of Li used in a battery system to reduce costs and conserve Li resources. Lastly, the 

LiS battery is an immature technology and suffer s from  several degradation mechanisms that 

consequently inhibit their commercialization. Accordingly, the best-practices presented in 

literature will need to be incorporated in the flexible LiS battery to achieve high capacity and 

cycle stability.  It is also with the hope that utilizing an interdigi tated system for the LiS battery 

will allow the in operando characterization and study of the LiS failure mechanisms in a system 

with near stoichiometric lithi um. 

 

1.2 Objectives 

The primary objective for this thesis is to develop a proof -of-concept flexible  and 

interdigitated  LiS battery systems based on LIG electrodes as a result of the highly attractive 

motivators presented earlier. Fabricating LiS batteries using LIG will involve the development of 

methods and techniques for selective deposition of the active materials, lithium and sulfur, into 

the opposite-polarity interdigitated electrodes. Additionally, it will also require a deeper 

understanding of the nature and structure of LIG for its stability in its use for electrochemical 

devices as well as the efficiency of Li plating on different types of carbon to understand what 

carbon host and electrolyte would be ideal for Li metal anodes.  

The specific objectives for this thesis include the following:  

1. Development of a n appropriate  method for the introduction o f elemental sulfur into 

the cathode of the LIG battery . Sulfur cannot be easily electroplated due to its insulating 

nature. Additionally, t raditional methods of grinding the insulating sulfur with a 

conductive host is nonapplicable to LIG electrode fingers  due to the fingers already 

having been formed through direct writing by the laser . Thus, a novel technique will be 

required  to introduce sulfur . 
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2. Enhance lithium electrodeposition into a porous conductive carbon host, namely, LIG.  

Lithium, on the other han d, can be electrodeposited at the anode fingers in a relatively 

simpl e manner. However, lithium metal has been known to irreversibly react with 

electrolyte and other materials, leading to low plating efficiencies and mossy 

morphologies, posing great challenges to efficient and uniform plat ing of the metal on a 

porous host and a current collector such as LIG. 

3. Determine  the effect of various laser parameters on crystallinity, defectiveness, 

porosity and conductivity on the formed LIG film.  There is very littl e that is known 

about the structure of PI-derived LIG, including the size of crystalline regions or the 

presence of amorphous-sp3 regions vs true sp2 regions. However, understanding how to 

control such properties through the variation of laser parameters i s crucial to better 

exploiting LIG for electrochemical and electronic devices.  

4. Study the efficiency of Li electrodeposition on various carbon materials in various 

electrolytes.  Bulk Li metal as the anode is highly unstable and most published work 

utilize  a gross excess of Li metal to compensate for its reactivity and loss over cycling. 

However, this is obviously undesirable and carbon hosts have been used for 

encapsulating Li due to their highly conductive and light weight  nature. As electroplating 

is a simple and common method for introducing Li metal, it is important to understand 

the plating efficiency of Li on different types of carbon and in different types of electrolyte 

to maximize efficiency and stability.  

 

1.3 Outline of Thesis 

This thesis covers the development of a flexible LiS battery based on a LIG material derived 

from PI as well as two very important aspects that are crucial to the fabrication of this device: 1) 

control over and characteristics of the LIG formed and 2) lithium electrodeposition onto 

carbonaceous materials. At the beginning of each chapter, an introduction pertaining to more 

specific background and fundamental details for the topic is provided preceding the experimental 

and results sections. 
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Chapter 2 is an extensive chapter on the specific details of the design, fabrication, 

characterization and testing of the battery. The chapter first begin s with the characterization of 

the LIG electrodes, proceeded by the introduction of sulfur into these LIG ele ctrodes and a more 

thorough analysis of the distribution of sulfur within the pores. The introduction of lithium 

through electrodeposition follows and various samples studied are presented in the argument for 

the final protocol of using silver nanoparticle s and a reverse pulse plating technique. Lastly, the 

device is tested both as a full cell, a Li-Li symmetric cell and a coin cell, leading to the conclusions 

that there are limitations with the pore structure, sulfur deposition technique as well as the 

electrodeposited Li metal.  

The conclusions from Chapter 2 motivate the need to better understand how to adjust and 

tune specific characteristics of LIG through the laser power, number of laser passes and 

defocusing, which form Chapter 3.  Various characterization techniques are applied in order to 

understand the defectiveness and crystallinity within the LIG as a function of the different laser 

parameters used to induce the graphene. 

Furthermore, the need to study Li plating on soft and hard carbons in differe nt electrolytes 

are also prompted by the findings in Chapter 2, which  constitute Chapter 4. Graphite, a hard 

carbon and copper are used as Li plating substrates in ether-based and carbonate-based 

electrolytes with two different Li metal salts. A thorough a nalysis of the plating and stripping 

efficiencies and electrochemical impedance spectra is conducted in order to gain a better idea of 

the carbon-solvent-salt interactions. Based on the results, a mechanism is proposed to explain 

some of the more intriguin g discoveries. 

Finally, Chapter 5 concludes the work from this thesis and offers suggestions for further 

work on specific aspects of the flexible battery and direction of future  research.  



8 

 

2.0 Fabrication of Lithium -Sulfur Flexible Battery  

2.1 Background 

2.1.1 Types of Energy Devices Available 

Now more than ever before, flexible energy storage devices are needed to progress 

alongside the evolving technology in society. For the target applications, there are typically three 

types of available options for miniature and fle xible energy devices: 1) energy harvesting, 2) 

supercapacitors and 3) batteries. Each of these have distinctly different forms of energy storage 

mechanisms as well as different properties that may make them more appealing for a certain 

application over another.  

Within energy harvesting devices, there are various types as well, such as triboelectric 

generators, thermoelectric generators and piezoelectric generators (Figure 2). Benefits of using 

energy harvesting devices is that the energy obtained from these sources would otherwise be 

considered as “wasted” energy, due to their losses in the form of heat or friction. Thus, it is highly 

attractive to use energy harvesting as a means for producing energy to power small electronics 

and devices that are very portable and perhaps do not require a lot of energy such as implantable 

biomedical devices. In particular, methods of efficiently harvesting energy from the human body 

would render the electronics as self-powering in that no other sources of energy would be 

necessary to charge them. 

  

Figure 2. Schematic of the three common types of energy harvesting devices (left to right): triboelectric, 

thermoelectric and piezoelectric [21–23] 
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Despite the convenience and simplicity of such energy harvesters, in the end, they are only 

energy harvesters and not capable of storing the energy that is collected. Thus, true energy storage 

devices such as supercapacitors and batteries are required and can be coupled with the generators 

for a full, self -powering, high capacity energy harvesting and storage system. Additionally, many 

of the methods for preparing the materials required to enhance the energy harvesting meth od of 

the generators require more expensive or complicated techniques, such as the preparation of 

doped polymers into films or microfabricated pattern gratings [24]. 

Supercapacitors and batteries are both energy storage devices that have been developed in 

flexible forms in research and even sold on the market, showing great promise for powering IoT 

devices and other flexible and wearable technologies. Supercapacitors typically have a very high 

power density due to the energy storage mechanism being purely physical in the adsorption of 

ions to the electrode surface in EDLC based supercapacitors. Moreover , the highly reversible 

energy storage mechanism in these supercapacitors allow them to charge and discharge for 

thousands of cycles. Yet, the capacitance of EDLC supercapacitors is proportional to the surf ace 

area of the electrode used and thus, in order to maximize a supercapacitor’s capacity, a very high 

surface area electrode must be used. Typically, these electrode materials are expensive to 

synthesize and keep stable in the electrode (prevention of aggregation) upon cycling. [7] 

Researchers have found ways to fabricate thinner and more flexible supercapacitors, often 

dubbed microsupercapacitors. In 2007, Pushparaj et al. discovered a way of utilizing ionic liquid 

and unmodified cellulose to cast onto a film of multi -walled carbon nanotubes (CNT) to form a 

thin paper nanocomposite that can be used as the electrode of a supercapacitor [25]. They had 

also proposed to use it as a battery, mimicking the graphite -Li battery. Others have also used 

paper as a substrate for supercapacitors due to cellulose’s inherent flexibility as well as the 

availability and convenience of paper [26–29]. However, as paper has a tendency to degrade as a 

result of cellulose’s hydrophilicity, other options for flexible supercapacitors have also been 

explored. Furthermore, even simpler methods of fabrication  as well as using direct patternin g of 

interdigitated electrodes became desirable for faster prototyping  in industry.  
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El-Kady et al. were the first to look into using the direct laser writing (DLW) of GO films to 

selectively reduce GO, forming conductive  reduced graphene oxide (rGO) traces that can become 

free standing, flexible supercapacitors [14]. Graphene is very attractive as an electrode material 

due to its high surface area and carrier mobility . However, the typical  indirect  chemical synthesis 

of graphene through GO, which can be reduced to form rGO, is a long procedure with many 

harsh chemicals. In this indirect synthesis procedure, the graphene formed is often laden with 

defects and crinkled due to the destruction of the graphitic lattice upon o xidation and subsequent 

removal of the functional groups to form rGO.  A few years later, Lin et al. found that by using a 

commercial CO2 laser, porous graphene films could actually be induced by DLW from a 

commercial polymer known as Kapton©, or PI [15]. This allowed for the possibility of utilizing 

the polymer as both a substrate and a precursor for the electrodes as well as a very facile method 

of fabricating roll -to-roll EDLC supercapacitors. 

Even with the advancements in preparing flexible supercapacitors, ultimately , 

supercapacitors still have a lower energy density, causing them to be less effective in particular 

applications in comparison to batteries which are capable of storing much more energy per 

volume or weight.  

 

2.1.2 Flexible, Thin-Film  Batteries 

As batteries are much more complex than EDLC supercapacitors, their fabrication 

techniques and operations also tend to be more intricate. The formation of th in-film, flexible 

batteries can be made in a number of different methods and architectures. The two most common 

form factors are thin -film sandwiches and interdigitated electrodes. Most  sandwich-form  thin -

film batteries are fabricated from blade coating an electrode slurry to a current collector  [11,30,31], 

screen-printed [30,32] or by CVD and sputtering  [10,33,34] of various battery materials and layers. 

Blade coating and screen printing  have been shown to be effective and scalable methods for batch 

processing, where the former is also capable of producing roll -to-roll (R2R) films of electrode 



11 

 

material , while CVD and sputtering techniques are currently limited in industry due to the high 

operational and manufacturing costs.  

While b lade coating [35], screen printing and sputtering are methods that can also be used 

to fabricate interdigitated batteries, other techniques are available too, such as atomic layer 

deposition (ALD ) [36] or nanotemplating [9], as examples of microfabrication methods. Yet 

printed electron ics and direct-writing techniques are becoming more popular due to the ease and 

scalability of these methods. Batteries can be 3D-printed  [37,38] and ink -jet printed [30] in any 

desirable configuration as wel l, after the development of suitable formulations that maintain the 

electrical contact of all components after drying. One of the challenges with using slurries, 3D-

printing inks or inkjet -compatible inks is the necessity of using a high binder and conductive 

additive content in order to ensure the contact of electrode components with the bending and 

unbending of the battery. However, this also reduces the energy density of the final device. Thus, 

it is attractive to pursue systems that mitigate the need for binders and additional conductive 

additives altogether. This can be made possible in the DLW of 3D porous graphene films , as 

introduced by the Tour group [15], which creates highly versatile electrodes for any kind of 

flexible electronics. 

 

2.1.3 Traditional , Non-Flexible Lithium Sulfur Batteries  

There have been many reports of flexible Li -ion batteries in literature but generally, due to 

the nature of flexible cells, a higher portion of inactive components would be required in order to 

compensate for some stresses present in the cells during flexing and bending . As a result, the 

energy density of such batteries would be much lower than their non -flexible counter parts. It is 

for this reason that it would be of interest to explore higher energy density battery chemistries 

for use in such flexible batteries, such as the LiS battery chemistry. 

The LiS battery chemistry promises a significant improvement in energy den sity over the 

highly commercialized Li -ion batteries due to the low density of lithium and sulfur as active 

materials. This is to be compared to the metal oxides and graphite used as Li-ion hosts in Li -ion 
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batteries. Most Li-ion batteries can reach a maximum of about 100-200 mAh/g theoretical capacity 

(depending on the cathode material) [39], while the sulfur cathode in LiS batteries have a 

theoretical capacity of 1672 mAh/g, based on the redox reactions of Li with the elemental S. While 

this only attests to the capacity improvement of the LiS chemistry, the low density of sulfur and 

lithium yields energy densities of 2500 Wh/kg,  a several fold increase in energy density over Li-

ion batteries [40]. This makes LiS batteries significantly more desirable especially for applications 

concerning transportation and other load -critical applications.  

Despite the attractiveness of the LiS chemistry, so far, there have been only about two 

commercialized LiS batteries on the market, one by Sion Power© called the Licerion® and one by 

OXIS Energy. The slow commercialization of LiS batteries is due to a number of challenges that 

LiS batteries experience that are critical to their long-term stabil ity and capacity retention as well 

as safe operation (summarized in Figure 3). The first challenge in designing LiS batteries is the 

fact that both the initial elemental sulfur and final discharge products Li 2S2/Li 2S are all 

electronically insulating. As a result, it is not possible for sulfur to be used on its own as a cathode 

material, but it must be distributed within a conducting matrix, of which th e conductive host 

must also be engineered to minimize its weight and volume so as to not diminish the increased 

energy density with the LiS chemistry.  [40,41] 

Another challenge is the shuttling phenomenon where  highly soluble  intermediate sulfide 

species, called lithium polysulfide species (LiPSS), have a tendency to migrate away from the 

cathode due to a concentration gradient formed within the cell . This results in a loss of active 

material and capacity fade. Additionally, during  the charging of the device, the shuttle 

phenomenon leads to “infinite” charging which  takes place when longer chain LiPSS migrate 

away from the cathode towards the anode and become reduced to shorter chain LiPSS there. The 

shorter chain LiPSS migrate back towards the cathode and once again become oxidized to longer 

chain LiPSS and the cycle begins again. Typically, the shuttle phenomenon can be mitigated by 

using electrolytes that have a lower solubility for these LiPSS, but some degree of solubility is 

required for the redox reactions to  occur. Some other solutions have been to use either physical 
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entrapment or covalent interactions with these LiPSS, which can prevent their migration from the 

cathode. [40,41] 

While the electrolyte must be stable to enable the redox reactions of sulfur with lithium 

ions, the electrolyte must also be inert towards the active material but also capable of forming a 

stable solid electrolyte interphase (SEI) upon its decomposition at the electrodes. SEI is a layer of 

electrolyte decomposition/side reaction products  at the electrode. During SEI formation, it results 

in a lower cycling efficiency . But once stable, SEI is also helpful in preventing further side 

reactions at the electrode. This is particularly critical at the negative electrode which is typically 

metallic lithium . Lithium is highly reactive, forming SEI with the non -aqueous electrolyte upon 

contact, but its highly reactive nature also results in a porous, mossy structure upon many plating 

cycles due to the effectively infinite volume change of a metal anode  where Li is completely 

stripped and completely re -plated during each cycle. As such, a more extensive SEI layer forms 

with the increase in surface area and porosity of the Li anode. This slows down the diffusion of 

Li -ions in and out of the anode in addition to irreversibly consuming electrolyte. Uneven 

deposition of Li metal at moderate charging rates also results in dendrite formation during 

plating, which can lead to the puncturi ng of the separator membrane, resulting in short circuits  

and cell failure . [40,42,43] More of the challenges pertaining to Li metal anodes will be discussed 

in greater detail (Section 4.1). 

Though there are many challenges, there have also been many great efforts publi shed in 

literature to mitigate these challenges, making LiS batteries safer to operate and closer to wide-

spread commercialization. It is with the challenges of traditional LiS batteries in mind that the 

flexible LiS battery is designed as presented in this work. 



14 

 

 

Figure 3. Summary of main challenges with traditional, non-flexible LiS batteries 

 

2.2 Design of Device 

Laser-scribing as an approach for the simple and cost-effective production of such flexible 

energy storage devices is very promising and was thus considered for the fabrication of the 

flexible batteries presented in this thesis. Thus far, batteries have not been made using this laser-

scribing technique. It is possible that this is due to the challenge of the insulating nature of most 

cathode materials (e.g. Li metal oxides for Li -ion batteries, sulfur for LiS batteries) as well as the 

difficulty of  selectively depositing the material onto the electrodes themselves. As a result, more 

complicated cleanroom techniques would  typically  need to be used. However, it is possible to 

utilize a simple approach to create interdigitated LiS batteries using the laser induction method 

(Figure 4). First, a simple, commercial laser engraving machine (i.e., CO2 laser) was used to 

pattern conductive, flexible, high surface area graphene traces on top/within a commercial PI 

film.  Next, sulfur is selectively deposited onto these traces by exposing electrodes to a bath of 

saturated sulfur in  dimethyl sulfoxide  (DMSO) in order to heterogeneously nucleate sulfur onto 

the LIG by lowering sulfur’s solubility in a cooled, saturated solution . Repeating this procedure 

enabled control of the sulfur loading up to 3  mg/cm2 or higher, which is near the optimal loading 
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for high energy density large format devices  [17]. While this sulfur deposited as micron -sized 

crystals, it was found that  brief heating beyond the melting point of sulfur allow ed for melt 

imbibition into the laser -patterned pore network. In a second step, the anode was scribed onto 

the film by the same laser induction method. As lithium has a high nucleation  energy on a number 

of materials, including carbon, silver nanoparticles (Ag  NP), which w ere found to alloy with 

lithium to reduce the plating overpotential,  were introduced  [44]. The Ag NP act as a means to 

seed the growth of lithium during its electrodeposition onto the anode , resulting in smoother 

plating morphologies . Additionally, since lithium has a tendency to form dendritic morphologies 

at high plating currents, a reverse pulse plating technique was used, which, when combined with 

the Ag NP seeds, produced denser lithium films on the LIG electrodes. A room temperature ionic 

liquid  (RTIL) is used as the cycling electrolyte, which is known to be thermally and chemically 

stable while also providing safety due to its non-flammability. This allows the device then to be 

suitable in flexible systems to be used in IoT devices and other related applications.  

 

Figure 4. Schematic of design for lithium sulfur flexible battery 

 

2.3 Method and Characteri zation 

2.3.1 LIG Electrodes 

The method of creating LIG on PI as published by the Tour group [15] was adopted in the 

preparation of the electrodes for the flexibl e battery. Kapton© (HN polyimide) film with a 

thickness of 127 µm was purchased from McMaster-Carr to be used as the substrate and source 
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of carbonizable material for the electrodes. The PI film was used as is without  modification  and 

a CO2 laser system (Boss Laser LS1416, 50W) was used for the laser-patterning of the electrodes. 

The interdigitated pattern of the electrodes can be seen in Figure 5a) where the red area 

corresponds to the cathode of the battery and the blue area corresponds to the anode of the 

battery. After the induction of the porous graphene network, the width of each finger is found to 

be around 315 µm and 175 µm for the cathode and anode (prior to Li plating) fingers, respectively, 

with the separating distance between each adjacent finger of opposite polarity to be around 310 

µm (prior to Li plating). The overlapping distance between the sets of fingers for each polarit y is 

1.2 cm. The design was explicitly chosen such that the anode fingers would be thinner in order 

that more Li metal can be plated onto the LIG without short circuiting the final device.  

The two sets of electrodes are scribed separately, with the cathode first and then the anode, 

as will be further described later. Figure 5b) shows the sample after the laser-scribing of the PI 

film. A scan speed of 30 mm/s and 10% power (5W) were used in x-direction, bilateral raster  

scanning mode for the patterning of the interdigitated electrodes and the pattern was lased onto 

the PI twice (i.e. number of laser passes = 2). These LIG electrodes were used as the conductive 

network for the deposition of the active material in both the anode and cathode of the flexible 

battery. 

 

Figure 5. a) Laser-scribing pattern of device on computer software for laser and b) digital image of 

completed device after scribing 

 

b) a) 
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2.3.2 Sulfur Deposition into LIG  

Sulfur crystals can be heterogeneously nucleated onto the surface of the LIG electrodes 

through a reduction in the solubility of sulfur by the cooling of a saturated solution of sulfur 

(purum p.a ., >= 99.5%, from Sigma Aldrich) in DMSO (>= 99.7%, Fisher Scientific) with a 

concentration of 40 mg/mL. This solution was heated up to 180°C in order to dissolve the sulfur 

in the DMSO under stirring . The sample is placed with the electrodes facing down on a petri dish 

and weighed down by a glass slide in the petri dish, which are all preheated to 130°C on a hot 

plate. The heat is shut off on the hot plate after 750 µL of the hot S/DMSO solution was injected 

between the sample and the petri dish and sample were cooled on the hot plate for 15 mins. The 

sample was then gently but thoroughly rinsed with deionized water to remove any excess 

S/DMSO solution and dried at 110°C for 15 mins in air. A noticeable change in colour of the 

electrodes was found as the water evaporated from the sample. The electrodes were now a grey 

colour, with sulfur crystals that were detected by the naked eye due to the light that reflected off 

the crystals. The sample was flash heated at 165°C, the temperature at which  sulfur possesses its 

lowest viscosity [19], on the hot plate for only a few seconds until the sulfur crystals had 

disappeared and melted into the electrode. The colour of the electrode was now almost black, just 

slightly lighter in colour than after scribing, but no more sulfur crystals could be det ected by the 

eye. 

For multiple sulfur depositions in order to obtain higher loadings, the same process  (Figure 

6) was repeated from 2-4 depositions. 
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Figure 6. Schematic illustrating the sulfur deposition procedure which was repeated for increasing the 

sulfur loading as necessary 

 

2.3.3 Lithium Electrodeposition into LIG  

Following the sulfur deposition to a desired loading, the anode of the battery was patterned 

(blue area only of Figure 5). The device is then taken into an argon-filled glove box. For the 

electroplating of lithium onto the anode of the battery, the set up in Figure 7 was used, where the 

distance between the counter electrode (CE) and working electrode (WE) is 3 cm. A piece of 

lithium ribbon  (length x width = 5 x 4 cm, thickness of ~0.75 mm, Sigma Aldrich) was used as a 

counter electrode and the working electrode is the anode of the sample itself. Both of these are 

contacted with a piece of brass (Ultra-Formable 260 Brass Sheet purchased from McMaster-Carr) 

while set 3 cm apart in a glass holder in a bath of the plating electrolyte composed of 1M  lithium 

perchlorate (LiClO 4, 99+%, Acros Organics) in 1:1 ethylene carbonate (EC, anhydrous 99%, Sigma 

Aldrich)/dimethyl carbonate (DMC, anhydrous >= 99%, Sigma Aldrich ), and used as is. 
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Figure 7. Diagram for the side view of lithium plating set up 

Colloidal silver nanoparticles (Ag  NP) were synthesized from AgNO 3 and reduced by 

sodium citrate as described by Ratyakshi [45]. The entire laser-scribed sample is submerged in a 

bath of ethanol for 10 mins in order to wet and displace the air from the porous hydrophobic LIG 

network Afterwards, the sample is submerged into the aqueous bath of the Ag NP for 10 mins 

which solvent exchanges the Ag NP dispersion with the ethanol. The sample is then heated on a 

hot plate at 110°C to remove all water from the sample. 

Both direct current (DC) and a reverse pulse plating (RPP) techniques were applied to 

electrodeposit lithium onto the LIG. For using RPP, according to Chandrasekar et al. [46], the 

specific cathodic and anodic currents and times must be chosen with the consideration of the duty 

cycle as well as the amount of time required to charge the electrical double layer on each of the 

pulses. For the RPP technique, the average current density, IA, is defined as: 

Ὅ       (1) 

Where IC is the forward, cathodic current and TC is the length of the cathodic current pulse in 

time, IAA is the reverse, anodic current and TAA is the length of the anodic current pulse in time. 

Table 2 indicates the specific parameters used for lithium plating with the RPP technique, based 

on a study that was conducted by Yang et al. [47] in 2014 to determine the effects of various 

parameters on the morphology of plated lithiu m as well as the cycling efficiency of Li/Li 

symmetric cells. The values as listed in Table 2 yielded the most compact morphology while also 
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giving the  highest cycling efficiency, indicative of the lowest rate of loss of lithium due to 

reactions with the electrolyte or dendrites that form and break off.  

Table 2. Lithium plating parameters chosen for the RPP technique based on [47] 

Parameter Value 

Cathodic current, IC (mA/cm 2) 1 

Cathodic current pulse length, TC (ms) 5000 

Anodic current, IAA (mA/cm 2) 10 

Anodic current pulse length, TAA (ms) 20 

 

Due to the nature of lithium being consumed in the process of creating the passivating SEI 

layer, it is recommended to always use an excess of lithium to mitigate the loss of lithium. A 

stoichiometric ratio of 1:2.5 for S/Li was chosen for determining the lithium loading into the anode 

fingers. 

 

2.3.4 LIG-Based Full Cell 

After  Li electrodeposition, the samples were rinsed wit h 1:1 EC/DMC without the LiClO 4 

salt to remove all traces of excess salt. Then the samples were fully dried by vacuum in order to 

remove excess solvent. As carbonate solvents are incompatible with the sulfur cathode due to the 

reactivity of lower -order pol ysulfides with the carbonate molecules [48], it is crucial to completely 

remove the carbonate solvent that was previously utilized for lithium electrodeposition. For the 

cycling of the cells, a RTIL-based electrolyte was chosen due to the non-volatility, high chemical 

and temperature stability as well as its low solubility for polysulfides, preventing its migration 

towards the anode leading to capacity fade. Specifically, 1M lithium 

bis(trifluoromethylsulfonylimide) (LiTFSI , 99.95%, Sigma Aldrich) in 1-ethyl -3-

methylimidazolium bis(trifluoromethylsulfonylimide) (EMImTFSI , 99%, IoLiTec) was chosen as 

the cycling electrolyte. LiTFSI has been shown to form stable SEI decomposition products that 
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help stabilize the Li anode [49]. The cycling setup used in this study is shown in Figure 8, where 

the busbars of the device are contacted by copper foil , and the electrolyte and contacts are pressed 

against the cell by the use of glass plates held together using external clips.  

 

Figure 8. Cycling setup of the flexible LiS batteries with where a) is the top view and b) is the side view. 

The device is contacted by copper contacts at the busbars and held together by clips to contain the cycling 

electrolyte 

 

2.3.5 Li v s Li Symmetric Cell  

As most of the capacity loss can be elucidated by the consumption of Li through SEI 

formation during the first cycle, it was of interest to conduct a Li versus Li test on the LIG fingers 

where Li is electrodeposited on both sets of fingers at an equivalent capacity and cycled. In this 

study, both sets of LIG fingers contained a film of plated Li (by RPP seeded by Ag NP), plated to 

a capacity of 1.874 mAh on both (equivalent to 1.0x stoichiometric lithium to the sulfur loading 

of 3.9 mg/cm2). This capacity was chosen so as to avoid short circuiting of the cell after both sets 

of electrodes were electrodeposited with Li.  After Li was introduced to both electrodes, the 

sample was rinsed with solvent as described in Section 2.3.4 and dried prior to cycling in the 
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cycling electrolyte of 1M LiTFSI in EMImTFSI . The same cycling setup described in Figure 8 was 

used for the cycling of the cell. 

 

2.3.6 S/LIG v. Li Full C ell 

The S/LIG material was scraped off of the PI substrate after four cycles of the nucleation-

imbibition technique and it was confirmed by TGA that the final weight percentage of sulfur was 

around 70%. The material was then pressed into an electrode (1/2” diameter) onto an Al foil 

current collector (as is conventional  for sandwich cells) with a very low pressure, only sufficient 

enough to form a very thin pellet with an areal loading of 3.9 mg/cm 2. The cathode was then 

transferred into an Ar filled glovebo x and used to make a CR2032 coin cell. The coin cell 

components comprise of a stainless-steel cathode pan, cathode (as described), glass fiber 

membrane (pore size of 2.7 µm, thickness of 160 µm, Sigma Aldrich), Li foil, stainless steel spacer, 

stainless steel spring, 100 µL of electrolyte and stainless steel anode cap with a Teflon O-ring. The 

coin cell was assembled entirely within the Ar glovebox with water and oxygen levels below 1.0 

ppm, and the cell was pressed at 1000 psi. For comparison, two electrolytes were tested: 1M 

LiTFSI in 1:1 (v/v)  1,3-dioxolane (DOL , anhydrous 99.8%, with ~75 ppm BHT as inhibitor, Sigma 

Aldrich)/1,2 -dimethoxyethane (DME, anhydrous 99.5%, Sigma Aldrich) and the RTIL -based 

electrolyte used previously , 1M LiTFSI in EMImTFSI. The ether-based electrolyte was chosen for 

comparison as it  is a more commonly used electrolyte for LiS systems. After assembly, the cells 

were taken out of the glovebox for cycling between 1.5 V and 3 V at 0.1C. 

 

2.3.7 Material Characterization  

The pore structure of the laser scribed material was characterized through scanning electron 

microscopy (SEM, FEI Quanta FEG 250 ESEM with energy dispersive x-ray spectroscopy (EDX)) 

at an acceleration voltage of 20kV and surface area measurements were conducted using a DVS 

Advantage Surface Measurement System, between partial pressures of P/P0 = 0-0.5 using ethanol 

as the adsorbate. The LIG was scraped off the PI substrate using a scoopula and then the mass 
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and surface area was measured by the surface measurement system equipped with a 

microbalance. Mass measurements in the surface measurement system were taken after having 

tared the microbalance and dry air flowed over the sample for at least 30 min. 

While the surface area measurements yielded the pore size distribution, fur ther BET 

analysis on the linear region of the isotherm corresponding to multi -layer coverage yielded the 

following linear fit of the form y = mx + b: 

ȟ

ὖ
ὖ ȟ

ᴼώ ςȢψτφσυϽρπὼ τȢχττςρϽρπ , (ς) 

where P/Po is the partial pressure, Vad is the volume of adsorbate (ethanol in this case), C is 

the BET constant, Vad,mon is the monolayer volume of adsorbate which can be calculated to yield 

the surface area of the LIG material. 

To understand confirm the presence of graphene and sp2 regions within the LIG , Raman 

analysis was conducted by a Horiba Jobin-Yvon HR800 Raman system equipped with an 

Olympus BX 41 microscope with a 532 nm laser at 50% laser power (of the 50mW total laser 

power) . The following empirically derived equation  is used for the estimation of the number of 

graphene layers [50]: 

‫ ρυψρȢφ Ȣ      (3)  

where ωG is the position of the G peak and n is the number of graphene layers. 

The crystallite size can be estimated through the following equation  [51]: 

ὒ ςȢτ ρπ ‗      (4) 

where La is the crystallite size of the graphenic domain and λ is the wavelength of the laser used, 

532 nm, in this case. This is under the assumption that in the variation of ID/IG with La, the LIG 

lies within the regime of nanocrystalline graphite as opposed to the regime of amorphous carbon 

as described in [52]. 



24 

 

For the determination of sulfur and Ag NP wt%, thermal gravimetric analysis ( TGA, TA 

Instruments Q500) was conducted. For TGA, it is expected that for the samples, there would only 

be LIG, absorbed atmospheric water and sulfur or Ag NP. Other chemicals involved in the 

procedures should have been properly rinsed off and all interactions between the LIG, water and 

sulfur/Ag NP are purely physical. Th us, TGA is an appropriate analysis to carry out to determine 

the elemental gravimetric composition of the samples, specifically  sulfur and silver, through the 

decomposition of sulfur in N 2 gas or LIG in air (to determine the remaining silver). TGA was 

carried out  from 25°C – 800°C at a ramp rate of 10°C/min and the samples were held at 100°C for 

30 min prior to further temperature increase in order to remove excess water. Sulfur/LIG samples 

were conducted under nitrogen gas while Ag NP/LIG samples were cond ucted in air. The weight 

fraction  of sulfur  was determined through the following formula : 

ύὸϷ έὪ Ὓ  
Ϸ   Ј Ϸ   Ј

Ϸ   Ј
ύὸϷ ὰέίί έὪ ὒὍὋ Ὥὲ ὔ   (5) 

And for the Ag NP content:  

ύὸϷ έὪ ὃὫ ὔὖ  
Ϸ   Ј

Ϸ   Ј
ύὸϷ ὰέίί έὪ ὒὍὋ Ὥὲ ὥὭὶ   (6) 

Both equations assume that any loss occurring at 100°C is purely due to the evaporation of 

water and the loss of LIG is found using a blank sample of LIG heated to 800°C in nitrogen gas 

for sulfur and in air for Ag NP.  

To observe the sulfur distribution within the  pores of the LIG fingers, they  were encased in 

poly(methyl methacrylate) (PMMA, MW = 35,000, Acros Organics), formed through the 

dissolution of PMMA in acetone and dissolved PMMA was drop-casted onto the LIG fingers. 

Due to the low surface energy of acetone on LIG, it was expected that PMMA was able to also 

infiltrate the pores of the LIG.  This was done so that the sulfur in the pores of the LIG would not 

sublime under the vacuum of the SEM/EDX chamber (as the sulfur crystals were found to slowly 

shrink and disappear with time during previous analysis) . After the cast solution was dried, the 

sample was characterized through EDX. 
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To observe finer morphologies of the lithium plating samples, they were first  rinsed with 

1:1 EC/DMC without LiClO 4 in order to remove any residual salt. Afterwards, it was dried under 

vacuum to remove excess solvent and then imaged under the SEM. 

 

2.3.8 Electrochemical Characterization 

For the electrodeposition of lithium, the constant current and alternate pulse galvano 

cycling programs were used in the EC-Lab software of a BioLogic SP-300 instrument. The same 

instrument was also used to conduct electrochemical impedance spectroscopy (EIS) with the 

frequency range between 5 MHz and 100 mHz in potentiostatic mode. 

In both the LSFB full cell, Li  vs Li symmetric cell and S/LIG vs Li full cells, the cells were 

connected to a battery tester (BTS 3000, Neware). The full cells were cycled by galvanostatic 

cycling at 0.1 C between 3V and 1.5V, while the symmetric cells were cycled between +1.5V and 

-1.5V, at the same current as the full cells for a consistent current density. While most symmetric 

Li cells in a coin cell format would be cycled between +1V and -1V at most, the wider voltage 

range chosen in this instance is to accommodate any ohmic drop due to the distance between the 

sets of LIG fingers. 

 

2.4 Results 

2.4.1 LIG Electrodes 

The open nature of the interdigitated architecture of the  lithium sulfur flexible battery  

(LSFB) is inevitable in the device as PI is multifunctional, acting as the substrate, precursor for 

the electrodes as well as the separator between the opposite-polarity electrode fingers. This poses 

the challenge of requiring higher precision in the induction of electrodes for the anode in 

comparison to simply casting a slurry of electrode materials. However, the benefit of having the 

possibility for simple, cost effective processing as well as an open architecture for the opportunity 
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of conducting spectroscopic studies on the lithium -sulfur chemistry off -balances the challenges 

involved.  

From the SEM images (Figure 9), it is clear that the pore structure appears to be hierarchical 

in nature, ranging from very large pores on the scale of several micron, to many smaller ones that 

are situated within these l arge pores. More specifically, some of the smaller pores appear to be 

fibrous in nature, as seen in the Figure 9b). BET confirms the mode of pore sizes below 10 nm as 

approximately 1.1 nm (Figure 10a)), which may be characteristic of the space between the fibrous 

structures. The presence of both very large pores and very small pores is desirable as a conductive 

host for the sulfur cathod e due to the fact that large pores can facilitate rapid ion-transport while 

the small pores yield a higher surface area possible per mass of material so that the insulating 

sulfur can be well -distributed and be both ionically and electronically contacted. Especially in the 

present system where an ionic liquid -based electrolyte is used as opposed to a conventional 

organic solvent-based electrolyte, the ionic resistance is higher due to the increased viscosity. 

Thus, maximizing the ion transport is necessary to reduce any overpotentials required for cell 

operation. 

 

Figure 9. SEM image depicting hierarchical pore structure of LIG with scale bar = a) 10µm and b) 1 µm 

Surface area measurements were conducted, and calculations based on the linear region  

of the BET isotherm (0.05 ≤ P/Po ≤ 0.35, Figure 10b)) generated a surface area of 183.36 m2/g. This 

value is quite far from graphene’s theoretical surface area of ~2600 m2/g [53], which suggests high 

occurrences of stacked material and the lack of ability for the laser source to properly induce few 

a) b) 
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layer graphene, yet at the same time, it is necessary to consider that most methods to produce 

single to few layer graphene involve low yield, time intensive methods like CVD or chemical 

exfoliation , requiring hours to days for production while laser -induction of graphene can be 

produced in seconds or minutes. 

 

Figure 10. a) BET pore size distribution of LIG material and b) BET transform of isotherm between P/Po 

of 0.05 and 0.35 

It is also necessary to confirm the presence of graphene as opposed to amorphous carbon 

as the previous SEM image revealed that the structure of the LIG material is more akin to a 3D 

porous carbon like activated carbon as opposed to a well aligned 3D network of graphene. Thus, 

Raman analysis was conducted, and the spectrum can be found in Figure 11 and the characteristic 

D, G and 2D peaks can be observed at 1349.39 cm-1, 1583.02 cm-1 and 2699.80 cm-1, respectively. 

The spectrum obtained is consistent with the results of similar LIG work  in published literature. 

[15,16,54,55] From the narrow G peak, it is clear that there is a significant graphenic region of sp2 

C atoms. The specific position of the G peak is also highly sensitive to the number of layers present 

in the graphene, ranging from single layer graphene at a peak position of 1587.1 cm-1 and  graphite 

possessing a peak position of 1581.6 cm-1. [50,52] According to equation (2), the estimated number 

of layers is, on average, ~3. 
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Figure 11. Raman spectrum for LIG film on PI with two laser passes at 10% power and 30 mm/s speed 

The intensity of the D peak is reflective of the resonance due to scattering in the presence 

of a defect, such as the bending of sp2 bonds. However, the ratio of ID/IG (here, ID/IG = 0.2014) 

suggests an abundance of nanocrystalline graphene domains. [52] The crystallite size was 

determined  to be ~4 nm, hence nanoscale crystalline domains,  as calculated by the relation  in 

equation (3). 

The 2D peak can be fitted with one peak at 2700 cm-1, similar to single layer graphene. 

Without the splitting of this 2D peak, it is an indication that graphite is not present, but graphene. 

[56] The peak has an intensity of approximately half of the intensity of the G peak, which confirms 

that there is some stacking of layers of graphene, consistent with the calculated estimated layers 

of graphene above. 

 

2.4.2 Cathode: Sulfur Deposition onto LIG  

After the PI substrate is scribed with only the cathode (red area in Figure 5a)), sulfur is then 

deposited into the electrode. However, it is a challenge to introduce sulfur selectively into/onto 

the LIG electrodes, as sulfur is electrically insulating  and is typically not electrodeposited onto an 

electrode. Traditional methods of introducing sulfur into a conductive host involves grinding of 

the elemental sulfur with the conductive host (e.g. carbon nanotubes, graphene, carbon black, 

etc.) followed by melt infiltration, a technique that has become very popular and widely adopted 
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from the Nazar  group [19]. Unfortunately, d ue to the nature of the already formed electrodes by 

laser induction, it is not possible to directly utilize this common method to introduce sulfur.  

As a result, in order to introduce sulfur into an already -formed porous conductive host like 

the LIG electrodes, a novel, two-step method is developed utilizing 1) the characteristic of 

heterogeneous nucleation to occur favourably on the defects and edges of surfaces like graphene 

as well as 2) the traditional melt imbibition technique  (as depicted in Figure 6). To verify the 

effectiveness of this two-step method to introduce sulfur into the pores of the LIG material, the 

cathode material was analyzed under the SEM in backscattered electron detector (BSD) mode and 

EDX elemental mapping was conducted on the electrode prior and post -melting of the sulfur 

crystals after the first deposition. Figure 12a-d) depicts the presence of the sulfur crystals that 

have grown on the LIG electrode. Prior to the melting of these crystals, sulfur is present mostly 

only in the form of large (~10-25 µm diameter) crystals, seen in both c) and d). However, after the 

flash heating at 165°C, the temperature at which molten sulfur is the least viscous and is thus 

used as the temperature for melt imbibition  [19], the sulfur is very uniformly distributed over the 

surface of the electrode so that it can readily be electrically contacted and reached by electrolyte 

for controlled redox reactions during cycling.  
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Figure 12. SEM/EDX mapping and optical microscope (inset of d & h)) images of the sulfur cathode after 

the first deposition of sulfur a-d) prior to the melting of the crystals and e-h) after the melting of the 

crystals to illustrate the presence of sulfur crystals that melt to uniformly wet the surface of the LIG. 

Scale bars in all images = 50µm 
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In order to better understand the distribution of sulfur within the LIG cathode after the 

melting of the sulfur crystals, the sulfur LIG fingers were encased in PMMA . During the drying 

process and acetone’s high volatility, there was a great deal of strain in the PMMA film on top of 

the sample, resulting in a separation of the PMMA film at the top from the PI. This also led to the 

separation of the extruded LIG materia l from the LIG material that is below the level of the PI 

(from laser induction), but  this is not expected to detrimentally affect the characterization.  In 

Figure 13a), a larger cross-sectional area of the LIG sulfur cathode is shown with a separation of 

the LIG from the PI substrate, revealing brighter areas in the separated region (in the SEM 

micrograph under  backscattered electron detector (BSD) mode) that corresponds to the 

accumulation of sulfur within large macropores of the LIG after the sulfur crystals were melted. 

This can be confirmed through the EDX elemental mapping as well.  Although the EDX mapping 

shows a weak overall sulfur signal and a concentration of signal only near the bottom left 

quadrant, it is because of the low magnification of the mapping, which results in a smaller 

percentage of collected signal. Under a smaller cross-sectional area in Figure 13b), the sulfur is 

confirmed  to be distributed over the LIG electrode still, proving that the sulfur did indeed wet 

and cover the surface area of the LIG, but also accumulated in larger pockets of space within the 

hierarchical structure.  This finding could possibly suggest that the method of introducing sulfur 

into these LIG electrodes may have certain limitations. For example, during the wicking of molten 

sulfur into hierarchi cal pore structures, the sulfur would be easily wicked into the macropores 

first, followed by the mesopores. Lastly, the micropores would be filled with molten sulfur given 

sufficient time, as the wetting of viscous  liquid into the  micropores would be the most sluggish 

due to the small pore radius. Yet with the flash heating of the sulfur crystals, there may not be 

sufficient time for the sulfur to be drawn into the smaller pores, hence the observed collection in 

the macropores. However, this is not particu larly concerning as sulfur has been known to 

redistribute over electrode surfaces upon cycling, a process called activation, and is expected to 

do so here [57,58]. 
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Figure 13. a) SEM micrograph in BSD mode and EDX elemental mapping of the cross-section of a LIG-

sulfur cathode to indicate the distribution of sulfur within the pore structure of the LIG. Thicker sulfur 

films can be seen near the interface of the LIG/PI. Scale bar = 200 µm. b) SEM micrograph in SE mode 

and EDX elemental mapping of the cross-section of a LIG-sulfur cathode (indicated as the area marked by 

a green rectangle in a)). The close-up cross-section mapping of S Ka1 verifies that sulfur is still within the 

pores, contrary to the low signal of the large-area sulfur map in a). Scale bar = 50 µm 

Digital images were taken of the cathode and are shown in Figure 14. Qualitatively, it can 

be observed that the nucleation density of sulfur crystals on the LIG electrodes is much lower for 

the first deposition compared to that of the second one. This can be explained by the fact that after 

the first deposition of sulfur where the melted sulfur crystals have wetted the surface of the 

electrodes, a very thin layer of sulfur was formed on the electrode surface. This provides many 

a) 

b) 
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more nucleation sites for sulfur in the subsequent depositions as heterogeneous nucleation on a 

like -material is more favourable than that on an unlike material, even though sulfur already 

preferentially nucleates on the edges and defects of the LIG. 

 

Figure 14. Digital images of LIG electrodes where a,d) show pristine LIG electrodes prior to any sulfur 

deposition and b,e) depict the electrodes after the first deposition of sulfur and the unmelted crystals while 

c,f) depict the electrodes after the second deposition of sulfur 

Apart from the tendency of heterogeneous nucleation to occur at edges and defects, the 

surface energy of sulfur on the LIG versus the PI is also critical. Figure 15 depicts the differences 

in the wetting of molten sulfur on carbon versus PI . Glassy carbon was chosen as the substrate 

for this test as it is compositionally equivalent to LIG but due to its highly polished surface, it can 

be equated to a (near) perfectly smooth surface. The smooth surface makes it suitable for the 

contact angle (CA) comparison as it removes any surface roughness effects. While this is not a 

true CA measurement study for the t wo substrates, the digital images in the figure make it very 

clear that molten sulfur possesses a lower CA on carbon as opposed to PI. According to the Young 

equation, ‎ ὧέί— ‎ ‎ , where the surface energies of the solid (substrate), liquid (molten 

sulfur) and vapour (air) are compared to the CA, θ, sulfur also has a lower surface energy on 

carbon compared to PI. The lower surface energy enables a lower critical nucleation radius, 

thereby making the carbon more preferable for the heterogeneous nucleation of sulfur in this 

procedure. 
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Figure 15. Digital images of molten sulfur droplet (10 mg) at 165°C on a) glassy carbon and b) PI to 

highlight the difference in wetting of sulfur on the two substrates and ÛÏÜÚɯÚÜÓÍÜÙɀÚɯ×ÙÌÍÌÙÌÕÛÐÈÓɯ

heterogeneous nucleation on carbon over PI 

As previously mentioned, the deposition of sulfur onto the LIG cathode can be repeated 

until a desired loading is obtained. Practically, the optimal sulfur loading into an electrode was  

discovered to be between 3-5 mg/cm2 in a review conducted by Pope and Aksay [17], where many 

literature publications of LiS batteries were analyzed in terms of the sulfur areal loading and the 

resulting energy density. A low sulfur loading led to an unoptimized usage of the electrode with 

high amounts of inactive material, but a high sulfur loading led to increased impedances during 

cycling and lower energy densities. It was only between 3-5 mg/cm2 that the highest energy 

density (400-500 Wh/kg)  is achievable. As a result, this was the target loading for the LIG battery 

system. 

The repeatability of the deposition technique to yield a typical loading for a certain number 

of depositions was determined through the collection of sampl es (5 samples for each number of 

sulfur depositions)  for TGA to determine the sulfur wt% within the LIG and displayed in Figure 

16 as a box and whisker plot. It appears as though there is a higher amount of variability within 

the first two depositions, yet this decreases at four depositions, in which the average obtained 

wt% of sulfur is just about 7 5%, which is fairly acceptable and most common in lite rature reports 

of sulfur cathodes for LiS batteries. At four depositions, the loading is 3.9 mg/cm2, within the 

aforementioned optimal loading and the theoretical capacities for each averaged loading as a 

function of sulfur deposition number is listed in  Table 3. Theoretically  then, if all of the sulfur 

introduced into the electrodes is electrically and ionically  accessible, the capacity listed in the 

a) b) 
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table should be obtained and this can thus be a measure of how effective the deposition technique 

combined with the LIG material work together as a sulfur cathode.  

 

Figure 16. Box and whisker plot for TGA results of sulfur wt% as a function of number of depositions 

 

Table 3. Average wt% of sulfur and the corresponding loading and theoretical capacity obtainable as per 

Figure 16. *Loading calculated is dependent on the area of the sulfur cathode alone 

wt% of Sulfur  Loading (mg/cm
2
) * Theoretical Capacity (mAh/cm

2
) 

40.5 0.9 1.5 

58.3 1.9 3.1 

69.2 3.0 5.0 

74.6 3.9 6.5 

 

 

2.4.3 Anode: Lithium Metal Electrodeposition onto LIG  

There are a number of challenges present with the electroplating of lithium, especially into 

a porous foreign substrate. These challenges will be discussed in further detail in Section 4.1 later 

but two of these challenges are addressed in this present section: 1) lithium has a  high nucleation 

barrier  (due to its high surface energy) leading to high overpotentials for  nucleation on non-
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wetting substrates and 2) its tendency to form dendritic morphologies during plating  at practical 

current density . 

A physical challenge of working with interdigitated electrodes for electroplating, espe cially 

with Li metal, is that if the plated metal is not uniform along the length of the fingers, there may 

be short circuiting with the adjacent fingers of opposite polarity. Particularly for Li metal, if the 

initial plated metal begins as non-uniformly p orous and rough in morphology, it can accelerate 

the formation of Li shorts during cycling, leading to rapid cell failure. Since LIG is still a 3D 

porous film, it cannot be avoided that the morphology will be rough at the microscopic level since 

LIG itself  is not a uniformly porous material. However, at  the very least, the macroscopic 

roughness can be mitigated to produce a somewhat more uniform film of Li along the length of 

the fingers. This can be done so by using Ag NP and RPP. 

Certain metal nanoparticles, such as silver, have been suggested for use as nucleation seeds 

to reduce the nucleation barrier of lithium plating  as the solubility of lithium in the nanoparticles 

lowers the nucleation activation energy  [44]. For example, in Figure 17b), the overpotential 

present with carbon as a substrate (marked by the green curve) is around 25 mV while in Figure 

17a), the overpotential for silver as a substrate (marked by the orange curve) is practically non-

existent. This is because lithium forms alloys with silver in the process of lithium plating, wh ile 

some carbons are only capable of being lithiated or act only as substrates purely for plating, hence 

the overpotential present. It is for this reason that silver nanoparticles were chosen to act as seeds 

for the electrodeposition of Li onto the LIG mat erial. 
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Figure 17. Voltage profiles of Li electrodeposition onto various substrates where Li has a) some solubility 

and b) negligible solubility as obtained from [44]. The capacities are offset to show where the Li plating on 

the substrate begins and the horizontal lines present are to show where the 0V mark is, with each vertical 

division being 0.05V 

SEM was used to verify the presence of Ag NP in the anode after the imbibition ( Figure 

18a)). Under BSD mode, the much higher elemental number Ag NP appears to be very bright in 

the SEM micrograph and it can be observed that the size of the NP used vary from almost 1µm 

to tens of nm in diameter. It is apparent from these images that the size of the NP is not 

monodisperse nor uniform. This is mostly due to the fact that the Ag NP are dried onto and into 

the LIG fingers. As a result, the drying process will inevitably lead to agglome ration and growth 

of the NP from a reduced electrostatic repulsion in the absence of a liquid medium. However, for 

the purpose of acting as Li plating seeds, the specific size and polydispersity of Ag NP is not 

critical to its function to reduce overpotent ial during plating. Moreover, the TGA results ( Figure 

18b)) show that a typical loading of Ag NP using this imbibition method followed by drying 

yield s an Ag wt% of ~4% when LIG with and without Ag NP is heated under air . 
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Figure 18. a) SEM micrograph in BSD mode of Ag NP present in the LIG electrode after imbibition. 

Scale bar = 5 µm; b) TGA results of LIG with and without Ag NP run in air for the determination of 

loading 

Even with Ag NP, Li electrodeposition is still limited in terms of the plating current density 

as higher currents tend towards dendrite formation.  Typically, it is recommended that Li 

electrodeposition current densities do not exceed 0.1 mA/cm2 as higher current densities will 

result in Li ion diffusion limitations, tending towards porous and mossy morphologies. However, 

it is also not a practical approach as it would require a very long time in order to electrodeposit a 

sufficient amount of Li metal to stoichiometrically balance the sulfur in the cathode.  

To address the trade-off of requiring lower plating currents, an RPP technique was applied. 

This plating technique involves forward, cathodic currents interrupted by brief pulses of reverse, 

anodic currents of higher intensity. The rationale for using pulse plating over DC plating  is to 

compensate for local, diffusion -limited regions that will be present in solution when using higher 

current densities which can be replenished through interruptio ns in the cathodic current. With 

the introduction of the anodic current pulses as well in the case of RPP, unwanted protrusions 

which can grow into dendritic structures can be dissolved to form more uniform deposits  [46,47]. 

Addit ionally, the thickness of the electric double layer (EDL) is proportional to the overpotential 

present in the cell. As a result, Li ions are obstructed from reaching the electrode, especially more 

so at high overpotentials. Thus, the dissolution of Li prot rusions and breaks in the forward 

current are very effective towards aiding Li ions to reach the working electrode.  
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The plating voltage curve and  EIS spectra (as a function of the amount of lithium plated out 

of the 2.5 times stoichiometric amount) are displayed in Figure 19a) and b), respectively. As the 

voltage measured will “jump” with each anodic pulse, only  the voltage measured for the cathodic 

pulse is indicated in Figure 19a) and the inset shows the measured voltage jumps with the anodic 

pulse over 20 cycles of cathodic-anodic pulses. Due to the presence of the silver nanoparticles, the 

initial nucleation overpotential is negligible  and the measured plating overpotential is about 40 

mV (as seen in the inset figure). 

To probe some of the changes in the LIG anode during the course of plating, EIS was 

conducted at 0%, 25%, 50%, 75% and 100% plating capacities. The initial state of the anode 

indicated a higher resistance in the electrode components, Re = 93.6 Ω, but a small semi-circle 

corresponding to  the double-layer capacitance inherent of the LIG electrode material. Upon 

plating, the semi-circle enlarges with the presence of a more porous electrode with the plated 

lithium whil e the electrode also becomes more conductive, Re ~ 60 Ω. 

  

Figure 19. a) Plating voltage curve of lithium onto the LIG; b) EIS spectra as a function of the 2.5 times 

stoichiometric amount of lithium 

Digital images of the LIG electrodes were taken of the cross-section and top-down view at 

25%, 50%, 75% and 100% of the plating capacity selected and displayed in Figure 20. In Figure 

20a), lithium metal is seen as the larger, silvery-grey regions in the LIG cross-section (compare 

with S cathode). Most of the Li metal when deposited appears to first grow  on the tips of the M-
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shaped cross-sections (observable at 25% and 50% plating capacities). This is expected so since 

this region is physically closer to the counter electrode. Furthermore, since the tips are convex, 

the electric field generated in this region is also stronger, giving a stronger pull towards the Li 

ions. After the initial preferential plating at the tips of the M -shaped cross-section, Li is then 

somewhat more uniformly plated at the surface of the LIG, forming a rough dome and spreading 

out at the edges of the fingers towards the adjacent cathode fingers (observable at 75% and 100% 

plating capacities). While the images in Figure 20 correspond to LIG fingers plated with Li using 

Ag NP seeds and RPP, similar results are observed with RPP without Ag NP and  direct current  

(DC) plating without Ag NP. The main difference in the r esult is the obtained morphology of the 

plated Li on the LIG which will be discussed later below.  

 

Figure 20. Digital  images of the a) cross-section of Li plating on the LIG fingers at different plating 

capacities. The anode is shown on the right with the sulfur cathode on the left; and b) the top-down view 

of Li plating on the LIG fingers at different plating capacities. Here, Li was plated with Ag NP seeds as 

well as RPP 

To illustr ate the improvements in the macroscopic morphology of plated Li by using Ag 

NP and RPP, samples plated with DC without Ag NP, RPP without Ag NP and RPP with Ag NP 

were prepared. As mentioned earlier , current densities above 0.1 mA/cm2 are not generally 

recommended due to the poor plated Li morphology . However, to highlight the importance and 
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results of pursuing methods to mitigate high current density consequences, 1 mA/cm 2 was 

selected for all studies. Digital images were taken to compare the resulting Li film that was plated 

in Figure 21, where a,d) depict the sample plated with DC without Ag NP, b,e) depict the sample 

plated with RPP but without Ag NP and c,f) depict the sample plated with RPP and Ag NP.   

From Figure 21a,d), the macroscopic morphology can be seen to be very rough and bulbous 

due to the high current density used.  It is also especially noticed that the Li metal had plated more 

preferentially at the end of the finger due to the heightened electric field at the ends of the traces, 

leading to an inhomogeneous plating along the length of the finger apart from just the width of 

the fingers as discussed previously. Due to the preferential deposition at the tips of the fingers, 

the sample also suffered from severe short circuiting along many regions of the anode fingers.  

 

Figure 21. Digital images of electrodes after lithium electrodeposition using a,d) DC plating without Ag 

NP, b,e) RPP without Ag NP and c,f) RPP with Ag NP, where all samples were plated at a(n) (average) 

current density of 1 mA/cm2 to a capacity of 12 mAh/cm2. 

By utilizing RPP, the homogeneity along the fingers vastly improved so that it is more or 

less uniform without any short circuiting of the sample ( Figure 21b,e)). This is owing to the 

presence of the reversed pulses of high current density at 10 mA/cm 2, which allows for an 
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interruption of the forward high current pulses to replenish the local ion concentrations through 

dissolving Li dendritic protrusions. However, the Li film is still irregular as a result of the high 

nucleation potential that Li metal has on carbon [44]. The high nucleation potential then leads to 

the formation of overlapping islands of multilayered -growth crystals of Li [59,60] as opposed to 

layer by layer growth on an otherwise low nucleation potential substrate. The morphology at 

higher nucleation potentials would not be too critical an issue if the substrate were a 2D substrate. 

However , as the substrate is a 3D irregularly porous substrate, it becomes very difficult for a 

macroscopically uniform film of Li to be plated . This is especially so since it would be more 

preferential for latter Li ions to adsorb onto Li crystallites already present than to adsorb and 

nucleate on fresh carbon surface. It is for this reason that the Ag NP-seeded growth of 

electrodeposited Li metal on LIG combined with RPP yields the smoothest macroscopic 

morphology ( Figure 21c,f)), where the roughness of the Li is very much improved while 

maintaining a homogeneous film along the entire length of the fingers.  

While the macroscopic differences in morphology have been more obvious, the 

macroscopic structures observed with the eye are formed through the microscopic structure 

affected by the different plating techniques and presence of Ag NP alloying. Accordingly, it 

would also be necessary to ascertain the expected microscopic structures. SEM micrographs were 

obtained for the plating samples from Figure 21 and shown in Figure 22. The sample plated by 

DC in a) yields a stringy, “noodle-like” microstructure, reminiscent of Li dendrites leading to the 

failure of Li metal batteries.  It is the uncontrollable growth of these stringy microstructures that 

likely cause the bulbous macrostructures. The samples with RPP in both b) and c), without and 

with Ag NP, respectively, have a reduced amount of the stringy microstructure, but are 

characterized by the presence of a different microstructure. These samples have many very small 

“flower-like” deposits on the existing, larger Li structures. While t hese deposits are also present 

in the DC plated sample, they are not as prevalent . They can be explained as the beginnings of 

what could become longer needles that form the structures seen in Figure 22a), but due to the 

high reversing current, the flowers do not generally gr ow to become stringy but may merge 
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together as islands to form the film ( Figure 22c)). Due to the increased merging of these flower 

deposits, the macrostructure of the samples with RPP are more dense, controlled and uniform. 

 

Figure 22. SEM micrographs of samples plated by a) DC plating without Ag NP, b) RPP without Ag 

NP, c) RPP with Ag NP. Scale bars = 10µm 

Ideally, the LIG  fingers would not simply just act as a 2D electrode in that all the Li plated 

would be at the surface, but that the LIG fingers would act as a 3D current collector and host for 

the Li metal. This would allow for the local current densities to be reduced during th e stripping 

and plating process, also simultaneously reducing the local overpotentials, ideally providing a 

more densely plated structure. From Figure 23a), it is clear that there is a thick, porous film of Li 

on top and around where the LIG finger is. Because of the nature of LIG as a working electrode 

for Li electrodeposition, the resulting film is not a uniform and dense film but one that is likely 

as porous as the LIG itself, as was confirmed earlier through EIS in Figure 19b). Additionally, the 

growth of Li film s has previously  been shown to be strongly affected by the pressure applied to 

the cell against the propagation of Li film itself . The application of pressure against the growth of 

Li  is expected to ensure that Li deposition occurred as densely as possible in/on the porous host  

(filling gaps, pores, etc.), thereby reducing the irreversible consumption of electrolyte and 

improving cycling efficiency [60]. But with the open architecture of the LIG fingers, it is 

challenging to apply pressure to the electrodes during plating or cycling to confine the growing 

and receding Li film.  
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Figure 23. a) SEM micrograph of cross-section of Li plated on the LIG anode after rinsing excess plating 

electrolyte and salt. Scale bar = 100µm. b) EDX elemental mapping of the interior of the LIG anode, 

showing that Li had also plated within the finger. This sample was plated with Ag NP using RPP and 

plated to a 2.5x stoichiometric amount of Li. 

An EDX elemental mapping was conducted of a small region within the LIG anode and the 

presence of chlorine is an indicator of LiCl as a decomposition product of Li reaction with the 

electrolyte at the LIG surface forming SEI [61], which would occur with the  lithiation and  plating 

of Li within the LIG finger.  The high oxygen content is also due to the presence of other 

decomposition products, many of which are composed of bot h Li and O, such as LiOH, Li 2O, 

LiCO 3 and Li 2O2 [61]. Li cannot be directly observed through EDX due to it being a very light 

element, thus Cl and O were chosen instead to indirectly infer the presence of Li plating within 

the finger  from the formation of SEI with the reaction of Li and the electrolyte .  
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2.5 Electrochemical Results 

2.5.1 LIG-Based Full Cell  

The first three discharge and charge curves can be found in Figure 24a), where the first 

discharge yields a specific capacity of over 1000 µAh/cm2, or an equivalent of over 250 mAh/g (at 

the current sulfur loading of ~3.9 mg/cm2). This value exceeds many report s of thin film or flexible 

batteries, including ones made from microfabrication techniques , as seen in the Ragone plot of 

Figure 24c). The voltage profile is very typical of a LiS chemistry system, with an upper plateau 

of around 2.3 V and a lower plateau around 2.1 V. However , upon the first charge and thereafter, 

the capacity of the battery suffers a very rapid drop. Usually LiS batteries undergo a few work -in 

cycles where the capacity of the cell will fade slightly due to the establishment of a stable SEI at 

the expense of electrolyte decomposition and irreversible reactions with the Li metal . In this case, 

as the Li metal is introduced through electrodeposition, there is already an inherent layer of SEI 

as seen in Figure 24d). To illustrate the presence of the SEI layer on the anode fingers, all the Li 

metal was stripped away from the LIG to leave behind a n obvious grey deposit that is the SEI 

formed during electrodeposition.  Ideally, this SEI layer formed should be sufficient to protect the 

Li plated in latter cycles from further degradation.  In light of this,  a reduction of the magnitude 

observed in both a) and b) of Figure 24 is highly unusual.  The subsequent cycles do experience a 

relatively more stabilized capacity after the initial drop, but the capacity fade at the beginning 

required further  investigation.  
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Figure 24. a) Typical voltage curves of the first three discharge and charge cycles, b) Galvanostatic 

cycling results of a full cell, c) Ragone plot comparing LSFB (red diamond) to thin-

film/flexible/microbatteries present on the market (squares) [62]–[64] and in literature (circles) [9], [11], 

d) Digital image of Li anode fingers after completely stripping Li metal to 1 V vs Li, indicating the grey 

SEI remaining 

 

2.5.2 Li vs Li on LIG Fingers  

As most of the capacity loss can be elucidated by the consumption of Li through SEI 

formation during the first cycle, it is of interest to conduct a Li versus Li test on the LIG fingers 

where Li is electrodeposited on both sets of fingers at an equivalent capacity and cycled (Figure 
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25). Obviously, both during plating and cycling, the Li plated will experience side reactions 

leading to an efficiency that is consistently below 100%. The first discharge capacity in the 

symmetric cell is 0.222 mAh, which is about 16% the value of the theoretical capacity that should 

have been obtained based on the amount of Li plated on the fingers. This shows that the first cycle 

of plating Li from one electrode to the other led to a rather la rge loss of useable Li to side reactions 

in the formation of SEI. After a slower, gradual decrease in capacity over the next 5 cycles, the 

capacity remains constant, suggesting that a significant amount of sacrificial Li was necessary in 

order to produce a stable SEI after the change in electrolyte.  

 

Figure 25. Cycling results of Li vs Li on LIG fingers, both plated to a capacity of 1.874 mAh, which is 

displayed as the purple horizontal line 

In comparing this 16% retrievable capacity of the Li -Li symmetric cell to the capacity 

reduction in the  full cell, it can be concluded that there is a correlation between the drop in 

capacity in both systems. For the full cell, the reduction in capacity at the second cycle is from 

~250 mAh/g to ~42 mAh/g, or about 17% of the first cycle’s capacity. Previous analysis on the 

sulfur cathode indicated that not all of the sulfur is properly electronically contacted due to the 

thick layer of sulfur films in the macropores. As a result, the low capacit y obtained in the first 

cycle can be attributed to the limitations of the sulfur cathode. However, the re -plating of lithium 

metal in the charging cycle followed by the second discharge led to a capacity that is 17% of the 

first discharge. Assuming that th e ~250 mAh/g capacity of the first cycle is approximately the 
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maximum achievable by the sulfur cathode , it can be assumed that the reduction of capacity seen 

in the second cycle is owing to the loss of retrievable Li due to SEI formation in the initial cyc le. 

This phenomenon, though observed in all LiS systems, is particularly heightened in this LIG -

based system due simply to the fact that the Li was electrodeposited onto a highly porous, 3D 

graphene structure. The high surface area of the LIG provide d many reaction sites for the 

formation of SEI in addition to the limited Li metal present in the initial system as opposed to an 

infinite reservoir of Li metal found in a sheet of Li in coin cell battery forms.   

 

2.5.3 S/LIG vs Bulk Li  

To further verify that the limitation faced in the full device is a result of the low utility of 

the plated Li metal, the cathode material formed through the repetition of the novel nucleation -

imbibition technique was used as the cathode material in a coin cell configuration with a piece of 

Li metal as the anode. While the loading is the same between this coin cell and the interdigitated 

system, the most important difference is that the coin cell uses a dense, thick lithium foil which is 

several orders of magnitude in  stoichiometric  excess. 

From the cycling results in Figure 26, the most notable observation is that the specific 

capacities obtained are very low compared to the theoretical capacity of 1672 mAh/g. This can be 

attributed to the fact that there are regions of agglomerated sulfur that are not electronically 

contacted by LIG, as was established previously in Section 2.4.2. Aside from the low cap acities 

compared to the theoretical value, the obtained capacity in both electrolytes are initially very 

similar while the ether -based electrolyte cell suffers a more rapid capacity fade, followed by a 

stabilized capacity. The RTIL-based electrolyte, on the other hand, suffers a slow and gradual 

capacity fade, causing it to reach a very similar capacity of ~110 mAh/g as the ether-based 

electrolyte (~105 mAh/g) at the end of 33 cycles.  

Another observation is that the initial capacities obtained for these cathodes are very similar 

not only to each other but also to the LIG-based full cell, at least for the first discharge. The first 

discharge in the LIG-based system gave a capacity of 259 mAh/g while the coin cell configurations 
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gave capacities of 270 mAh/g and 239 mAh/g, for the RTIL -based and ether-based electrolytes, 

respectively. For the coin cells, the capacity retention from the first to the second cycle is ~86% 

and ~72% for the RTIL-based and ether-based electrolytes, respectively. While capacity fade is 

observed even in the coin cells, it is not as severe as the full cells with the limited Li anode, which 

was a 17% retention of capacity in the second cycle. This confirms that in a system not limited by 

the Li anode, the S/LIG cathode is functional, though perhaps not a high performing electrode, 

but the nucleation -imbibition technique , though it can be further optimized,  is effective for 

depositing sulfur within a porous carbon structure . 

 

Figure 26. Cycling results for S/LIG material vs. bulk Li anode in a coin cell configuration in two 

different solvents, 1M LiTFSI in 1:1 DOL/DME (ether-based electrolyte) and 1M LiTFSI in EMImTFSI 

(RTIL-based electrolyte) 

 

2.5.4 Other Methods of Li Introduction  

At this point, it should also be note d that the results of electrodeposited Li on LIG suggest 

the fact that this may not be the most ideal method of introducing Li despite the simplicity and 

cost effectiveness of the technique. As the rationale behind using DLW and solution-based 

processing for the fabrication of the device was to retain a simplistic and scalable process, it was 
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decided to avoid any possibly high -cost steps, such as cleanroom techniques. Efforts to improve 

the electroplating of Li and  also other efforts to avoid electroplating  Li while maintaining a simple 

procedure were attempted as well. These efforts were not included in detail this thesis work but 

will be briefly mentioned here. 

It was hypothesized that the LIG possibly possessed too many defective sites which led to 

the defect-catalyzed decomposition of the electrolyte resulting in the low Li utility. Thus, attempts 

were made to introduce a very thin layer of Cu through electroplating  to act as a plating substrate 

for Li that would be somewhat more inert.  Cu was electrodeposited in a setup similar to that 

which was used for Li plating but in a bath of Cu (II)SO4 in water.  However, it was found that the 

introduction of a Cu layer that cover ed the entire surface of the porous LIG resulted in decreased 

flexibility of the individ ual fingers. The fingers then delaminated from the PI substrate, removing 

the LIG as well. 

In a separate attempt to improve Li utility using electrodeposition, it was thought that the 

SEI on the LIG could be stabilized through cycles of plating and stripping (P&S) Li from the LIG 

anode. However, after 20 cycles, the Li utility  finally increased only to about 40%, but due to the 

time scale required for such a poor result, this technique was deemed to be impractical. 

While Li metal can be introduced with higher efficiency through thermal evaporation or 

sputtering, Li metal could also be melt imbibe d into pores due to its relatively low melting 

temperature, compared to most metals, at 180.5°C. Unfortunately, as Li is a metal, its surface 

energy is very high and thus would not be wicked into a porous host like LIG. However, molten 

Li metal has been shown to reactively wet and fill a porous host that possessed a conformal ZnO 

layer formed through ALD [65]. Taking this idea but avoiding the high capital cost of using ALD, 

ZnO nanoparticles (NP) were synthesized and imbibed into the LIG in hopes that the NP could 

possibly still draw the molten Li into the pores of the LIG. Unfortunately, this was unsuccessful 

and only certain sites of the ZnO on the LIG w ere wet with Li.  

In a similar manner, GO was shown to successfully act as a host for reactive wetting with 

Li due to the oxygen functional groups present that would react with and draw in the molten Li 
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[66]. Thus, it was attempted to use ozone treatment as a low cost technique for the introduction 

of functional groups on the LIG that could possibly react with molten Li and allow the pores of 

the LIG to be filled with Li. The result of  this effort was also negative and Li did not wet the LIG.  

Considering the results of these other methods that were undertaken to introduce Li into 

the LIG, the final Li deposition technique presented in Section 2.3.3 was selected and presented 

Additional research would be required to determine a low cost yet effective manner for Li 

introduction into a porous carbon host like LIG.  

 

2.6 Conclusion 

The concept of using LI G electrodes for the fabrication of LiS batteries has been shown 

possible through the development of a novel, two -step nucleation-imbibition technique 

combined with the electrodeposition of lithium aided by RPP and Ag NP  seeding. With the 

preliminary resul ts, the system has shown itself to be capable of reaching capacities that exceed 

the reports of flexible and thin -film batteries, even ones fabricated with cleanroom techniques. 

However, it is also clear that the performance of these devices is also limited by the pore structure 

of the LIG for the distribution of the molten sulfur during the melt imbibition process as well as 

the utility and efficiency of the Li metal plated onto the graphene traces. As such, further work is 

required to both characterize the LIG and determine methods of controlling the pore structure as 

well as understanding the efficiency of Li plating on carbon materials within different 

electrolytes.  
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3.0 PI-Derived LIG  Properties 

3.1 Introduction  to LIG 

Since its discovery, graphene research has grown  in many different applications owing to 

the numerous alluring properties of strength, surface area, carrier mobility, etc. [67]. In particular, 

it has been very attractive and widely used as electrodes in electrochemical devices. This is due 

to its high surface area, wide potential stability window, electrical conductivit y and chemical 

stability [68]. Yet, the challenge with working with graphene -based electrodes is to reach a 

maximum surface area while attempting to minimiz e any amount of aggregation and stacking 

from the van der Waals forces between the sheets. Additionally, simpler, scalable, cost -effective 

ways must be determined for the synthesis of graphene for it  to be used in industrial 

manufacturing of electrochemica l devices. 

Recently, there has been interest in looking into methods for directly patterning graphene 

electrodes for simpler and faster approaches to forming conductive electrodes in thin  film  and 

micro-electronics. In 2012, El-Kady et al. found that a film of GO could be reduced by a DVD 

drive laser to directly pattern interdigitated electrodes for micro -supercapacitors [14]. Others 

have looked into using 3D printing or inkjet printing as other methods of directly patterning 

graphene electrodes [30,37,69]. However, the difficulty  with these methods is still that the 

conductive graphene-based inks still require a prior synthesis step of graphene. 

Currently, there are several ways to synthesize graphene, typically categorized by bottom -

up approaches and top-down approaches. Popular top-down approaches include the use of 

chemical and mechanical methods to exfoliate graphite or to cleave the sheets, breaking the van 

der Waals forces that are holding the individual graphene sheets together. Chemical methods, 

such as the Hummer’s method, uses strong acids and oxidizers to form graphite oxide followed 

by sonication in order to separate the sheets forming GO, which can be later reduced to form rGO, 

effectively graphene [70,71]. Some mechanical methods like ball-milling or liquid -phase 

exfoliation with surfactants involve less toxic and hazardous routes of synthesis, but are not quite 

as effective in producing a high yield or may be energy intensive [70–72]. In terms of bottom-up 
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approaches, the most common are CVD or the unzipping of carbon nanotubes to form graphene 

nanoribbons [71]. Yet the challenge with such bottom-up approaches are that they tend to be 

difficult to mass produc e for electrochemical electrodes and thus, are not cost effective. 

Interestingly, there are some other scalable bottom-up approaches for the synthesis of 

porous graphitic  carbon material through the pyrolysis of biomass material or certain polymers  

[73–76]. From this observation, Lin et al. discovered that by using a CO2 laser that raises local 

temperatures to above 2000°C, the laser beam can convert PI into a 3D porous graphene film  [15]. 

This finding radically changes the industrial outlook of flexible electronics as well as graphene 

synthesis since it suggests the possibility of  a very effortless and R2R way of preparing graphene 

films that can be done in a matter of minutes, usable for flexible electronics and as a source of 

graphene material. Furthermore, the technique of using DLW  has a wealth of benefits over other 

methods as the operational cost is fairly low, without the requirement of masks or expens ive 

equipment. The process is non-contact as well as non-hazardous or toxic with high throughput. 

[77] 

The LIG was found to be useful as interdigitated  EDLC supercapacitor electrodes combined 

with a solid -state electrolyte  [15,78] and even as electrodes for the electrodeposition of 

pseudocapacitive supercapacitor materials, such as MnO2, FeOOH, and PANI [79]. The electrodes 

were also found to be useful for water -splitting  for the hydrogen evolution reaction (HER) and 

oxygen evolution reaction (OER) [80] and also for stretchable electronics after the transfer of the 

LIG film onto polydimethylsiloxane (PDMS)  [81]. Non-electrochemical applications were also 

found for the LIG as a desalination membrane after tuning the LIG for superhydrophobicity [82]. 

Since the discovery of forming LIG from PI and a CO 2 laser, various other substrates were 

found to be good precursors for LIG from a CO 2 laser as well, such as wood [55], cloth, paper and 

food items [54]. Some other polymers could also yield LIG, but would require additional pre -

treatment prior to the laser induction [54]. It was found that by adjusting various processing 

parameters, the resulting LIG properties could be tuned. Specifically, examples of the parameters 

are laser power, scan speed, depth of defocus, number of laser passes [54] as well as the gases 
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present at the time of laser induction [83]. The laser power and scan speed affect the spot size of 

the laser applied and also the residence time of the laser beam on each local area. The depth of 

defocus also affects the spot size and delocalization of the laser spot while the number of laser 

passes has an annealing effect on the LIG formed [54]. The atmospheric conditions at the time of 

laser induction has been shown to influence the hydrophilicity of the LIG due to different 

functionalization of the surface and edge groups of the formed LIG [83]. 

So far, researchers have mostly only  looked into how to produce more conductive traces 

with LIG  [54], tune its interactions with water  [82,84] or other more available precursors for LIG 

[54,85]. However, it is also very important to control the defectiveness of the graphene and the 

porosity or surface area of the graphene too. Additiona lly, there is also interest in probing the 

uniformity of these films as the bottom of the film in contact with the PI is likely to be of some 

transitional material between being pyrolyzed  and graphitized as opposed to still being an 

insulating polymer. The se unknowns are critical to determine  because the viability of using LIG 

for  electrochemical devices involving chemical reactions will depend on the quality of the 

material as well as their chemical stability for various processes. 

It is also of high importance to investigate the control of graphitization and disorder of the 

structures to obtain material that has a precise surface chemistry for the sake of being able to 

properly control chemical reactions occurring at the surfaces of the graphene material. This is of 

particular interest for utilizing the LIG electrodes for sulfur and lithium metal hosts in LiS 

batteries. As discussed in Section 2.4.2, as a consequence of the short heating time in the sulfur 

deposition technique, most of the sulfur accum ulated in the few larger pores . This can be 

mitigated  possibly by a more uniform pore size distribution  centered around mesopores. 

Additionally, the surface area and quality of the LIG may have affected its suitability as a porous 

host for lithium metal  due to the low efficiency of the electrodeposition step.  

But it is of high significance to explore LIG as a porous host for lithium metal in lithium 

metal batteries or other electrochemical reactions. Compared to graphite as an intercalation host 

for lithiu m, graphene was shown to be superior in specific capacity, at least doubling that of 
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traditional graphite anodes, as well as good cycle stability due to a reduced volume change with 

the higher surface area. However, the higher surface area as well as points of defects also lead to 

more side reactions with the organic electrolyte. [86] Although this finding was pertaining to the 

use of graphene as lithium -ion intercalation anodes, a similar behaviour can also be expected for 

the use of graphene for the electrodeposition of lithium metal as a host.  In light of this, it is crucial 

to determine ways to modify the density of defects as well as porosity or  surface area of the 

formed LIG , various aspects that will be covered in this chapter. 

 

3.2 Method s 

3.2.1 Synthesis of LIG Films and Bulk Powder  

Type HN Kapton© (or polyimide, PI)  film (127 µm thick) was purchased from McMaster -

Carr and used as is without modification as the substrate and precursor of LIG. A BOSSLaser LS-

1416 CO2 laser system with a 50 W tube was used for the patterning of the LIG films and 

electrodes. After affixi ng the PI film to the stage of the laser system, a specific set of laser 

parameters are applied to produce the LIG, as indicated in Table 4, where the power is a 

percentage of the total power of the laser, 50 W, the number of laser passes is the number of times 

laser beam passed over the entire pattern again and defocusing is the deviation from the height 

of focus on the substrate surface. To produce the films, the patterns were induced by the laser in 

raster scanning mode using the x-swing and all  of the laser induction was carried out in 

atmospheric conditions.  
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Table 4. Summary of various LIG samples tested 

Sample ID Power (%) 
Scan Speed 

(mm/s) 

Number of 

Laser Passes 

Defocusing 

(mm) 

10%-2-0Z 10 30 2 0 

10%-2-1Z 10 30 2 - 0.5 

10%-2-2Z 10 30 2 - 1.0 

9.5%-2-0Z 9.5 30 2 0 

9.5%-2-1Z 9.5 30 2 - 0.5 

9.5%-3-1Z 9.5 30 3 - 0.5 

9.5%-2-2Z 9.5 30 2 - 1.0 

9.5%-4-2Z 9.5 30 4 - 1.0 

 

The LIG films were used as is after laser induction and bulk powder was obtained by 

scraping the LIG film off with a scoopula or razor and collected for characterization and analysis.  

 

3.2.2 Characterization of LIG  

The digital images of the electrode cross-sections were obtained by cutting across traces of 

LIG electrodes to reveal the shape of the cross-section which was then mounted on a 90°sample 

holder to be viewed under a digital camera. Various lighting levels were used to image the 

electrodes and verify where the PI/LIG interface was prior to the selection of the final images 

included in the results section. The images that were chosen and displayed in this thesis  possessed 

a relatively better contrast. 

Conductivity measurements were obtained o n the LIG films by patterning traces that were 

1.6 cm by 300 µm in size with a contact pad of 2 mm by 2 mm at the ends of the traces. These 

contact pads were then covered by a nickel ink (Nickel Conductive Pen, MG Chemicals) for the 

purpose of providing a m ore robust point of contact for the multimeter. The sheet resistance was 

then calculated by using the following equation:  

Ὑ Ὑ       (7) 
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Where RS is the sheet resistance (ʍκ□), R is the resistance measured (ʍ), W is the wid th of 

the trace (equivalent to 300 µm in this case) and L is the length of the trace (equivalent to 1.6 cm 

in this case). 

For the sheet resistance measurements that were conducted for the bulk film, the LIG traces 

were scraped off using a sharp razor blade such that the remaining LIG was flush with the height 

of the PI. 

Powder X-ray diffraction (XRD) was conducted on the LIG material after the film was 

scraped off of the PI substrate. The samples were then sprinkled onto a very thin layer of high 

vacuum grease on a thin PI film (Kapton® Polyimide Film, 0.001” thick, McMaster-Carr) for XRD 

characterization in a D8 Focus Bruker XRD system. The samples were analyzed between a 2θ of 

15° and 50° with an increment of 0.01° and a scan speed of 0.5 sec/step. 

To characterize the presence of defects and graphitic regions within the LIG material, 

Raman spectroscopy was conducted with a  Horiba Jobin-Yvon HR800 Raman system equipped 

with an Olympus BX 41 microscope with a 532 nm laser at 50% laser power (of the 50mW total 

laser power). The samples were analyzed as specified (as films, scraped off bulk material or 

partially scraped off material  revealing LIG material at a height that is flush with the height of 

the PI film ) and the range of interest was between 1000 and 3000 cm-1. A laser power of 50% was 

used with an integration time of 10s over three accumulations.  

SEM micrographs and EDX mappings were obtained from a FEI Quanta FEG 250 ESEM 

with EDX. Surface area measurements were conducted using a DVS Advantage Surface 

Measurement System, between partial pressures of P/P0 = 0-0.5 using ethanol as the adsorbate. 

 

3.3 Effect of Laser Parameters on Electrode Density, Surface Area and 

Conductivity  

As active material hosts in LiS batteries, LIG electrodes have a number of requirements 

regarding the electrode density, surface area and conductivity  depending on whether it is for the 
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sulfur cathode or the lithium anode  (Table 5). For sulfur cathodes, a high electrode density (low 

porosity) can be beneficial for the purpose of allowing for a higher level of polysulfide 

confinement while also leading to a lower use of electrolyte, contributing to a higher energy 

density. Due to sulfur’s insulating nature, a higher electrode surface area would greatly reduce 

the overpotential involved during cycling as well, and in a related manner, the electrode should 

also be highly conductive. LIG for the lithium anode, on the other hand, ha s more options 

depending on the specific design desired. The density of the electrode should still ideally remain 

high as a higher porosity electrode leads to a greater void volume of which electrolyte can enter 

and react with t he lithium during plating wh ile also reducing the energy density. A high electrode 

surface area would be desirable as a host for lithium metal in order that the current densities be 

reduced during plating and stripping. However, if the LIG host is highly defective, the defects 

will a ct as catalytic sites for Li reaction with the electrolyte, vastly reducing the efficiency of the 

plating. Furthermore, it was shown in an earlier section that the highly porous and non -uniform 

structure of the LIG led to non -uniform Li plating on the surf ace. Thus, a slightly  lower surface 

area may be more desirable. Lastly, the LIG should be highly conductive as an electrode for Li 

metal. Non-conductive hosts have been shown to be beneficial as the lithium plating would occur 

only where the conductive lit hium metal is beneath the surface of the host. The presence of the 

host then confined the formation of dendritic structures. [87] However, in the instance of a low 

conductivity host, a more conductive counterpart at the bottom of the film would be necessary 

for the Li plating to begin there and grow outwards. This in itself is c hallenging and thus, a highly 

conductive, thinner electrode acting as a current collector would be more beneficial for Li plating.  

Table 5. LIG requirements for use as sulfur and lithium hosts 

Property  Sulfur Cathode Lithium Anode  

Electrode Density High  High  

Surface Area High  Low -Medium  

Conductivity  High  High  
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From the samples tested as presented in Table 4, digital images were captured of the cross-

sections to compare the cross-sectional area and shape (Figure 27). It is clear that the samples 

carried out at 10% laser power (a-c)) possess a significantly larger cross-sectional area in 

comparison to those done at 9.5% (d-h)), being the dominant contributor to the effect compared 

to the defocusing or the number of laser passes. The use of a higher laser power corresponds to a 

higher ratio of protrusion height to the depth of cut (material above and below the PI substrate 

level). This can be explained by the higher intensity of the 10% power laser beam causing a higher 

temperature of localized heating compared to the laser beam at 9.5% power. At a higher localized 

temperature, the carbonization of the PI occurs much more quickly, rapidly releasing gases such 

as CO2, CO and N2 and thus leaving behind larger pores and a larger protruding volume of LIG 

material. For the samples at 9.5%, the local temperatures are not as elevated and the flux of energy 

irradiating the PI film is reduced, with a lower flux of gas evolution and thus smaller macropores 

and a smaller protruding volume.  The high flux of gases escaping the carbonizing PI film in the 

10% power LIG samples can also explain the more concave cross-sections that are observed in a-

c) compared to the almost rectangular or trapezoidal shapes of the lower powered samples in d-

h). 

Also, generally, it appears that the multiple laser passes and defocusing broaden the width 

of the cross-sections. For the case of defocusing, Tour’s paper demonstrated that the defocusing 

of the laser beam also broadened the laser spots, leading to wider LIG traces [54]. This is a similar 

effect with multiple laser passes as well since the multiple passes lead to the laser beam being 

distributed in a slightly different spot over each pass, an artifact of the laser being a hobby 

commercial laser and not of a high precision nature. 
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Figure 27. Digital images of cross-sections of various LIG samples as used for conductivity measurements 

(pattern is 300µm x 1.6 cm) with the following laser parameters: a) 10% power, 0Z, 2 passes, b) 10% 

power, -1Z, 2 passes, c) 10% power, -2Z, 2 passes, d) 9.5% power, 0Z, 2 passes, e) 9.5% power, -1Z, 2 

passes, f) 9.5% power, -1Z, 3 passes, g) 9.5% power, -2Z, 2 passes, h) 9.5% power, -2Z, 4 passes, where a 

yellow line is used to indicate the interface between the LIG and the PI substrate in each of the images. No 

scale bar is provided here but the thickness of the PI film is 127µm thick and is thus used effectively as a 

scale bar. 

The surface area of each of these samples was also determined in order for it  to be combined 

with the cross-sectional area for a better idea of how the electrode structure changes in terms of 

its density and pore sizes (Figure 28). The surface area of the samples conducted at 10% power 

does not significantly change despite the defocusing present. For all the samples conducted at 

9.5% power regardless of the defocus present or the number of laser passes, the surface area is 

typically equivalent if not higher than that obtained by the higher laser power. Even for the 

samples in which the surface area is lower than the ~180m2/g of the 10% power samples (i.e. 9.5% 

power, 0Z defocusing, 2 passes and 9.5% power, -2Z defocusing, 4 passes), the electrode clearly 

contains pores that are much smaller, resulting in an electrode with a significantly smaller cross -

section. Of the samples tested, the sample with the highest surface area is the sample at 9.5% 

power, -1Z defocusing and 3 laser passes, yielding a surface area of almost 250m2/g. At a cross-

sectional area that is about 1/3 of that belonging to the samples at 10% laser power, this places 
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this particular set of parameters to be yielding LIG with the highest electrode density and surface 

area, at least of the samples tested.  

 

Figure 28. Specific surface area obtained through ethanol adsorption on the various LIG samples tested 

Although the samples ir radiated at a lower laser power yield ed denser electrodes, it should 

also be noted that the low laser power reduces the total laser irradiation received compared to 

the samples at the otherwise equivalent laser parameters. This is expected to generally result in a 

lower conductivity as seen in Figure 29. Two sets of measurements were obtained for the LIG 

samples, the first being a neat film of LIG and the latter being from the protruded half of the LIG 

material scraped off, measuring the resistance of the residual film. As predicted, the samples at 

the lower laser power resulted in generally lower resistances, though multiple lasing from 

defocusing and number of laser passes certainly appears to reduce the sheet resistance so that it 

is comparable to that of the 10% laser power samples. This effect is confirmed for both sets of 

measurements obtained. 

Another major observation is the vast difference between the sheet resistance of the neat 

film and the partially -scraped film, where the sheet resistance of this set of data is displayed on 

the secondary y-axis in a log scale. The reduction in conductivity after the protruded material has 

0

50

100

150

200

250

300

S
p
e
c
if
ic

 S
u
rf

a
c
e
 A

re
a
 (

m
2
/g

)

LIG Sample



62 

 

been removed can suggest an inhomogeneity within the film across the vertical dimension from 

the top of the film towards the bottom near the PI substrate. This may be because the top of the 

film being closer to the laser beam also absorbs more of the laser irradiation. As a result, the LIG 

at the top of the film becomes more annealed, less amorphous and thus more conductive. When 

the material at the top of the film becomes removed, the conductivity is thus greatly reduced due 

to the lower degree of carbonization and graphitization of the material underneath.  Should this 

postulate be true, a change in the defectiveness of the LIG in the bulk material should be observed 

possibly through a number of laser passes as the effect of multiple lasing has been shown to 

reduce the resistivity in both the top of the film and the partially scraped samples.  

 

Figure 29. Sheet resistance measured for the LIG samples tested, conducted for both a neat film and also a 

film with the protruded material scraped off 

 

3.5 Top of Film vs Bulk Properties  

To further probe the differences in the top of the LIG film and the bulk LIG material, several 

analyses were conducted. The first was to observe the change in the D, G and 2D peaks at different 

regions of the LIG film.  At the top of the neat film, the rastering of the laser beam leaves behind 

regions that are more protruded due to a higher intensity of the focused region of the para bolic 

beam and regions that are less protruded due to a lower intensity in the parabolic distribution of 
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the beam. Not surprisingly, the LIG here experience structural differences characterized by the 

inconsistent ID/IG ratio that decreases from the valley to a minimum at the peak of the LIG film 

(Figure 30a,b) from iii) to ii) and then i) ). And to confirm the observation of a reduced 

conductivity in bulk material, iv)  shows a significant broadening of the D and G peaks due to the 

presence of a highly amorphous and defective carbon structure. The 2D peak in this spectrum is 

also non-existent, suggesting that this material in the bulk  is not truly graphen e, but a transitional 

material between PI and LIG. Figure 30c) also indicates distinct difference in the presence of 

oxygen from the bottom of the LIG film to near the top through ED X mapping. This possibly 

implies  that many of the oxygen containing groups have not been removed to form CO2 and CO 

gas closer to the bottom of the film. This is then consistent with the Raman data that there are 

small and few crystalline regions of graphi te and graphene in the bulk of the film and this only 

increases and grows towards the top of the film under an increased laser exposure. 

 

 

Figure 30. a) Raman results of the LIG at different heights of the film corresponding to i) the peak, ii) the 

mid region and iii) the valley; b) SEM micrograph illustrating the points of Raman data collection in a); 

c) EDX mapping of cross section over a long collection period, scale bar = 30 µm 
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Due to the observed inhomogeneity from the initial Raman characterization, it was decided 

that for the purpose of examining the possible annealing effect of the number of laser passes, the 

partially scraped film should be analyzed, as the top of the film is  non-representative of the entire 

film while the completely scraped off LIG material would contain a mix of both material from the 

top of the film and very amorphous bulk material. For a more statistically relevant data set, five 

sampling points were taken  of each sample from 1 laser pass to 5 and represented in Figure 31 as 

the ‘X’ markers while the average is indicated by the line. From Figure 31a), the full width half 

maximum (FWHM), indicator of the uniformity of  the material, is seen to moderately decrease 

for the D, G and 2D peaks as a function of the number of laser passes, although this is the most 

noticeable from the first to third laser passes, while the change is less significant in the fourth or 

fifth laser passes. 

Along with the reduced FWHM, the ratio between the D and G peaks and the G and 2D 

peaks are also expected to decrease as a low ID/IG ratio is indicative of a reduced region of sp 3 

amorphous material and an increased graphenic region. A lower IG/I2D ratio, on the other hand, 

points to a presence of fewer graphene layers. Similar to the trend observed with the FWH M and 

lasing, Figure 31b) suggests an improvement in the graphene structure only up until two or three 

laser passes, while beyond that, the ratios remain on average the same. While there are instances 

of the average FWHM of the D peak increasing at 2 passes and the average FWHM of the G peak 

increasing at 4 passes, this may just be a fact of significant variation within the data. 

XRD was conducted on the bulk, scraped off LIG film to detect any changes in 

graphitizat ion of the material as a whole resulting from the laser passes (Figure 32). There is a 

fairly low signal -to-noise-ratio (SNR), most likely due to the f act that the majority of the bulk 

material is non-graphitized and still amorphous. However, from what is observable from the 

graphite peak around 2θ = 26°, there is an increase in the peak intensity from the first laser pass 

to the second and from the second laser pass to the third, there is a reduction in the broadening 

of the peak. Yet congruous to the Raman data, the XRD spectra for the fourth and fifth laser passes 

do not suggest any substantial improvement in the peak intensity or FWHM.  
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Figure 31. Raman results displaying a) the FWHM of the D, G and 2D peaks and b) the ID/IG and IG/I2D 

ratios as a function of the number of laser passes for the partially scraped LIG samples 
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Figure 32. Powder XRD results for the bulk LIG material as a function of the number of laser passes with 

PI and high vacuum grease as the blank 

From the characterization conducted on the LIG material, it appears as though there is little 

significant change in the material in terms of the graphitization or the defectiveness after 

approximately 3 laser passes. A potential explanation for the observed trend across the data is 

that the laser power is not sufficient to reach past a certain height of the LIG film, after  having 

been partially absorbed by the existent LIG. The CO2 laser is capable of annealing the LIG film to 

convert more of the amorphous carbon into sp2 carbon with each subsequent pass of the laser. 

However, the specific power and energy of the laser beam is also critical to determine whether 

the defects are reduced or if the present material is ablated through oxidative etching [88]. Thus, 

more study will be required to determine the proper laser parameters to properly convert m ore 

of the film to become more graphene-like. 
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3.6 Conclusion 

Based on the present findings in this chapter, LIG as a new material is quite promising with 

many applications that have been published and many more that are likely to be discovered. 

However, ther e are still critical challenges with the material that will need to be addressed in 

future work in order to utilize LIG to its full potential within electrochemical systems.  

LIG films were discovered to be rather inhomogeneous in the vertical dimension fro m the 

top of the film to the bottom.  Thus, it was discovered that most of the desirable LIG properties 

(i.e. conductive films, low defectiveness, higher sp2 regions, graphitic nature etc.) observed are 

likely present mainly at the top of the LIG films clos est to the laser source upon application. Laser 

irradiation at 9.5% power was shown to produce denser films with a higher surface area to 

volume ratio but suffered from lower electrical conductivities that can be improved upon 

multiple lasing by the number  of laser passes or defocusing. However, multiple laser passes do 

not appear to significantly improve the graphitic property or defectiveness of the LIG films 

beyond 2 or 3 laser passes. 

While the laser parameters used in Chapter 2 for the LSFB (10% power, no defocusing, 2 

laser passes) had worked for the proof of concept, as previously mentioned, it did not yield the 

most suitable set of parameters for the anode and cathode. In light of the  discoveries in this 

chapter, the more ideal laser parameters for the LSFB likely come from using 9.5% as the power 

at 0.5 mm defocusing and 3 laser passes for use as a sulfur cathode due to its denser pore 

structure, high surface area and lower sheet resistance. For the lithium anode, 9.5% power at 1.0 

mm defocusing and 4 laser passes yields a LIG electrode structure that possesses a dense pore 

structure with a medium surface area and a lower sheet resistance. With the higher number of 

laser passes in these sets of parameters, the LIG will be graphitized and annealed as much as 

possible, according to the parameters studied. 

However, it is highly suggested that more experiments be conducted to further control the 

carbon structure of the LIG. For example, it would be ideal to control the “hardness” or “softness” 

of the carbon relating to the sp3 and sp2 regions of the carbon through other parameters such as 
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irradiation gas conditions or pre -treatments. Such control as well as being able to make more 

homogeneous films would further make the DLW of LIG an appealing platform for  more flexible 

electrochemical devices in the future.   
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4.0 Lithium Plating on Hard vs Soft Carbons  

4.1 Motivation of Study  

Lithium metal has been a very attractive choice as an anode in electrochemical cells due to 

its very high theoretical capacity (3860 mAh/g) and low density which can contribute to an overall 

higher specific energy density in a full cell [50]. Additionally, it has a very low reduction potential, 

enabling it to work very well as an anode material. However, using lithium metal as anodes have 

a number of challenges as well (Figure 33). Lithium metal is extremely reactive to water and 

oxygen, but also to organic electrolytes, which are necessary for the operation of the battery, 

forming a SEI. The presence of an SEI is crucial to protect the Li metal from further reactions with 

the electrolyte, however, the films are often unstable due to the effectively infinite volume change  

of the metallic anode, resulting in the need for forming more SEI, depleting the Li as well as the  

electrolyte. Despite having an SEI, as Li is highly reactive and this protection layer is not perfect 

and is sensitive to cracking, Li metal anodes suffer from a low coulombic efficiency. Additionally, 

Li metal has a tendency to plate in a dendritic manner, causing short circuits over many cycles as 

well as the formation of a highly diffusion limited, porous layer of dendrites that can break off, 

leaving behind a dead Li layer.  

 

Figure 33. Summary of the challenges with lithium metal anodes and recent developments 
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A variety of techniques have been employed to try to resolve the challenges with Li metal 

so that it can replace Li-ion battery anodes, due to the better energy density. Simple electrolyte 

additives have been found to reduce the surface energy of the electrolyte and metal and also aid 

the formation of more stable SEI [42,49,89,90]. Researchers have also found ways to add an 

artificial SEI, through polymers or hybrid ceramic materials that can be tuned to have mechanical 

properties ideal for the prevention of reaction with electrolyte or the formation of Li dendrites at 

the surface [90]. Other strategies involve the pre-patterning  [91] or seeded growth [44] of the Li 

metal which can provide sites for the formation of mo re stable, directed, metallic crystals as 

opposed to a random growth of dendrites.  

Of the many methods published in literature, the ones most of interest to the reduction of 

excess Li metal involve the pre-lithiation of an anode material or the use of a host for Li  [49,89]. 

Most of the Li metal batteries presented involve the employment of a thick piece of Li metal, with 

excesses of beyond 300% of stoichiometric Li (with respect to the active material present in the 

cathode) due to the highly reactive nature of Li as well as the expectation of the formation o f an 

unusable, dead Li layer. However, with the use of a pre -lithiated anode material, preferably one 

with a hig h Li  capacity, such as silicon [92,93], the volume change is reduced with respect to the 

otherwise infinite volume change of elemental Li metal. Unfortunately, the use of pre -lithiated 

anodes also come with a wealth of other challenges, such as the necessity for high precision 

control of the amount of lithiation to avoid lithium plating onto the electrode, which would 

nullify the benefits of the lithium host  [94]. 

The benefit to using conducti ve hosts for Li metal is that the local current densities in the 

anode can be reduced, which has been shown to reduce the local overpotentials leading to 

dendritic, mossy Li plating. Additionally, as Li will plate into the host, the volume change is also 

greatly reduced, forming more stable SEI films.  Carbon materials are common host materials as 

they possess low density, good mechanical strength as well as high surface areas. Some common 

carbon host materials include rGO, graphene, CNT and carbon fiber. [95] A vacuum filt rated GO 

membrane was found to simultaneously reduce while wicking molten Li between the layers 

through reactive -wetting for a stably cycling anode [66]. While another report proved that the use 
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of an ALD “lithiophilic ” coating of ZnO could allow for the wetting of molten Li  into the pores 

of a porous host [96]. As most carbon materials were found to be lithiophobic [66,96], molten Li 

cannot easily be used to impregnate a carbon host. Thus, electrodeposition is most commonly 

used to introduce Li metal  into carbon [95]. 

For the plating and stripping of Li metal, a carbonate -based electrolyte is found to be the 

most efficient, such as 1:1 EC/DMC with 1M LiClO 4. However, for the cycling of LiS batteries, an 

ether-based electrolyte, such as 1M LiTFSI in 1:1 DOL/DME , is more commonly used for the 

cathode. This is because the carbonate solvents would irreversibly react with intermediate 

polysulfide species during cycling . [97] It is then of interest to consider in what kind of electrolyte  

might a non-infinite Li anode cycle  most stably in after its electrodeposition . Furthermore, i t is 

known that the defects in carbon materials tend to be centers of high chemical reactivity [98,99], 

which suggests that the specific structure of the carbon material will play a very large role in its 

chemical stability as a conductive host for the Li anode. To date, there has not been a study 

comparing the efficiency of Li p lating on ordered, graphitic carbon versus disordered, 

amorphous carbon as well as the effect of electrolyte and salt on the carbon. In this chapter, 1:1 

DOL/DME and 1:1 EC/DMC will be compared as solvents for the electrolytes with 1M LiClO 4 and 

1M LiTFSI as salts in terms of the provided cycle stability and coulombic efficiencies in Li plating 

and stripping on graphite and a hard carbon from carbonized poly(furfuryl alcohol) (PFA)  as 

substrates. 

 

4.2 Method  and Characterization 

4.2.1. Synthesis of Carbonized Poly(fur furyl alcohol)  

The procedure outlined by Yao et al. [100] was adapted for the synthesis of colloidal 

microporous carbons from furfuryl alcohol  (FA; 98%, Sigma Aldrich). A two -step polymerization  

was used based on the stabilization of FA oligomers through the use of an amphiphilic triblock 

copolymer (Plurionic F127, EO106PO70EO106, MW 12600, Sigma Aldrich) followed by the growth 

of the spherical polymers using H 2SO4. For the first step, FA, F127, ethanol, water and HCl were 
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used with the weight ratio, 1:1:6:2:0.17. The solution was added to a capped vial and left to react 

at 70°C under stirring overnight. After the initial oligomer formation, the  PFA solution is added 

to a new beaker uncapped along with 8.55 M H 2SO4 (where 2.4 mL of 98% sulfuric acid is mixed 

with 2.6 mL of DI water)  at a 2:1 ratio of PFA solution to H2SO4 solution, under stirring at 90°C 

for one hour. This step is to allow for the evaporation of water and ethanol while growing the 

PFA spheres. 

After fully polymerizing, the spheres are rinsed with DI water and centrifug ed and then 

dr ied overnight at 70°C. When the polymer was dried, it was carbonized in a tube furnace  

(diameter of 5.5 cm, Carbolite Gero STF) under high purity Ar gas flow, with a ramp rate of 

10°C/min to 200°C for two hours, followed by a ramp rate of 10°C /min  to 1100°C for a full 

carbonization, held for five hours.  At the end of the heating, the tube and polymer were left to 

slowly cool by resting within the tube furnace until reaching room temperature.  

 

4.2.2. Preparation of Electrodes 

Two types of electrodes were prepared using a spray coating method: artificial graphite -

based electrodes and also carbonized PFA (CPFA) electrodes. Lastly, for comparison, copper foil  

(50.8 µm thick, McMaster -Carr) electrodes were used for the testing of different electrolyte 

compositions as well. The same copper foil was used as the substrate for the spray coating of the 

graphite and CPFA electrode material. Graphite (artificial graphite powder, MTI XTL) or CPFA 

(as synthesized) were added at 70 wt% to 20 wt% conductive additive  (TIMCAL Graphite &  

Carbon Super P® Conductive Carbon Black, MTI XTL) and 10 wt % poly(vinylidene fluoride)  

(PVDF, MW = 534,000, Sigma Aldrich ), totalling to 100 mg of material, and 3 mL of N -methyl -2-

pyrrolidone (NMP) (99%, Sigma Aldrich ). The electrode material (graphite or  CPFA), PVDF, 

Super P® and NMP were sonicated in a bath sonicator (360 W, 40 kHz) for 25 min and then used 

in a spray coater. The substrate was heated to 130°C for a rapid evaporation of the solvent as 

multiple, thin coats were deposited using the spray co ater. After the electrode material was fully 
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dried, all electrodes (graphite, CPFA, copper) were cut into discs with  a diameter of 7/16”. The 

final obtained loading of graphite or CPFA on the electrodes was approximately 0.3 mg/cm2. 

 

4.2.3. Cell Assembly 

The spray coated and cut electrodes were moved into an argon-filled glovebox with H 2O 

and O2 levels below 1 ppm. The graphite, CPFA or copper electrodes were used as the working 

electrode and the counter electrode was a piece of lithium ribbon (diameter = 0.625”, thickness of 

~0.5 mm, Sigma Aldrich) . CR2032 stainless steel cell casings, pans and spacers were used as is 

from MTI XTL and pressed at 1000 psi to crimp the cells. Celgard© membrane was used as the 

battery separator (25 µm thickness, pore size of 0.21 x 0.05 µm, MTI XTL) and 90 µL of a specific 

electrolyte was used. Four electrolytes were tested, comprised of either ethylene carbonate (EC, 

anhydrous 99%, Sigma Aldrich)/dimethyl carbonate (DMC , anhydrous >= 99%, Sigma Aldrich) 

or 1,3-dioxolane (DOL , anhydrous 99.8%, with ~75 ppm BHT as inhibitor, Sigma Aldrich )/1,2-

dimethoxyethane  (DME, anhydrous 99.5%, Sigma Aldrich) and 1M of lithium perchlorate 

(LiClO 4, 99+%, Acros Organics) or lithium bis(trifluoromethanesulfonyl)imide (LiTFSI , 99.95% 

trace metals basis, Sigma Aldrich s): 1M LiClO 4 in 1:1 EC/DMC (F1), 1M LiTFSI in 1:1 EC/DMC 

(F2), 1M LiClO4 in 1:1 DOL/DME (F3) and 1M LiTFSI in 1:1 DOL/DME (F4). The samples prepared 

are denoted as follows in Table 6. 
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Table 6. Samples tested for Li plating experiment 

Sample Name Material  Salt Solvent 

G1F1 Graphite LiClO 4 1:1 EC/DMC 

G2F2 Graphite LiTFSI 1:1 EC/DMC 

G3F3 Graphite LiClO 4 1:1 DOL/DME 

G4F4 Graphite LiTFSI 1:1 DOL/DME 

P5F1 CPFA LiClO 4 1:1 EC/DMC 

P6F2 CPFA LiTFSI 1:1 EC/DMC 

P7F3 CPFA LiClO 4 1:1 DOL/DME 

P8F4 CPFA LiTFSI 1:1 DOL/DME 

C9F1 Copper LiClO 4 1:1 EC/DMC 

C10F2 Copper LiTFSI 1:1 EC/DMC 

C11F3 Copper LiClO 4 1:1 DOL/DME 

C12F4 Copper LiTFSI 1:1 DOL/DME 

 

4.2.4. Material Characterization 

For the characterization of the graphite and CPFA, Raman analysis, powder XRD, SEM and 

EDX were conducted. Raman analysis was carried out with Horiba Jobin-Yvon HR800 Raman 

system equipped with an Olympus BX 41 microscope with a 532 nm laser at 50% laser power (of 

the 50mW total laser power), conducted between the range of 1000-3000 cm-1. XRD was carried 

out with a D8 Focus Bruker instrument between the range of 2θ = 15-50° and SEM was conducted 

with FEI Quanta FEG 250 ESEM with ED X under scanning electron mode. 

 

4.2.5. Electrochemical Characterization 

The cells were tested using galvanostatic cycling with a Neware BTS 3000 instrument (5V, 

1 mA) and a Bio-Logic SP-300 potentiostat was used for conducting EIS between 5 MHz and 100 

mHz in the potentio static mode. 
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For the graphite and CPFA cells, the electrodes were first discharged and charged at 0.1 C 

between 0 and 1 V five times first to generate stable SEI relating to volume expansion due to the 

intercalation of lithi um ions. 

All cells were then ready for 50 plating and stripping cycles at a plating density of 0.1 

mA/cm 2 where plating occurred for 2 hours and stripping until 0.1 V . EIS was conducted at the 

1st, 2nd, 3rd, 4th, 5th, 10th, 20th and 50th cycles in order to probe the changes in the electrode. To analyze 

the EIS data, the following equivalent circuit was used , as per [101]:  

 

Figure 34. Schematic of the equivalent circuit for EIS analysis of Li plating cells 

Here R1 is the resistance found in the electrode components, Q2 and R2 are the constant phase 

element (CPE) and resistances corresponding to the surface film or SEI in the electrode, Q3 and 

R3 are the CPE and resistances corresponding to the bulk of the electrode, Q4 and R4 are the CPE 

and resistances corresponding to the double layer capacitance and charge transfer resistances, 

respectively and lastly, W5 is the Warburg impedance present in the system. 

 

4.3 Results 

4.3.1 Structural Characterization of Graphite vs CPFA 

To probe the structural differences in the two carbon materials, Raman spectroscopy and 

XRD was carried out on the graphite and CPFA powder.  Figure 35 shows the Raman and XRD 

results. From the Figure 35a), the spectrum of the CPFA is characterized by a wide and high 

intensity D peak  at ~1340 cm-1 with a slightly more narrow G peak  at ~1585 cm-1 but equally 

intense, while lacking a well -defined 2D peak. This suggests a presence of sp2 carbons by the G 

peak, while a large amount of sp3 carbons as well, due to the amorphous structure of randomly 
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organized layers of sp2 carbon. The graphite spectrum, on the other hand, shows a much smaller 

D peak at ~1350cm-1, resulting from a smaller amount of defects with the layered structure and 

the defects may be from the edges of the graphite layers. The sharp, narrow G peak at ~1580cm-1 

points to the highly ordered sp 2 regions within the graphite with there  being several layers of 

graphite shown by the broad and relatively low intensity of the 2D peak around 2700 cm -1. 

The amorphous nature of the CPFA is further verified through XRD. A typical graphite 

peak corresponding to the (0 0 2) diffraction line [102] is expected around 26°, which is very 

clearly seen in the graphite spectrum, but is not seen at all in the CPFA spectrum, where there are 

no distinguishable peaks, like the Kapton used for the blank. There are also very small peaks at 

42.5° and 45°, corresponding to the (1 0 0) and (1 0 1) diffraction lines as well in the graphite [102]. 

Due to the differences in structure between the highly ordered, soft carbon, graphite and 

the amorphous, hard carbon, CPFA material, it is expected that their lithiation and delithiation 

would occur differently as well as their behaviour as lithium electrodeposition substrates.  

 

Figure 35. a) Raman and b) XRD spectra of CPFA vs graphite used in the plating study 

 

4.3.2 Electrochemical Results 

Lithiation of carbon materials involve the formation of various Li xCy structures until the 

carbon is fully lithiated at LiC 6 [103]. The specific shape of the voltage curve as well as the 
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presence of plateaus and tails can be used to analyze the kinetics and mechanisms of Li insertion 

within graphite and CPFA. The first lithiation voltage curves for graphite and CPFA in the 

various electrolytes tested can be seen in Figure 36, where the solid lines represent the carbonate-

based electrolyte and the dashed lines represent the ether-based electrolyte. SEI formation 

typically occurs around 0.5 – 1.0V and for the graphite anode, a plateau is seen quite clearly for 

all four electrolytes. For CPFA, the SEI formation shoulder in the voltage curve is not obvious 

with the exception of the electrolyte with 1M L iTFSI in 1:1 EC/DMC. The SEI formed during this 

stage is a film along the edges of the graphite layers in an attempt to passivate these sites of 

lithiation/delithiation from further reaction with the electrolyte in latter cycles.  

Apart from the plateau fo r SEI formation, several other plateaus are typically formed to 

indicate different Li xCy structures formed, such as LixC32 around 0.2 – 0.12 V, Li xC12 around 0.1 – 

0.075V and LiC6 after 0.075 V until 0  V [103]. However, the definition of these particular plateaus 

may not be clear, depending on what else may be occurring within the carbon particles. For 

example, for F3, representing 1M LiClO4 in 1:1 DOL/DME, with grap hite, the voltage curve does 

not have distinguishable plateaus between 0.5 – 0 V and are just characterized by one plateau or 

slope. This indicates the presence of Li-solvent co-intercalation, which has been well documented 

for ether-based electrolytes such as the one used here [104,105]. While the graphite samples all 

notably  otherwise possess various plateaus for the LixCy structures formed during lithiation, the 

CPFA samples do not possess such a variety of plateaus. This is due to the lack of order and 

generally amorphous nature of the hard carbon  material, leading to a non-uniform lithiation of 

the carbon as opposed to the layered structure lithiation of graphite [106]. 
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Figure 36. First lithiation curves for a) graphite and b) CPFA in various electrolytes, where F1 = 1M 

LiClO4 in 1:1 EC/DMC, F2 = 1M LiTFSI in 1:1 EC/DMC, F3 = 1M LiClO4 in 1:1 DOL/DME, F4 = 1M 

LiTFSI in 1:1 DOL/DME 

The stability of the carbon anode can be observed through any hysteresis and changes in 

the obtainable capacity as well as the voltage curves (Figure 37). Graphite within a carbonate -

based electrolyte (Figure 37a)) is gradually lithiated in stages as seen in the first lithiation curve. 

When the graphite is delithiated, various plateaus of delithiation stages are observed as well. 

Though the next lithiation c ycle is much lower in capacity, the same plateaus are still present and 

the obtained capacity is similar to the expected theoretical capacity of 375 mAh/g. This suggests 

a stabilized SEI formed in the first cycle with its high irreversible capacity. The se cond delithiation 

shows little to no hysteresis with the first. In an ether -based electrolyte, though there is little to 

no hysteresis of the delithiation curves (Figure 37b)), it is clear that the lack of plateaus present as 

well as the significantly reduced capacity  of under 100 mAh/g  points to a damaged structure that 

leads to a lithiation more akin to the CPFA curves in c,d). 
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Figure 37. First and second lithiation cycles for a) G2F2, b) G3F3, c) P6F2 and d) P7F3 

The lithiation/delithiation curves for CPF A in carbonate-based electrolyte indicate a large 

irreversible capacity in the first cycle due to the format ion of SEI, but the subsequent cycle is 

rather stabilized around 300 mAh/g, which is lower than the theoretical capacity of graphite, but 

shows good reversibility. In an ether -based electrolyte, CPFA exhibits the highest irreversible 

capacity in the first lithiation of beyond 1000 mAh/g. This  possibly points to a large portion of 

lithium -solvent co-intercalation resulting in the long tail of the voltage curve . Interestingly, the 

second lithiation and delithiation cycle indicates a capacity of 330 mAh/g, whi ch is close to the 

theoretical capacity while also being stably so. This behaviour is different from that of the 

graphite anode in the same electrolyte, which suggests that the solvent co-intercalation capacity 

of CPFA may be higher but does not lead to an electrode that is quite as damaged as that of the 

graphite material.  
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The EIS results of select samples G2F2, G3F3, P6F2 and P7F3 are shown in Figure 38. Across 

G3F3 and P7F3, both samples with an ether-based electrolyte, very large impedances for the 

surface film, bulk electrode and charge-transfer resistances are observed after the five lithiation 

and delithiation cycles. This is significantly larger than those for t he carbonate-based electrolytes 

(G2F2, P6F2). This can be attributed to the breaking up of the structure of both the graphite 

particles and CPFA particles from solvent exfoliation by the ether electrolyte. After the sheets are 

exfoliated and particles damaged, the lithium ions are delithiated to a voltage of 1V and the 

remaining carbon electrode is left with thick SEI and high contact resistance between the particles. 

As previously observed from the lithiation/delithiation voltage curves, the carbonate -based 

electrolytes did not co-intercalate into the electrodes but developed a stable SEI allowing for a 

low hysteresis cycling of the electrode. 

All  of the samples also experience a higher impedance after the first plating and stripping 

cycling of lithium, which is then reduced in the next few cycles before increasing as the plating 

and stripping continues. This phenomenon is also observed in symmetric Li vs. Li cells where the 

init ial surface area of the Li metal anode is rather low, leading to a high flux of Li ions out of the 

metal anode, resulting in higher impedances. After a number of plating and stripping cycles, the 

surface area of the anode gradually increases due to the natural tendency of lithium plating and 

thus the impedance reduces. [107] This behaviour is also likely behind the observed decrease then 

increase in impedance with the cycle number, however in the case of G3F3, after the decrease in 

impedance, there is no further increase in impedance which is probably due to the exfoliation of 

the sheets as previously explained. 

There are also differences between samples with the two different solvent-based 

electrolytes. For carbonate-based electrolytes, if the structure of the graphite or CPFA particles 

are relatively stable with the plating and stripping as well partial re -lithiation (as the stripping of 

the metallic lithium occurs to 0.1V), the thickness of the SEI layers are expected to grow to 

accommodate for the volume and structural changes in the metalli c lithium that is plated and 

stripped away. Accordingly, the impedance of the SEI layer should increase with the number of 

cycles (for both a) and c)), which is what is generally observed when comparing the spectra 
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between the 1st, 10th, 20th and 50th plat ing cycles. On the other hand, due to the constant re-

exfoliation of the layers within the graphite and CPFA particles by the partial re -lithiation in the 

ether-based solvent, SEI layers are expected to form on the newly exposed edges and surfaces of 

the carbon particles. Thus, the thickness of the SEI layers may not necessarily thicken, but merely 

that there would be more surfaces to form SEI on, hence a similar impedance is observed over the 

course of cycling in the spectra for both b) and d). 
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Figure 38. EIS data for selected samples: a) G2F2, b) G3F3, c) P6F2, d) P7F3, where all data is displayed 

on the left and the close-up of the data is on the right. Within all the plots, the initial spectrum at OCV 
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after assembly is indicated by a circle (o), after five lithiation and delithiation cycles to 1V, the spectrum is 

ÐÕËÐÊÈÛÌËɯÉàɯÈɯÚØÜÈÙÌɯȹɞȺȮɯÈÍÛÌÙɯÛÏÌɯÍÐÙÚÛɯ×ÓÈÛÐÕÎɯÈÕËɯÚÛÙÐ××ÐÕÎɯÊàÊÓÌɯÛÖɯƔȭƕ5ȮɯÛÏÌɯÚ×ÌÊÛÙum is indicated by a 

ËÐÈÔÖÕËɯȹȎȺȮɯÈÍÛÌÙɯÛÏÌɯƕƔth ÊàÊÓÌȮɯÛÏÌɯÚ×ÌÊÛÙÜÔɯÐÚɯÐÕËÐÊÈÛÌËɯÉàɯÈɯÛÙÐÈÕÎÓÌɯȹͅȺȮɯÈÍÛÌÙɯÛÏÌɯƖƔth cycle, the 

Ú×ÌÊÛÙÜÔɯÐÚɯÐÕËÐÊÈÛÌËɯÉàɯÈÕɯȿßɀɯȹ7ȺɯÈÕËɯÈÍÛÌÙɯÛÏÌɯƙƔth cycle, the spectrum is indicated by a plus sign (+). 

To illustrate the pro posed mechanisms of lithium intercalation/de -intercalation as well as 

lithium plating and stripping  into graphite and CPFA in different electrolytes, the schematic in 

Figure 39 was prepared based on [104,108]. 

With the insertion of lithium ions at the edges of the graphite particles, the graphite 

interlayer thickness is expected to increase while SEI forms at the edges of the graphite layers. 

Alternatively, CPFA as a hard carbon does not experience interlayer distance increase and 

remains relatively stable. For this reason, hard carbons have been an attractive anode material in 

Li -ion batteries to mitigate the volume changes in the anode. When there is no solvent co-

intercalation in the case of the carbonate-based electrolytes, SEI simply forms stably at the ends 

of graphene layers and Li ions are reversibly inserted and removed in both the graphite and 

CPFA. However, in the presence of ether-based solvents, there is an exfoliation of the graphene 

layers in both graphite and CPFA due to the co-intercalation of the ether molecules. While  the 

oxygens on the DME molecules has been shown to interact very strongly with Li ions, the oxygens 

on the DOL molecules have less of an interaction [104]. With the close solvation shell formed first 

with the DME then the DOL molecules, the complex leads to the co-intercalation of these 

solvation shells. The graphite exfoliation  then leads to an increased electrode surface area, and 

thus increased SEI formation on the newly created surfaces, and eventually contact resistance due 

to the SEI layers between the particles and loss of contact upon volume changes. 

When the graphite and CPFA particles are lithiated beyond their capability, that is, beyond 

the formation of LiC 6, Li metal begins to nucleate as sites for Li plating. In graphite, this begins at 

the edges of the graphene sheets as Li ions can no longer be inserted into the interlayer. At this 

point, the graphite  is also in a metallic state and Li easily plates on the basal planes of the exposed 

graphite layers and SEI is formed on the newly plated Li while more Li plates underneath the 
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SEI. With an increased surface area of the particles in ether-based electrolytes, there are more sites 

of Li metal nucleation as well for the plating and stripping of Li.  

In CPFA, a slightly different mechanism takes place as hard carbons possess nanopores that 

are sites of nucleation for Li metal once the interlayer spacing can no longer be inserted with Li 

ions. These nanopores are then first filled with Li metal before L i continues to grow out of these 

nanopores. In a similar manner as with the graphite, SEI forms on the newly plated and exposed 

Li metal and more Li begins to be added underneath the SEI. SEI typically does not form within 

the nanopores due to their small size as the Li-solvent complex cannot easily fit into the 

nanopores, but rather, the Li ions diffuse into the nanopores. When the CPFA is also fully 

lithiated, it is expected that Li metal is easily capable of plating on all areas of the particles as well.
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Figure 39. Schematic for proposed mechanisms of lithium lithiation/delithiation as well as plating in graphite and CPFA in ether- or carbonate-

based electrolyte
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The plating efficiency as a function of cycle number for each set of electrode materials, 

graphite, CPFA and copper, are plotted in Figure 40a), b) and c), respectively. Copper electrodes 

were tested in this set of experiments in order to obtain a comparison of SEI stability in different 

electrolytes without the convolution of data contributed by effects of volume change of the 

electrode or partially lithiated carbon (which would lead to some of t he lithium plated being used 

for lithium insertion).  

Across the three electrode materials, it is observed that F3 and F4, both ether-based 

electrolytes, perform worse in both the coulombic efficiency (CE ff) and the stability of the CEff  

upon cycling than F1 and F2, the carbonate-based electrolytes. As this is present in also the copper 

samples, it is clear that the ether-based electrolytes decompose into unstable SEI, consuming more 

electrolyte upon cycling, and it is not simply an exfoliation of the carbon layers that causes poor 

CEff in the graphite and CPFA samples. 

Another trend observed regardless of the substrate used is that F4, the 1M LiTFSI in 1:1 

DOL/DME electrolyte, yields a very low CE ff  at the initial cycles but is afterwards quite relatively 

stable, despite its solvent’s nature to exfoliate carbon particles. This suggests that the LiTFSI is 

effective at forming an SEI resistant to further decomposition after its initial reduction [109]. On 

the other hand, in the same solvent, the electrolyte with 1M LiClO 4 seems to experience a 

somewhat stable CEff  at the initial cycles, but for graphite and CPFA, after 10-15 cycles, the CEff  

becomes unstable. Even in the copper sample, at about 15 cycles, the CEff  becomes less stable 

than before, though less erratic compared to the carbon electrodes. This may indicate that the 

decomposition products of the LiClO 4 are not stable enough to form  a protection layer for Li metal 

to be plated underneath  without further side reactions with the electrolyte.  

In the graphite samples, the electrolyte yielding the highest CEff  while being the most stable 

is F2, 1M LiTFSI in EC/DMC, though even at its peak CEff , only 92.75% is achieved. This may be 

attributed to the substrate being graphite and the volume change present in the 

lithiation/delithiation between 0.1V and 0V during each plating and stripping cycle may have 

caused the constant need for more SEI to be “regenerated” from breakage during the volume 

change. 
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For CPFA, a number of interesting observations can be made. The first that is quite glaring 

is that all but one (F3) of the samples begin with a low CE around 70% and over the next 5-10 

cycles, the CEff  is built up and becomes somewhat stabilized. This is probably due to the filling , 

removal  and refilling of the nanopores with metallic lithium during the first few cycles prior to 

plating on the surface of the CPFA. It is possible that some of the lithium is removed from the 

nanopores, but not all, leading to a lower CEff . Yet with the subsequent cycles, more and more of 

the nanopores are permanently filled with metallic lithium, leading to a stabilized CE ff  from 

lithium plating and stripping only on the surface of the CPFA particles. 

Another important observation  is the erratic yet consistently above 100% CEff  of the F3 

sample. This could be that some of the filled  nanopores are slowly opened up by the ether-based 

electrolyte, allowing more regions of  lithium metal to be accessible by the electrolyte so that what 

is stripped is more than just what is plated.  A potential reason for why this phenomenon is 

observed by the F3 electrolyte with LiClO 4 salt and not with the F4 electrolyte with LiTFSI salt is 

that the complex formed, [Li -solvent] +[Salt anion]-, is smaller with the ClO 4- anion than the TFSI- 

anion. As a result, the complex in the F3 electrolyte is more capable of co-intercalating into areas 

that the complex in the F4 electrolyte cannot, hence the increased instability in all the CEff’s for 

the F3 samples in both the graphite and CPFA cells. 

Lastly, unlike with graphite, F2 is not the most preferable electrolyte for CPFA, but rather 

F1 with 1M LiClO 4 is, with the CEff  in most cycles above 95%. But absent of any effects with the 

carbon material on the copper substrate, for the carbonate-based electrolyte, the F2 electrolyte 

with the LiTFSI salt yields a much more stable CEff  over the cycle life than does the F1 electrolyte, 

though only by about 2%. This may suggest that a presence of possibly any residual impurities 

such as hydrogen (C-H bonds) on the CPFA may contribute positively with the LiClO 4 

decomposition products to form an even more stable SEI film over the CPFA. Although it is 

expected that at 1100°C, all of the oxygen-based functional groups would have been removed, C-

H bonds may not be and thus would be sites of higher reactivity with the electrolyte and lithium.  
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Figure 40. Galvanostatic cycling efficiency results of a) graphite, b) CPFA and c) copper electrodes in 

various electrolyte formulations, where F1 = 1M LiClO4 in 1:1 EC/DMC, F2 = 1M LiTFSI in 1:1 

EC/DMC, F3 = 1M LiClO4 in 1:1 DOL/DME, F4 = 1M LiTFSI in 1:1 DOL/DME 
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To understand how the nature of the electrodes change as lithium plating substrates during 

the many plating and stripping cycles, the plating curve for select samples were compared at the 

1st, 2nd and 20th plating step for the graphite, CPFA and copper electrodes (Figure 41). As a general 

observation, the samples with F3 (b, d, and f) all possess lower nucleation potentials due to the 

fact that DOL/DME has a lower surface energy on the carbon and copper surfaces than does 

EC/DMC due to its low viscosity.  Additionally, most samples that cycle stably experience a 

reduction in nucleation overpotential when comparing the 1 st plating to the 20th plating. The 

exception to this appears to be the graphite cells (G2F2 and G3F3) where only a small reduction 

in nucleation overpotential is observed for G2F2 and a significant reduction in nucleation 

overpotential is observed for G3F3. 

In the CPFA samples (c,d) it is clear that the initial two cycles are characterized by a 

downward slope prior to the valley that is indicative of a nucleation overpotential, while this is 

not observed in the 20th cycle. This is due to an over-lithiation/nucleation process within the 

nanopores of the CPFA prior to the nucleation of Li metal on the surfaces of the CPFA particles, 

proving the claim made previously on Li metal filling the nanopores in initial cycles resulting in 

poor CEff  until the 10 th-15th cycles. 

One last observation is the unique  platin g curve of CPFA and copper with the F3 electrolyte. 

In the second cycle for both samples, the voltage contains a typical sharp downward peak for the 

nucleation overpotential, followed by an increase in potential that slowly slopes downwards 

before increasing again. This behaviour disappears slowly in the latter cycles for copper but in 

the CPFA sample, it is extended somewhat so that the secondary maximum of the overpotential 

is shifted from the middle of the plating cycle to near the end of the plating cyc le. This behaviour 

in the initial cycling of  symmetric Li vs. Li is typical and has been verified to be independent of 

any diffusional resistances but purely due to the spatially varying rate constant across the 

interphase at the electrode/electrolyte [110]. This disappears in later cycles when diffusional 

resistances do affect the transport of Li to the bulk electrode. It might be in the case of the CPFA 

sample with F3 that the solvent co-intercalation opens up many new surface areas that inhibit the 

presence of diffusional resistances even over the course of many cycles, as is apparent with the 
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low impedances shown in the EIS spectra in Figure 38d). However, this is mer ely speculation and 

further characterization and experiments would be required to determine a true explanation of 

the behaviour. 

 

 

 

Figure 41. Plating curves for lithium on graphite, CPFA and copper at specific cycles for a) G2F2, b) 

G3F3, c) P2F2, d) P3F3, e) C10F2, f) C11F3 
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4.4 Conclusions 

From this plating study of lithium metal on soft versus hard carbons, namely graphite 

versus CPFA, it was found that the best combination of carbon with electrolyte and salt yielding 

the highest CEff  and cycling stability is CPFA with the 1M LiClO 4 in 1:1 EC/DMC electrolyte. 

Although this is the combination yielding the highest CE ff , graphite as a Li plating substrate is 

not too poor as long as an appropriate electrolyte, specifically 1M LiTFSI in 1:1 EC/DMC as tested 

in this experiment, is used. Graphite with this electrolyte yielded a CE ff  that is just 2% lower than 

the CPFA with the LiClO 4 salt in carbonate-solvent. Furthermore, due to th e nanopores present 

in hard carbons, the initial Li plating cycles  on CPFA lose some capacity to the filling of these 

nanopores with metallic lithium that can be difficult to retrieve upon regular stripping. It is 

beneficial that solvent molecules cannot easily reach the nanopores to irreversibly react and form 

SEI, however, it is also not easily accessible to strip. This leads to a low CEff  in the initial cycles.  

On the other hand, graphite does not experience a gradual increase in CEff  in the same way with 

the exception of LiClO 4 in the ether-based electrolyte, which was suspected to produce unstable 

SEI that needed to be built up over many cycles to increase its stability in the system. 

Also, i t seems that while LiTFSI as a salt in the electrolyte is capable of decomposing into a 

more stable SEI in the case of graphite and copper, it does not quite exhibit the same effect with 

a hard carbon like CPFA. However, it is clear that between the ether-based electrolyte and the 

carbonate-based electrolyte, the ether-based electrolyte certainly leads to an accelerated 

degradation of the carbon material and forms highly unstable SEI through the exfoliation of the 

graphene layers in both graphite and CPFA. Aside from the property of it being capabl e of co-

intercalating with Li ions, the ether -based solvents are found to decompose into structurally 

unstable SEI, as found in the copper samples, though the electrolyte with LiClO 4 is performs 

worse than that with LiTFSI.  The ether-based electrolyte with the LiClO 4 salt also presented some 

anomalies in the plating voltage curve that may need to be further explored to mechanistically 

and physically understand the processes leading to the shape of the overpotential curve during 

plating.  
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While the electrolyte used in the electrodeposition of Li for the LSFB in Chapter 2 was F1 

(1M LiClO 4 in 1:1 EC/DMC), from the results of both Chapter 3 and this chapter, it is clear that 

perhaps the LiTFSI salt should have been used for the introduction of a more stable SEI that may 

have improved the cycling of the full cell. This is under the assumption that the LIG material is 

more graphitic than it is like hard carbon.  

In light of these findings, it is obvious that carbonate -based electrolytes are required to 

stably and effectively plate Li metal onto a carbon host (where the type of lithium salt used will 

depend on the hardness of the carbon). However, it is also known that carbonate-based 

electrolytes are not stable within the LiS battery system as the carbonate solvents tend to react 

with the lower  order polysulfide species, leading to a reduced capacity over time [48], hence the 

need for ether-based electrolytes for battery cycling. This poses quite a challenge in order to be 

able to electrodeposit Li metal into a foreign host and then to be able to use it for cycling within 

a battery system as such. In a recent paper by Ming et al. [104], it was discovered that graphite 

lithiated and delithiated in a carbonate -based electrolyte to form stable SEI is insufficiently 

protected against solvent co-intercalation when transferred into an ether -based electrolyte. The 

Li -solvent complexes formed in the ether-based electrolyte were still capable of exfoliating the 

graphite, damaging the structure of the particles and leading to high irreversible capacities. This 

was found to reduce dramatically with the disruption of these complexes through a 2.5 time 

increase in salt concentration. Though this is not an ideal solution due to  the high cost of lithium 

salts, it also points to the need for further developments in order to re alize a low cost, high 

efficiency method of reducing Li metal use in Li -based batteries.  
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5.0 Conclusion s and Future Work  

5.1 Summary of Findings  

In this work, proof -of-concept, flexible lithium -sulfur batteries based on LIG from 

commercial polymers were shown to be possible by sequentially patterning the cathode and 

anode in a 2D interdigitated structure  and the step-by-step introduction of the active materials,  

sulfur and lithium, into the LIG fingers.  The novel technique of heterogeneously nucleating sulfur 

followed by a melt imbibition was found to be effective to distribute sulfur over the surface area 

of the LIG while Ag NP seeds combined with RPP were successful in smoothly plating lithium 

(macroscopically) onto the rough LIG fingers at a relatively high current density of 1 mA/cm 2. 

Initial cycling show ed that the battery can achieve an energy density as high as 196.9 

mWh/cm 3, which exceeds that of most published reports on lithium -ion microbatteries produced 

through nano -templating and microfabrication techniques. However, the retrievable capacity 

appeared to rapidly drop past the first cycle due to irreversible lithium -electrolyte reactions, 

which consumed the usable plated lithium. Furthermore, large pockets of agglomerated sulfur 

were found in the  macropores of the graphene electrodes that are not electronically accessible by 

the electrolyte, thus inhibiting the electrodes from achieving their max imum  capacity. This 

point ed to a dire need for a better understanding of the nature of LIG in order to properly tune 

characteristics such as the defectiveness, electrode density and surface area (and thus pore 

structure) as well as conductivity so that LIG can be a better substrate and host for electrochemical 

devices. 

From studying various laser parameters, it was found that denser electrodes could be 

achieved with higher surface area by using a lower laser power at the expense of decreased 

conductivity.  However,  by annealing the material through multiple laser passes or defocusing of 

the beam, the LIG film can become more conductive. From additional analysis, the LIG films were 

also found to be inhomogeneous along the height of the electrodes, particularly that the  bottom 

of the films close to the PI film were more amorphous  while the more graphenic regions of the 

film were found near the top, closer to the irradiation source.  
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Additionally, in light of the realization of the inhomogeneity of the LIG film, it was 

necessary to understand the behaviour and efficiency of using carbons as lithium plating 

substrates within different electrolytes. From studying a soft carbon versus a hard carbon and 

two different lithium salts and an ether -based electrolyte versus a carbonate-based electrolyte, it 

was generally determined that carbonate-based electrolytes are more ideal for the 

lithiation/delithiation of the carbon electrodes as well as forming stable protective solid 

electrolyte interphases (SEI). And as for the salt in the carbonate-based electrolyte, it was found 

that graphene was capable of being more efficiently plated with the LiTFSI salt while CPFA 

performed best with the LiClO 4 salt. Depending on the “hardness” or degree of sp3 versus sp2 

regions within the carbon substrate, the solvent and salt of choice within the electrolyte may need 

to be adjusted or even combined together. 

 

5.2 Recommendations for Future Work  

Though the LSFB may not be a high performance microbattery, it has succeeded in its proof 

of concept, while being unoptimized in the finger spacing, LIG pore structure, active material 

loading etc. Other similar systems using the interdigitated electrodes can be pursued in attempts 

to better understand any battery chemistry system because of the open architecture which allows 

for many in operando techniques. For example, in the case of the LiS chemistry, it would be 

interesting to probe the location of polysulfide species  which are active materials that migrate 

away during cycling . Add itionally, the performance and failure modes of a near -stoichiometric 

LiS battery could be well studied in such an open architecture.  

There is also another possibility for the poor Li utility in this Li -limited system. For RTILs, 

it was found that while th e electrochemical stability windows are large, the cations may not 

always be stable. For example, in EMImTFSI, the EMIm+ cation was reported to reduce while 

being unable to form a protective SEI layer on graphite. This led to the inability of it aiding the  

intercalation of Li  into graphite  despite reaching voltages of 0V vs. Li. [111] While this report  was 

not focused on the effects of using RTIL for Li plating, the finding of the cation instability could 
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suggest that RTILs may not be suitable for Li plating in Li metal batteries, despite their improved 

safety over organic electrolytes. Thus, RTILs must be further researched for their fitness in Li 

metal battery systems. 

In order to achieve a fully practically flexible system  for a variety of applications, ideally 

the ionic liquid -based electrolyte would be converted to a gel electrolyte for confinement of the 

electrolyte. Additionally, a polar LiPSS scavenger could be added, such as PEI [112], to the gel 

matrix so that it can be beneficial in preventing the migration o f LiPSS away from the cathode, 

thereby reducing the capacity of the cell over the cycle life. 

As a material, LIG is promising because of its ease and speed of fabrication as well as its 

versatility with various substrates. However, though this work has con tributed towards 

understanding the effects of various parameters on the pore structure, defectiveness and 

conductivity of these films, more work is required in order that more homogeneous electrodes 

can be formed towards its use in electrochemical applications. Ideally, there would also be 

methods to tune the hardness of the carbon formed. It is known that more sp 3 regions can be 

formed in the material, but perhaps with some other laser parameters  and irradiation 

environments , the carbon can become more like hard carbon. 

While the six parameters (two carbons, two solvent mixtures, two lithium salts) studied for 

the lithium electrodeposition investigation led to some interesting results regarding the nature of 

the interactions between the carbon and the lithium -electrolyte complexes, some of the 

speculation regarding the size of the complex and the ability to exfoliate the layers ought to be 

further pursued through the use of other salts.  It is particularly interesting that the hard carbon 

was found to be subject to the co-intercalation of ether solvent molecules. Traditionally, hard 

carbons were thought to be resistive to co-intercalation due to their amorphous and non -

graphitizable nature. Continued study on various types of ether solvents and their effect s on co-

intercalation of hard carbons could be of interest. Also, the unique plating voltage profile  of 1M 

LiClO 4 in 1:1 DOL/DME  could be investigated in terms of the diffusional and kinetic changes 

within the system that produces it. Though it has been shown that the carbonate-based 
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electrolytes are better for lithium electrodeposition onto graphite and CPFA, the full LiS system 

cannot cycle in a carbonate-based electrolyte. Thus, either modifications and additives would 

need to be added into an ether-based electrolyte or possibly other electrolytes would need to be 

explored in the future.  
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