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Abstract

Additive manufacturindAM) is quickly leading a new revolution in manufacturidgrosol ink

jet printing(AJP)is a noncontact printing method that allows for printing on irregular substrates.
When paired nanoparticulate irtke method can print electrical traces and sen8dR .stands to
surpass current thin film technologies fhgxibly printing on complex geometrie3his thesis
details the preliminary work towards employing AJP to create sermmegating in harsh
environments Specifically the development of materials required to enable printed circuits

functioningat tempertures exceeding 1080 (1850d).

The high temperature corrosion behavior of devices created from nanoparticles is explored from
starting with the synthesis of the nanopatrticles themselves. Inks suitable for AJP are formed from
the nanoparticles. The inks are subsequenthtga into strain gauge designs, sintered to bulk,
and tested for conductiviti technique to create core shell nanoparticles is demonstrated in efforts

to make thenk materials more resistant to side reactidnsng the sintering phase.

An additionaldesign aspect is introduced in the form of sol gels to solve the corrosion challenges
presented. Sol gels were developed to create ceramic thin films to insulate the manufactured
sensors, provide an engineered surface, and encapsulation layer for the.dgoligel chemistry

is a wet chemical approadbr forming ceramicghat is also found to be compatible with AJP

processes.

Only a few sensors produced were suitable for electrical characteriZitisnwas due tside
reactionsin the sintering procesas well as insufficient adhesion of the printed traces to the

substrateThe resistive path of the sensor was 31 kohms, whichoutside of the testing range



for strain gaugeslhe elevated resistance of these samples is due to impurities and detieets in

printed patterns.

The findings of this thesis are useful for generating the next generation devices for use in harsh
environments. The materials established here can be altered by differing processing techniques to

eliminatethe barriers to achievingtegrated strain gauges by additive manufacturing.
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1 Introduction

This thesis will cacern itself withhigh temperature strain gauges guoed by arosolinkjet
printing (AJP). AJP is a developing form of additive manufactufijg[3]. The goal of additive
manufacturing is to create manuiared goods directly from the joining of micron or nano sized
particles. This thesis coverdiverse areasn material sciencefrom meal and ceramic
nanomaterials corrosion, and electronic material¥he wak presentedfacilitates a new

manufacturing process where nanotechnology and additive manufacturing meet.

To make strain gauges the conventional approach is to use a physicéiaeposthod. In

physical deposition the metal vapours are condensed onto the substrate after being patterned on
the substrate by masking or lithograghly. The physical deposition method is limited to only

planer surfaces and by the expensive patterning procéssesitrastadditive manufacturing

can be employed to make the process cheaper, more flexible, and apphptamarrsurfaces.

Additive manufacturing of printed circuit components traditionally employs ink jet printing. In
inkjet printing materials are suspendedettable inks. Reservoirs of inks are processed by
microfluidics into micron sized droplets and impacted on the substrate underneath. The typical
distance from printer head to substrate must be less thar{ZJmfime APJ process resolves this
limitation and gives a focal depth of printing of 5Smm allowing metallic patterns to be applied to

complex geometries.

AJP opeates by printing a continuous stream of ink in the form of aerosolized droplets. These
aerosolized droplets can be focused into a pattern as segural. Aerosol ink jet printing can

focus the stream of inkiio narrower feature sizes than is capable with ink jet printing. As well



the aerosolization process is less sensitive to viscosity and surface tension of the ink than the
jetting process. As such a wider range from 0.5 to 5000 cP can be printed withictieenThe

printer has great focal depth of printing due to the laminar flows of pressurized air that serves as
the carrier for the aerosolized inks. All these combinations make aerosol additive manufacturing
an attractive method for printing on largelsaaonplanar and flexible par{d], [5].

Atomized Aerosol

Sheath Gas A
n

=
)
% |
5/
>}
“5\5°

Ink Vial

Deposition Nozzle «

» Substrate -
Hot Plate ., a\ ‘ =t Ink
/
Moving Stage y

Aerosol Actuator

Figurel Aerosol Ink Jet Proce$S]

The current method to make strain gauges for high temperature applicationsysioglpsapour
deposition (PVD) techniques such as sputtering. PVD involves patterning by lithography or
masking technologies that involve many process steps and can only reliably pattern on flat
surfaces.Figure 2 illustrates the reduction in process steps between PVD and additive
manufacturing, also termed direct write, technolodssking technologies require that the mask

be near the substrate. The gap distance is typicablyrb( his short distance prevemisrved and

complex shapes from being directly patterned.
2
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Figure2 Comparison of strain gauges technologies: a) steps involved in traditional PVD

deposition of strain gauges b) Process steps involved in additive manufactstragrofauges

The current limitation of the AJP process is that thexestsa restrictedselection of inkdor the

AJP proeess We aim to extend the usage of aerosol-jgtkprinting into specialty alloyed

componentsThe goal set out by this project is initialize the development ahe inks from

synthesis to processing; expanding theiapfons for the AJP process.

The area of interest for expansion is high temperature metal alloys. dlf®maetypically are a

blend of transition metal elements arable metalsA typical ink that can be utilized in an aerosol

ink jet process contains nanoparticles of the metal components suspended in a matrix of solvents

and additives. The blends allow noeelditively manufacturedtrain gauge



New technologiesdve been pushing the limits of both the temperatures and rotational speeds of
turbines[6], [7]. Additive manufactured strain gauga® expected to be used for the quality

control of turbine bladed.he quality control and failure analysisean important part of the
manufacturing proces$he ability to correctly identify vibrational modes arnchgs within

turbine bladesre facilitated by new generations of printed sensorsnatiel designs give our
corporate sponsa@ technological edgén particular being able to create strain gauges of any
arbitrary geometrand location isn utility that is not curretly availble to the quality control

teams.

The very nature of the substrates is of interest to this work as well. The printing process highly
dependant on the surface interactions between the material being printetherintended
applications the base substrates emaductive These substrates are usually prepared with a film
of insulating ceramic aterial such as alumina. There are few such substrates available to
research as most pieces are for productidnai@ing research materiatscost and time
prohibative.The development of s@el processinglumina filmsis tosupport the thesis work

herinto replace the insulating layers typically found on these blades.

1.0 Strain and Measurements

Strain(¥) is a measurement af material's deformationt is measured in ongimensionby the

change in length of the material normalized by the original length of the material.

Q0 Equationl

5



The strain of the material islated tdhe forces experiencenh a material during us€hese forces
are stresses as definiedwherell is stressané&i s t he Y o u ntgidhsan Mimebtyl u s . S
correlatedor elasticmaterials o t he f orces it expeofthemategas by t

as inEquation2. Stres analysis is a key elementrofichine wear testing.

., O3 Equation2

A typical strain gauge is presented belowFigure 3. The concept of a strain gauigethat the

strain is transferred to parallel high aspect ratio trades tracesleform in a predictable manner
according to fboe Pbesmanési ahti Boofdedoomatios r at i
in the perpendiculaand paralletirection ofapplied strain. This predefined deformation changes

the crosssectional area of the trace in the sengbe change in cross section affettts resistance

(R) of the deviceThe magnitude in @nge in the resistan@e ‘Yis correlated to the strain on the

device by a ratio known as the gadagetorr .

1Y : 10
Y 0
Equation3
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Figure3 Typical Strain Gauge

Typical applicationof strain gauges is labor intensiv&rain gauges are created using thermal
deposition techniqueSubsequentlythey areadhered to the blade by manually placing each gauge
in its required position. Each applied strain gauge take a technician ovan hourto place
properly on a specific locatioif.o properly characterize a strain field on a part multiple sensors
may need to be placed as redundancy as well as to capture the full strain properties ofghe part
The strain gauges with the lead attachments often disrupt the enviroofmensitu tests in
confined spaces. There exists a desire to print these gangiésce®n parts to help solve these

problems.

1.0.1High Temperature Applications
The objedtvesof my research studwill be to create an ink thaan formmetal tracesunctioning

as strain gauges thetemperatureange of 1000.100<C. Well behaved materials are rare to find
6



in this temperature regime. This is because the resistance of a typical metal is very temperature
dependentFigure4 shows this linear dependence on temperature. Timsnaltes many of the

high temperature metals that are used in the structural components of the parts being tested.
Without stability with regards to temperature the sensor will have too much noise to reliably
generate signaldMetal alloys such asickel chromium alloys (NiCr)are used as electrical
components just below the targeted tempeeabfthep r 0 j e c twell-tehpe@héhavior in

the temperature regime can be attributed to the fact that the chromium alloying elements allow for
a different restance pathway than in tigal metals. Te resistivities of these NiCr alloys are
orders of magnitude higher than regular nickel mefdis failure mode of the commohCr starts

to mechanically and chemically fail at the elevated temperatures refRiirdthe target material

as determined prior to the @tf this thesis was thgalladium chromium allogystem(PdCr)
devel oped by NASA in the early 9006s. The mat e
allows for a higher operating temperature due to the gtabil the palladium over the nickel

matrix. InTablel the properties of palladium chromium are listég9)
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The metal characterized by NASA was in the form of 115 um thick fill@ Aerosol ink jet
printed strain gaugs by comparison typicallgave maximum minimum dimension$ 20 pum.
This adds to the difficulty of the task as the metal operates in these high temperature regimes by
providing anativeoxide of chromium oxide that can be as deep gsmi5Such oxidationvould

result in a catastrophic failure of the strain gauge. Such challenges will be the focus of this work.



Tablel NASA's static strain gauge targ¢t$

Repeatability 2,700 and 1lro@0O0

temperatue and 1250K

Difference in resistivity in heating a

10K/min and 250 K/min

Oxidation Resistance +0.59 (mg/cr) (After 50h at 1250K)

Mass gained due to oxidation Typically ~2 &m

(max 15 ¢&m)

Temperature Coefficient of 153 (eq/ (q
Resistivity
Elastic Range 740/ 332 @atroom temperature
and 1250K)
Thermal Expansion Match to 13.8 (egm [ (
Substrate Super alloy: 15.5 ppm/K

Al203: 7 ppm/K

Drift in strain over 3 h at 1250 K 50 ppm




1.1 Objectives

The objective for this work was to create an ink capable of proglacsirain gauge to operate at
temperatures meeting or exceeding 1258K. i nk 6s components include
matrix, binder, and dispersarithe constraints on the ink are derived from the nebulatrah

jetting stages of the printing. €droplet size delivered is in the range efQlum; as such the

metal particle must be sub 100 nm for the droplet formation to be dthlelf a particle
approached the size of the droplet it would significantly affect the surface tension of the droplet

which is critical in the droplet formation stage.

1.2 Expected Design Challenges
The palladium chromium (PdCr) alloy has been empldye NASA as a strain gauge material at

high temperatures for two reasons. Firstly, the PdCr alloy hastemgperature dependant
resistivity behaviours. Secondly, the metal forms an oxide passivation layer on the alloy surface
preventing further oxidatiofiL0]. However,the alloying level of kromium is problematic as the
element diffuses out of the alloy to form the passivation layer. The chromium oxide layer will

continue to grow at high temperatures such that a film afrervill form in 10 h at 90&C [12].

Having the PdCr ably in the form of a nanoparticle can present challenges. Oxide formation at the
nanometer scale will introduce impurities in the bulk material and reduce the overall conductivity
of the deposited material as is seen in copper syqtEBhsThe density of the formed material
must be as close to the bulk as possible to avoid enhanced corrodemmoThe impurities
introduced by the nanoparticles and their assediachemicals make itifficult to pack

nanoparticles into a dense state.

10



1.3 Design Criteria
The design of these nanoparticles will be considered a success if they fulfil the follonerig:cr

1) That the nanoparticles after appropriate processing will make a metallic alloy with the
properties of PdCr alloys @hromium content 13 wt %.

2) That the nanoparticles be suitabdeproducean ink that is processable by aerosol ink jet
printing.

3) That thenanoparticles be stable in tiné for a reasonable amount of time. Targejrefater
than threemonths.

4) The final dynamic strain gauge should have an apparent strain sensitivity less that of 100

OU 'eCAs well as the drift r'dfl.,.e at use must

1.4 Design Philosophy

To address thesegses in the nanoparticle designgcore shell nanoparticlean be made with
palladiumbeing the shell around tlearomium This idea comes from the analogaopper silver
core shell system#n thosesystemsopper is protected against oxidation in normal circumstances

by a silver shel[14]. The flow of the nanoparticle synthesis to the bulk mategsas follows

1) Chromiumnanoparticles arprepared from lab expenents or from commercial sources.

2) Palladium encapsulateshe chromiumto form a shell around the nanoparticles that is
resistant to oxidation under ambient conditions.

3) The ink is formed and processed into desired pattern in ambient conditions

4) A pre-sintering heating is performed to remove any organic capping agents in the pattern
at temperatures lower than that where the formation of metal oxides become an issue.
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5) Analumina layer will be deposited over the device to prevent oxidatiomgebtdchnology
will be useful in this approadi5]i [17].
6) A final sintering and annealing will take place to complete theysbteramic and allow

diffusion of the metal sotion to reach equilibrium.

1.5 Thesis Structure

This thesis will cover a broad literature review in chapter two that will serve as a further
background and informational section to understanding the challenges presented. Chapter three
will concern itself wih the formation of inks for strain gauges as well as production of test gauges.
Chapter four looks to the sgkl insulation research done to prepare proper substrates for the use
of strain gauges at elevated temperatufesally, chapter five will conclde and summarize the

thesis and its findings.
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2 Literature Review

2.0 Palladium-Chromium Material Literature
The main body of work in printable conductive materials covers materials such as copper, silver,

gold and graphen®], [18]. These sidies occur at moderate room temperatiCesiductive inks
functioning as strain gauges working at 1250 K have not been previously investifia¢ed
material selection for strain gauges at 1250 K is limjie€d). The select materials known to us
come fromNASAG s  In9e8ti§atiors for use in conventional strain gauges. NASA established
palladiumchromium (PdCr) alloy systems as the standard maferiatrain gauges operating at

1250 K. t is off of this work that ink preparation has been establifh@i[20].

2.0.1Turbine Energy HOT Section Technology

2.0.1.1 Elevated Temperature Strain Gauges

Three traitsare necessary for sin gauge operatioat 1273 K.Firstly, the gaugeshould not
undergo @emperaturg@hase transformation. A phase change causes the crystal structure of the
material to changeThe changing crystal structuoau®s a nonlinear change in the electron
scatteing of the material that cannot be predicted or adjuste&émondly, anwlloy usedshould

exist as an ideal solid solutiofhirdly, the materials hae to be chemically and thermally stable

to reduce oxidation and mechanical wear during[L8¢ These three traits provide stability of

sersor operation.

Typical noble metals are not suitable for strain gauge operation at high temperatures. By example,

palladium has a coefficient of thermal resistance (CTR) K4« MC which is too high for strain
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gauged?21]. Silver alloying with palladium was tried as silver has a lower CTR. However the

silver oxidizes causing drift in the electrical signal from the gauge.

The high temperature strain gaugestadditional design challengeése toapparent strai on the
sensor. The apparent stragrthe error in the device measurement that directly interferes with the

strain measurement.

Equation4

For high temperature stragauges the apparent strain is important because it is a strong function

of temperature:

1- PLY vl "
- I YO —M—
Y Y 30 O T 0

Equation5

Wherez0 "Y1 the mismatch in tharal expansion between the strairuga and the underling
substratd @n Equation5 is atime derivativeknownin strain sensoras thermal drift. The drift

captures the chemical changes to the material thettdffe strain reading.

The thermal coefficient of resistance and thermal drift both pose challengs at elevated
temperatures. The thermal coefficient of resistance is a norchatigasure of how the resistance
changes with temperature and is a fumctof the thermal mismatch with the substrate and the

change in resistivity with temperature.
Y Y p O0OYW Y

Equation6
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Where R is the resistance of the conductor ands Rhe resistance at temperature. The linear

increase in metals comes directly from the vibrations of the lattice §8ms
Classically the | gdahbemedelladass més ki netic energ
60 2o e
C
Equation7

wherea and¥ are the amplitude and frequency of the scattering atoms. Taking KE to be on the

order of kT,a is proportional to ¥2. With the electrn scattering crossectional area S given as:

Y Y8y
Equation8
P
¢ 8 8 26"y
T N
Equation9

Where' ht will be denoted as the thermal mobilities and mean free of the electron in the

conductor.

If the* © "Y then thg © “Yas” ——wheret is the electron concentration afik the

elementary charge constant.

In a perfect crystal bulk conductor the resistance is:

. ” ‘a
Y =
(0]

Equation10
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For the purposes of high temperature strain gauges however; the resistivity term is not purely
dependent on ther mal effects. According to Ma

three components:

Equationll

Where” is the thermal scattering described abdves the scattering due to impurities in the

metal and’ is the scattering due to defects within the structure.

By undersanding the nature of the coefficient of thermal resistance we can begin to engineer uses
for such materials in strain gauges. NASAOGs b«
they tested was to incredseto the point wheré was na significant to the overall mechanism.

As such, the palladium chromium alloy was first identified by NASA in a document published in

1986. The palladium chromium mixture succeeded in the material selection performed at the time
because of the chromium @ing component provided both temperature insensitive impurity

scattering centers andsalf-protectiveoxide layer

Ther mal drift in the strain gauge matéri al CC
Extreme temperature effects like cremgdation and corrosiomanifest as thermal driffhese

effects cause defects. The defects in the material change over time and temperature as defects
become more mobile and move or propagate due to the dhemargy.Thermal drift is the

electrical sensor response to these irreversible changes. Typically strain geagsement

capabilitiesand themechanical integrity of the high temperature matevitifail .
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Figure5 is the phase diagram for the palladium chromium alloy system. The phase diagram gives
the expected crystal structure for a given composition and temperature. It is possible to determine
the distributions of phases of the expected mixture of miyalsoking at where they lay in the
diagram.The binary solid solution is thermodynamically stable up to 13% chromium by weight
Any more chromium in the mixture and the alloy will form aR2 intermetallic phase to reduce

the energy in the syster@oinddently NASA found that the 13% weight alloy was the optimal

path forward with the alloy syster8light reductions of chromium concentration due to loss to the
protective oxide layer have minimal electrical impact. The alloy system works as an ideal solid
solution at this concentration. A7% alloying content, the allohasdrift rates of 837 ppm/h.

Other metal additives to the solutiowerthe TCRand raisehe drift rate to unacceptable levels

[22].

The electrical resistivity of pure palladium is 10656 cm[21]; whereas NASA found the PdCr13
to have a resistivity of 82q cm at room temperature. The increase in resistivity is due to the

chromium impurities that help lower the overall effect of temperature on the material.
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Figure5 Phase Diagram for Palladium Chromi(@3]

2.0.1.2Development of High Temperature Static Strain Sensor

PdCr printed strain gaugedehave like athin film. Thin films have consequences on the
performance ofstrain gauge. Notably the speci¢ surface areas are greater. The corrosion

properties of the gauge are more difficult to engineer than if the material existed as a bulk wire.

Difficulties occur when one tries to make smaller featureshobmium oxides The smaller
features increasedleffective surface area of the matefiadjure6 gives the amount of chromium
needed in the alloy to for.59 mg/cr of oxide ona spherical particlas is typical22]. The

material itself cannot provide reliable oxidation resistance when the feature size is bekaw. 100
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Figure6 Amount of Chromium Depleted by Oxide layer

At high temperatures the elastic rangé¢hef PdCr13 alloys reduced from 7480to only 3320

[20]. The shortened elastic range means that the error in drift is larger compared to the signal
obtainable from the strain gauge. Yet this is the best material known to us. PdCr13 has a drift rate

of dth dan bul k. Kenthal inuddompadarhi sscin eHasta cdm

at 1250K[22].

The failure mode of PdCr13 alloys closely ngrthat of pure chromium. Firstly, the main failure

is oxide layer detachment which occurs at 1223 K after one hour. Secondly, the oxide growth
proceeds by the chromium ion diffusion through the oxide surface to react at the surface. Finally,
starting atl173 K formation of a GN phase was observed at the surface of the alloy. The nitride
layer is a denser protective layer but it is typically kinetically formed as the oxide is
thermodynamically preferabl@4]. It is to be expected that for higher surface area features that

these tenperatures of failure occur at lower temperatures.
19



Metal alloys were the only type of materials investiga@eramics such a&rN, TiN, and TiB
may be stable up td50@C. They were avoided due to their toxicity and the instability of the
nitrides in amospheric environmenf9], [25]. The PdCr13 systemutlinedis themost promising

of all the alternatives.

2.1 Chemical Reduction

The chemical reduction technique allows for the creation of nanoparticles with control over the
composition and sizélhe chemical reduction processeates free metal species which undergo
threedistinct phases, nucleatiogrowthand termination The free metal species are created by a
redox reaction between two chemical species. Typically, a reducer with a lower electronegative
potential donatesl@ctrons to an oxidizer, which in this process is a metal salt. In the nucleation
phase,liefree speciesucleate intahe seed particlesn order to overcomthe energy barrier of
forming new surfaces and the decrease in entroigyy concentrations dfee species must be
presentin a solution The small particles exit nucleation abInm in sizeThe second stage is
termed growthlt occurs when the metal atoms add to the exigtargcles formed by nucleation

The third stage grmination occus asa stopping point for the growth. The terminatisrusually
accomplished by either capping the particles by a passivationdatfex depletion of the growth
species. The capping layer that terminates the particles is important because at theseesmall siz
the effects bsurface area tend to dominate. Oswapening is such a surface area effect. In
Oswaldripening the species that are at the surface of the particle are in equilibrium with the
surrounding solutionConsequently he chances that a spexieaves a small particle and deposits
onto a larger oné amplified due to the increase in surface ar®@swaldRipening should be

preventedo achievehe narrow size distributions that are desiredamosol ink jet printing.
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The degree of difficultyof making the intended nanopatrticles through the chemical reduction
technique is complicated bycaupleaspects of the endeavor. The first is that the intended material
exists as an alloy. The two components of the alloy make it a more difficult tamftom
reductionsimultaneously. Secondghromiumis much more reactive thgralladium. Chromium
dominates the engineering considerationsdductionas well asntroducing significant corrosion

possibilities.

2.1.1Thermodynamics

As a first stage, the in#tl species formation reaction will be considered. For the salt of the metal
to gain electrons from a chemical species the overallreattiors t have a negati ve

Energy3'O

3’0 3'd Y "Yao: Equation12

Where:

1 3'Qis the free energy per mole of the reaction for unmixed chemicals at standard
temperature, pressure, and concentrations

1 2 isthe gas constant

1 4istemperaturen K

f 0 is the reaction quotient which is the ratio of reactaamd products currently in the

reaction
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In an electrochemical reaction such as reduction of the metal salt Gibbs free energy can be defined

in another way:
30 €0 Equaton 13
Where:

M nis the number of moles of electrons transferred in the reaction
1 Fisthe Faraday constant (96585 C/mol)

1 O isthe cell potential

The cell potential is measured in theltage andis derived from thepotential difference in
chemical energlpetweertwo species transferring electro@ell potential may be tracked by using

standard potentials measured at the standard conditions:

YUY _
o al _6 W Equationl4
€
And at room temperature for a single electron transfer:
0O Q mdrcuy Equationl15

Therefore in reference toEquaton 13 the total energy change can only be negative if the

eledrochemical cell potential is positive which is required for spontaneous reactions.
The standard cell potenti@l above can be defined as:
a A Qa Equationl6

As such the reaictn can only proceed if the reduction potential of the reducer is less than that of
the metal salt being oxidized. This presents the first problem in making the palladium chromium

alloy particles Unlike more common noble metals that are reduced to formopaaticles,
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chromium has a much lower electrochemical potential. USadge 2 and Table 3 to compare
potentials with reducing agents, we find chromium is much lower tenpial than the common

reducing agents.

Table2 Metal Salt Potentials

Species Electrochemical Potential (V) Reference
0Q 0.951 [26]
i -0.744 [26]
O -0.913 [26]
6i0 0 -1.48 [26]
60 1.2 [26]
00 1.7 [26]
0'Q 0.8 [26]
806 0.34 [26]
00 -0.83 [26]

Table3 Reducing Chemical Potentials

Species Electrochemical Potential (V) Reference
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Sodium -0.180 [27]
Citrate

Hydrazne |-0.33 [28]
Sodium -0.481 [26]
Borohydride

N-Butyl [-1.0,-2.0] [29], [30]
Lithium

The lower potentiameans that the traditional chemical reducing agemisthave an extremely

high0 or concentration for the reaction to be favorablieeal conditionsEven if these reactions

are favourable it d o e skinéiitally ifamodrabte Addigonatlyh tiaet t hey
electrochemical potential of chromium is very near that of the electrolysis potential for water
indicating that the reactions involved with making these particlesaaase side reactions with

agueousolvents.

2.0 Core-Shell Nanoparticles
The analogous system to PdCr13 in current printed electronic work is silver copper alicizss. M

of the pioneering printed electronic work has been performed with BIVE({34]. Work to make
these systems cheaper involve the substitution of silver with copper. However, copper has a lower
electrochemical potential than silv&ilver has a potential of 0.8 V and coppe3 V [35]. This

slight decrease has the ramification that the copper is much more easily oxidized in ambient and
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humid conditions. The solution to these problems has been to encapsulate the copper nanoparticles

with a silver shell, effectively surface modifying the copper with the less reactive[8Blef37].

Core shell particles may h@oducedby different techniques such as galvanic displacement or
thermal decompositioandreduction[13]. Thermal depositiors a process wheresutral charged
complexesarethermally degraded to form the nucleatmgtal species. The metal species then
may migate to the surface of preformed seed particles to form a shell. In galvanic replacement
reactionssalts of a higher chemical potential are introduced to the metal seed pdbdigds.the
potential difference between the two speciesdipéacing specireduce on the surface of the seed

while oxiditively etching the seed patrticle.

Making a shell of noble metal on a chromium particle has been reported prey88]siwhen
chromum salts are reduced with sodium borohydride and encapsulated with platinum, most of the
chromium in the particle is oxidize@he particles produced werearaxture of hanoparticles that

had a bimodal particle size distribution and different elementapositions as determined by
STEM. The smaller particles were pyatinumparticles that nucleated apart from thgomium
nanoparticles. The larger particles were found to hgaatamumchromiumcore with a Pt GOs

shell. While the presence pfatinumin the chromiumcore was explained by Cabrérélott

theory [38], the oxidized chromiunat the surfacevas found to exist in a 4:1 ratio with the

chromium metal.

Chromium nanoparticles have also been attempted toobeqed by borohydride reducti§@O].
This was achievedly reducing the saltwith superhydrides in the presee of trialkylphosphine

oxides. The main observation is that for the chromium nanoparticles they observed XRD
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reflections between 4and50e and again between 55e¢e and 70e¢,

and 310 crystal planes for the BCC chromium particles.

Due to the inherent reactivity of the chromium in the alloy, some form of mitigatiest be
designed into the produced nanopesc This work focuses on the concept of creating a shell of
less reactive material around the chromium particle to mitigate the reactivity. The approach clearly

splits the ink formation into two separate stages. In the first stage chromium nanopamicles a

prepared in an inert environment and in the second a palladium coating is applied to the surface.

In context of the DruieMathieson model of oxide growth the coating of palladium would serve as

a diffusion barrier for the charged chromium species nigyab the surface.

There are a few difficulties with the approach as described. Bx&tthe assumptioribat the
chromium nanopatrticles can be prepared without smlating capping layer attachedtbat the
capping layer can be permeable to théga@lim growth specie3.he palladium is not guaranteed
to growconformallyon the chromium seed, or everexcessoncentrations the palladium growth

species will sefhucleate forming pure palladium particles.
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Figure7 Core Slell Nanoparticles

2.0.1Capping Agents

Aggregation occurs between the metal particles in the ink causing the solids content to decrease
over time.To avoid aggregatigmanoparticles have another shell encapsulating them. This shell

is the capping layer. The qaipg layer for metallic inksmust fulfil the following basic

requirements:

i.  To prevent the aggregation of the particles

ii.  To suspend the metal particles in sufficient weight concentrations
iii.  To decompose cleanly leaving little carbon residue in the part
iv.  PreventOswald ripening of the particles

v. Have proper surface tension modifications of the carrier solvent.

To these ends the capping agent polyvinylpyrrolidone (PVP) has dedeoteddue to the
abundance of its use in literature for these purppk¥s[44]. The chemical structure of PR

given inFigure8 below. PVP is a polar molecule that is easily soluble in other polar solvésets.
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lone pair of electronsrothe nitrogen anthe high electron density of the carbonyl coordinate the

polymer onthe surface of metal nanopartic[ég].

Figure8 Chemical Structure of Polyvinylpyrrolidone

PVPis widely used in all aspects of nanoparticle syntt{déis PVP can act as a diffusive barrier,
shape control agent, dispersant and reducing agent. PVBRys kmdegrade in inert environments
starting just below 4G and itabsorls preferentially orpalladiumsurfaces to control the particle
size produced.The palladium nanoparticles will catalytically decompose the PVP at lower
temperatures especially in reducing environments used to sinter the nanogddg]jcl€d/Pdoes

not combust cleanly leaving carbon sagioisonin thesintering processes.
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2.1 Reaction Conditions

2.1.1Palladium Salts

For all synthesises here presented plan palladeetatavill be used as the source of the palladiu

ions for reduction. The nitratsalt is preferable to the halide salts because it has beenenbdet

the halide salts aid in oxidative etching of nanopartil€$. As well the organic salt will slow

down the reduction process facilitating the formation of -sbr@l nanoparticlept7]. The phase
diagram for the reduction of palladium salt is giverrigure9 below. The phase diagram shows

the most thermodynamically favourable state for the metal salt to be in given an electric potential
in a solution at a certain pH.can be observed that not much potential is needed for this reduction

and that thedrmation of the palladium metal is favoured in more acidic conditions.
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Figure9 Palladium Equilibrium Diagrarii8]

2.1.2Chromium Salts

For the reaction attempts with chromium, chromium acetate will be used as the chromium salt to
provide the chromium for the reduction. This is a deviation from the chromium nitrate that we
have previously used. The readonthis is twofold. Firstlyit prevents the formation of nitric acid

that may form in the solution. Nitric acid is an oxidizing acid that will react violently with the
strong reducers needed to be used in the reduction of the chromium salts. Seeaieatie may
thermally decompose in the reaction destabilizing the salts. This has been shown to be an effective
reductive process for other hard to reduce metals such as nickel afjd9edche difficulty of
reducing chromium may be elucidated in Bh@urbioxdiagram given irFigure 10. A Pourbaix

diagram is adiagram of the thermodynamic equilibrium states of a redetrolyte system.
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Different ionized species will exist at different cell potentials and$tkang acidic and reducing

behaviors are needed to enable chromium metal redwriavoid chromium oxide formation.

[Cr* o™ 23.00 mM [NO; 1= ©69.00 mM
1.0 -
0.5 -
> n
™~
i 0.0 - __ :
a L B — Cr, O (cr) |
i R
-0.5 - e .
N cr2 T
-1.0 - .
Cr(cr)
o] 2 4 6 8 10 12
pH t= 25°C
Figure10 Chromium Equilibrium Diagran8]
2.1.3pH

In a nonreducing environmenthe pH of the metal salt storage solutiomgst be consideretd
prevent oxidationFigure 11 gives the logarithmic concentrations of agueous species in the
palladium nitrate system for variop$i levels. The initial concentration of ions is typical for a

chemical reduction.
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Figurell Palladium Species in soluti¢48]

An extremely acidic solution is necessary to stabilize the palladium ions in solution. The acidity
remained a crucial component throughout alédrichemical reduction pathwayk.t 0 s al so
important to avoid the hydroxiderfoation of the salt before the reaction as well. It is known that
palladium hydroxide complexes readily form in water conditions which tend to create local high
concentration areas of palladium. These local clusters produce high concentration of palladium
free species when reduced often nucleating and disrupting the nanoparticle formation#8pcess

[50].

2.1.4Solvent Choice
The solvent choice is of impaas there are concernstlvthe oxidation of chromium nanoparticles
The solvent system worked with was a dual mixture of ethylene glycol and acetic acid; partly

because these solvents could be purchased anhydrous and because they suited the reaction
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conditions. The acetic acid wa solvent that could suspend the chromium acetate and it was found
that the addition of acetic acid aided with the stability of the particles during the reaction. The
acetic acid also had the benefit of not introducing new species to the reactioraestéte ion

was already present from the chromium acetate. The ethylene glycol served as both a solvent and

a reducing agent for the reaction.

The mechanism of reduction by the ethylene glycol isphainh. The key reaction here is the

ethylene glycol coverting to its aldehyde according[ti]:

"ODWB0000 ™ 006 0L 'O

And the aldehyde can act as a reducing agent to convert the metal salt to a free metal atom.
0Q ¢606 OB 6060 6 6 0VQ ¢O

The basis for the chemical reduction technigaekerived from high temperature polyol synthesis
hybrid techniques. Ethylene glycol has been shown to be a good solvent for these types of metal
salts and reducing ageff2][53][44]. In addition to this ethylene glycol can be refluxed ateL90

allowing us to thermally decgmoese the chromium acetate.

Acetic acid in the reaction holds a complex role. Acetic acid is a common solvent for nanopatrticles.
Originally, it was added to the ethylene glycol to adjust the solubility of the solvent towards
solvating the chromium nanopfes. Subsequently we observe that the acetic acid plays
additional roles in the reaction. The first side effect is that it made the reaction solution acidic. The
acidity slows down reaction as at pFB2he concentration of Hs increased. The secondtist

the acetic acid reacts with the ethylene glycol to form an ester accord&#j:to
"O0 OO0 O 00 6 VO 00 OOV 6 '@ 00
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The resultant molecule is ethylene glycol monoacetate. The ester group acts as a more strongly
electron withdrawing group. The ethylene glyomnoacetate is more readily converted to the
aldehyde due to the withdrawing effect, as well the monoacetate solvates the nanoparticles

better.

The solvents alsmustbe able to readily dissolve the salts of the reaction. Palladium nitrate as a
source othe palladium salt is the choice in the synthesis as mentioned above. Palladium nitrate
dissolves easily in polar aqueousubstances making it a facile salt to work with.

Unfortunately palladium nitrate is also susceptible to forming hydrates thaiveffepre

nucleate the palladium into clust¢®®]. To avoid this, the solvent dimethylformamide (DMF) is
used to solvate the nitrate salt, hence avoiding the hydidte€DMF does not actively

participate in the reaction andrgscible with the above solvent selection.

Where there are solvents usually there exists some form of water as well. Often water contains
excess dissolved impurities including oxygen gas and the reaction was often carried out in the dry

inert glove boxThis ruled out water as a solvent for the reaction.

2.1.5Core Shell Formation and Reaction Rate

Given a source of chromium nanoparticles the formation of a protective palladium shell is mainly
a reaction rate problem given the ease of reduction. If the sagmtbceeds too quickly the free
palladium concentration becomes too high and the species start forming their own particles rather
than depositing on the seeds of chromium. If the reaction proceeds too slowly the procedure

becomes difficult to monitor aregregation issues start appearing.
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2.1.5.1Controlled Diffusion

2.1.6Chelating Agents

Other chemicals may be added to the solution to control the free palladium species as well. These
are typically called stabilizing agents or chelating agents. These chemicalbyakporarily

binding the palladium speci¢s prevent their participation in the nanoparticle formation process.

For our reaction process the choice chelating agent to work with is ethylenediaminetetraacetic acid
(EDTA). EDTA uses the carboxylic acid grps to bind to the free ions in solution diminishing

their reactivity.

EDTA is used as the secondary capping agent for the nanoparticles. The original inclusion of this
compound was to lower the reduction potential of the added palladium salts. Thissieauttie

reduction rate as necessary for the reaction to proceed at an appropriate rate. We have subsequently
found that this compound plays a critical role in the stabilization procedure of the particles.
Without the EDTA being in sufficient quantitidset particles that settle out in the reacttamnot

be suspended in the ink.

2.2 Aerosol ink Jet Literature

AJP as an emerging technology offers new capabilities when compared to its predecessor ink jet
printing. The aerosol ink jet printer fundamentallypdsits differently than an inkjet printéfigure

12 illustrates the differences. The inkjet printer forms lines by continuous droplets that merge
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together. In the aerosol process the printer lays down a continlumaisof material.

I 25pm m

s,=45 ym $,=45 pm _ Q=100 cm’*-min”

A B

printing direction

Figurel2 A: Line Printed by Inkjet Printing; B: Aerosol Ink Jet Printif&j

The first step in the process is to make a liquid into micrometer droplets in a process called
atomization or nebulization. To nebulize inks a vibrating disk is placed at the bottom of a liquid
bath. The liquid when vibrated at a specific frequeforms a standing wave at the surface of the
liquid or ink in the printer. This frequency is set to #&5MHz range for this particular printer.

At this frequencyavitation occurs in the liquid. The cavitation produces shock waves which cause
a stanthg wave on the surface of the liquid. T$tanding wave is in resonance and jets out small
particles from the tip as the tip of the standing wave is not stable. The diameter of the droplet can

be given by the equatidb6]:

Equationl7

And the power to aerosolize is given by:

Equationl8
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where

f  is an experimental factor equaling 0.3503
1 . Iisthe surface tension of the ink

1 7 is the density of the fluid

1 1 isthe fregency of the driving water

1 & is the mass of the wave

1 - is the viscosity of the fluid

It is clearthen that the size dependence of the aerosol and its ability to be aerosolized is dependent
on the inkdés fluid propert atallghese bropersel araihighly al s o

dependent on temperature and each of these effects can be Bigemat3 below.
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Figurel3 Temperature dependence of water fluid properties

The inkmustconsider these factors in order for processing to be easier. As the machine is limited
to water frequencigeshe chemical solvents for the ink will match those of water as closely as
possible. Howevelt should be noted that water will be avoided doi¢he inherent oxidation

problems associated with its use.

AJP usegas streams to delivéhe aerosol to the substrdteere are essentially two fluid flows

in the aerosol ink jet printer, one gas flows through a reservoir of aerosol and the otlergas f
encompasses that flow as a shg&it]. The encompassing gas is known as the sheath gas while
the reservoir gas is known as the atomizer gas. The sheath gas makes the atomizer gas follow a

smaller flow profile by beig at a higher pressure than the atomizer gas flow. Since the tubes that
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the gasses are flowing through are sufficiently small the Reynolds number of the flow can be
assumed to be below Re = 2320. The typical maximum Reynolds numbel{ % B0Ihis results

in what is called laminar flow. In laminar flow the gasses flow straight and do not mix. This allows

for the squeezing of the inner flow that carries the ink. The flow through the nozzle can be
described like a capillargnd as such is covered by the law of Hagen and Poiseuille. The flow

shape is then described by the following equation:

i C W w i
Y Py

Equationl19

The diameter of the aerosol carrying flow can be obtained by performing the integral of the flow

shape equation as the diametethef aerosol is in the integration limits.

W Yi Qi :
Equation20

SolvingEquation20 leads to the following result:

P Equation21

Where...is the ratio of the gas flow rates defined.as the velocity of the gasses is

typically measured in ccm.

In printing systems themre two key mass transport stagese first stage describes the formation
and focusing of aerosol. The second is the transfer of the droplets from the gas stream to the

substratelmpact for the aerosol jet system depends on if the aerosolized drapittsie to travel
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towards the substrate of printing when the airflow is disrupted by the impact of the air on the

surface.The Stokes number controls this second sfalge.Stokes number can be defined below:

s g e 6°QTY
YO € QQ+—
w-Y

Equation22

Where:

1 7 isthe density of the droplet

1 6 is the Cunningham correction factor which corrects for the assumption of the no slip
condition that exists bewen the particle and the air around it.

1 'Q isthe droplet diameter

f "Yis the velocity of the droplet

=

— is the dynamic viscosity of the air

1 °Y isthe radius of the tip opening

If the Stokes number is much greater than one then the momehthendroplet carries it through
the deflecting air of the stream onto the substrate, else the small particle will be carried away from

the printed pattern and appear as satellite droplets or escape the system entirely.

An understanding of how the prertoperates is crucial in our efforts to design an ink for the
machine to make high temperature strain gauges. The goal of outlining the above equations is to

further the understanding of the underlying principles in the printing process.

The specific a@sol ink jet printer that will be used is called the Optomec AJS38I0 The specific

machine promises flexibility, lower cos@nd decreased prototyping timEhe technology also
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promises to be a large component in the green movement as additive manufacturing cuts down on

the waste and caustic materials usecoinventionamanufacturing.

Ingredient Function Examples Typical Amount
(wWt%)
Conductive Filler Precursors or Silver, Copper, 10-60%
components of Palladium, Metal Nitrates

conductive material

Dispersing medium  Continuous phase Water, Ethanol, Toluene 30-70%

carrying the other

components
Dispersant Prevents aggregatio  Polyvinylpyrrolidone 2-10
(PVP), Polyvinyi
alcohols
Binder Improve cohesion anc PVP, Resin, Glass Frit, 3-10

adhesion of the ink ~ Metal nanoparticles,

Aluminum Based agents

2.3 Ink Formulation
Prior ink formulation work concerns itself mostly with inkjeirping. There is little precedent

outside of patents on how to form ideal materials and inks for the aerosol inkjet printing process.
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This section outlines with aid of previous literature on inkjet printing on how to properly formulate

a conductive ink fouses of printing.

Ink components may be summarized as below:

Table4 Components of Conductive Inks Adapted Fri@®]

There are a few special considerations for each of the above components in the ink, with each
having its own selection criteria. The conductive material is usually straight forward as spherical
nanoparticles with specific size distributions are required, $side differently sized narrow
distributions should be mixed for the best packing fag&d} For the solvent there areditional

factors to be considered, for the high temperature inks most importantly is the consideration of the
oxidizability of the solvents as ketones have been known to be incompatible with copper and nickel
particles. When ketones are used with these thkey chemically react to form their oxide. A
second consideration is to avoid the effect t
conductive particles tend to migrate to the substrate, droplet, air interface. This occurs do to the
fact thatthe liquid at this interface evaporates more quickly than the rest of the liquid. The
difference in evaporation rate causes a flow that moves the particles towards this edge. This can
be offset by creating a counter flow within the droplet, this is terMadangoni flow, by a
conceiration gradient. Park and Modound that this can be accomplished by mixing two fluids

with one with a low boiling point and losurface tensioand the other with a high boiling point

and lowsurface tensioprovides this typ of counteracting floj61]. Theconsiderations for the

dispersant keeping the nanoparticles apart is even more complex. In the most basic form any
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chemical used must strongly stick to the surface of the particle yet another part of the molecule
must remain bulky enough to keep enougfatice between each particle by acting like a wrapping
layer around each particle. On top of these requirements the dispersant must be compatible with
the solvents identifiedThe dispersant operates on steric properties. The steric properties are
controled by the mol ecul elrbesanedsyralof bolkiness ased ische maledulau s .
weight of each polymer molecule usédhe steric force must overcome tven der Waals force

as defined:

Op Q Q ”’O ¢Q O Equation23
¢ cOcQ © ¢ccQ © Q O

Where:

1 'Q is the particle diameter

1 Ois the distance between particles

1 Oy isthe Hamaker constant of the particles in the medium

For the particles to be stable the thermal energy provided must be greater than the potential of the

van der Waals forcé his occurs at the inequality:

Y5 Y ofc' QY
Equation24

WhereQisBd t zmannodés constYstempeatire.1. 38 J/ K and

For illustrative purposes a 100 nm gold particle viiify p VL& dor two gold particles in

water theequilibriumis found at approximately 30 nm.
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Continuing with the illustration for cappinggents on gold particles there is a useful equation
predicting the lengtltor hydrodynamic diameteof the capping agent in a medium as a first

approximation.
a ™T@rgdv 8
Equation25

In our example to obtain the 15 rength required for 30 nm separation the molecular weight of
the particle should be in the above the molecular weight of 57 kg/mol. It should be noted that the
molecular weight has an upper limit of 300 kg/mol to prevent bridging of the chains which could
entangle angbin. Bridging occurs when the chains of the capping agent entangle together where
the van Der Waal forces overcome the steric hinderance of the capping @bertadeoff of a

longer chain is thahe longer the chain the harder it iscreate dense connected particles when

the nanopatrticles are sintered together.

Now the most common dispersant for the use in conductive inkisdeaspolyvinylpyrrolidone
PVP as described previously. PVP binds strongly to the surface of palladium aadvgstker
bind to the hydride of palladiurf62]. This property is ideal in the sintering process when

considering the removal process.

Commercial aerosol ink jet inks outline key parameters for their operation. If different nebulizers
such as pneumatic are used thscosity should be in the 2800 cP at 10 s€d63]. If the
ultrasonic atmomizer is employed in contrast the viscosity should be below 5 cP and have a surface

tension of ~ 60 dynes/c{B0], [64], [65].
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2.4 Solgels

The solgel route to making ceramics ischemicalbasedroute that starts with metal organic
precursors and polymerizes the monomers into ceramic particles and films. -Getssaln be
deposited by typical coating techniques such as dip, spray or spin coating. The process is illustrated

in Figure14 below.

Alumina sotgel films have found uses in aircraftminumcorrosion prevention asreplacement
for chromium, optical properties, and dielectit5],[66], [67],. For dielectrics the film must be

dense enough to blockarge carriers from moving through the fiib%], [17].
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Figure14 Sol Gel Process Creative Commons Claudion@b32

2.4.1Sol Gel Chemical ProcesShemistry
The basis of seyel technology is the metal alkoxide precursor. Historically the most common
precursors have been silicon based sudbteemethylorthosiloxane oetraethylorthosiloxane as

seen inFigurel5andFigure16 below.
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What typically happens is that water will attack one of the side chathkave a hydroxide group

in its place. These hydroxide groups will react with other precursors to form metal oxide bonds.
In this manner one can create metal oxide solids from the bottom up. By controlling the rates of
these reactions different geomesr ranging from nanopatrticles to thin films can be forniéak

main innovations in the late 2@entury had to do with controlling this rate of reaction.

The main catalysts are acids and bases with both acting in different manners. Acids typically react
in a SN2 type reaction with water displacing a protonated side group. With the base catalysed
reaction the hydroxiden will attack the metal ceat displacing a side group. The respective

actions are provided beloj®8]:
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Acid catalyst:

RO 5 Cl)H 5 OR
< + + :‘AOR
HEO + HO‘;Si—(-::-)R _— H(I) ----- /S \I ----- CI)R — HO—SI\ + ROH + H*
RO H HRrRO ORH OR

Base catalyst:

RO C|>H OR
& “OR

HO + RO‘:Si—OR == |HO-—S§i-—OR| === HO—S{" +RO
RO rd OR OR

Figurel7 Catalytic Reactions in the SGlel Proces§58]

These types of reactions can generally be controlled by controlling the R groups in the metal
alkoxide as well as adding additivesthe solution. Also by altering the R group we can attach the

precursor to metal substrates with efd<g.

Solgel formulations have beamsed as precursors for forming ceramics since 169D The
early inventions concerned themselves with producing porous ceraméemofor substrates in

catalysis and the likg0], [71].

Solgels suffer from film crackingThese cracks are derived from residual stresses in the film
formation processTher e exi sts a ~critical thickness

exceeded by the stresses in the film. This is giveBduation26 below[72].

Equation26
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EandOare the material s inherent properties,

respectively. C is a function that differentiates between the elastic propsrtiee film and
substrate andi i esresidual stress in the film. Less crack prone films have highefo
minimize the cracking problem the strain energy release rate will be increased as well as decreasing

residual stresses in the film.

The sol @l process is a relatively facile process for creating ceramics with pores and voids so they
are not fully solid especially in films. The problem with forming dense continuous films is due to
the shrinkage incurred during the drying and curing stagee soligel proces§/3]. Very recently
research has turned to address the problem of forming crack free films in sji&t€k7], [74]i

[79]. These paperbaveelucidated the importance of the solution surface tension and vapour
pressuréan the film formation proces®8y slowing down the drying process the materials relax
into a denser state for curing, howevaost additives used to slow down this process decrease the
solids content of the final cured ceramic increasing the porosity. The field of research has turned
to increasing the sintered dry product by adding solidmear particles back into the sgél to

create scebel hybrids. These hybrids have additional constrains in material compatibility as the

particlesmustremain suspended in the sol gel solution.

The original plan by the GRviation team was to usan alcdol and metal alkoxide solutido
formulate a sol gel coatif@0]. The component ordered were aluminumiseeoxide and ethyl

acetylacetone which according to the recipe woulchfarsol solution when added to isopropanol.

An improvement to the method proposed was to fecusaking crack free films by preforming
and partially hydrolyzing the sol gel into ceramic nanoparticles before casting thi@@ilrrin
these schemes, the aluminum-betoxide is directly added to agueous solutions to hydrolyze the
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monomer. The hydrolysis is controlled by adding an equimolar amount of ethyl acetylacetone. As
the reaction proceeds the particles tend to pitatgp from solution especially at high
concentrations. Therefgran equally important step of nitric acid addition is necessary to peptize

the suspension and keep it stable.

Rather than employ an aqueous solution, alcohol based solutions have impndoadgrnees
regarding their coating performandg®]. In line with this observation-inethoxy2-propanol
(Dowanol™) will be usel in the sol solutioriThe Dowanoi™ solvent is preferred for coating since
in our project it is readily available and

exceptional.
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3 High Temperature Strain Gauges

This chapter will cover the press of developing high temperature strain gauges. First the efforts
in chemical reduction techniques towards nanoparticles will be explained, then the ink creation

process, followed by manufacture and sintering of the final strain gauges.

3.0 Materials

Chromium nanoparticles capped with PVP (40 nm) were obtained from US Research
Nanomaterials INC, and were produced by the wire explosion technique. Anhydrous 99.8% pure
ethylene glycol, 40 kD polyvinylpyrrolidone (PVP) , ethylenediaminetetraacetic acid (EDTA),
palladium nitrate hydrate,-thethoxy2-propanol (Dowanol PM), ant+terpineol were sourced

from Sigma Aldrich. Glacial acetic acid was bought from Fisher Chemicals.- N,N

Dimethylformamide (DMF) was obtained from Caledon Laboratories.

3.0.1Synthesis:

Typically, 8 mL ethylene glycol, 22 mg chromium nanoparticles, 40 mg EDmé,280 mg of

PVP were added to a clean and dry three necked flask under a nitrogen environment. 2 mL glacial
acetic acid was added to the reaction vessel. The flask was then sonicated for five tminutes
disperse the nanoparticléhe flask was then affed to a schlenk line and stirred at 1000 RPM.

In a separate beaker 400 mg palladium nitrate was dissolved in 50 mL DMF. The DMF does not
allow the palladium nitrate to form preucleation clusters. The three necked flask was heated to
110 C. The palladiunmitrate solution was added dropwise by a syringe pump at 2 mL/hour for 25

hours. The flask was resonicated every 3 hours for 5 min to avoid aggregation of the particles.
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After 8 hours of reaction time an additional 8mL of ethylene glycol and 2 mL of acétievere
added to the reaction to maintain the stability of the reaction. After complete addition, the solution
was mixed for an additional hour. A black precipitate was recovered by centrifuging the reaction

solution at 8500 RPM for 3 hours.

3.0.1.1Alternate Synthesis Route

In the previous synthesis route the palladium salt used was the nitrate salt. The synthesis can be

modified to use palladium acetate in the following manner.

Typically, 8 mL ethylene glycol, 22 mg chromium nanopatrticles, 40 mg EDTA, abdri0of

PVP were added to a clean and dry three necked flask under a nitrogen environment. 2 mL glacial
acetic acid was added to the reaction vessel. The flask was then sonicated for five minutes to
disperse the nanoparticles. The flask was then affixedstthlenk line and stirred at 1000 RPM.

In a separate beaker 400 mg palladium acetate was dissolved in 50 mL acetic acid. 1:1 molar ratio
of EDTA was added to the solution. The palladium mixture was heated to 60 degrees for a half
hour. Excess EDTA waslalved to settle and the resultant dissolved palladium was decanted. The
chromium nanoparticle solution was ultrasonically mixed for one minute with the ultrasonic horn
at a 50% duty cycle. The chromium and palladium solutions were added to a three lestked f

The three necked flask was heated to C10'he mixture was allowed to react for three hours. A

black precipitate was recovered by centrifuging the reaction solution at 8500 RPM for 3 hours.

3.0.2Ink Preparation
The main carrier solvents used for prigtiare Dowanol PM and-terpineol. A mixture of 8:1 by

volume was used to redisperse the nanoparticles from solution. The nanoparticles were washed
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twice by centrifugation in this solution before the final ink was printed. Before printing the ink
was sonicated by a bath sonarafor 5 minutes. The ink should remain stable akigure 18

below.

Figurel8 PdCr13 Ink as prepared

Dowanol andU-Terpineol make an excellent solvent for the ink. While the HanséubiBty
Parameters predict that the ink becomes slightly worse to solvate PVP when terpineol is added,
the terpineol is required to prevent the coffee ringing effect and as well it providesvalatie

part of the ink to control evaporation duringsadization.

Table5 Hansen Solubility Parameters of Ink Components

Component Dispersion Polar Hydrogen
Dowanol PM 15.6 7.2 13.6
Uterpineol 17 5.3 10.9
8:1 Mixture 15.76 6.99 13.3
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Polyvinylpyrrolidone | 17.4 8.8

14.9

Using a slow polyol process to deposit the palladium on to the chromium allows for the palladium
free species to diffuse through the PVP protective layer to chegpdrticle. Howevemyithout

care the size of the particles can grow in the micron sized range suctrigsinm19. These
particles are not stable in any ink and often crash out during the printing processdotleri

amount of solids delivered to the print. The slow process forms dendritic palladium on the surface

of the cubes rather than a complete covering.

However with care to aggregation issues and very slow addition of palladium precursors the
desired caogshell particles can be formed as evidenced by TEM EDSgare 20. A key to
observe here is that the oxygen in the system is diffuse over the surface of the particle whereas

uncovered chromium particles alwaysvie a high concentration of oxygen around the chromium

species when mapped by EDS techniques.
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Width = 4.983 um Mag = 56.56 KX WD = 82mm Date :12 Oct 2017 Time :18:02:08
File Name = PODCR2-03.1if Signal A = SE2 System Vacuum = 1.66e-006 mbar

Figure19 PdCr13 particles with settling problems
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Figure20 TEM image of particle confirming core shefiuscture
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Figure21 Sintered network of PdCr13 ink showing the sinter necks and chromium particles in the

network

The commercial chromium ink formulationdioav for the material of PdCrl3o be reliably
synthesized and as Fgure21 sintered together to form a dense percolated track of material for
the strain gauges. In sintering the chromium nanoparticles have a higher diffusivity so at
temperatures that sinter the palladium the choomean diffusing into the matrix and form the
alloy. The percolated nature of the final material being deposited by these types of inks may also

aid straingauges as the sinter necks give highly strain sensitive scattering centers to the material.
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3.1 Results

3.1.1.2Commercial Chromium Nanoparticles

The raw chromium nanoparticles were characterized as a baseline to demonstrate the instability of

the particles and the increased stability of the core shell PdCr13.

Sample: Com_Cr_PVP_160919 File: C:..\TGA\Com_CCom_PVP_160919_N2.001
Size: 21.6400 mg TGA Operator: Jeremy
Method: Cr Run Date: 19-Sep-2016 17:36
Instrument: TGA Q500 V20.13 Build 39
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Figure22 Oxidation of comqmercial nanoparticles in nitrogen

The TGA is useful mainly in polymer and corrosion studies making it very suitable for testing high
temperature strain gauge materials. The first stage tracks the thermal degradation of the polymer

used to cap the nanopaté. The second stage monitors the metal left behind for any mass gains
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from either oxygen or nitrogen reactions. Additionaitlyatmospheres of nitrogen or oxygen and
at high enough temperatures complete conversion into the most thermodynamicallyxatise
statecan be assumed. From these mass gains the actual content of chromium can be calculated

assuming that the palladium does not react at these temperatures.

The mass change from the bottom to the peak in TGA curves gives the amount of ratrogen

oxygen gained by the materidlhe amount of chromium in the unoxidized state is given by:

Qi i ) S Equation
zZz3a  a i

doi i 0
27

For nitrogen rich environments conversion into CrN would folleguation28.

o CZ ' o Equation
bol —Zz3a a ol
pT 28

In oxygen containing environmer#®/ is formed and the mass gain can be given Eoguation

29.

Equation
PoOi —30 a wi
29
In the experiments that folloquation29 has been used in all the calculations as elemental

analysis has shown that even in pure nitroggeams in the instrument the trace oxygen

contaminants react preferentially to form the oxide over the nitride.

FromFigure22 we can follow the equations as follows for a sample calculation. The assumption
will be that CrN was formed from the nitrogen atmosphere.3®hé&om the point where the

polymer was removed was 23.88% and the mass polymer removed was 3.9% . So as follows:
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An estimate from the mass gain reveals thatctrapound contained 93% active chromium as
purchased. This means that 7% of the original particles consisted of amorphous chromium
impurities. If oxygen impurities are present this would have inflated the active chromium

calculation. To compare we also perhed this test in a regular atmosphere:
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Sample: Com_Cr_PVP_160919 File: C:...\Master's\TGA\Com_Cr_PVP_160919.001

Size: 15.0630 mg TGA Operator: Jeremy
Method: Cr Run Date: 19-Sep-2016 12:32
Instrument: TGA Q500 V20.13 Build 39
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Figure23 Oxidation of commercial nanoparticles in air environment

These results tell of a system that contains 70% active chromium where nitrides will have caused
this result to be lowe Using these tests as a baseline the active chromium content in the chromium
nanoparticle is anywhere between9@%. So while these particles are the most pure that this

project could obtain there still exists somedized materialen the final ink agproduced.

The mass gain in each of the graphs start indicating when the chromium starts to react with the
atmosphere. Interestingly this mass gain starts immediately and rapidly after the decomposition of

the capping layer. The decomposition of the PViPtlee particles occurs between 28@0s C
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whereafter in nitrogen there is a slow mass gain till80and in oxygen this mass gain occurs

immediately at 278C.

3.1.2Role of additives in synthesis

The additives in the synthesis of the nanoparticles weressary to alter the reaction
thermodynamics and kinetics. The palladium salts would decompose at room temperature. The
palladium nitrate would decompose into palladium oxides in water and alcohols. Palladium acetate
would decompose into palladium metaltpaes in in alcohols. The EDTA additive prevented the
decomposition of the palladium acetate in alcohols by forming palladium EDTA complexes in
acetic acid. The palladium binds preferentially to the EDTA and stabilizes the compound. The
acetic acid was esl as it was found to be an excellent solvent to suspend the chromium

nanoparticles in as the suspensions were stable for up to 24 hours.

3.1.2.1PdCr13

TGA on the core shell PdCr13 particles reveals material information as well as the degree of

oxidation hindrane the shell applies to the particles.

Figure24 shows the mass gain from the atmosphere on the particles. The oxygen tests have proven
to be the most reliable in gauging the chromium content as these teststwil affected by the
chromium intermetallic that interfere inray techniques. The mass gain between 400 angC600
tracks well with#O/ formation. As well it the intermetallic formed become unstable and volatile

after 750aC.
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Figure24 PdCr13% Elemental Analysis by mass gain

Sample: PdCr_N2
Size: 64300 mg
Method: PDCr_PVP_N2

TGA

Universal V4.5A TA Instruments

File: C:..\TGAlJeremy V1161221\PdCr_N2.004
Operator: Jeremy

Run Date: 21-Dec-2016 10:42

Instrument: TGA Q500 V20.13 Build 39
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Figure25 Delayed oxidation in the PdCr13 system
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When the palladium shell is added to the chromium system, the onset of the oxidation in nitrogen
is delayed from 33fC in Figure22to just above 4QC in Figure25. However after this delay the
oxidation occurs as rapidly as before. This delay shows the increased diffusion time for the
chromum to go through the palladium shell. During sintering this increased protection allows for
the vaporizationof the organic compounds with decreased concerns of the chromium reacting with

the free carbon before the carbon can react with the atmosphdrecmde a gas.

3.1.3Size Distribution

Measuring the size distributions of the particles is another method the can be used to confirm the
coreshell structure of the particles. By exampld=igure 26 the shift in thesize of the particles
indicates that théhe palladium deposits on the chromiuifmucleation steps had occurred there
would be a bimodal distribution of particléhe size is a problem though as the distribution has

quite a number of particles over th@0 nm limit for aerosol inkjet printing.
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Figure26 Size Distributions of the original chromium nanoparticles and the PdCr13 particles. The

average sizes of the particles were 65nm and 98 nm respectively. Calculated fromulkS res

To resolve the size issue further work will have to be done to either reduce the size of the starting
chromium nanoparticles or investigate bimodal mixtures of inks where some of the palladium

exists as smaller particles and not as a shell orutifiéce of the chromium.

3.2 Printing

Though the size of the particles remains an issue work was performed on printing the formed ink
in the aerosol ink jet printer. The parameters of each print were determined at the beginning of the
print. The ink as formetypically had to have some modifications to it before it was able to be

printed. The most common modifications were alterations to the surface tension of the ink because

the surface tension was either too low or too high. If excess capping agent reméimednk
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often PVPO6s ability to act as a surfactant
aerosolization did not occur. Otherwise if not enough high temperature solvents such as terpineol
the droplets after aerosilization would vaperip too small of a radius that the stokes number

would decrease below one and the material would not deposit on the substrate.

When the printer would be operating nominally a track width e8@@nicrons would be deposited
as inFigure27. The larger patrticles in the ink are deposited at the center of the track where as the
smaller particles follow the airflow divergence at the surface of the substrate and tend to form the

overspray of the material.

Figure27 Track of PdCr13 printed at a width of 30 um

The ink is stable in the printer over the course of a few hours. Periodically the ink must be sonicated

in a ultrasonic bath to break up any aggregates that have formed in the printing via
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The strain gauge is formed by printing individual lines of ink to form the pattern of the strain gauge
in Figure 28 below. Typically the thickness in one pass of the printer depends on the amount of
aerosol beaig generated in the chamber. The amount of material typically prints in thEOROO

nm range in a print. As such to form a percolated strain gauge multiple passes have to be made.

2313.971um g

736.991

Figure28 Printed strain gauge

When making mdiple passes the layer underneath should have most of the solvent evaporate

before a new layer is applied, this may be a problem with some of the inks developed since the
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solids content is typically at 5% so there is gross solvent drying occurring ounbistease after

the print has occurred.

In printing the ink, a variety of process parameters work for deposition. The flow ratio used
between the delivery stream and the focusing stream is typically betwe2rb 1The aerosol is

also heated in the deliesystem to 86C and the substrate to J0to aid in solvent evaporation

and densification of the pattern. To control the amount of material being deposited the delivery
stream is fixed to 20 ccm of flow and the speed of the printing is altered to increase or decrease

the thickness being printed.

The optimization of the printing will occur in later stages of the project as the ink development is

standardized.

3.3 Sintering

The next stage in the progress to convert PdCrl13 ink into a high temperature strain gauge is the
sintering process. Sintering is the process where the small particles are heated enough that the
diffusion of the atoms allow the particles to join to create a complete network likgure 29.

Prior to the diffusbn process the sintering process removes the capping layer on nanoparticle
through thermal decomposition. Controlling the heating rate and the atmosphere at this stage is
important. Not enough heat and the diffusion process is prohibitively slow but tdtowillicause

side reactions with the atmosphere or cause the necks of the particles to break away from each

other.
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Figure29 Drop Cast Sintered ink

To produce a conductive network with the PdCr13 ink the following sinterowggure has been

followed:
1) Under a 5% hydrogen environment in a tube furnace conduct the following heating rates
2) A slow 1&C/min heat ramp from room temp to 200to remove any solvent
3) Increase ramp to@Z/min to 75@C to remove the capping agents antegin sintering the

particles

4) Hold at 75@C for one hour to allow sintering process to occur.

5) Cool at 28C/min to room temperature.
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Pure argon environmentcreenedo sinter the inks but conductivity was elusive with this
atmosphere because trace amowitsxygen in the gas stream reacted with the material at high
temperature. The hydrogen environment ensures that any such contaminants are reduced and helps
revert any chromium oxide that may be present in the printed pattern.

Above 7504C the patternsolse their conductivity due to material loss that was observed in the

TGA study.

3.3.1XRD

The sintering study has also been aided by XRD techniques as well. XRD allows the direct analysis
of the crystal structures involved. Figure 30 different samples sintered in differing conditions

are presented’he peaks of palladium are present in each sample. The higher temperature argon
sample has a slight amorphous peak aroum@ 2tich indicates that there are some amorphous
intermetallics present. This peak is more pronounced in the sample sintered at a lower temperature,
which confirms that the intermetallic species have yet to volatize. In the hydrogen atmosphere the
broad pak disappears while the peaks of the palladium greatly reduce in intensity. The reduction
in intensity occurs most likely from the palladium grains diffusing into each other during the

sintering process.
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Figure30 XRD Patters 6PdCr13 Ink sintered under differing conditioaslUpper left sintered at
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3.4 Electrical measurements

Though préminary, some gauges were tested for their resisitive responsesarrtReir eventual

use as a strain gauge. The measurements were performed with a microprobing station.

The resistance of a three fingered gauge came to bg Btk the results ifrigure31. Additional
I-V curves can be found ippendix A.3.The resistance is linear with some deviance around zero
due to measurement error. The resistanceiie bigh for a metal based device. The high restgan

is explained bythe sintered and resistive nature of the materials employed. Future work will
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attempt to bring down the resistance of the strain gauges by improving the material densification

and removing the impurities and side reactions that occurglsiynthesis and processing.

*
*
: 4.00E+00 ¢
Resistance31 kw P
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Figure31 Resistance of a test strain gauge under no loading

3.5 Summary

In summary a palladium chromium alloy nanoparticle ink for aerosol ink jet printing has been
prepared as a preliminary studydrihe development of high temperature strain gauges produced
by additive manufacturing. The inclusion of chromium in the solution was not avoidable and
presented most of the challenges encountered in the process. By chemically reducing a shell of
palladiumon the chromium seed produced by wire explosion the ink was developed. The ink was

able to be printed, sintered and electrically testédile the material itself is not stable up to the
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desired 100€C, it is the most stable material that could be deeslofor this purpose. The

additional temperature requirements will come from the packaging of the sensor with protective

inert coatings which the next chapter covers.
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4 Sol Gels

The sol gel process was developed with the intension of producing a petasiing to both the
substrate that would be printed on and as an encapsulation coating to prevent oxidative attack on
a high temperature sensor. The sol gel technique produces ceramics via wet chemistry and was

attractive to avoid the costly and longrtaround commercial coatings from @kiation.

The solgel process is a very common procedure for making ceramic powders. The technology has
its roots all the way back to 184&1]. The technology was not a success at first because the film
aging time was in the range of a year to avoid mechanical deffedte late 28 century these

issues wex resolved by a host of researchers in order to develop a library of materials that could
be processed by the sgp¢l techniqus9], [71], [82] Much of the work hakeen based off of silica

based gels but the technique is flexible to cover any metal oxide. There are a couple excellent

reviews on this technology regarding metal protection witlgebfilmg16], [79].

The name of the process basically definesthc o mponent s of the technol
such that a gel i s eventually formed by curi ng¢
in one of the intermediate stepihe gel is the processible phase of the matefia¢ technique

describedconvers a metal alkoxide solution into a xerogel film and anneal into a dense film.
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4.0 Materials and Methods

With sol-gel formulations hawmg been used as precursors for forming ceramics since [6970

there exists few new contributions; howetbe early inventions concerned themselves with

producing porous ceramic powders for substrates in catalysis and tf#likg1]. The problem

with forming dense continuous films is due to tharskage incurred during the drying and curing

stages in the salel proces§73]. The following method overcomes the shrinkage issues by adding

predensified alumina nanopowders to the sol after formation.

The flow of the reaction is as follows:

1)

2)

3)

Aluminum Seebut-oxide is mixed witfDowanol in a concentration of 0.4 M. This mixture

is stirred at 80C for a half hour. This allows for the hydrolysis reaction to proceed. The
hydrolysis is a fast reaction that rapidly gels the solution. The prolonged heat rate allows
the gel to relax bacikto a clear solution.

Next Acetylacetone is added in an equimolar ratio to terminate the hydrolysis reaction and
stabilize the sol for storage. The Acetylacetone chelates the particles protecting the
hydroxide functional groups that surround the pasicllhe solution is maintained at 80

for an additional half hour.

Glacial acetic acid is added to peptize the solutior? @f3he reaction volume should be
added as acetic acid. The solution is heated to@@6r two hours. At this point the

particles visibly precipitate.

4) Addition of nitric acid in a small volume is added until the pH of the solution becomes

acidic. The scbel buffers this addition and the pH will remain stable until it rapidly
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changes as the solution peptizes. This is the acharfiging the surface charge of the
suspended particles.

5) The above solution is added as 10% volume to a 20% wt solution of alumina nanopatrticles
suspended in water. This allows significant shrink prevention as 90% of the solids will
already be condensed. & manoparticles also act as nucleation sites for the sol to start a
film formation.

6) The as formed sol is destabilized in mixing with the nanoparticles. Appropriate small
additions of nitric acid (<1mL) resuspend the sol and allow for uniform coatingwtitho

aggregates.

The produced solution is directly used after sonication in a modified dip coating procedure. To
enable the dip coating the linear stage on a mechanical tester was employed as piEtgted in

32 and Figure 33. The process involves a few key steps. The substrate to be coated is slowly
submersed in solution avoiding air bubble entrapment that may disrupt théfiitmeach coat

the substrate is heated toleast 50@C to semicure the bottom coat and remove the solvents
before application of additional coats. During the coating process 1.5V is applied between the
substrate and the bath as this allows the sol particles in solution to migrate to regiayis of hi
electric field density which are the corners

tendency to create thinner films at the edges of substrates.
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Figure32 Top: SolGel coating through an enhanced ¢

coatingprocedure

Figure33 Right: Dip coating set up, on an motorized x, ' ‘

stage

4.1 Sintering

Once sufficient thickness was achieved with the coating procedure the films underwent a final
sintering stage where the sol gel continuedux® @nd densify. Alumina goes through different
phase transformations as the temperature is increased. The most stable form that is the dense form

needed for the protective applications is called the alpha phase. According to the phase diagram of
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alumina agel goes through the eta, theta and alpha phases &gypez34. To reach the alpha
phase the temperature must be raidsala 1300 K. This 1300 K is the temperature limit for the

high temperature strain gaugasit is necessary for the coat to be cured at this temperature.

100 300 500 700 900 1100 °c
I T I | I I | I | I | I
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i Boehmite i —— Gamma : Delta : Theta ]' Alpha
—
_ Ly
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!
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Y ——
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Figure34 Phase transformations of alumina from agsell [83]

Sintering of the films occurred in regular atmospheric conditions allowing oxygen to freely react
and burn off the organics and hydrides in the gel. Typical sintering temperaareesexcess of

100QC and below 1300/ & GKS &adz0adG N} S dzaSR adl NISR G2

4.2 Coating Performance

Once formed the sajel films formed a dense electrically insulating film. The film was lighly
scratch resistant but pressure fransharp point such as an electrical probe would puncture the
film. Figure35andFigure36 depict a typical film after sintering. When imaged by SEM the film
would glow dw to charge build up but defects in the film such as holds would show up dark against
the film as these would be conductive pathways for the electrons. The films were smooth and could
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be applied to surfaces with roughnesses lower than 10 um, which imstpether film processes

for these techniques which often need to be polished below 1 um roughness.
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Figure 35 Scanning electron microscopy of a-g@l coating demonstrating the insulation by

charge buildup
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Figure36 Close up view of damaged holefkigure35revealing the damage
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4.3 Raman Investigation

To further compare the produced coatings to the coatings commercially provided, raman
spectroscopy was perfoed. Raman analyzes the shift in wavelengths in light emitted from a
substance. The shifts looked at come from the energy adsorbed by the vibrations electronic cloud.
As such each compound has its own fingerprint of raman radiation provided that thecaibata

a polarizable electronic cloud. Most ceramics can be analyzed this way.

In Figure 37 the different coating are analyzed. The commercial coatings have the appropriate
broad peaks for alumina being presdite solgel solution also contains these peaks but with a
strong peak at 1400 cimThese peaksontinue to exist in the sglel coatings and correlate to the
alumina intermetallics. The peaks from the alumina around8600cm' are also diminished

possilly due to a lack of crystallinity in the films as deposited.
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Figure37 Raman analysis of as deposisalgel coatings

An additional concern to the sgkl process is that the bonding to the substrate has become an
issue. Since the sintered alumina particles do not present a full surface to bond with the metal
substrates underneath the interface between the two becomes a weak point in the strain gauge
application. InFigure 38 the stresses caused by the strain gauge being sintered on top of the
alumina sol gel actually delaminates the sol gel from the substrate which is visible underneath. As
such additives to the gel to increase this adhesion will be considered in futurdknsnroblem

may be avoided by using processes that put less stresses on the film during production.



Figure38 Delamination of a printed substrate

4.5 Future Work

The solgel process in combination with additive manufacturing praye to be very useful as a

wet chemical technique can easily be adapted to use with the aerosol ink jet printer to deposit these
films locally rather than have to be deposited by dip coating or other film deposition techniques.
The solgel process allowsxact control over the chemical composition of the material being
deposited, with this in mind much like in high temperature corrosion, additives to enable self
healing in the form of nanoparticles will also be considered. This may help with the dépsifica

issues and help resolve the adhesion if the correct additives are considered. When established the
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solgel technique will also help encapsultte strain gaugea® provide an inert film to cover the

oxygen sensitive materials in high temperature @eagplications.
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5 Conclusionand Recommendation

This thesis sets the ground work for materials intended for additively manufacturing strain gauges
that operate at 1250 he nanoparticles were produced and suspended in an ink for this purpose.
The ink was subsequently printed with aerosol ink jet printing and sintered into a conductive strain
gauge. The promise of high temperature performance had yet to be realized due to the difficulties
with the corrosion and stabilityf ¢he alloys used. Additionallygol gel materials were applied to

the surface of tested parts to act as an insulation layer between the conductive substrate and the
gauges. The method shows a unigue ability to create this insulation layer on rougher surfaces than
previous methodsSol gels exist as a wet chemical method they are readily suitable for being able

to be printed by the aerosol ink jet printer. This allows for localized placement of insulation layers

and even functionally graded encapsulation layers if desired.

| would recomnend that this work continue forward with new materials and methods to avoid
corrosion of the sensor at these temperatiitesrmal experiments have shown that the chromium
nanoparticles are unstable at elevated temperatures. The core shell formuldbitine sase
nanoparticles to make them more stable duringseguent processing phases. Appropriate
nanopatrticle inks can be made for conductive applications by starting with precursors that do not
contain impurities that may react with the metals duttiegsintering process. The inks that can be
created for aerosol ink jet printing must mimic the liquid properties of water yet avoid the
formation of hydroxides to realise these goals-ggbltechnology also gives a promising route to
deposit dense ceraaiiilms via wet chemistry. The density of the films were improved by adding
ceramic particles that were already annealed to the alpha alumina $&iasers encapsulated by

insulating ceramics remove the need for the material to be able to grow its dectipeooxide
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allowing greater design freedom with maintaining stable electrical performance from the strain

gauge.

5.0 Future Work

The future work planned for this project is to improve the consistency of the strain gauges after
printing and sintering. Thgoal is to be testing the gauges for dynamic responses as well as stress
testing them at elevated temperatures. To reach this goal new materials may have to be considered.
Of crucial importance is the encapsulation of the devices to protect the straies gaoig
corrosion in the environment as often the native oxide is insufficstwell work with the
adhesion of the gauges will be investigated as part of this encapsulation step. It is the aim of this
work that sol gel technology can enable additivehoés$ to apply the encapsulation layer to
manufactured parts. These methods are in demand because aerosol ink jet printing can place strain

gauges at places that are inaccessible to tod
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Appendix A Supplementary Info

A.1l Synthesis Screening

A large part of the work in this thesis was to screen techniques that could be suitable for the creation

of PdCr13 alloy nanoparticles.

A.1.1 Materials

The following materials were employed in the screening process. The sodium citratatdiydr
tannic acid ACS were sourced from Alpha Aesar. Chromium nitrate nonahydrate 99.99%,
palladium nitrate hydrate 40% palladium basis, chromium acetate hydroxidethbxy2-
propanol, terpineol, hydrazine hydrate, ethylenediaminetetraacetic acidAEDand glacial

acetic acid were sourced from Sigma Aldrich.

A.1.1.1 Sodium Citrate Reduction

At the onset of the project the reduction chemical proposed for making PdCrl13 particles was
sodium citrate. The reduction pathways have been well established fdetheflsilver and gold,

where it serves as both a reducing agent and a stabilizer for the particles.
A typical synthesis followed:

1. Heat 100 mL of distilled water to 8D

2. Add 226 mg of palladium nitrate nonahydrate and 120 mg chromium nitrate to solution.

3. Rapidly add 565 mg sodium citrate and 16 mg tannic acid to solution
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4. Heat for 1 hour

5. Centrifuge to collect particles

Figure 39 shows the first attempts at printing with such a formulation. The brown color is
indicative of the tannic acid that was included as a control reagent to the chemical reduction. The
printed ink existed as a mixture of reduced palladium nanoparticleshamehiom, sodium, and
organic salt. This is because of two properties of the ink. The first being that accoiiquatimn

26 for this reaction to be favorable the citrate ion must exist in concentrations 3 hitfies

greater than the concentration of chromium salts. The second is that the sodium salts in the reaction
are difficult to separate out from the ink. Remaining sodium salts will cause electrical and

structural interference at the intended high tempeeat

Figure39 Original print of sodium citrate formulations

When heated the salt forms a matrix with the nanoparticles within it. If there is too much salt like
in Figure40 the palladum particles are so sparse that they do not create a connected pathway
required for conductivity. A connected network of particles is said to have reached the percolation

threshold.
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Throughout the GE project the sodium citrate route was codevelopedsid®ngjternative

synthesis routes. That work is outside the scope of this thesis.

Width = 48.89 ym Mag= 234KX WD=93mm Date :15 Jun 2016 Time :13:00:14
File Name = B3-160614-08.tif EHT=1000 kV Signal A=SE2  System Vacuum = 2.16e-006 mbar

Figure40 Excess contaminants found in the citrate reduction route

A.1.1.2 Hydrazine Reduction

Following the trend in increased chemical potential, hgidea was the next reducing agent
screened. Hydrazine decomposes into ammonia, hydrogen and nitrogen. Hydrazine has a reduction
potential of -0.33V. Following The concentrations for the reaction being favorable is
approximately 10 million times more conceated than the chromium ion. Still the hydrazine
reaction was good to investigate as the hydrazine reducing agent proved to be the ideal reducing

agent for the palladium salts.

Figure4lis an image of the partes produced by the hydrazine reaction. As hydrazine was a

stronger reducing agent the particle size of the palladium nanoparticles formed was smaller than
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that of the sodium citrate. However on a sample that targeted 90% chromium content only 10 %
of the diromium was able to be detected by EDS. Such a low percentage is probably because the
chromium existed as either a hydroxide or an oxide contaminant in the ink. The contaminating
chromium species formed as a layer on the outside of the particles. A tgpalhlof the

contaminants is imaged Figure42.

Width = 4.392 pm 200 nm Mag= 2603KX WD=88mm Date :15 Jun 2016 Time :13:13:55

File Name = B4-160614-05.tif |—| EHT=10.00 kV Signal A=SE2  System Vacuum = 1.93e-006 mbar

Figure41 Nanoparticles produced by hydrazine reaction. Target of 10% palladium, actual 90%.
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Width = 1.687 ym 100 nm Mag= 6776 KX WD=92mm Date :23 Aug 2016 Time :15:33:39
File Name = PdCr13%4PVP-02 tif |—| EHT = 10.00 kV Signal A=SE2  System Vacuum=2.08e¢-006 mbar

Figure42 Hydrazine reduced nanoparticles with chromium oxide shell

The hydrazine also comes as a hydrate in water, so that in adding small traces of the hydrazine

water was introduced into the system.

A.1.1.3 Sodium Borohydride Reduction

In comparison the sodium borohydricexlucing agent has more probable thermodynamics than

the previous reducing agents described. In the work here the reducing agent had a few issues with
its implementation. The compound is typically reactive and decomposes rapidly in alcohols and
water. Typcally sodium borohydride was added directly to the reaction as a solid to try and

mitigate these issues.

For a theoretically possible reduction of chromium salts the concentration has to be thirty thousand

times greater than the salt concentration. Whenréaction produces nanoparticle chromium in
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solution the solution is a dark brown color, however these particles are only obtained after

removing the side products formed during the reaction. As in

Figure43thesodium borohydride can also reduce the solvent ethylene glycol or if water is present
or added to the reaction the formation of the chromium hydroxide still dominates over that of the
chromium metal formation. As with Gupta et @8] | 6 ve f ound that t his
chromium oxide in greater concentrations that the pure chromium metal formed. With the yield
being low and the side reactions being prominent the sodium baid@yeaction failed to provide

the chromium nanoparticles that could be used to create PdCr13.

N NE \ Qi ’ R /KNEY)\
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Figure43 Sodium borohydride reaction overview

A.1.1.4 N-Butyl Lithium Reduction

N-butyl lithium was the most powerful reducing agent thasvattempted to be used for the

reduction of chromium. Nbutyl lithium essentially provided a carbocation to the solution, that is
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a carbon atom with an extra electron. The carbon atom holding a negative charge is extremely
unstable and will give that eligon to almost any substance around it. The compound was difficult
to work with as it had to be used in inert atmospheres without oxygen or moisture as it would auto

ignite if exposed.

Again the same issues with the sodium borohydride were experiencededdtions had many
side products as thebutyl lithium also was reducing the solvent. Part of the problem was that the
chromium acetate required polar solvents to suspend the salt whileothegl fithium was only

stable in nofpolar solvents leading timmiscibility of the compounds.

Trace chromium nanoparticles were produced with questionable quality and purity, as attempts at
making PdCr13 with the as produced particles did not produce the appropriate chromium contents

or conductivity in the finalriks.

A.2 Characterization information

A.2.2 X-ray Techniques

X-Ray processes are a way to identify and quantify chemical elements present in the sample.
They do this by examining characteristic emission-odys from the elements when excited by a
high energy sor c e . These emissions come from the en

excited and ground state in a specific element.

The emitted xrays have their characteristic properties dependent on the path the electron takes

to decay in the atom. These pathe typically denoted by K, L, and M lines in nomenclature.
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These letters denote the principle quantum number that the electron is decaying to with K, L and

M being 1, 2 and 3 respectively. These letters are often suffixed BitteklettersU, b, ongden ot i
decreasing observed intensity. Taeprodutedfromm t he
the decay of an electron in the 2p shell to the 1s shell. The allowed spectra and their intensities

follow quantum selection rules.

These emitted-xays carbe detected and interpreted in two different manners. The equipment
can measure the wavelength or energy of the emittemly.x Techniques that measure the
wavelength of the xay are cataloged as wavelength dispersive spectroscopy (WDS) techniques
and oneghat measure the energy are called energy dispersive spectroscopy (EDS) techniques.
Typically WDS techniques are more specialized as one can filter the wavelengths of interest from

a sample wheras EDS techniques grab the entire broad spectra of emigsiomthe sample.

Two pieces of equipment are commonly used for these techniques; Kluorescence
spectrometers (XRF) and electron microscopes. The two machines differ in their energy sources
that they use to excite theray emission. For XRF machind®e energy source is array where
the response i s t inag sodirdelislby meeessityguite lraad andldarnnat bex
focused as electron sources may be. In the efforts presented here the focus is on electron

microscopy.

A.2.2.5 Energy dispersive aalysis

EDS analysers employ the ability of a Si(Li) diode to sample the entire spectrum of energy at the
same time. As a result the EDS technique is a fast and cheap method for elemental analysis. The

lightest element that EDS systems can detect is oxygee of the selbacks to this technique is
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that the diode must be separated from the rest of the system by a beryllium window. This window

will absorb some xays.

In addition to the beryllium window there is also a material filter on the incomiraysthat
complicates the system. This filter is required because earlier systems typically produced too many
photons for the detectors to correctly interpret due to a saturation of elaoteopairs in the

diode. These filters create secondary fluorescénoethe characteristic radiation of the filter and

limit the energy of the incoming-rays.

The EDS technique samples the entire spectra of -tlag emission from the sample. As such
there is significant noise in the sample from the background radtaaoms not filtered out as is

the case with WDS. The direct result is that the resolution of the EDS system is about 10 times
lower than the WDS system. These problems with the EDS system typically mean that the

technique is limited to making qualitatia@alysis on samples.

A.2.3Electron-Microscopy enabled Energy Dispersive Spectroscopy

Since EDS technology is so accessible and compact it is a common accessory to electron
microscopes. The difference between EM EDS and XRF EDS is that the sample is exeited by
focused electron beam rather tharays. This allows for microscopic analysis and mapping of a
sample. One important caveat to this behaviour is that the area sampled by this technique is not
the same area as is being imaged by the electron beandgpdirte xrays generated in the sample

come from a peashaped region under the electron beam from the excited material. The higher the
density of the material the lower volume this region will be. The best approximation for the

emission volume for thisalume (R) is given 4@4]:
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Ble D8 08 Equation
" 31

Y

Where E is the acceleration voltage of the electron beagisBhe characteristic Xay for the
element, ang is the density. The immediate implication of this formulthet for elements with

a lower characteristic energy will have a larger volume that is sampled than others.

A.2.4 X-ray Based Quantitative Elemental Analysis

Quantitative analysis based omay techniques rely on comparing the area underneath eagh x
emission peak for the sample. These ratios are called the relative intensitiesh@ weight

fraction (C) can be calculated in general by:

Equation

32

K is an instrumental factor related to the excitation source, alignment of the specimen and detector
as well as the detector's sensitivity to the radiation. M is a material factor containing informatio

about the different interactions between the elements in the specimens.

Leng points out that the M factor has three main components: primary absorption, secondary
absorption and secondary fluorescef@4. Primary absorption is the materials alilib absorb

the incoming radiation for excitation. When analyzing PdCr13 palladium will inherently have a
larger primary absorption factor than the chromium. This effect however will be greatly offset by
secondary fluorescence. Secondary fluorescence ecoen elements in the sample can be
excited by the emission from other elements. The emission energy of palladium, which is ~21 keV,
is more than sufficient to excite the chromium in the sample which has an energy of ~5.4 keV. As
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a general rule the excitan energy should be-3 times higher than the characteristic emission.
Secondary absorption is the factor relating to the materials ability to block the emission from the

elements before they escape to the detector.

The most common way to account foetM factor is to use a reference sample of known
concentration that is comparable to the sample that we are analyzing. For our purposes this would

require a target that is a 13% chromium alloy in palladium.

The K factor can be adjusted for by keening riieasurement parameters the same from sample
to standard. This means that the acceleration voltage for electron microscope, angle between

sample and detector and intensity at the detector should be kept constant.

When standards are not available in electricroscope techniques often standardless quantitative
analysis can be employed. The standardless technique uses the library of information on the pure
el ements and their relative intensities to
technique is good for compositions that do not have significant issues with secondary absorption
or fluorescence. There are a few easy ways to determine the aptness of this technique such as
looking at the change in analysis results between the differaytlines, changing incident energy

or count rates.

A.2.5Thermal Gravimetric Analysis (TGA)

TGA is essentially scientific thermal degradation of a given sample. The two common components
are a delicate weigh scale and a furnace with a controlled atmosphere. Haee ftan control the

heating rate of the material sample up to a desired temperature. The scale then monitors any weight
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change due to the volatilization of the compound or the gain from reactions with the gas

environment.

A.2.6 Preparation of Core Shell Nanopadiles in Literature.

The overall reaction is graphically displayedrigure44 below. The first chemical species in their
synthesis to i ntr od u-bigridine5-diahoaiunc(BBePl)aThereaciona ge nt |,
was carried out such that the metal species were at a 1:1 molar ratio witito@0of chromium.

The chelating agent is present to stabilize the chromium nanoparticles with an organic layer and
provide binding sites for platinum localization. the reaction there is one chelating agent
molecule for every metal atom. The chromium source is derived from ge@iahydrate. To the

30 emols of chromium 20 mmols of sodium borohydride was added as a reducing agent. The
sodium borohydride leaves sodiwmntaminants in solution but is a stable strong reducing agent.

After reaction completion the platinum was added in the form of dichloroflooctadiene)
platinum(ll). The organically complexed platinum is soluble in the ethanol solvent and slightly

retards the reduction of the precursor.

- Pt'-BiPy Pt-BiPy

N
=N Cl
N % Pt Pt'-BiPy Pt-giPy
Reduction ‘ j O Reduction
—

=

y + CrClBH0 E— N N T Pt-BiPy PtBiPy
- ! N lN
- . . L
N \ Pt'-BiPy = | g p'm
N i | Core-shell
Cr-Pt
D-BiPy Cr nanoparticle Pt!-BiPy Cr nanoparticle nanoparticle
Reduction O
Pt nanoparticle
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Figure44Gupt a et al . 6s synthesis proce:f

The produced nanoparticles were fully characterized by EDX, STEM, XRD, and XPS. EDX (EDS)
was used to characterize the pure chromium nanoparaslean initial qualitative elemental
analysis. The elemental analysis revealed that even at this stage the chromium nanoparticles
contained significant oxygen contents. XRD analysis revealed the presence of FCC structures
typically attributed to noble metdbrmation and determined the crystal size between grain
boundaries to be 2.3 nm. XPS, which is a surface sensitive technique that penetrates at a maximum
of 10 nm([84], determined qualitatively that chromium.Og, N, Pt, and Pt(OH)was present in

the sample. The final analysis technique of STEM was employed to confirm the existence of the
coreshell nanoparticles, the different elements will have a different contrast in the analysis
technique. Using this contrast one can tell the exact morpholdbg pfrticles. It was found that
intensity profiles most likely correspond to a structure where@rRiloy is encapsulated by a
chromium oxideplatinum mixture. Even when the shell is properly deposited there runs the risk

that shells are not formeder localized growth into an egglk structurg85].

A.2.7 Chromium Materials

The sourced particles were produdsg a wire explosion technique where a thin wire of the
material is drawn and a large current is pushed through the thin wire. The rapid heating of the wire
causes the wire to fragment into nanoparticles. These particles are advertised as 40 nm large with
a cubic structure as depictedkigure45. These particles are almost too large to cover with the
required palladium to reach a weight percentage of palladium of 83%. If all the palladium goes to
the shell of sucla particle the total size of the particle is more than 100 nm which makes printing

with these particles difficult as they clog the system and settle out of inks much easier.
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Figure45TEM image bare commercial chromium nanojoéet

Figure 45 shows the basic structure of these particles. They are purchased already capped with
PVP which can be seen at the edges of the cube. The cubes of chromium have a regular crystal

structure.
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A.3 Supplemantary |-V Curves

3.00E-04

5 00F+00

<
Q@
L
8
¢ N
<t
Q
4 ]
)
Q
—
o
?
gt
D 9 O @O @ D QO © © 9O d
> & & & S D = % @ o & S d
+ + + + +OF o F + + + +
U ] L L LU L L L (] L (1] LL
D & & & O D D @ @ D d
P @2 Q@ P P QgD > P P P g
50 w0 i i P Oq Qe §F W
L
- o
S 4
—
1
<t
Q
Ll
- o
Q
N
1
m <
Q
(1]
@ S
Q
e o3
©
3
0 <«
3 =
o w
L o
<©
INELETN

Current (A)

110

Figure46 A low resistance nofinear resistive response
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Figure47 Changes in linearity depending on polarity
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