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Abstract 

The technological maturity in the area of microwaves, and the rapid advances of 

optics, coupled with the added advantage of the larger bandwidths of microwave systems 

compared to those of electronic circuits, has lead to the emergence of new fast-growing 

areas of research. The area of optical control of microwave devices a.nd signals is one of 

these areas. This class of devices is potentially capable of performing the high-speed/high­

frequency functions demanded by the new communication systems applications. 

This thesis envisions a future generation of optically controlled microwave structures 

that uses guided optical wave excitation in an integrated optical-microwave environment. 

The building block of these future devices is an optically-controlled microwave switch 

which is essentially a microstrip transmission line with a series gap. The optical signal is 

brought into the gap region using an optical waveguiding system buried in the semicon­

ductor substrate of the microwave transmission line. Photo-generated carriers in the gap 

region produce a change in the transmission characteristics of the microstrip line. 

One of the contributions of this Ph.D. work is the study and development of a sys­

tematic knowledge base for the technology of guided wave optical control of microwave 

devices. The introduction of guided optical waves as a replacement of bulk optics cre­

ates an integrated version of these devices and enhances the fabrication yield. This also 

leads to the improvement in the overall performance of the device or system that is being 

optically controlled. More complex devices and systems and complicated control mecha­

nism could be implemented using guided wave optics. Examples of the proposed complex 

devices are presented. 

The bulk of this thesis is dedicated to developing an accurate model of the microwave 

component of the switch. To model the propagation characteristics and the microwave 

discontinuity, an analysis that utilizes spatial Green's functions formulations is developed. 

This analysis is capable of modeling continuous and discontinuous shielded microstrip 

multi-conductor transmission lines with lossy multi-layer substrates. The formulation 

utilizes the concepts of the Green's function in the space domain and the principle of 
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scattering superposition to obtain the propagation characteristics. The analysis is kept 

broad enough to allow for multi-layered substrates in which one or more of the layers are 

lossy. 

The Green's functions of the enclosing shielding structure along with the boundary 

condition imposed by the transmission line metalization yield a complex function repre­

senting the dispersion equation for the transmission line. This equation is solved using 

Muller Method to yield the unknown complex propagation constant, the characteristic 

impedance and the EM field patterns for the microwave signals propagated on the con­

tinuous microstrip transmission line. Samples of the results obtained using this method 

are presented. 

Using the Method of Moments (MOM) coupled with the Electric Field Integral equa­

tion (EFIE), another formulation is developed to analyze the discontinuities in the trans­

mission line. The MOM along with the EFIE, yield the current distribution on a trans­

mission line with a certain discontinuity for a given excitation of the system. Using a 

curve fitting and optimization routine, the essential design and performance parameters 

are extracted from the current distribution and are used to compute the scattering ( [S]) 

matrix and Impedance ( [Z]) matrix of the structure. This analysis is kept general enough 

to allow for studying a variety of discontinuities and microstrip topologies. 

The above analyses are developed into computer codes, and are used to conduct ac­

curate modeling of a series gap discontinuity in the microstrip line. This series gap is a 

model of the microwave switch. The gap transmission behavior is studied for varied sub­

strate conductivity, gap separations, and frequency ranges. The substrate conductivity 

represents the effect of photo-excitation generated by the optical control element. 

Using the developed accurate model, the current approach of modeling optically con­

trolled microwave switches using equivalent circuit models based on qua.si-TEM assump­

tions is assessed and compared to the more accurate Green's function formulation. The 

domain of validity of these simplified models is defined. 

The optical component of the proposed devices is also studied. The optical power 
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distribution within the microstrip gap region is accurately modeled using a Vector Beam 

Propagation Method (VBPM) and a Vector Finite Difference Time Domain (VFDTD) 

numerical simulators. Means to most effectively use the available optical power are stud­

ied. The optical guiding system proposed is an optical directional coupler. An iterative 

exact solution for the fields and effective index of the propagating optical power within 

the structure is presented and utilized in computing the input optical excitation field pro­

file for the noted numerical simulators. The algorithm presented is particularly suited for 

modeling highly lossy optical waveguides, such as those utilized in the proposed structure. 



Abstrait 

La superiorite technologique des micro-ondes au-dessus du systeme optique d'une part, 

et les avances rapides du systeme optique d' autre part, couplees a l'avantage ajoute des 

largeurs de bande plus grandes des systemes de micro-onde compares a ceux des circuits 

electroniques, a pour mener a !'apparition de nouveaux domaines de recherche a croissance 

rapide. Le domaine de la commande optique des dispositifs et des signaux de micro-onde 

est un de ces zones. Cette classe des dispositifs est potentiellement capable d'executer 

les fonctions de haute frequence/ grande vitesse exigees par les nouvelles applications de 

systemes de transmission. 

Cette these envisage une future generation des structures a commande optique de 

micro-onde qui utilise !'excitation optique guidee de vague dans un environnement integre 

d'optique-micro-onde. Le module de ces futurs dispositifs est un commutateur a com­

mande optique a micro-ondes qui est essentiellement une ligne de transmission de mi­

croruban avec une serie lacune. Le signal optique dedans introduit dans la region d'intervalle 

en utilisant un systeme waveguiding optique enterre clans le substrat de semi-conducteur 

de la ligne de transmission de micro-onde. les porteurs Photo-produits clans la region 

d'interva.lle produisent un changement des caracteristiques de transmission de la ligne de 

microruban. 

Un des contributions de ce travail de Ph.D. est l'etude et le developpement d'une 

base de connaissance systematique pour la technologie de la commande optiq ue guidee de 

vague des dispositifs a micro-ondes. L'introduction des vagues optiques guidees comme 

remplacement de systeme optique en bloc cree une version integree de ces dispositifs et met 

en va.leur le rendement de fabrication. Ceci mene egalement a !'amelioration de l'execution 

globa.le du dispositif ou du systeme qui sont a commande optique. Des dispositifs et des 

systemes plus complexes et le mecanisme complique de commande ont pu etre mis en 

application en utilisant le systeme optique guide de vague. Des exemples des dispositifs 

complexes proposes sont presentes. 

La majeure partie de cette these est consacree a developper un modele precis du 
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composant de micro-onde du commutateur. Pour modeler et les caracteristiques de prop­

agation la discontinuite de micro-onde, une analyse qui utilise des formulations de Green 

spatiales de fonctions est develop pee. Cet te analyse est capable de modeler les lignes 

protegees continues et discontinues de transmission de multi-conducteur de microruban 

avec Les substrats multicouche de lossy. La formulation utilise les concepts dans de la 

fonction de Green le domaine de l'espace et le principe de disperser la superposition pour 

obtenir les caracteristiques de propagation. L'analyse est maintenue assez large pour tenir 

compte des substrats multicouche en lesquels un ou plusieurs des couches est lossy. 

Les fonctions de Green de la structure d' armature entourante avec l'etat Je borne 

ont impose par le rendement de metalization de ligne de transmission une fonction com­

plexe representant l'equation de dispersion pour la ligne de transmission. Cette equation 

est resolue en utilisant la methode de muller pour rapporter la constante de propagation 

complexe inconnue, !'impedance caracteristique et les configurations de zone de fin de sup­

port pour les signaux de micro-onde propages sur la transmission continue de microruban 

rayent. Des echantillons des resultats ohtenus en utilisant cette methode sont presentes. 

En utilisa.nt la methode de moments (MOM) couples a !'equation integrale de champ 

electrique (EFIE), une autre formulation est developpee pour analyser les cliscontinuites 

dans la ligne de transmission. Les MOM avec l'EFIE, rapportent la. distribution courante 

sur une ligne de transmission avec une certaine discontinuite pour une excitation donnee 

du systeme. En utilisant un sous-programme d'ajustement et d'optimisation de courbe, la 

conception et les parametres d 'execution essentiels sont extraits a partir de la distribution 

courante et sont employes pour calculer la ma trice de dispersion ( [ S ] ) et la mat rice 

d'impedance ([ z D de la structure. Cette analyse est assez general garde a tenir compte 

d'etudier une variete de discontinuites et de topologies de m.icroruban. 

Les analyses ci-dessus sont developpees en codes machine, et sont employees pour con­

duire modeler precis d'une discontinuite d'intervalle de serie dans la ligne de microruban. 

Cet intervalle de serie est un modele du commutateur a micro-ondes. Le comportement 

de transmission d'intervalle est etudie pour la conductivite de substra.t, les separations 
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d 'intervalle, et les intervalles de frequence divers. La conductivite de substrat represente 

l'effet de l'photo-excitation produit par l'element optique de commande. 

En utilisant le modele precis developpe, l'approche courante de modeler les commuta­

teurs a commande optique a micro-ondes utilisant des modeles de circuit equival~nt fondes 

sur des hypotheses de quasi-TEM est evaluee et comparee a la formulation de Green plus 

precise de fonction. Le domaine de la validite de ces modeles simplifies est defini. On 

l'etablit que les modeles quasistatiques sont seulement valides a de basses frequences, et 

pour !'injection optique tres elevee nivelle. Ces deux conditions s'assurent qu'un intervalle 

optiquement lumineux aura une resistivite qui est beaucoup plus petite que les capacites 

d' accompagnement de shunt. Pour les niveaux optiques pratiques d'excitation a des 

frequences plus elevees, les effets de ces ca.pacites deviennent significa.tifs, et modeler lie 

a la. frequence plus precis devient necessaire. 

sant optique des dispositifs proposes est egalement etudie et modele. La distribution 

d'energie optique clans la region d'intervalle de microruban est exactement modelee. Des 

moyens d'utiliser le plus pertinemment la puissance optique disponible sont etudies. Le 

systeme optique de guidage propose est un coupleur directionnel optique. U ne solution 

exacte iterative pour les zones et !'increment pertinent de la puissance optique de propa­

gation dans la structure est presentee et utilisee da.ns l'etude. La simulation du systeme 

optique propose en utilisant la methode de propagation de faisceau (BPM) et le domaine 

de temps fini de difference (FDTD) sont conduites. 
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Chapter 1 

Introduction 

1.1 Introduction and Motivation 

With the emergence of optical fibers in early 1970s as means of communication links, 

the field of guided wave optics as well as the related fields such as semiconductor lasers 

and optoelectronic and optical devices have advanced at a considerable pace. The future 

of the area of optical guided waves envisions an all-optical communication network. To 

achieve this goal, it is recognized that the area of guided-wave optics is facing, mainly, 

two challenges: 

1. Technology limitations: The Processing and fabrication technology of all-optical 

devices has not yet matured enough to provide the viable and reliable devices that are 

being envisioned in the research literature. It is being observed that the current technology 

cannot provide the complicated structures envisioned and satisfy the tight tolera.nces 

required. 

2. Speed limitations of electronic control elements: In general, most optical devices 

are controlled electronically. Advanced electronic circuits have traditionally played a 

crucial role in the practical realization and commercialization of optical communication 

systems. In the 1980's, rapid advances in high speed IC technologies and design tech-
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niques marched in phase with the requirements a.nd the corresponding advances on the 

optical side leading to an impressive rate of increase in optical channel capacity. In the 

1990's, however, as the bandwidth capability of optical components increased beyond 10 

Gbit/s, the electronics represented the bottle neck that is challenging the advancement 

and improvement in the area of all-optical networks. As lightwave communication systems 

advance towards even higher bandwidths, the integrated circuits used to provide signals 

to the optical sources at the transmitter end and to process the photodetected signals at 

the receiver end are becoming increasingly critical system components, if not impeding 

the overall system capabilities. 

On the other hand, microwave technology has matured considerably since the 1930s, 

and has evolved into a well established fabrication technology ranging from microwave 

guides to submicron feature sized VLSI microwave and RF circuits and monolithic mi­

crowave integrated circuits (MMICs) [1]. In the past few years, tremendous strides were 

realized in this area fueled by the following factors [2]: 

1. The availability of III- V compound semiconductors, such as GaAs and lnP, which 

have very high mobility and scatter limited velocity. 

2. The ability to grow semi-insulator substrates for low-loss planar microwave circuitry. 

3. Progress in epitaxial growth techniques such as Molecular Beam epitaxy (MBE), 

vapor phase epitaxy (VPE) and liquid phase epitaxy (LPE). These are used for the 

growth of ternary and quaternary compounds such as GaAlAs and lnGaAsP to 

form multilayer heterostructures. 

4. Availability of computer aided design software for device performance optimization. 

5. Availability of test equipments for on-wafer characterization of devices. 

As a result of these advances, fast devices such as discrete field effect transistors with 

unity current-gain cutoff frequency (ft) greater than 125 GHz with noise figure of 1.5 dBs 

and a gain of 6 dBs have been realized [2]. 
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The technological superiority of microwaves over optics on one hand, and the rapid 

advances of optics on the other hand, coupled with the added ad vantage of the larger 

bandwidths of microwave systems compared to those of electronic circuits, has lead to the 

emergence of a new fast-growing area of research which is the area of optical control of 

microwave devices and signals [3]. This class of devices is capable of performing the high­

speed/high-frequency functions demanded by the communication systems applications. 

Optical control of microwaves have landed applications in a wide spectrum of old and 

new areas such as the rapidly emerging field of optically fed wireless communications 

[4] [SJ as well as the more established fields of Cable television (CATV) distributions. 

Other applications include those in the areas of high definition television (HDTV) and 

interactive television (ITV)[6J as well as optically controlled phased array antennas [7] 

[8] and antenna remoting [9]. Further, the progress in the application of ultrafast optics 

to microwaves and millimeter-wave technology using picosecond photo-conductors was 

extended to the generation, control, and characterization of both pulsed and CW high 

frequency waves [3] [10]. 

The growing interest in optical control of microwave and millimeter-wave devices and 

systems over the past decade was generated partially by the availability of high speed 

electrooptic devices that can provide the optical control elements, and partially by the 

development of more sophisticated and more ambitious microwave systems which require 

better and faster control. With the advent of femto-second lasers, we envision such devices 

to work in the picosecond time domain. 

As a short term goal, optical control of microwave signals lends itself as a faster a.nd 

better control mechanism. Further, in the long term, there is a possibility of monolithic 

integration of optical devices with microwave devices and subsystems to realize microwave 

control functions such as switching, limiting, phase shifting, tuning of oscillators, and 

amplifiers gain control among others. In the future, optical control of microwave devices 

would lead to new applications such as light weight and low cost airborne phased a.rray 

radar, which is difficult to realize with current technologies, because of various limitations. 
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The term "optical control of microwaves" describes such a mechanism where an inci­

dent optical signal alters the performance characteristics of a microwave device. One of 

the means of achieving this is through photo-conductivity. Incident optical energy is ab­

sorbed in a semiconductor material within a microwave device, thus generating electrical 

carriers that alters the state of the microwave device. The speed of response of the device 

materials to the incident optical energy is dictated by the material relaxation time, which 

is in the order of less than a picosecond. Further, the typical duration of the optical pulse 

is in the picosecond range as well. Hence, in response to such a small optical pulse, the 

material can switch its characteristics from an insulator to a conductor in a time frame of 

a picosecond or less. The term "picosecond photo-conductivity" was coined to describe 

such behavior. Picosecond photo-conductivity is becoming more and more the dominant 

means of optical control of microwave signals and systems. 

1.2 Types of optically controlled devices 

Optical control of microwave devices can fall into one of two categories based on the type 

of device being controlled: 

1. Control of pa.s.si ve components such a.s micros trip liues or dielectric resonators. [3] 

2. Control of active devices such as IMPATT diodes, TRAPATT diodes, MESFETs 

and HFETs among others (2]. 

The controlling optical signal may be of two types: 

' 
1. Pulsed optical signal. 

2. Continuous illumination. 

Within the last decade, the pulse induced optical control of microwaves and millimeter­

wave components has been established as a very attractive and practical technique of 
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high flexibility allowing a wide scope for more device concepts. Considerable success was 

realized in Optoelectronic Microwave Switching (OMS) using pulsed optical signals owing 

to the numerous features of the pulsed light such as broad-band capability, subnanosecond 

optical pulse duration, simplicity of operation, and near-perfect isolation between the 

controlled microwave signal and the controlling optical signal [11]. 

Further, picosecond optical pulses have the additional advantage of enabling the gen­

eration of extremely high density plasma without damaging the material. The generation 

of very short microwave or millimeter wave bursts of high energy using optical pulsed 

signals is utilized in optoelectronic sampling devices [12]. 

In general, the utilization of switched optical excitation is more advantageous than 

continuous illumination, from the point of view of devices functionality, the practicality 

of the devices, and the existence of more freedom to design new devices. This thesis is 

concerned with suggesting novel structures for optical microwave switching, with extended 

applications. The novel topology is aimed at integrating the optical control element 

and the microwave controlled element onto the same chip. A theoretical study of the 

performance characteristics and an accurate model for the proposed microwave switch is 

conducted. 

In the following section, concentration is devoted to explaining the concept of switching 

of microwave devices by picosecond photo-conductivity. 

1.3 Microwave Switching by Picosecond Photocon­

ductivity 

Microwave switching by picosecond optical pulses utilizes the bulk conductivity produced 

by these optical pulses. An optical beam is incident on a segment of a planar microstrip 

transmission line, where a series gap is located, as shown in Figure 1.1. In the absence of 

the optical energy, the gap interrupts the passage of the microwave signal, hence reflecting 
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Figure 1.1: Optically controlled microstrip switch 
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it back. The incident optical energy is generated by an external source and is aimed at 

the gap region where it penetrates through the gap into a semiconductor substrate. The 

wavelength of the incident optical energy is chosen to match the semiconductor band 

gap, and hence the optical energy is absorbed and a plasma of photo-generated electrical 

carriers is created in place. The high density of carriers located within the series gap 

region alters the transmission characteristics of the microstrip line, allowing for an un­

interrupted passage for the microstrip signal. This technique is used to gate and switch 

microwave signals propagating along the transmission line. 

Further, this technique can be used in the generation of microwave and millimeter­

wave pulses as short a.s a single cycle with an optical energy requirement of few µJoules 

[13]. 

It has been demonstrated [14] that plasma densities in excess of 1020 cm-3 can be 

readily generated by the absorption of single-picosecond optical pulses in semiconductors. 

Plasma densities as high as these convert the semiconductor region into a quasi-metallic 

area (i.e., the incident light converts the semiconductor into a degenerate semiconductor 

that acts as a conductor with quasi-metallic properties). This high conductivity makes 
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this technique an ideal one for high speed bulk switching. 

This idea has been employed to realize some functions such as the gating of microwave 

signals [15], the generation of very short microwave or millimeter wave bursts [13] - [18] 

and optoelectronic sampling [19]- [21]. 

In most cases, the series gap is illuminated by a low-duty pulsed excitation. As 

the pulse widths of the applied laser pulses are predominantly much smaller than the 

excess carrier life time of the semiconductor material used, carrier diffusion and surface 

recombination effects may be neglected and hence the DC and RF performance of the 

optoelectronic microwave switch could be analyzed using a lumped-parameter approach 

[11] [16]. 

In comparison with conventional electronic switching junction devices such as Schottky 

diodes, step-recovery diodes or high speed transistors, the use of semiconductor microstrip 

switches offer a significant improvement in both speed and power handling, especially 

when switching high-power microwave CW signals of up to few watts [13] or pulsed DC 

signals of up to 1 KV [22) with high speed precision. This comes as a consequence of the 

absence of the junction breakdown and thermal dissipation limitations, a characteristic 

inherent to all junction devices. Other advantages are the simple structure of the device, 

its extreme broad band feature~ and the inherently high isolation of the switched electrical 

signal and the switching laser pulse [23]. 

1.4 Identifying Deficiencies in The Area 

The extent of the applications of the concept of optical control of microwave devices and 

signals suggests a considerable interest in the area. Despite that considerable interest, 

most of the current work utilizes microwave devices that are not specifically designed 

or packaged for optical control. In these devices, the injection efficiency of an optical 

beam into that part of the device which is most sensitive to light and actually performs 

the control function is low and usually unspecified. Several reasons could be given for 
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the low efficiency. First, air-semiconductor interface constitutes a high refractive index 

discontinuity, which reflects a sizable portion of the incident light. Second, not all of the 

coupled energy is utilized effectively, because of metalization overshadowing and other 

reasons that will be explained later. Hence, it becomes clear that the problem of efficient 

optical energy coupling and utilization needs to be addressed with considerable attention, 

should the full potential of optical control be realized. 

Another central issue is the integration of the optical and microwave components. 

Most of the current devices operate by using bulk optics to couple light from a laser 

source that is separate from the microwave device or circuit. Thus, another area that re­

quires investigation is the possibility of realizing integrated optically controlled microwave 

circuits. As will be explained in later chapters, the issues of integration and efficiency are 

correlated. 

Another major impediment to the wider use of this technology is the cost and reliability 

of the components. The problems of cost and reliability can be addressed through the 

integration of photonic and microwave components on the same chip, hence increasing 

the fabrication yield. 

The above three deficiencies can be categorized as technological deficiencies that need 

to be addressed. Further, an accurate modeling of the optical-microwave interaction is still 

lacking. Current modeling techniques are either quasi-static approximations or empirical 

and experimental in nature. 

1.5 Current Contribution 

It has been noted that the injection efficiency of the optical energy into the microwave 

device is generally low, because the air-semiconductor interface constitutes a high refrac­

tive index discontinuity and because not all the coupled energy is utilized effectively, for 

various reasons, as will be explained. 

It has also been noted that unless an integrated version of these devices is available, 
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the commercialization of these devices is not an easy task. Hence, it becomes important 

to address these issues in any future contribution. 

This thesis envisions the future generation of optically controlled microwave structures 

to use guided optical wave excitation. The building block of these future devices is a 

microwave optically-controlled switch which is essentially a microstrip transmission line 

with a series gap. The optical signal in brought into the gap region using an optical 

waveguiding system buried in the semiconductor substrate of the microwave transmission 

line. Photo-generated carriers in the gap region produce a change in the transmission 

characteristics of the microstrip line. 

One of the contributions of this Ph.D. work is the study and development of a sys­

tematic knowledge base for the technology of guided wave optical control of microwave 

devices. The introduction of guided optical waves as a replacement of bulk optics creates 

an integrated version of these devices and enhances the fabrication yield. This also leads 

to the improvement in the overall performance of the device or system that is being opti­

cally controlled. More complex devices and systems and complicated control mechanisms 

could be implemented using guided wave optics. These issues are discussed in Chapter 3. 

The bulk of this thesis is dedicated to developing an accurate model of the microwave 

switch. The analysis utilizes spatial Green's functions formulations of continuous and 

discontinuous shielded microstrip multi-conductor transmission lines with lossy multi­

layer substrates. The formulation utilizes the concepts of the Green's function in the space 

domain and the principle of scattering superposition to obtain the propagation constant, 

the characteristic impedance and the field patterns for the continuous transmission lines. 

The analysis is kept broad enough to allow for multi-layered substrates in which one or 

more of the layers are lossy. 

The Green's function of the enclosing shielding structure along with the boundary 

condition imposed by the transmission line metalization yield a complex function repre­

senting the dispersion equation for the transmission line. This equation is solved using 

Muller Method to yield the unknown complex propagation constant. Samples of the 
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results obtained using this method are presented. 

Using the Method of Moments (MOM) coupled with the Electric Field Integral Equa­

tion (EFIE), another formulation is developed to analyze the discontinuities in the trans­

mission line. The MOM along with the EFIE, yield the current distribution on a trans­

mission line with a certain discontinuity for a given excitation of the system. Using a 

curve fitting and optimization routine, the essential parameters are extracted from the 

current distribution and are used to compute the scattering ([SJ) matrix and Impedance 

([Z]) matrix of the structure. This analysis is kept general enough to allow for studying a 

variety of discontinuities and microstrip topologies. This analysis is presented in Chapter 

4. 

The above analyses are developed into computer codes, and are used to conduct ac­

curate modeling of a series gap discontinuity in the microstrip line. This series gap is 

a model of the microwave switch. The gap transmission behavior is studied for varied 

substrate conductivity. The substrate conductivity represents the effect of photo-excited 

carriers generated by the optical control element. Effects of changing various parameters 

such as the microwave frequency, the gap length and width are studied. 

Using the developed accurate model, the current approach of modeling optically con­

trolled microwave switches using equivalent circuit models based on quasi-TEM assump­

tions is assessed and compared to the more accurate Green's function formulation. The 

domain of validity of these simplified models is identified. It is established that the quasi­

static models are only valid at low frequencies, and for very high optical injection levels. 

These two conditions ensure that an optically illuminated gap will have a resistivity which 

is much smaller than the accompanying shunt capacitances. For practical optical excita­

tion levels at higher frequencies, effects of these capacitances become significant, and the 

more accurate frequency-dependent modeling becomes necessary. Chapter 5 is dedicated 

to presenting the results of this study. 

The optical component of the proposed devices is also studied and modeled. The 

optical power distribution within the microstrip gap region is accurately modeled. Means 
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to most effectively use the available optical power are studied. The optical guiding system 

proposed is a directional coupler. An iterative exact solution for the fields and effective 

index of the propagating optical power within the structure is presented and utilized in the 

study. Simulation of the proposed optical system using the Beam Propagation Method 

(BPM) and the Finite Difference Time Domain (FDTD) are conducted. 

The thesis also presents a study and proposes a model for the guided optical energy 

conversion into electronic plasma. The plasma distribution in space and its relation 

to the optical field distribution leads to suggesting specific guiding characteristics and 

optimized optical field distribution patterns that can be more effective in achieving the 

control function and hence enhancing the device performance. Through guiding of optical 

energy, profiling of both the optical beam and the resulting plasma distribution is possible, 

which reduces optical losses, and reduces the optical energy requirement, among other 

advantages. 

The thesis explores novel device concepts enabled by the integration of photonic and 

microwave systems. The availability of the optical energy in a guided format enables the 

design of complex optically controlled devices and systems. 

A comparison and an assessment of the proposed guided-control technique versus 

existing bulk-optics devices from point of view of integrability, efficiency, capability of 

more complex integration and more complex structure is presented. 

1.6 Organization of the Thesis 

The rest of this document is organized as follows: Chapter 2 discusses the physics 

behind light generated plasmas, and its application in creating picosecond conductivity 

for utilization in microwave switching. An overview of the various applications of optical 

control of microwaves, and an analytical description of optoelectronic microwave switching 

a.re also presented in this chapter. 
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Chapter 3 is intended to demonstrate the proposed approach of using optical guided 

wave control in an integrated environment with the microstrip device. Basic configura­

tions of devices and their operation principles are discussed. The use of optical guided 

waves provides opportunities for the design of microwave devices with complex optical 

control functionality such as optoelectronic logic elements. These devices are described 

in Chapter 3. A comparison and an assessment of the proposed guided-control technique 

versus existing bulk-optics devices from point of view of integrability, efficiency, capability 

of more complex integration and more complex structure is also presented in this chapter. 

Further, an algorithm for modeling highly lossy optical guiding structures is also pre­

sented. This analysis is an iterative exact solution for the fields and effective index of the 

propagating optical power within the structure. This algorithm is utilized in computing 

accurate input excitation fields for the numerical simulators utilized in the study. 

In Chapter 4, a detailed analysis of the microwave component of the proposed device 

is conducted. A theoretical analysis of a shielded lossy multi-layered-substrate microstrip 

transmission line is detailed for both a uniform line and for discontinuities within that 

line. 

Overall device performance characteristics are studied in Chapter 5. To achieve this 

end, the tools developed in chapters 3 and 4 are utilized. Conclusions and suggestions for 

future work are presented in Chapter 6. 



Chapter 2 

Picosecond Photoconductivity and 

Optical Control of Mierow-aves 

2.1 Introduction 

In this chapter, the physics behind light generated carriers in semiconductors, and its 

dependence on various parameters is outlined. Different microwave switching circuits 

utilizing photogenerated plasmas are explained in detail. Detailed treatment of photo­

conductivity could be found in texts such as [24] [25] [26) [2i] [28). 

2.2 Photoconductivity 

Optical energy can be absorbed in a semiconductor if the photon energy is greater than the 

band-gap energy, £9 • The absorbed energy generates electron-hole pairs, which produce a 

current referred to as the photocurrent. If the photosensitive material is a p - n junction, 

a potential difference is established across the space charge layer ( depletion layer) and the 

incident optical energy is stored in the form of an electric potential energy. This is called 

the photauoltaic effect, which is the basic concept behind photocells and photodetectors. 

13 



PICOSECOND PHOTOCONDUCTIVITY AND OPTICAL CONTROL OF MICROWAVES 14 

When a semiconductor is illuminated, only photons with energy greater than Cg are 

absorbed. Photons with energy smaller than £g are not absorbed because there is no 

energy states in the forbidden energy gap to accommodate an electron. For these photons, 

the material is transparent in the optical sense. For photons with energy greater than 

£g, an amount of energy equal to £9 is consumed to generate an electron-hole pair and 

the rest is delivered as kinetic energy for the carriers and is subsequently dissipated as 

heat. The wavelength of the incident light, -X, is related to the photon energy, £ph, and 

the optical frequency, v, by 

(2.1) 

where his Planck's constant. Using electron volts (eV) as units of energy and µmas 

units of length, the relationship between the photon energy and the optical wavelength is 

given by the following familiar formula: 

(2.2) 

2.2.1 Absorption coefficient 

Consider a monochromatic light with hv > £9 is incident along a certain direction, say 

the x-axis, of a semiconductor. The number of absorbed photons, N, will be proportional 

to the number of incident photons, Fph, and the thickness ~z of the semiconductor. 

Mathematically, this is expressed as, 

N = aF(z)~z, (2.3) 

where a is a proportionality constant known as the absorption coefficient. Hence, from 

the concept of continuity of light, 
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dF(x) 
F(x + Ax) - F(x) = dx Ax= -o:F(x)Ax, (2.4) 

and by solving for F( x ); 

(2.5) 

where the absorption coefficient, a:, is a function of the photon energy, hv, and varies 

from one material to the other. Figure 2.1 shows the dependence of the absorption coeffi­

cient on the wavelength of the incident light, for some selected semiconductor materials. 

In this figure, abrupt changes in the value of o: correspond to values of photon energies 

matching the band-gap energy of the material. 
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Figure 2.1: Absorption coefficients of some important optoeler.tronic semiconductors as a 

function of wavelength [28). 
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2.2.2 Surface Reflection 

Consider the surface of the semiconductor exposed to illumination. The number of pho­

tons penetrating the surface of the semiconductor is less than that of the incident photons 

because of reflection at the surface. The percentage of light reflected is determined by the 

angle of incidence and the dielectric constant of the material. For normal incidence, the 

reflectance is given by 

R = (nr-1) 2 +ni2 = (n,.-1)2 +(¾;) 2 

( nr + 1 ) 2 + ni 2 
( nr + 1 ) 2 + ( ;; )2 

(2.6) 

where ni is the imaginary part of the semiconductor refractive index, also known as 

the extinction coefficient, n,. = !!2.. where n 1 and n2 are the real parts of the refractive 
n1 

indices of air and the semiconductor, respectively. It could be shown, using simple optical 

power propagation consideration, that ni is given by ( ~; )2
• For Silicon, the term :; is 

negligible compared to nr ( for Si, n,. :::::: 3.5 ). Therefore the reflected light in the case of 

Si is :::::::30%. Methods to reduce reflectance include coating the absorbing surface with a 

matching index material whose refractive index lie between n1 and n2 • This antireflective 

coating would idealy have a refractive index of ( n 1 n 2 )
112

. Also using "texturized" surfaces 

(i.e. increasing the surface roughness) reduces the reflection from the surface. 

2.3 Photoconducting Materials for Ultrafast Opto­

electronics 

A wide variety semiconductor materials have been deployed for the fabrication of picosec­

ond photoconductors. Table 2.1 [29] shows a summary of the key properties of some of 

the most important semiconductor materials used. They are either intrinsic, impurity 

doped, radiation damaged, polycrystalline or amorphous semiconductors. For this table, 

p: denotes polycrystalline, a: denotes amorphous, and d: denotes radiation damaged. 
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Material Band Gap Resistivity Mobility Decay Time 

£g [eV] p (0cm] µ [cm2/Vs] Tc [ps] 

Si 1.12 4x104 1950 107 - 103 

GaAs:Cr 1.43 106 - 107 2000 300 

InP:Fe 1.29 2:i:108 2200 150 - 1000 
-

CdSo.5Seo.5 2.0 101 400 2:.r:104 

GaP 2.24 10s 240 60 - 500 

Diamond 5.5 1013 - 1015 1800 50-300 

d-SOS 1.12 106 10 - 100 1 - 300 

d-Ga.As 1.43 101 100 5 

d-InP 1.29 106 100 - 1000 1 - 100 

d-InGaAs 0.75 1 800 - 4000 40 - 800 

p-Si 1.1 105 2 - 5 

p-Ge 0.85 3 50 

p-CdTe 1.5 3x107 60 4 

a-Si 1.4 105 - 107 10 330 

Table 2.1: Materials for picosecond photoconductors 

Detailed properties of photoconductive materials could be found in references such as 

[27]. 

2.3.1 Intrinsic speed of response of Semiconductors 

The absorption of a photon by a semiconductor and the subsequent genera.tion of an 

electron-hole pair is intrinsically a. fa.st process, being limited by the uncertainty principle 

and the requirement that the frequency spectrum of the optical pulse falls within the 

absorption bands corresponding to electronic transition from bound to free states. Since 
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the width of these bands for semiconductors is about 1 eV (see table 2.1 ], this time can 

be as short as a femto-second, in principle. Hence, it is less than the duration of one 

optical cycle in the infrared range and consequently does not limit the rise time of the 

photocurrent. 

The quantum efficiency of the light generated current is determined by the proba­

bility that an electron-hole pair will escape its mutual coulomb field. In high mobility 

semiconductors, this probability is essentially 100%. In low mobility materials, such as 

amorphous silicon, the quantum efficiency is significantly lower. 

Photocurrent, log I 

~ 
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tr (recombination) 
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0 time, log t 

Figure 2.2: Schematic Illustration of the temporal response of a semiconductor due to an 

incident optical impulse. The initial rise time is limited by the elastic scattering of the free 

carriers. Energy relaxation then occurs and enhances or slows down the response depending 

on the electric field and photon energy. The decay of the photocurrent is dominated by 

recombination, but may be accelerated by the introduction of defects to produce rapid trapping 

(capture) of free carriers. 

Although the onset of the current is very rapid, a number of effects can influence the 

subsequent evolution of the current following excitation by a very short optical pulse. 

Figure 2.2 shows the temporal behavior of a. photocurrent generated by an optical im­

pulse. The time scale is a logarithmic scale. The initial rise-time is limited by the elastic 
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scattering rate of the photogenerated free electrons and holes, also known as momentum 

relaxation time or material relaxation time. This is denoted on the figure by the momen­

tum relaxation rise time, Tm. If the incident photon energy is greater than the energy 

gap, which is the threshold for photoconduction, by an amount greater than the thermal 

energy KT, the photon-generated electron-hole pair will impart the excess energy in the 

form of kinetic energy. Since most scattering mechanisms are stronger at higher energies, 

the initial mobility of carriers will be less than the equilibrium ( steady state) mobility. 

The transfer of this excess energy to the lattice by phonon emission produces an addi­

tional mobility transient with a rise time in the range of a picosecond to a nano second 

depending on several factors such as the material, the excitation density, the amount of 

excess energy, and the lattice temperature. This is denoted in Figure 2.2 by the energy 

relaxation rise time, Te• Further, if the bias voltage applied to the photoconductor is 

very large, the photo-generated carriers will be accelerated by the electric field and their 

transient behavior will be modified due to velocity overshoot as shown in Figure 2.2. 

On longer time scales, once an equilibrium carrier distribution has been established, 

higher electric fields can produce a substantially lower mobility due to the saturation of 

the drift velocity. In Silicon, for example, the electrons and hole drift velocities saturate 

at approximately 105 m/sec for electric fields higher than 106 V /sec. In GaAs and other 

materials with satell-ite valleys in the conduction band, the steady state drift velocity 

reaches a maximum at fields of 3xl05 and decreases for higher fields, in what is known as 

the negative resistance property. It can lead to electric field instabilities due to the Gunn 

effect, and can limit the maximum DC bias that can be placed across a photoconductor. 

These events that contribute to the overall rise time of the photo-generated current 

are relatively short in time, and are in the picosecond range. Hence, they do not pose a 

speed limitation on the envisioned optically controlled microwave devices. It is the decay 

time that pose the limitation on the switching speed of these devices. The decay of the 

photocurrent is dominated by recombination, which is inherently a slow phenomena, as 

explained in the next section. The decay time can be accelerated by the introduction of 
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material defects to produce rapid trapping and capture of the free carriers. 

2.3.2 Recombination and Trapping 

In an intrinsic semiconductor, recombination is determined by the radiative transitions. 

These are relatively slow, which leads to a sustained photocurrent. This is a major prob­

lem for the applications of picosecond photoconductors. Direct gap semiconductors have 

radiative life times that are few nanoseconds. Indirect gap materials, such as silicon, 

can have life times that are a few milliseconds. Clearly, alternative materials and tech­

niques must be used to produce the fast current decays that are necessary for picosecond 

applications. 

Carrier removal may be assisted by the presence of a large electric fields that sweep 

the carriers to the contact, where they recombine quickly. For a substrate like Silicon, 

where the saturated drift velocity is only 1.6xl05 m/sec at 300K, so the gap dimensions 

would play a role. For a 10 µ gap in silicon, it is possible to realize switching speeds in 

the vicinity of 100 GHz. This situation could be enhanced be considering alloys such as 

Si - Ge and other materials like GaA3 where the saturation drift velocity is higher. It is 

important to note, however, that it will become increasingly difficult for free-space optics 

to illuminate an aperture of 10 /L with light of wavelengths about 1 µ. The guided wave 

optics control approach proposed in this thesis can be advantageous in this respect as will 

be explained later. 

For example, in p-n junction diodes, carrier sweep out determines the speed of re­

sponse, which is substantially faster that the intrinsic recombination time. On the other 

hand, maximum sweep-out rates are limited by the drift velocity saturation. For a path 

length of 1 µm and a saturation velocity of 105 m/sec, as that of Silicon, the sweep-out 

time is 10 psec. As a result, sweep-out is primarily used in semiconductor devices where 

extremely high speeds is not required. Also the photovoltaic behavior of p-n junctions 

and the need for large reverse bias make them unsuitable for some picosecond devices 

such as sampling gates. 
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An effective method of reducing the free carrier life time is to introduce a moderate 

density of defects into the semiconductor which act as traps and recombination centers. 

This can be achieved by radiation damage, impurities, or the use of materials with large 

densities of naturally occurring defects such as polycrystalline and amorphous semicon­

ductors. Table 2.1 shows some examples of materials in these classes which indicates a 

much faster times compared to intrinsic materials. 

The capture time, Tc, can be estimated from the expression: 

1 
(2.7) 

where Nt is the trap density, qc is the capture cross-section, and < Vth > is the mean 

thermal carrier velocity. According to the above equation, trap densities of 1018 to 1020 

cm - 3 are sufficient to produce free carrier life times of approximately one picosecond. 

This estimate is obtained assuming the typical capture cross-sections of 10-13 for GaAs 

and 10-15 cm2 for Silicon. 

2.3.3 Radiation Damage 

The specific nature of the defects produced by radiation damage has been extensively 

studied. The type, density, and stability of the defects depend on the material, type of 

radiation, background impurities, and temperature. 

Experiments with picosecond photoconductors have shown that extremely fast pho­

tocurrent decay times can be produced with moderate levels of radiation damage, as 

shown in table 2.1 [29}. 

Figure 2.3 shows the carrier life time of a radiation damaged silicon-on-Saphire film is 

plotted as a function of radiation dose [30]. This measurement used femto-second optical 

pulses to probe the free carrier absorption following excitation. The minimum decay rate 

of 0. 7 ps was produced with damage levels that are close to the point of rendering the 

material completely amorphous. 
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Figure 2.3: The relaxation time of optically injected carriers in radiation damaged silicon­

on-Saphire, as measured by time-resolved optical reflectivity with femto-second optical pulses 

[28]. 
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The introduction of moderately large densities of defects into crystalline semiconduc­

tors has a number of additional effects, some of which are advantageous and the others 

are not. If the defect traps lie deep within the band gap, free carriers due to dopants 

are removed from the transport bands moving the Fermi level close to the mid-gap and 

greatly increasing the resistivity. For most applications of photoconductors this is a de­

sirable property since it reduces the dark current. Further, high defect densities enhance 

optical absorption in the spectral region below the edge for direct transitions due to the 

introduction of new states. This effect is more pronounced in indirect-gap materials such 

as Silicon. 

Another advantage for the use of high defect density materials is the ease of fabrica­

tion of ohmic contacts. Semi-insulating materials are generally very difficult to contact 

with low-resistance non-rectifying contacts. A Shottky barrier usually forms at the metal 

semiconductor interface which produces a non-ohmic (rectifying) behavior along with an 

internal electrostatic field which produces a photovoltaic response in addition to the pho­

toconductive signal. This problem of contacts become even more difficult if the injected 

carrier densities are higher than the background carrier density, as usually occurs in pi­

cosecond photoconductivity applications. It is important in these situations to have ohmic 

contacts for both types of carriers, a condition that is very hard to achieve. 

2.3.4 Carrier Mobilities 

The major disadvantage of the use of high defect densities is the reduction in the carrier 

mobilities due to increased elastic scattering from the defects. The lack of a strong 

temperature dependence of the mobilities suggests also that most of the defects are neutral 

rather than charged if relatively high doses of radiation damage are used. Estimates of 

the influence of elastic scattering from neutral defects have been made by Erginsoy [31]. 

To produce capture times of lps in Silicon, and using Uc= 10-15 cm2, the mobility,µ is 

about 5 cm.2 /V.sec. For GaAs, with Uc= 10-13
, µ is 350 cm2 /V.3ec. The clear advantage 
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of GaAs over Si arises primarily from the larger capture cross section. This conclusion is 

borne out by experiments. 

Although the introduction of relatively high densities of defects has a dramatic effect 

on the free carrier life time, it is also important that recombination paths be provided to 

prevent thermal emission of trapped carriers which can produce sustained photocurrent 

in the form of long tails for the generated pulses. If the defect density is sufficiently high, 

trapped carriers can tunnel between defects sites, and recombination will occur without 

reemission. For this reason, it is usually better to use a defect density that is higher than 

necessary to achieve short capture times. 

In general, a particular method of introducing defects results in a variety of traps, 

each having different energies and capture cross sections. Some of these will be deep 

levels with fast capture times and slow emission rates, but others may be too slow to 

use for picosecond applications. It is important that different combinations of materials 

and methods of introducing defects be explored to optimize this approach. The use of 

annealing to remove shallow defects and retain deep traps is a potentially useful technique 

for improving the mobility without loss of speed. 

Other methods of achieving fast photocurrent decay times are the use of compensating 

impurities such as Fe in InP, the use of polycrystalline materials such as p-Ge and amor­

phous semiconductors. In the later case, the mobilities are very small (1-10 cm2 /V.sec) 

and although the response time can be very fast, radiation damage appears to provide a 

better compromise between speed and sensitivity than the use of completely disordered 

(i.e. amorphous ) materials. 

2.4 Applications of Optical Control of Microwaves 

The interest in the area of optical control of microwaves is getting more attractive because 

of several factors. Some of these factors are the distinct advantages of these systems in 

terms of. performance, design and manufacturing [2], the increasing use of microwave £re-
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quencies within the general communication system, and the ability to integrate microwave 

and optical components onto a single chip. These have stimulated considerable interest 

in the development of microwave-optoelectronic systems in general [3], and microwave 

devices controlled via photoconductivity in particular. The extent of the areas in which 

optical control of microwave have found potential application is a testimony of its vitality. 

A sample of the typical applications of the area are [21: 

1. Beam steering in Phased Arrays [7} [8] 

2. Reference frequency distribution in phased arrays 

3. Remoting of antennas [9] 

4. Signal processing and electronic warfare 

.5. Missile guidance 

6. Cable television 

7. High definition TV (HDTV) and Interactive TV [6] 

8. Cellular telephony [4] [5] [32] 

9. Instrumentation [12] 

10. Generation, control, and characterization of pulsed and CW high frequency waves 

[33] [3) [10] [13]. 

Some of these applications are outlined below. 

2.4.1 Optically Controlled Antenna Systems 

Future phased array radar systems and satellite-home communication systems might need 

several thousand radiating elements to form a pencil beam for tracking and communica­

tions [2]. In addition, advanced phased array radars for aircrafts will require distributed 
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transmitter-receiver modules constructed from GaAs MMICs and arranged in an antenna 

architecture that conforms to the skin of the fuselage[2J. The beam steering in these ar­

rays is done electronically. This can be done optically by using a fiber optic link to carry 

control signal to MMIC phase shifters [34J or by using optical fibers for RF distribution 

and phase shifting. 

Both coherent techniques, such as heterodyne methods, and non-coherent techniques, 

such as true time delay (TTD ), are in progress to realize optically controlled phased array 

antennas [7] [8]. A collection of papers on this topic can be found in [35j and [36]. 

Since the low loss and low dispersion characteristics of optical fiber makes the system 

much easier to implement in the optical domain, the TTD method usually uses an optical 

fiber distribution network. For example, Esman [9] reports experimental results of an 

optical control technique for implementing a true time delay function for array antennas. 

A microwave signal is transmitted on a wavelength-tunable optical carrier through a fiber­

optic prism to photodetectors that feed each antenna element. The fiber-optic prism is 

a set of nominally equal-delay fibers with different net dispersion. The relative inter­

element time-delay adjustment between array elements, which in turn control the beam 

angle, is accomplished by tuning the optical carrier wavelength. Antenna patterns for a 

two element array measurements clearly demonstrated beam steering and true time delay 

(TTD) over a two-octave bandwidth of 2-8 GHz. 

Other proposals combine planar optical switching networks and different-length opti­

cal fibers. Many of these proposals rely on using polarization-dependent devices built of 

materials like Lithium Niobate (LiNbO3 ) and Gallium Arsenide (GaAs) and polarization­

maintaining fibers. To address cost and technological issues, Silicon based systems have 

also been proposed [8]. Fujiang reports a novel optically controlled phased array an­

tenna system architecture in [37] where a new beam forming network (BFN) and steering 

technique is given. Reference [38] also reports on an optical control system for millime­

ter wave phased-array antennas. A high-precision detector switched monolithic GaAs 

time-delay network for the control of phased arrays was proposed in [39]. An optically 
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controlled push-pull self-oscillating mixer for phased array antennas was reported in [ 40]. 

This mixer can perform functions such as oscillation, frequency and phase locking to a 

reference signal, and mixing with data signal. 

In radioastronomy, an optical control structure was reported in [41] that can control 

long baseline space interferometers. An overview of the evolution of optics in radars is 

presented [7]. 

2.4.2 Optically controlled Wireless Systems 

Microwave optical systems were also extended to cellular and mobile systems, where ana­

log optical fiber transmitters were deployed in fiber-fed wireless microcells used for antenna 

remoting [4]. An optical link that operates in the 2 GHz band for cellular telephone micro­

cell was reported in [32]. The wide-band low-loss transmission capability of optical fiber 

systems has led to considerable interest in their use for distributing microwave signals for 

Wireless Communication Systems. This technology also promises a much wider dynamic 

range than conventional ones [42]. 

A recent application of optics in Wireless systems is using fiber optics to extend cellular 

telephone coverage to shadow zones that are obscured from the main antenna of the local 

cell such as bridges, tunnels and underground parking areas. Fiber optic lines connect a 

transmission node to an antenna covering the shadow area [43]. 

2.4.3 Optically controlled Microwave and Millimeter Wave Pas­

sive and Active Components 

Several excellent articles that provide an overview on many of these devices are [29] [44] 

[45] [50] [27]. The following is a brief description of some of the main device concepts 

presented in the literature. 
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Figure 2.4: Schematic illustration of basic optoelectronic device concepts: (a) photocon­

ducting electrical pulse generator (b) photoconducting electrical sampling gate, and ( c) pho­

toconducting frozen wave generator. In each case, an ultrashort optical pulse illuminates a 

photoconductor to produce a fast conducting transient in a transmission line. 
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Optoelectronic Pulse Generator 

Consider a microstrip transmission line with a semiconductor substrate and a series gap 

in the top metalization [ 13]. With moderate optical pulse energies, it is possible to pro­

duce a photoresistance within the gap that is relatively low compared to the characteristic 

impedance of the transmission line. This results in a switching action which permits a 

fast optical pulse to initiate a high speed electrical signal at one end of the transmission 

line in response to a DC excitation at the other end of the line [16], [17], [18]. Figure 2.4.a 

shows a schematic illustration of a basic photoconducting electronic pulse generator. The 

amplitude and shape of the electrical pulse depends on the details of the device geometry 

and the materials as well as on the optical pulse [51]. With proper choice of these param­

eters, extremely fast electrical pulses having relatively large amplitudes can be generated. 

Similar other proposals can be found in [52] and (53] 

Optoelectronic Sampling Gate 

Figure 2.4.b illustrates a sampling gate, which is a variation of the pulse generator. In 

this case, the input electrical signal is a time varying waveform which is sampled by the 

optical signal incident on the photoconductor, by diverting a small portion of the signal 

to a sampling electrode. By varying the relative timing between the incoming electrical 

waveform and the optical pulse, the amplitude of the sampled pulse gives a replica of the 

desired waveform [54], [15], [19], [20], [21]. 

Optoelectronic Frozen-wave Generator 

Another variation of the pulse generator is the use of multiple switches to form a frozen 

wave generator as shown in Figure 2.4.c. Simultaneous illumination of the photoconduc­

tors releases the "frozen" waveform which can have an arbitrary shape determined by 

the number of photoconductors and the DC bias applied to them. In this case, a long 

photoconductivity recombination time is required to enable each section to discharge in 
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tandem. A relatively high optical pulse energy is required to ensure a low resistance 

for each photoconductor. The amplitude and duration of each segment of the waveform 

can in principle be adjusted arbitrarily by changing the bias voltages and lengths of the 

transmission line separating each photocond uctor. 

Optoelectronic RF mixer 

Figure 2.5.a shows an RF mixer in which the input microwave signal is a high frequency 

sinusoidal signal whose amplitude can be modulated by the light pulse. The optical signal 

has an envelope modulation at a frequency equal to the local so that the output signal 

at the intermediate frequency is proportional to the product of the electrical input signal 

and optical envelope signals. 

Optoelectronic RF burst generator 

Figure 2.5.b shows an RF burst generator. In this case, a resonant circuit controls the fre­

quency of the generated waveform. The coupling of the circuit to an external transmission 

system causes the signal to decay rapidly resulting in short bursts of RF energy. With 

the use of high bias voltages and large optical pulse energies, this method can produce 

relatively high power RF signals. 

Optoelectronic measurement antennas 

When the rise time of the photocurrent is extremely short, the photoconductor can directly 

radiate an electromagnetic signal into free space as illustrated in Figure 2.5.c. As such, 

photoconductors can also be used as receiving antennas by sampling an RF pulse when 

illuminated by an optical pulse. The combination of optically triggered transmitting a.nd 

receiving antennas antennas forms a measurement system which is phase coherent a.nd 

has extremely good time resolution. 
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Figure 2.5: Schematic illustration of basic optoelectronic device concepts: (a) photocon­

ducting RF frequency mixer, where a local oscillator signal is encoded in the envelope of the 

optical signal. Mixing with the input signal, V., produces an IF output. (b) photoconducting 

RF burst generator, which produces a damped oscillation at the frequency of the tank circuit in 

which the photoconductor is mounted. ( c) photoconductors in which a rapid current transient 

radiates into free space, and is detected by the second receiving photoconducting antenna. 
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Optical control of other passive components 

Further, in planar microwave circuits, optical illumination was used to control a short­

terminated microstrip filter utilizing current distribution of the standing wave on the 

terminated microstrip line (55]. In a similar approach, the same author demonstrated 

in [56] the optical control of microstrip band elimination filter utilizing semiconductor 

plasma. The device utilizes an optically controlled small gap on a resonant section for 

the shift of the eliminated frequency range using semiconductor plasmas. An optically 

controlled planar attenuator was demonstrated [57]. 

A high-quality microwave signal is generated by heterodyning two diode-laser-pumped 

Nd:YAG lasers [58J. A III-V semiconductor optical waveguide containing a doping super­

lattice is used to manipulate the phase and amplitude of one of the laser outputs before 

mixing. This leads to a corresponding change in the phase and amplitude of the resultant 

microwave signal. This approach was used to generate microwave signals up to 52 GHz 

with 42 dB amplitude change and 8 1r phase change using a 1.2 mm-long optical waveguide 

and less than 3 V of voltage control [58]. 

Full-wave analysis of optically controlled semiconductor coplanar waveguides was re­

ported in [59]. The incident optical illumination results in a change in the propagation 

characteristics of the microwave signal such as its phase or propagation loss [60]. 

Optical control of active components 

Direct optical control of microwave semiconductor devices has been an area of growing in­

terest. Various RF control functions including gain control of amplifiers, oscillator tuning, 

locking and frequency modulation, switching, mixing, limiting and phase shifting have al­

ready been demonstrated optically [12], (61], [62] (65]. Optica.lly controlled modulators 

and demodulators have also been reported [66] [67] as well as optical/RF transducers (68]. 

Integrated optically driven millimeter wave sources and receivers were demonstrated in 

various configurations such as [69] [70] [71]. Another application reported in [72] is the 
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optical control of polarity of short electrical pulses generated from coplanar waveguide 

metal-semiconductor• met al photodetector. 

Optical control of solid•state semiconductor microwave devices include optical control 

of High Electron Mobility Transistors (HEMT) (73] [74], MESFETs, MODFETs [75] 

and HFETs [76]. MODFETs are an advance design of MESFETs known as the two 

dimensional electron gas FETs. 

The idea of using photo-conductivity for the control of microwave solid-state devices 

was also extented to controlling other devices such as TRAPATT [77] and transferred­

electron devices (TEDs) such as Gunn diodes [78]. 

Optical control of microwave signals using GaAs FETs was reported in many appli­

cations [79] [37]. It is reported in (37] that using optical phase locking, the phase and 

frequency of the FET oscillation can be independently controlled. The principle of an op­

tically controlled phase shifter is described in (37]. Other Optically controlled MESFETs 

were reported in (80] [81] 

Other references such as (82] show the possibility of direct optical control and tun­

ing of IMPATT n+ip+ avalanche diode oscillators. Other optically controlled IMPATT 

oscillators were reported in (83] - [85]. 

In [86] it is suggested to control the microwave transmission of n - i - p-i structure by 

illuminating it with a CW Argon ion laser. Tests in a broad-band microwave modulator 

wave spectrometer show that an optical intensity of 900 mW/cm2 produced a 50% change 

in the transmission for microwave signals between 10 GHz and 50 GHz. 

Broad-band low-loss optical fiber links for concurrent detection and down-conversion 

of phase-sensitive analog microwave signals at 16 GHz were reported in [87]. Another 

system is described in [88] 

As stated earlier, picosecond photo-conductivity is becoming more and more the dom­

inant means of optical control of microwave signals. In the following section, concentra­

tion is devoted to explaining the concept of switching of microwave devices by picosecond 



PICOSECOND PHOTOCONDUCTIVITY AND OPTICAL CONTROL OF MICROWAVES 34 

photo-conductivity. It will attempt to explain how an Optoelectronic microwave switch 

functions, and will cite the various structures reported in the literature. 

2.5 Optoelectronic Microwave Switching 

Picosecond Photoconductors were first demonstrated by A-uston [89] and by Lawton and 

Scavannec [90] along with later contributions by many others (91] [15]. Various materials 

and geometric configurations have been proposed for picosecond photoconductors. Most, 

however, have in common a design which optimizes the speed of response by directly 

coupling the photocurrent to a high speed transmission line structure. This is usually 

accomplished by making the electrodes of the photoconductor an integral part of the 

transmission line. A typical example is illustrated in Figure 2.6. It consists of an insulating 

substrate on which metallic electrodes have been deposited in the configuration of a 

microstrip transmission line. A picosecond light pulse is focused on the active region 

of the photoconductor which consists of a small gap in the top microstrip metalization. 

Other transmission line configurations such as coaxial and coplanar waveguides (59] have 

also been proposed. The photoconductor may be used as a substrate material if it is a 

semi-insulating material. 

The detailed analytical description of the device performance was discussed sparingly 

in the literature. By conducting a thorough literature survey, the following comprehensive 

analytical description is provided. 

An expression for the output voltage waveform could be obtained by solving the time­

varying electromagnetic equations for the electric :fields produced by the radiating currents 

and charges in the gap, which is a fairly complex approach. A simpler approach is to 

represent the photoconductor by a time-varying circuit element and proceed to analyze 

the device using a lumped parameter circuit representation. This simplification is valid 

for the case where the gap dimensions and the transmission line cross-section are much 

smaller than the microwave wavelength. For gap dimensions and transmission line widths 
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Figure 2.6: A Schematic diagram of a thin film photoconductor as an integral part of a 

high-speed microstrip microwave transmission line. The active region is the gap in the upper 

conductor, at which light is focussed. 
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less than 1 mm, this approach is accurate for signals up to 30 GHz. 

Considering the later approach, the photoconductor is modeled as a time-dependent 

conductance, Gb( t ), in parallel with a capacitance, Cb, connecting the two ends of the 

transmission line. The capacitance Cb is the static capacitance of the gap, and is in the 

range of 10-100 fF for the geometries and dimensions of interest. This capacitance is a 

speed limiting factor for the device. It can be shown that the capacitance increases only 

logarithmically as we decrease the gap length, l [ see Figure 2.6]. On the other hand, 

the sensitivity of the device increases with ~. Hence, it is possible to minimize the gap 

length and increase the sensitivity of the device, without much sacrifice of the speed [15]. 

Using bulk optics excitation techniques, however, poses limitation on the miniaturization 

of the gap size. The proposed integrated approach of this thesis can address this issue, as 

explained later. The lumped-parameter circuit model becomes more accurate for smaller 

gap sizes. 

There is also a very small shunt capacitance, Ca., that connects the upper and lower 

metalizations of the microstrip transmission line. Further, the leakage current through the 

substrate between the upper and lower metalizations can be modeled as a conductance 

Ga, which again could be neglected given its small magnitude. A higher value of Ga., 

due to a low dark resistivity or due to light leakage through the substrate, reduces the 

switching effectiveness of the the incident light. The circuit model of the device is depicted 

in Figure 2. 7. Several accounts in the literature [13] [51] (92] (91] [93] [94] ignore the effect 

of these capacitances alltogether. It is shown in this thesis that for higher frequency 

ranges, and for moderate optical energy levels, the effect of these capacitances becomes 

more prominent. 

A general expression for the time varying conductance Gilt) can be derived from the 

rate of dissipation of electrical energy: 

(2.8) 

where Vg is the voltage across the gap, E is the electric field of the microwave signal, 
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Figure 2. 7: The 1r equivalent circuit of the configuration shown in the previous figure 

and J is the current density. The integration extends over the entire active volume of the 

photoconductor. For linear dependence between the current density and the electric field, 

i.e. Ohm's law applies, 

Go(t) = : 2 /. o-lEl 2dv = G. + g(t) = G. + : 2 /. 5tr IEl2 dv . (2.9) 
g g 

As shown, Gb( t) can be expressed as the summation of two components. The first 

is the dark conductivity, G0 , which is a constant depending on the material, size and 

shape of the gap, and represents the conducth,;ty of the gap in absence of light. The 

Second is the time varying term, g( t ), which is due to photoconductance. In absence 

of optical excitation, Gb = G0 which is designed to be a very small value leading to an 

open circuit condition (if the shunt capacitive susceptance, wCb, is also negligible). In 

the case of optical illumination, Gb ;=::: g( t) which is designed to be a very large quantity. 

If GbZo < < 1, where Z0 is the transmission line characteristic impedance, the gap is 

considered to be a short circuit (provided that the shunt capacitive susceptance is again 

very small compared to Gb and Z0 ). In the above expression, er is the overall conductivity, 

and 8u is the change in conductivity due to illumination. 

An incident optical pulsed excitation will generate a distribution of electrons and holes 

at the onset of the pulse given by 
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Figure 2.8: A cross sectional view of the gap configuration of an optically controlled microstrip 

switch 

(2.10) 

where n and p are the electron and hole densities respectively, R is the reflectivity 

of the surface given by 2.6, a is the absorption coefficient, described in section [2.2.1], 

T/ is the quantum efficiency, £( x, y )ea% is the energy distribution of the optical pulse in 

the gap region, and 2:,w is the energy of one photon. The axes (;z;,y and z) are noted in 

Figure 2.6. The photon flux distribution for an externally illuminated microstrip circuit 

is an exponential decay function within the microstrip substrate, as shown in Figure 2.8. 

If pulsed optical radiation is considered, the diffusion effects can be neglected. Under this 

condition, the photo-excited carriers distribution assumes the same spatial distribution 

of the photon flux, as depicted in the above expression. Although the electron and hole 

densities are generated in equal numbers at the onset of the optical pulse, their time 

evolution may differ due to the different capture rates by different recombination sites, as 

well as their different drift behavior. For optical pulses with short durations, the initial 

carrier distribution described in the above expression is maintained for the duration of 

the switching action. 
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Based on the above assumptions, the change in conductivity due to illumination, 8u, 

is given by 

(2.11) 

Hence, 

(2.12) 

where µn and µpare the electron and hole mobilities, respectively, and q is the electron 

charge. The carriers distribution is an exponential decay function. If diffusion effects are 

neglected as stated earlier, the photo-excited region is modeled as an equivalent semicon­

ductor film of thickness t = ~ with a uniform photoconductivity a<7 proportional to the 

photon density at the surface. 

The electric field distribution in the gap, E( x) depends on the geometrical configura­

tion of the photoconductor and the distribution of the photoexcited carriers. The later 

effect is particularly important in the high injection regime which is the typical operation 

regime for picosecond photoconductors. If the electric contacts are not ohmic contacts, 

they can influence the electric field distribution. However, as explained earlier, it is possi­

ble to obtain good ohmic contacts with relatively simple methods for radiation-damaged 

and amorphous semiconductors. 

The photoexcited region of the series gap in a microstrip line can be modeled by 

equivalent lumped circuit elements provided that these conditions are met: 

1. The operating microwave frequency is such that the microwave skin depth in the 

semiconductor 5 = vk is much bigger than ~ where a is the radiation absorption 

coefficient of the semiconductor. The quantity ¼ represents the depth of the active 

photoexcited region. 
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2. The opera.ting microwave frequency is such that the microwave signal's wavelength, 

.,\m, when propagating along the microstrip line is much bigger than the length and 

width of the light spot size. 

3. The depth of the photoexcited region ; is much smaller than the substrate width. 

If the above conditions are met, the increase in the conductivity of the photoexcited 

region due to the incident light can be calculated from bulk lumped element approxi­

mations and the photo-excited region is modeled as an equivalent semiconductor film of 

thickness t = l with a uniform photoconductivity 6.u proportional to the photon density 
a 

at the surface. The conductance of this semiconductor film is given by 

(2.13) 

where l and w are the length and width of the optical spot size respectively as noted 

in Figure 2.6, and; is a reduction factor due shaded highly resistive semiconductor zones 

between the excited region and the conductor metalization [95J. These are otherwise 

assumed to be good ohmic contacts (92] (15]. The physical origin of this I factor can 

be explained as follows. The conductivity cr(x,y,z) is assumed constant along the gap 

length, b, i.e. along the x axis, i.e u(x,y, z) = u(z). In reality, the finite aperture of 

the gap will impose a.n intensity profile on the optical beam penetrating through the gap. 

This profile is such that more light is concentrated in the middle of the gap, leaving the 

edges of the gap with very low light intensity. With such an intensity profile, there will 

be highly resistive areas around the metallic contacts on both sides of the gap. This will 

lead to a significant reduction in the conductivity compared to the analytically computed 

value. The reduction factor "'f takes into account the effective decrease of the effective gap 

conductance, caused by these shaded highly resistive semiconductor zones between the 

excited region and the microstrip contacts [93], especially at low excitation levels. This ; 

factor was reported to be as low as 0.06 [95]. In should be noted here that the guided-wave 

approach, that will bring in the required illumination from below the aperture, will help 
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evade this situation. The effect of the finite aperture of the gap is illustrated schematically 

in Figure 2.9. As shown in that figure, the resistivity of the gap is very high at the two 

ends of the gap near the metallic contacts. 

If the thickness of the substrate is such that the incident optical field penetrates into 

the substrate and reflects back from the ground plane, then the conductance, Gb, is given 

by 

Gb 

where 

GB 

Ge 

GA + GB + Ge, 

GA 
l 

= -hud, 
w 

./Au (l _ 
WQ 

-ah) e ' 

lAu( -ah - 2ah) ;-- e ' 
WQ 

(2.14) 

(2.15) 

(2.16) 

(2.17) 

The third term on the RHS of equation 2.14 takes into account one optical reflection 

from the ground metal coating. This term should ideally be minimized for proper perfor­

mance, as explained earlier. The term O"a is the dark conductivity, which should be much 

smaller that Aa when the gap is illuminated. 

In order to ensure good switching characteristics, the incident radiation must not 

penetrate through the substrate into the ground conducting plane, a condition that is 

satisfied if GB >> Ge, which yields ah ~ 5. This condition sets an minimum thickness 

limit or alternatively an upper limit on the wavelength to be used, governed by the 

variation of a(..\). For example, for a silicon substrate of thickness h = 0.5 mm, A can be 

no longer than 1 µ,m. 

Under the condition that ah ~ 5, and that GB >> the dark conductance GA, the 

conductance G& reduces to 

(2.18) 
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Figure 2.9: Effect of finite aperture on uniformity of the light distribution across the gap. 

The uneven distribution of carriers below the gap leads to shadowed areas near the metallic 

contacts with very high resistivity. as depicted in the sketch of LlR( z) 
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as deduced earlier. The photoconductivity Au is given approximately by 

(2.19) 

where flt is the pulse duration, Qv is the photon flux density in vacuum, and µn', µp
1 

are the surface mobilities of the electrons and holes. These are normally one tenth of their 

bulk values when surface scattering and carrier-carrier scattering due to high injections 

are effective [92]. Qu is given by 

H >.H [p -2 -1] 
Qu = hf kc kotons m s (2.20) 

where>. is the optical wavelength and His the irradiance (W/m 2 ) given by 

(2.21) 

where P1 is laser peak output power and T/len• is the focusing lens efficiency. l and w 

are the spot length and width respectively. For a lens transmission loss of 10%, T/len, = 
0.9. 

As a numerical example, consider a GaAs diode with a peak output power of 40 W 

(Model RCA TA 7705) [95] operated at A = 0.906 µm. Consider a Silicon substrate with 

a dark resistivity of 4000 0cm and height h = 0.55 mm. This yields a = 27,000 m-1 or 

t= 37.04 µm. The depth ! is much smaller than the substrate height, h. The surface 

mobilities (µn' + µ/) ~ 180 ~: which is one tenth of their bulk values [95]. Using 

the above parameters, along with l= 3 mm, w = 0.25 mm, T/lcn• = 0.9, equation 2.21 

yields H = 4000W/cm2
• With T/ ~ 1, R ~ 0.3 (for Silicon~Air interface), tlt == 100 ns, 

(µn' + P,p
1
) ~ 180 ';:, equation 2.19 yields a peak photoconductivity of Au = 11.84 

n-lm-1 

From DC measurements, ; was found to be ~ 0.06 [95}. Using the above data, 

equation 2.13 yields a conductivity, Gb = 0.0316 S or a resistance of 31.645 n which is 
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less than the characteristic Impedance of 50 n For comparison, the equivalent resistance 

in the dark state is 90 Kn. 

2.5.1 Circuit Analysis of photoexited Microstrip Lines with a 

Series Gap 

The bias voltage of the photoconductor can be a fast varying signal and not necessarily 

a DC voltage. The effective load seen by the photoconductor is the line characteristic 

impedance, Z0 • To determine the response to an arbitrary incident electrical signal, vi( t ), 

the voltage across the gap, vg{ t) can be obtained using the laws of circuit theory, 

(2.22) 

where the reflected wave, vr( t ), and the transmitted wave, Vt( t ), from the transmission 

line are given by 

(2.23) 

(2.24) 

For the matched operating conditions, i.e., with signal source impedance and load 

impedance equal to the transmission line characteristic impedance, Z0 , it could be shown 

that the power transmission coefficient, based on the S parameter concepts, is given by 

(2.25) 

The above equation does not take into account the insertion losses due to the mi­

crostrip line. A low dark resistivity leads to a high value of Gb, a.nd consequently S12 , 

in the OFF state ( when no light is incident). As such, the discernment between the ON 
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and OFF states become less decisive. Further, the high dark conductivity, as well as the 

penetration of the incident light through the substrate to the ground plane, lead to a leak­

age conductance Ga of a considerable magnitude that again help minimize the difference 

between S12 in the OFF and ON states. Therefore, it is recommended to use materials 

that are semi-insulating in the absence of light, and to design the device parameters such 

that the incident light is mostly absorbed in a thin layer of the substrate close to the 

surface. 

Consider a time harmonic microwave signal with radian frequency w. The steady state 

expressions for v9 , Vt, and Vr for a constant G( t) = Gb can be deduced by solving 2.22. 

These expressions are 

Vg(w) 1 
= 0.5 * (1 + 2Z0 Gb) ' ~(w) jwCb + 

(2.26) 

V,.(w) 
1 
2Vg(w), (2.27) 

Vt(w) jwCt, + ZoGb 
= jwC1, + 0.5 * (1 + 2Z0 Gb) ' ~(w) 

(2.28) 

For very large values of z0 Gt,, the ratio of the transmitted signal to the incident signal 

tends to unity as expected. The reflected signal is given by 

V,.(w) 
1 

ZoGb ~ O. {2.29) 

2.5.2 Step Response and Optical Generation of Electrical Pulses 

Consider now an ideal photoconductor, with a step-function conductance and a DC bias, 

1.e. 
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Gb(t) = { 
O; if t < 0 

(2.30) 
Gi; if t > 0 

Vi( t) = 
1 

(2.31) -Vt, = constant 
2 

Hence from equation 2.22, the transmitted signal, Vt( t ), is: 

(2.32) 

For small values of G1 , (i.e. low plasma densities), Vt( t) will have the approximate 

form, 

(2.33) 

with a rise time = 2Z0 Cb, and a steady state value of Z0 G1 ¾, which is linearly related 

to G1 , and hence to the incident light, a situation suitable for modulators,multipliers and 

like devices. This is called the linear regime of operation. 

For large values of G1 , compared to Z0 , (i.e. G1 Z0 > > 1 ), the transmitted signal 

would be given approximately by 

v,(t) = ~ [1 - e -~•] , (2.34) 

with a rise time given by ~, which is much smaller com pa.red to the earlier case, and a 

steady state value 1" which is independent of the incident optical signal. This is called 

the saturated regime of operation, a. regime that is suitable for the design of switches and 

gates where the optical signal plays the role of the gating signal [54]. For example, for 

medium values of G1 , say G1 Zo =5, the rise time is less than 10% of the rise time in the 

small signal case, and the incident electric signal is transmitted with 91 % efficiency. 

2.5.3 Photoconducting Electronic Samplers 

Picosecond photoconductors could be also deployed as electronic gates to measure the 

characteristics of high speed electrical waveforms. [89J [90] [97]. In this type of application, 
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the incident bias signal on the photoconductor is the pulsed waveform rather than a DC 

signal. The active photoconducting area is usually a gap between a main transmission 

line and a secondary line. When a light pulse strikes the sampling gap, a small sample of 

charge is transferred from the signal on the main transmission line to the sampling line. 

The response of this sampling gate can be analyzed in a manner similar to that of a single 

gap in a main line as explained in the previous section. Since the speed of the sampling 

gate is dictated by the response time of the photoconductor, it is sufficient to measure the 

total charge generated in the sampling transmission line without the necessity of time­

resolving the sampled voltage waveform. This procedure also has to advantage that it 

does not contain a contribution from the signal which is capacitively coupled across the 

sampling gap. This can be written in the form of a convolution of a sampling function, 

f,( t) with the incident signal vi( t) as: 

(2.35) 

where 

(2.36) 

and 

2 Go 
7 = 3ZoC, + C. ' (2.37) 

where C, is the capacitance of the sampling gap. 

The sensitivity and signal-to-noise ratio of photoconductive sampling is extremely 

good, permitting fast electrical signals having amplitudes of approximately 1 µ. V to be 

measured with realistic integration times. The limiting noise properties of photoconduc­

tive sampling gates have not been studied in detail, nor have there been any studies with 

regards to their optimization. In the ideal case, the limiting noise level would be deter­

mined by generation-recombination noise and the Johnson noise, also known as the flicker 
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noise, or the 1 noise [98]. For typical sampling gates this would predict a limiting sensitiv­

ity of a few tens of n V / .,/I[;. In practice, however, imperfect ohmic contacts give rise to 

a photovoltaic signal which tends to dominate the noise properties. This produces a noise 

background signal due to laser amplitude fluctuations. Although the quantum efficiency 

of the photovoltaic signal is extremely small, it is often sufficient to dominate the noise 

properties and results in sensitivity limits which are more typically a few µ V / ffz. Fur­

ther work to make better ohmic contacts would greatly improve the minimum detectable 

signal that can be measured using this technique. 

2.5.4 Autocorrelation Measurements 

A simple and effective technique for evaluating the speed of response of photoconducting 

pulse generators and sampling gates is to directly connect them together so that the 

output of the optical pulse generator is the input to the sampling gate [89} [99]. This 

approach, which is termed "electronic autocorrelation measurement" gives an accurate 

measurement of the system response and has important applications for characterizing 

specific photoconducting materials, electrode geometries, transmission line structures, and 

mounting configurations. The system response is approximately equal to the convolution 

of the individual responses of the generator and sampling gate [100]. This approach 

has been used to measure the photocurrent decay rates in amorphous silicon, silicon-on­

sapphire, radiation-damaged silicon-on-sapphire , radiation-damaged indium phosphide, 

gallium arsenide, radiation-damaged gallium arsenide and polycrystalline silicon among 

many others. In many cases, the capacitance of the electrode geometry limits the speed 

of response. For example, in microstrip structures having widths of 0.2 mm, gaps of 25 

µm and substrate thicknesses of 0.25 mm, the limiting circuit response has a full-width 

at half-maximum (FWHM) of approximately 10 ps. 

Recently, Ketchen and coworkers (101] have scaled down an autocorrelation circuit 

using 5 µm coplanar strip transmission lines and obtained a response with FWHM of only 

1.6 ps, using a novel "sliding contact" technique which involved the illumination of regions 
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between the conductors. This technique was applied to the measurement of dispersion on 

coplanar transmission lines by sampling the generated electrical pulse further down the 

coplanar line. By using superconducting coplanar waveguides, the capability of observing 

the contribution to the propagation constant due the finite superconducting bandwidth 

was recently demonstrated [102]. 

2.5.5 Picosecond Photoconductivity Measurement Systems 

, Variable 

• 'l ---> delay 

I 11 n 
I /l __/ L 
~~ 

Generator 
Sampler 

Test device 

Figure 2.10: Optoelectronic measurement system that could be used for measuring the perfor­

mance of high speed devices. Both the generator and sampler can be photoconducting devices. 

The measurement ia accomplished by varying the optical delay between the two optical pulses 

used to time the generator and sampler. 

As mentioned earlier, the use of picosecond optical pulses for control and measurement of 

electronic devices and circuits can produce a substantial improvement in both performance 

and flexibility compared to conventional electronic measurement systems such as sampling 

oscilloscopes. In addition, an entirely new class of devices has evolved from the use of 

this approach having properties and applications that go beyond conventional electronic 

and microwave devices. 

In the previous section, a number of devices using photoconducting materials have 
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been proposed. These are basically of two types: sources of electrical transients and 

electrical sampling gates. When one of these optoelectronic signal generators is combined 

with an optoelectronic sampling gate as illustrated in Fig 2.10, a flexible high speed 

measurement system results which can be used to measure a wide range of electronic 

devices and materials. An important feature of this system is the use of the same optical 

pulse for triggering both the optoelectronic pulse generator and sampling gate (103]. An 

optical beam splitter is used to split this pulse into two pulses, one of which goes to 

the generator and the other which goes to the sampling gate after passing through a 

variable path-length delay line. The variation of this delay permits accurate stroboscopic 

measurements with negligible jitter. 

Clearly, speed is the single most important advantage of using optoelectronics, and it 

provides the main incentive for the extensive proliferation of activity in this field. 

2.6 Typical Examples 

2.6.1 Optoelectronic Switching of Microwave Signals Using Se­

ries Gaps 

Consider the photoconductive microwave switch as shown in Figure 2.11. The effect of 

the light-generated conductivity on the microwave power transmission can be studied 

using the 7t' equivalent circuit shown in Figure 2. 7. The switch is built of a microstrip 

line of gold metalization of width 0.41 mm and film thickness of 7 µm, on a microstrip 

substrate of width 0.55 mm and resistivity of 4000 '2cm. The above parameters yield 

a microstrip line of 50 n characteristic impedance. Referring to Figure 2. 7, the power 

transmission through the laser excited plasma layer is described by the lumped conduc­

tance G,,, and shunting effects caused by greater absorption depths is taken into account 

through the shunt conductance Ga. To include the feature of the dark microstrip gap, the 

gap capacitance C,, and the shunt capacitance Ca are introduced [104] [105] [106]. In most 
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Figure 2.11: An optically controlled picosecond microstrip microwave switch. It uses a visible 

0.53 µm picosecond pulse of approximately 5 µJ to initiate conduction and an infrared 1.06 

µm pulse of approximately 5 µ,J to terminate the conductance by introducing a short circuit 

between the top electrodes and ground plane. 

cases, however, and using gap widths of 0.1 mm, Ca. and C,, are in the order of 0.01 pF 

[104]. For signal frequencies of up to 10 GHz, these capacitances may be neglected [23). 

This is always the case as long as the induced photoconductivity satisfies the conditions 

G,, > > wC,, and wCa.Zo < < l, where Z0 is the line characteristic impedance. The first 

condition ensures that the impedance level between the ON and OFF states are highly 

distinctive, which is a condition for achieving an effective switching. If this condition is 

not satisfied, the photo-excited microwave power transmission would barely exceed the 

residual "dark" power transmission through the gap capacitance. The second condition 

ensures that the shunt capacitive reactance is much higher than the transmission line 

impedance. 

The picosecond photoconductor switch depicted in Figure 2.11 was first demonstrated 

experimentally by Auston [89] [13] in crystalline semiconductors. Optical pulses from 

a mode-locked Nd:glass laser were used to inject high densities of free carriers into a 50 

ohm silicon microstrip photoconductor. One side of the line was connected to a microwave 
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source and the other to a load or a test instrument. The switching action was produced 

by an optical pulse of 5 µJ at .,\ = 0.53 µm, which was obtained by second harmonic gen­

eration, and was used to turn the switch ON. Since the material used was a high quality 

crystalline material, the photocurrent produced persisted for a relatively long time, and 

hence, another pulse with A= 1.06 µm was used to turn the switch OFF. For Silicon, 

at .,\ = 0.53 µm, the absorption coefficient is 8x103 cm- 1 and consequently the effect of 

absorbing an optical pulse with this wavelength in the microstrip gap is to produce a thin 

surface layer of conductivity across the gap. If it is sufficiently intense, the optical control 

pulse at 0.53 µm wavelength can close the gap by generating a net resistance which is 

much less than the characteristic impedance of the microstrip line, thus permitting effi­

cient transmission of the microwave signal across the device. To turn off the switch, the 

infra red pulse ( the optical control pulse at 1.06 µm wavelength) is absorbed at the gap. 

In this case, however, the absorption depth is 1.4 mm, and consequently, the pulse pene­

trates through the substrate to the ground plane, producing a region of high conductivity 

between the lower and upper conductors. This shorts the transmission line, preventing 

further transmission by totally reflecting the incident microwave signal. By varying the 

delay between the two pulses, the duration of the pulse current could be continuously 

varied from approximately 15ps to several tens of nanoseconds. Unlike semiconductor 

junction devices, this switch does not depend on recombination or carrier sweep out to 

turn off. The optically generated electrons and holes remain; the volume conductivity in 

the second pulse has merely annulled the effect of the surface layer of conductivity pro­

duced by the first pulse. Consequently, the switching speed can be extremely fast being 

primarily limited by the durations of the optical pulses. Also the device is capable of 

handling moderately high microwave powers unlike conventional semiconductor switches 

which are limited by junction breakdown and thermal dissipation. Since the controlling 

signals are optical pulses, near-perfect isolation exists between the gated microwave signal 

and the gating optical signal [11]. A disadvantage of this technique is the repetition rate, 

since carriers must recombine or be swept out before the switch can be turned on again. 

The same device can also function as a sampling gate if the DC bias voltage is replaced 
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by a microwave signal. 

An alternate approach to turn the switch off is to direct the output to the ground plane 

through a parallel trapezoidal section similar to that of Figure 2.12. Another optical spot 

connects the parallel metalizations together [15]. The advantage of this approach is that 

the sarne optical wavelength can be used to turn the device on and off. 

2.6.2 Optoelectronic Gating of Microwave Signals using Shunt 

Modulation 

-h-
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Figure 2.12: Optoelectronic gating of microwave signals using a shunt modulator. (a) a 

schematic diagram of the top and side view. (b) Insertion loss versus frequency for the dark 

state ( solid line) and the illuminated state ( dashed line) 
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Figure 2.12 shows a silicon microstrip modulator used for optoelectronic gating of mi­

crowave signals. The light induced insertion loss is the control element. Detailed inves­

tigations of similar modulators yields the following expression for the insertion loss, a. 

[95] 

(2.38) 

where a0 is the residual attenuation due to ohmic and dielectric losses and Z0 is the 

characteristic impedance of the line. It was shown that up to few GHz, the effect of the 

gap capacitances on a 0 are negligible. Gb is given by the expression deduced above. As 

shown in Figure 2.12 the device exhibits a modulation depth of ~a ~ 6 dBs. 

2. 7 Picosecond Optoelectronic Transmission Lines 

Picosecond optoelectronic pulse generators and switches require transmission lines which 

are extremely broad-band, have low dispersion and low loss, and which can be readily in­

terconnected to optoelectronic and other devices. Unlike microwave and millimeter-wave 

signals, the frequency spectrum of the ultrafast optoelectronic pulse covers a range of 

frequencies from DC to many hundreds of GHz. For this reason, closed waveguides are 

unsuitable due to their large dispersion and low frequency cut-off. Some transmission line 

structures that have been used for ultrafast optoelectronics are the coaxial, microstrip, 

coplanar, and coplanar microstrip. Coaxial lines have good bandwidth and low loss and 

dispersion. They have been used extensively for high power optoelectronic switching with 

photoconductors mounted in a gap in the center conductor. They tend to be used less for 

high speed low power optoelectronic applications since they are difficult to interconnect 

to other structures such as microstrip lines and discrete devices, although schemes for ac­

complishing this have been developed. The microstrip, coplanar waveguide, and coplanar 

microstrip structures are all compatible with semiconductor microelectronic fabrication 
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technology. Consequently, optoelectronic devices such as photoconductors can be inte­

grated into the transmission line being placed at a gap in an electrode or between two 

electrodes. The ability to use microelectronic processing technology also means that these 

structures can be scaled to extremely small sizes, thereby increasing the useful bandwidth. 

It also enables the future integration of these devices with other microelectronic compo­

nents using same technology. In this thesis, these devices are proposed to be built in an 

integrated optical-microwave environment. 

Dispersion is a major problem in transmission lines for picosecond opto-electrical pulses 

since it can easily produce a loss of speed due to pulse broadening. Theoretical calcula­

tions of the dispersive broadening of pulses on microstrip and coplanar lines have been 

made by Li et al. (107] and Hasnain et al. [108], which are in good agreement with exper­

imental measurements of Mourou and Meyer (109]. Measurements of pulse dispersion on 

microstrip lines, however indicate that microstrip is much less dispersive than expected 

by theory [110]. Goosen and Hammond [111], have made time-domain calculations of 

the dispersion and loss of electrical pulses on microstrip lines on silicon substrates. Their 

results show the strong influence of substrate losses and demonstrate the need for high 

resistivity substrates. Mourou [112] has made extensive measurements on pulse disper­

sion on different lines. His results demonstrate that ultrashort pulses can propagate on 

suitably designed lines with relatively little broadening due to dispersion. In this thesis, 

the proposed devices do not require the entire substrate to be made of a semiconductor, 

as will be explained later. This enables the design of devices with better attenuation and 

dispersion performance. 

The principal advantage of the coplanar geometries is that the size scale can be reduced 

to very small dimensions. Although microstrip can also be scaled down, it requires the 

use of very thin substrates which is often impractical. The geometrical properties of 

various transmission line structures have been exploited for pulse shaping applications. 

For example, Buck et al. (113] have shown how a stub microstrip transmission line ca.n 

be used to shape the electrical pulse from a photoconductor. Margulis and Persson (114], 
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have used a coaxial differentiator to accomplish similar results. Chang et al. [115] have 

mounted a picosecond photoconductor in a coaxial Blumlein structure for pulse shaping 

applications. Li et al. [107j have reviewed the topic of pulse forming with optoelectronic 

switches. 

The properties of nonlinear transmission lines have been examined theoretically by a 

number of workers. For example, Landauer [116] and Khokhlov [117] have shown that 

shock waves can be expected to develop for high voltage pulses propagating on transmis­

sion lines with nonlinear dielectrics. Paulus et al. [118] have suggested that soliton-like 

behavior should be possible in transmission lines having a quadratic nonlinearity and a 

cubic dispersion. The implementation of nonlinear transmission lines to the picosecond 

time domain could result in the development of electrical pulse compression techniques 

analogous to the soliton-like techniques that have been developed for optical pulses. 

2.8 Concluding Remarks 

It can be concluded from the diversity and volume of work in this area that picosecond 

photoconductivity is a well developed and rapidly growing field of research. The technol­

ogy of using picosecond optical pulses to generate and detect picosecond microwave pulses 

is now relatively well developed. Substantial developments are still expected however with 

regards to speed, sensitivity and integration. There is also lots of potential for new device 

concepts and new applications. 

The current approach of using free-space optical signaling is not suitable for the design 

of microwave devices requiring complex control mechanisms. These devices could be 

quite bulky as well as expensive if designed using free-space optical control. Moreover, 

the integration of these device could be linked to other advantages such as light weight, 

reliability, and cost which again are major decisive factors in some application such as 

space borne communication systems. In general, unless an integrated version of these 

devices is available, the commercialization of these devices will not be an easy task. 
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New materials for optoelectronics will also have an impact on what could be achieved 

in this area. So far, only better known semiconductors have served to establish the foun­

dation for picosecond optoelectronics device concepts. New materials are required in order 

to go beyond what is available today. For example, semiconductors grown by molecular 

beam epitaxy (MBE) have proven to have valuable properties for optical modulators. 

It is the area of applications that picosecond optoelectronics is now experiencing its 

most rapid growth. Current research papers report on advances that years ago were not 

considered possible. It is now expanded to include methods of testing high speed discrete 

devices and integrated circuits as well as measurement systems. For example, measure­

ments of novel high speed electronics devices such as resonant tunneling transistors and 

"ballistic" transistors will be an important guide to research and development of new 

high speed technologies. In the very high speed area, the trend toward applications to 

materials characterization is expected to continue. For example, measurements of the de­

tailed kinetics of electronic transport on the subpicosecond time scale over a wide range 

of density, electric field, and temperature are vita.lly important to the development and 

understanding of electronic and optical materials. Picosecond optoelectronic tools have 

recently been developed which will make this possible. The recent measurement of sub­

picosecond mobility transients by Nuss and Auston (119] is an example of what can be 

accomplished with these capabilities. 

The continued development of techniques for generating and detecting large amplitude 

electrical pulses will have important applications for the study of the transient nonlinear 

response of materials and devices. For example, it is expected to observe electrical solitons 

on nonlinear transmission lines or in nonlinear dielectric materials, analogous to the optical 

solitons that have been produced in optical fibers. This could lead to pulse compression 

and result in even shorter electrical pulses than can be produced today. 

In the next chapter the proposed contribution will be discussed. This contribution 

falls basically into two areas. One is enhancing the performance of the existing devices 

by addressing issues like integration and allowing for complex control objectives. The 
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other area is proposing new device concepts and ideas. Both of these objectives will be 

addressed by introducing the concept of guided wave optics to replace bulk illumination. 

The advantages, methodology and related issues will be addressed in that chapter. 

The optically controlled microstrip switch has been traditionally treated in the liter­

ature with approximate formulas valid in the low-frequency quasi-static domain. This is 

done by representing the photoconductor by time-varying circuit elements obtained via 

a quasi-static analysis of the rnicrostrip line, and proceeding to analyze the device using 

a lumped parameter circuit representation. In chapter 4, a more accurate analysis of the 

microwave component of the device is conducted. 



Chapter 3 

Integrated Optical Guided-wave 

controlled Microwave Switches 

3.1 Introduction 

This thesis envisions the future generation of optically controlled microwave structures 

to use guided optical wave excitation. The building block of these future devices is a 

microwave optically-controlled switch which is essentially a microstrip transmission line 

with a series gap. The optical signal is brought into the gap region using an optical 

waveguiding system buried in the semiconductor substrate of the microwave transmission 

line. Photo-generated carriers in the gap region produce a change in the transmission 

characteristics of the microstrip line. 

One of the contributions of this PhD work is the study and development of a systematic 

knowledge base for the technology of guided wave optical control of microwave devices. 

The introduction of guided optical waves as a replacement of bulk optics creates an 

integrated version of these devices and enhances the fabrication yield. This also leads to 

the improvement in the overall performance of the device or system that is being optically 

controlled. More complex devices and systems and complicated control mechanisms could 

59 
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be implemented using guided wave optics. These issues are discussed in this chapter. 

In opting for guided waves as a mechanism that provides optical control signals for 

microwave devices and systems, the major advantage is in the area of integration. Further, 

the use of optical guided waves will provide opportunities for the design of microwave 

devices with complex optical control functionality such as optoelectronic logic elements. 

The current approach of free-space optical signaling is not suitable for the design of 

microwave devices requiring complex control mechanisms. These devices could be quite 

bulky as well as expensive if they were designed in the realm of free-space optical control. 

Moreover, the integration of these device could be linked to other advantages such 

as light weight, reliability, and cost which again are major decisive factors in some ap­

plications such as space borne communication systems. In general, unless an integrated 

version of these devices is available, the commercialization of these devices will not be an 

easy task. 

The efficiency of the devices designed using the proposed integrated optical guiding 

system is higher than that of current bulk-optics devices. Efficiency here is determined 

by comparing the amount of optical power or energy required to perform a certain control 

objective in a microwave structure controlled by guided optical signals relative to the one 

controlled by bulk optics, both of identical performance characteristics. This issue with 

be addressed in chapter 5. 

The purpose of this PhD thesis is to study and provide an accurate model for the opti­

cal guided-wave controlled microwave switch, and to propose new devices whose building 

block is this optically controlled switch. The modeling task is comprised of two compo­

nents: modeling the microwave device, for which a theory is developed and presented 

in the next chapter and modeling of the optical guided-wave control element, which 

is addressed in this chapter. Optical modeling is conducted using accurate numerical 

simulators such as Vector Finite Difference Time Domain (VFDTD) and Vector Beam 

Propagation Method (VBPM). These simulators, however, require an accurate launching 

( excitation) mode to avoid simulation errors arising from improper excitation of the opti-
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cal system. This chapter presents an iterative electromagnetic algorithm that is used to 

compute the accurate optical field distributions required by these numerical simulators. 

This chapter will also discuss how guided-wave optics could be utilized in designing 

different optically controlled microwave devices. This also includes novel device concepts 

where the guided wave control could be applied, with ad vantage. 

3.2 Basic Device Configuration 

,llu:rowauf! Sitnal 

M~lrdlic Contact 

Low~r Mdallc contact 

Load 

Figure 3.1: A schematic transverse cross-section in an optically controlled microstrip switch 

with optical energy being feed through a directional coupler. 

Consider the configuration shown in Figure 3.1. The figure shows a microstrip transmis­

sion line with a series gap in its top metalization. The transmission line is connected 

to a microwave source on one side of the gap, and to a load or a detector on the other 

side. The substrate of the transmission line is used as a medium for optical guided-wave 

transmission. Light is guided through a waveguide situated in a low-loss dielectric region, 

where it couples into a parallel waveguide just below the gap in the microstrip metallic 
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line. The waveguide into which the optical energy couples is made of a photosensitive 

semiconductor material. Consequently, optical energy will be absorbed, and a plasma of 

electrical carriers will be generated. 

The distribution profile of these electrical carriers below the gap is assumed to be the 

same as that of the optical-wave mode. This assumption is valid especially under optical 

short-pulse operation, where the effect of diffusion could be ignored, as discussed in the 

previous chapter. The capability of shaping the optical guided mode profile allows for a 

certain degree of freedom in profiling this plasma distribution, in order to best utilize the 

optical energy available. The merits of this guided wave approach, as far as efficiency of 

optical energy utilization is concerned, will be discussed in the following section. 

Minimizing The Microwave Losses: 

There are induced losses in the microwave energy carried in a microwave transmission 

line with a semiconductor substrate [120]. These losses a.re proportional to the area being 

illuminated and consequently occupied by light-generated carriers. By reducing the width 

of the semiconductor region, these losses could also be reduced. Platte [120] has proposed 

an approximate method to estimate these losses using conformal mapping and numerical 

calculations, which is a quasi-static analysis of photo-induced wave attenuation in a CW 

continuously illuminated transmission line. The present work employs a full-wave analysis 

of the microwave component of the device. This analysis provides accurate assessment 

of the microwave losses. Further, the present approach of using optical guided waves can 

reduce these microwave losses. In the devices studied in this thesis, only a thin layer of 

the substrate is made of lossy semiconductors, and hence substrate losses are minimized. 

Dispersion is a major problem in transmission lines used in picosecond photoconductive 

switching since it can easily produce a loss of speed due to microwave pulse broadening. 

Experimental and theoretical calculations of the dispersion and attenuation of electrical 

pulses on microstrip lines show the strong influence of substrate losses and demonstrate 

the need for high resistivity substrates [111] [110] [109]. The proposed device structure 

allows for a low loss dielectric substrate, with just a thin semiconductor absorbing layer, 
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hence minimizing minimizing microwave dispersion and losses. 

Minimizing The Optical Losses: 
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Figure 3.2: A schematic transverse cross-section in an optically controlled microstrip switch 

with optical energy fed through a directional coupler with an input curved guide. The effect 

of the curved guide is to reduce the optical losses due to the proximity of the metal layer. 

Since there may be some optical attenuation due to the proximity of the optical guided 

mode to the surface of the metal, some techniques may be used to minimize this effect. 

For example, away from the gap region, the optical energy should be guided in the form 

of strongly-guided mode within a waveguide situated in the low-loss dielectric region. 

Also, TE modes are less sensitive to the existence of a metallic surface in their proximity, 

compared to TM modes, and hence, TE modes are preferred over TM modes. Further, 

the optical-energy could be made to approach the surface within the gap region only, using 

a bending waveguide structure for example, as shown in Figure 3.2. This approach may 

have its own limitations also, such as bending losses. Optical simulations conducted in this 

study utilize a vector finite difference time-domain (VFDTD) numerical algorithms with 

a boundary condition representing a perfect conducting plane. This boundary condition 
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bodes well with the actual physical boundary conditions encountered by the optical signal 

in the proposed device, with the existence of the microstrip line on top of the substrate 

and the perfect ground plane at the bottom. Hence, the optical simulations conducted 

implicitly takes into effect the metalization proximity, and the field profiles obtained a.re 

an accurate representation of those existing within the substrate. 

Different topologies can also help reduce the microwave and optical losses. For exam­

ple, the optical wave guides could be oriented in the direction normal to the cross section 

of the device, as shown in Figure 3.3. This layout minimizes the optical energy attenua­

tion arising from the proximity of metallic surface. It also minimizes the microwave signal 

attenuation arising from microwave propagation in semiconductors. This architecture also 

allows for an added freedom of design where, for example, the optical propagation time 

delay could be used to synchronize a series of microwave gap switchings in a set of parallel 

microstrip lines. 

In the following sections, these device layouts are utilized to suggests some functional 

complex device configurations. 

Microwave source Tran11mu11ian line T-f--7 

I 

waveguide 

Figure 3.3: A top view of an optically controlled microwave switch. The optical guide is 

brought in a direction normal to the microwave strip line 
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3.3 Complex Device Configurations 

3.3.1 Using Mach-Zehnder Interference for fast switching 
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Figure 3.4: A schematic top view of an optically controlled microstrip switch with a Mach­

Zehnder characteristic aimed at overcoming the recombination time limitation. Two signals 

with proper delay and phase are added such that the slow fall-tail is canceled out. 

The use of guided optical waves allows for an increased freedom in the design of optically 

controlled microwave switching, and could be utilized to enhance the device performance 

characteristics. Consider for example the structure depicted in Figure 3.4. This structure 

is aimed at addressing the speed limitation problem. 
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As discussed in the previous chapter, the material's response to the optical excitation 

is quite fast, governed by the dielectric relaxation time, typically in the order of less than 

a picosecond. On the other hand, the switching-off of the device is limited by the carrier 

recombination and diffusion, which are rather slow phenomena, typically in the order 

of 10 picoseconds, and could even reach few milli-seconds in pure crystalline materials. 

Consequently, it is possible to generate microwave pulses with sharp rise edges, but with 

long fall tails. Since the fall-time is much longer than the rise-time, the device overall 

speed is limited and dictated by the fall-time. 

Figure 3.4 depicts two parallel microstrip lines with series gaps, that could be optically 

excited. The microwave signals of the two lines, s1 ( t) and s2( t) are combined together 

coherently to give their sum St( t ). This configuration utilizes a "Mach-Zehnder"-type 

interferometry situation to achieve the required goal. If the propagation characteristics 

and relative lengths of the two transmission lines are designed in such a way as to produce 

identical microwave signals at 1r phase difference, the two fall-tails of the two pulses could 

cancel each other. Together with the phase difference of 1r, there could also be a delay, 

~, between the two signals that is equal to the required pulse width. This delay could 

be realized using the delay between the timing of the two optical excitations, as shown. 

Figure 3 .4 also shows the time and phase relations between the signals s1 ( t), s2 ( t) and 

St(t). 

3.3.2 Optically Controlled Microwave Logic Devices 

Combining the signals of one or more microstrip lines, and utilizing the effects of one or 

more gaps could be used to enhance the device performance with designs as the previous 

one. It could be also used to design new devices such as optoelectronic logic devices. For 

example, Figure 3.5 depicts a logic AND. With careful design of the coupling character­

istics of the optical energy with two different optical wavelengths .\1 and .\2 , the optical 

energy with the first wavelength will be made to couple to the surface just below the first 

gap, and the optical energy at the second wavelength will be made to couple to the region 
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just below the second gap. Figure 3.5 depicts the device performance by showing sample 

random sequences of optical pulses at wavelengths A1 and A2 and the resultant microwave 

output signal s( t) as a result of the combined effect of these pulses. 

•~ Optical eXt'itatian c,t A1 

..- ..-

0 -
Optical ncitatian at A~ 

0 
DD 1111 D .. t 

0 
[\I ll. 

Figure 3.5: A schematic transverse cross section in an optically controlled microwave AND 

Gate. Only when both optical signals with wavelengths A1 and A2 are present, the device will 

be ON, as shown. 

The two optical signals at A1 and A2 could couple back and forth between the two 

guides. However, they will only be absorbed in the designated locations where photosen­

sitive materials are located. This could be realized by carefully designing the two different 

coupling lengths, or using optical signals with different phase matching conditions. This 

situation is depicted in Figure 3.6. Only when both wavelengths are present will the 

microwave line be conducting. This realizes an AND optoelectronic logic. This topology 

could also be extended for more than two wavelengths, or in other words, a multi-input 
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opto-electronic AND logic could be realized. Another approach to design the coupling 

locations of the two optical signals is to use step changes in the optical waveguide width 

as shown in Figure 3.7. The change in the width of the optical waveguide allows one 

of the signals to couple to the other guide at a specific location, if the change in guide 

dimensions leads to a matching condition between the two optical waveguide modes of 

the two guides. The other optical signal will not couple at the same location as the phase 

matching condition will not be satisfied for that wavelength. 

•W 
Gap 

-2~ 
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___ - L2 ~Load 
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Figure 3.6: A schematic transverse cross section in an optically controlled microwave AND 

Gate. Due to different coupling lengths at the two wavelengths ..\ 1 and ..\2 , the optical energy 

of each wavelength couples to one given gap only. 
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Figure 3.7: A schematic transverse cross section in an optically controlled microwave AND 

Gate. Due to the step change in the width of one of the optical waveguides, the two optical 

signals with wavelengths A1 and A2 will couple at different locations where the phase matching 

condition for only one specific wavelength is satisfied. 

Consider two parallel m.icrostrip lines, with a gap in each line, joined together at the 
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end. This configuration could serve as an OR logic, since if only one of the gaps is excited, 

the microwave signal path will be connected. Figure 3.8 shows a schematic diagram of 

this setup as well as sketches of the different signals. If the phase difference between the 

two line is ,r, then this configuration could work as a logic XOR logic, as depicted in 

Figure 3.9. The configuration of an OR logic could be extended to design a multi-input 

OR logic using multiple parallel lines. Figures 3.10 describes this multi-input OR logic, 

together with sketches of the signals involved. 

Microwave •ource 

I •2W 

I\ i\i\ -, 
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Figure 3.8: A schematic top view of an optically controlled OR Gate. When either one or 

both of the optical signals with wavelengths A1 and .\2 are present, the device will be ON, as 

shown. 

Consider two parallel microstrip lines with a photoconductive gap in one of the lines, 

joined together at the end. The signals on the two lines are again designed in such a way 

so as to add with a 1r phase difference. This configuration could serve as a NOT (inverter) 

, since if the gaps is excited, the microwave signal path will be connected, a.nd the two 
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Figure 3.9: An schematic top view of an optically controlled XOR Gate. Only when either 

of the optical signals with wavelengths A1 and A2 are present, the device will be ON. If both 

signals are there, the device will be OFF, since the two microwave signals will cancel each 

other, as shown. 
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Figure 3.10: A schematic top view of an optically controlled OR Gate with multiple inputs. 

When either one or more of the optical signals with wavelengths A1 ,A2 , ... An are present, the 

device will be ON, as shown. 
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signals will cancel each other. Figure 3.11 describe this situation and shows the different 

signals. 
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Figure 3.11: A top view of an optically controlled NOT (inverter) logic. When the gap is 

excited, the two microwave signals add destructively, due to phase cancellation, as shown. 

For each of these devices, the complete design would include addressing issues like the 

study of the suitable model to analyze the optical energy coupling and how to optimize 

this process in order to achieve both efficiency and uniform distribution of carriers. 

In the following section, an algorithm for computing the optical signal propagation 

cha.racteristics in highly lossy guiding systems is presented. This algorithm provides 

the complex propagation constant and optical tra.nsverse distribution for a multi-layered 
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guiding system. This information is essential in computing the optical signal absorption, 

and providing the input excitation for numerical simulators such as the vector finite 

difference time domain and the vector beam propagation method. These simulators are 

used in this thesis to design the optimum optical guiding system. 

3.4 Modeling of Highly Lossy Optical Guiding Struc­

tures 

This section presents the electromagnetic model that is used to model the optical compo­

nent of the proposed optical guided-wave controlled microwave switch. Using this model, 

the optical power distribution within the microstrip gap region is accurately computed. 

The optical guiding system proposed for the optical control element is a directional cou­

pler, which is essentially a multi-layered optical waveguide with one or more lossy layers. 

The width of the microstrip transmission line is typically several hundreds of optical 

wavelengths wide. Thus the optical waveguide problem reduces to a two-dimensional 

problem. 

This section presents an algorithm that computes the propagation characteristics and 

fields distribution in a highly lossy multi-layered optical slab waveguide using a simple 

exact iterative method. Starting with the solution for the equivalent lossless structure, the 

algorithm goes through several iterations for computing the complex effective refractive 

index of the lossy guiding system. This analysis was developed by Sharma a.nd Singh 

[121] [122]. A brief summary of the analysis is presented next. A computer code based 

on this analysis was developed and used in the present research. 

Obtaining the propagation characteristics of lossy structures normally require scanning 

the complex domain. This is potentially a computationally expensive step. In order to 

avoid this procedure, several first order a.pproximation techniques have been proposed 

[123] [124} [125] [126]. These techniques are restricted to low-loss structures and most of 

them still require considerable numerical effort. 
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The algorithm presented here is simple and exact. It is also perfectly suited for highly 

lossy structures, which is the situation at hand. For a given lossy structure, the eigen­

values for the lossless similar structure are computed first. Utilizing those, the complex 

propagation characteristics are computed via simple algebraic expressions. 

3.4.1 Theory 

Consider a slab waveguide structure comprised of N layers of lossy dielectrics. Each layer 

is characterized by a refractive index nm given by 

(3.1) 

and a relative permittivity Erm given by 

I • II I 2 II 2 • I II 

f"m = Erm +JE"m = (nm) -(nm) +J(2nm nm)• (3.2) 

The solution of the scalar wave equation for the discrete bound modes of the structure 

can be writ ten as 

(3.3) 

(3.4) 

(3.5) 

where 'l'i represents Ey for TE modes or Hy for TM modes in the layer m. Am and Bm 

are complex constants. For layer 1, which is the top layer, ; 1 is given by 

(3.6) 

whereas for any other layer, 7m is given by 

(3.7) 

where fe/ / is given by 

(3.8) 
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Applying the well known boundary conditions at each interface, and simplifying, one 

arrives at the following recurrence relations [121]: 

(3.9) 

(3.10) 

(3.11) 

(3.12) 

where dm is the layer thickness and is given by (xm+l - xm) and 

Q _ "Ym+l 

{ 

....l!!L.. for TE modes , 

m - .....l!!!.... tnL+l for TM modes . 
"Ym+l tm 

(3.13) 

For bound modes with exponentially decaying functions in the top and bottom layers, an 

eigenvalue equation F( ne/ I) can be defined as 

(3.14) 

where the layer N is the bottom layer. The± signs correspond to the cases where lm'"'{N 

is positive or negative respectively. The quantity F( neff) represents the amplitude of the 

exponential growth term in the substrate. An exact eigenvalue for ne/ 1 should lead to 

F( nefl )=0. For a given nef 1, the derivative of F( nef/) is given by 

where 

(3.15) 

(3.16) 

(3.li) 

A,,.+/ = A,,.' COS (1',,.d,,.) + Bm sin (;mdm) - B,,.+Ineflk. 2 Gd,,. , (3.18) 
mi'm 

Bm+i' = Gm[Bm
1 

cos bmclni)-Am' sin (1mclm)]+Bm+1 (~ + ~) +A...+in,uk.2 Gd,,. , 
"Yl "Y2 m i'm 

(3.19) 
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where all derivatives are with respect to nef I· 

The algorithm to solve the complex eigenvalue problem proceeds as follows: First, a 

first-order solution is obtained starting by solving the real eigenvalue problem, then a 

refinement to this solution is computed using Newton-Raphson method. The function to 

which the N ewton-Raphson method is applied is F( lleJI ). 

First Order Solution 

The real eigenvalue problem is solved first. The imaginary part of €m is set to zero in 

all layers. A corresponding solution for the effective index ne/ J is obtained. For this 

case, nef I and F are real. This solution gives a first order estimate for the real part of 
I 

neJJ, denoted as n~~~. The corresponding Am, Bm and "Ym can be obtained analytically 

utilizing 3.9 - 3.13. Once the problem of the lossless structure is solved, all subsequent 

calculations utilize analytical expressions. 

The imaginary part of the effective index ne/ / is related to the signal attenuation 

due to ohmic loss in the absorbing layers. This can be expressed in terms of the fields as 

[127]: 

for TE modes , 

(3.20) 
2 t l 

(nc ):i J00 
/ l!!l_l d:c+ 1 

]
00 

,.' l~I dz 
JI - 00 

• ~ -aa • for TM modes , 
2Re( RclJ J~00 ¼IH111 2h) 

where Eu and By are the y-components of the exact fields of the absorbing structure. 

Using the solution obtained for Ey or H11 of the lossless structure instead of the exact 
II 

solution, a first order estimate for ne1/ given by n~~~ can be obtained. Evaluating the 

above integrals using the fields description given 3.3- 3.5 yields the following analytical 
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• r (Q) II 

expressions ior ne/ 1 : 

( N ") / ( (0) '"'N ) Lm=l Pm€m 2n ef/ L...m=l Pm 

where 

where 

for TE modes , 

for TM modes . 

(3.21) 

(3.22) 

(3.23) 

1 < m < N, 

(3.24) 

(3.25) 

(3.26) 

(3.27) 

(3.28) 

(3.29) 

Once n<0> e/ 1 is evaluated, a first order approximation for the complex effective index, 

and subsequently the fields, is obtained. In some cases, this first order approximation is 

sufficiently accurate. 

Exact Solution 

To obtain a. more accurate solution, Newton-Raphson method is deployed to evaluate a. 

more accurate root of the equation F( ne/f) = 0, Hence 

( ) (o) F(n<o\lf) 
n 1 e/ I = n ef! - F'( (O) ) , n eff 

(3.30) 
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Mode Lossless neff(O) neff (2) neJ/4) a(,:!) 

T l\lfo 3.45707 -j0 3.45380 -j0.06901 3.45366 -j0.07014 3.45366 -j0.07014 2469.,50 

TM1 3.31650 -j0 3.31213 -j0.02435 3.31205 -j0.02356 3.31205 -j0.02356 829.51 

Table 3.1: Convergence of the results for the detector-loaded waveguide of Figure 3.12. 

with subsequent roots given by 

(3.31) 

In most calculations, n <2> e/ 1 is the converged value. 

Example 

This algorithm is applied to the problem of the detector loaded waveguide whose config­

uration is shown in figure 3.12. This configuration is a standard testing configuration for 

numerical algorithms [128]. It also closely resembles the type of application considered in 

this thesis, where optical energy is propagated in a low loss region then coupled into an 

absorbing layer where optical energy is used to excite electrical carriers. Table 3.1 show 

the computed complex propagation constant for the first two TM modes of this eight­

layer structure. Even for the extremely high attenuation of~ 2500 dB/mm experienced 

by the T Mo mode, only two iterations are required for a convergent result of less than 

0.1 % variation. 

The transverse distribution of the scalar field for the T M0 and T M1 modes of the 

lossless and lossy cases of the structure depicted in Figure 3.12 are shown in Figure 3.13. 

The transverse distribution of the field magnitudes for these modes are depicted in Figure 

3.14. 
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Figure 3.12: A schematic cross•section of a detector-loaded optical waveguide. The figure 

shows the width and the complex refractive index of each layer. This guiding structure is used 

as an example to demonstrate the algorithm presented in this chapter. 
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The Transverse Field Distribution Along x 
1.00 .-----..,..........-.......----.----...--.---..........,,------r------T"""------..---....-.---. 

0.80 

0.60 

0.40 

0.20 

-0.20 

-0.40 

-0.60 

-0.80 

··.-v· .•.· 

TM , Lossy Cas 
TM , Lossy Cas 

T M01 ossless Cas 
T M1 1 ossless Cas 

I erf&ce plan 

-1.00 .....__ __ ........... ___._....._ _ __._,,......__ _ ____.,....__ __ _.i..,.. __ -..1,,_. __ _.u... __ ---1........1.-_----1 

-0.5 0.0 0.5 1.0 1.5 2.0 2.5 3.0 3.5 4.0 
z [pm] 

Figure 3.13: The transverse distribution of the scalar field for the lossless and lossy cases of 

the structure depicted in Figure 3.12. 
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The Magnitude of The Transverse Field Distribution Along x 
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Figure 3.14: The transverse distribution of the field magnitude for the lossless and lossy cases 

of the structure depicted in Figure 3.12. 
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3.4.2 Effect of High Loss on the Modal Nature of the fields 

A mode is an eigensolution of the wave equation. It describes the fields distribution as a 

function of the transverse coordinates. The modal field expression is a multiplying term 

to the fast-varying phase term e313 z where z is the a.xial propagation direction and f3 is 

the phase constant. The product of these two terms is what defines the field everywhere. 

Hence, the mode describes a field whose amplitude is independent of the axial propagation 

direction z, and whose phase increases linearily with z. 

For a lossy structure, there is no theoretically valid definition of the mode. As a 

perturbation to the lossless case, the multiplying "phase" term is modified to be ei/3z-a::., 

where a is the attenuation constant. The above algorithm attempts to calculate the 

complex effective index ne/ 1 = 13 tfa. Perturbation assumes that the "mode" of a lossy 

structure keeps its transverse distribution as it propagates along the axial direction z, 

and the only amplitude variation it endures is an exponential decay e-az. While this is 

a very good approximation in most practical cases, it is not always valid for a number 

of reasons. First, the effective index concept, from its definition, is an averaged quantity. 

It does not represent the exact amount of loss in each layer of the structure. This is of 

an increasing importance when the various layers have different loss tangents, like the 

above given example, where one layer is highly lossy and the others are lossless. Secondly, 

when the the loss is quite high in one of the layers, the field distribution (shape) varies 

at different axial locations. Thirdly, because of the above effects, the scalar nature of the 

modes cannot be maintained, and a vector analysis become more proper. It may also 

mean, depending on the level of loss, that the fields cannot be separated into TE and TM 

polarizations. 

To demonstrate this, the following study was conducted using a vector finite difference 

time domain two dimensional (VFDTD-2D) simulation [129] [130] (131]. The detector 

loaded waveguide problem of 3.12 is studied again. A simulation window in the z direction 

of width 5.62 µm is considered. This includes the layers shown in Figure 3.12 plus a 1 

µm wide air region on top and a 1 µm wide substrate region at the bottom. The z == 0 
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coordinate is situated at the bottom of the substrate. A mesh discretization of 100 points 

per micrometer is considered. This translates to more than 44 points per wavelength 

which satisfies the accuracy criteria given in [131]. A propagation length of 4.00 µm for 

the lossy cases is studied, again using a mesh discretization of 100 points per micrometer. 

Figure 3.15 depicts the transverse field profile of the T Ea mode for the lossless case 

(i.e. with the third layer having n 3= 3.5321 -j0 ), at different points along a 100 µm 

propagation distance. The shown attenuation is a numerical attenuation due to the nature 

of the absorbing boundary conditions at the simulation window's extremities. 

Figure 3.16 depicts the transverse field profile of the T Ea mode for the case where u 

= 2500 U/m (i.e. with the lnGaAs layer having n 3= 3.5321 -j0.033), at distances z= 0.0, 

0.1,1.0,2.0 and 3.9 µm. In this case, while the attenuation is relatively high ( a: = 730 

dB/mm), the perturbation assumption still holds. The same is true for Figure 3.17 which 

depicts the transverse field profile of the T E0 mode for the case where a= 8400 U/m (i.e. 

with the lnGaAs layer having n3= 3.5321 -j0.11), at distances z= 0.0, 0.1,1.0,2.0 and 3.9 

µm. In this case, for an attenuation a = 2430 dB/mm, the perturbation theory again 

still holds. 

For much higher conductivities, where the semiconductor assumes quasi-metallic prop­

erties, the above analysis fails. This is shown in Figures 3.18, 3.19 and 3.20 where u = 
2.5x104U/m, 2.5x105U/m and 2.5x106U/m respectively. These cases correspond to a re­

flective index n3 = 3.5321 -j0.33, 3.5321 -j3.31, and 3.5321 -j33.1 respectively. As shown, 

the mode concept is no longer valid, with the transverse field distribution varying along 

the propagation axis. 

For the research conducted in this thesis, simulations using Vector Finite Difference 

time-domain (VFDTD) and the Vector Beam Propagation Method (VBPM) numerical 

algorithms are utilized to model the optical component of the device, since it represents a 

much more accurate approach over modal analysis. These numerical simulators however, 

require an accurate launching mode at the onset of the simulation, to avoid errors due to 

exciting the guiding system with an inaccurate optical mode. The algorithm developed 
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Figure 3.15: The transverse field profile of the T E 0 mode for the lossless case (i.e. n3= 

3.5321 -jO ), at different points along a 100 µm propagation distance. The shown attenuation 

is a numerical attenuation due to the absorbing boundary conditions. 

above is used to supply this launching optical field. 

3.5 Optical System Design Case Study 

In this section, a.n optical guiding system for the optical control element of the proposed 

devices is suggested and studied. This guiding system is built into the substrate of the 

microstrip line. 

Consider an optical directional coupler as that shown in Figure 3.21. The directional 

coupler is comprised of five parallel layers: a substrate whose refractive index is n.,, 

a cover of index 'lie, and two waveguides of core indices ri1 and n3 with a separating 

cladding of index n2• These refractive indices are complex. numbers in general. As a 

numerical example, consider the following parameters: The input waveguide, into which 

the optical energy is launched has a. core of thickness 2d1 = 1 µm and refractive index n1 
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Figure 3.16: The transverse field profile of the T E0 mode for the case where t:f = 2500 U/m 

(i.e. n3= 3.5321 •j0.033), at distances z= 0.0, 0.1,1.0,2.0 and 3.9 µ,m. a = 730 dB/mm. 
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Figure 3.17: The transverse field profile of the T E0 mode for the case where t:f = 8400 U/m 

(i.e. n3= 3.5321 -j0.11). at distances z= 0.0. 0.1,1.0.2.0 and 3.9 µm. a= 2430 dB/mm. 
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Figure 3.18: The transverse field profile of the T E0 mode for the case where <r = 2.5xl04U/m 

(i.e. n3 = 3.5321 -j0.33), at distances z= 0.0, 0.1,1.0,2.0 and 3.9 µ,m. a: = 2430 dB/mm. 
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Figure 3.19: The transverse field profile of the T E0 mode for the case where u = 2.Sx105U/m 

(i.e. n 3= 3.5321 -j3.31), at distances z= 0.0, 0.1,1.0,2.0 and 3.9 µ,m. a= 2430 dB/mm. 
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Figure 3.20: The transverse field profile of the T E0 mode for the case where u = 2.5xl06 U/m 

(i.e. n3 = 3.5321 -j33.l), at distances z= 0.0, 0.1,1.0,2.0 and 3.9 µm. a = 2430 dB/mm. 
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Figure 3.21: A cross-sectional view in a directional coupler with an absorbing layer 
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= n 1 -jK- 1 = 3.65 - jO. This guide is parallel to another waveguide, into which the optical 

energy couples, that has a thickness of 2d2 == 1 µm and a refractive index n3 -jK-3 = 3.65 -j 

0.0684, i.e. the core of the second guide is optically lossy or in other words absorbs optical 

energy. This is the active region where optical energy is absorbed and electrical carriers 

are released. The separating cladding is comprised of a material of refractive index n2 

=3.63. The width of the separation layer between the two guides, 2t, a parameter that is 

varied in the following study. 

For simplicity, the two dimensional case is considered. However, This is a quite valid 

approximation of the proposed structure. The microstrip line width is typically a fraction 

of a millimeter, which is a hundred or more optical wavelengths. The optical waveguide 

underneath the transmission line would have a comparable width. Hence, this width, in 

terms of optical wavelength is practically infinite, and the optical model is reduced to the 

two dimensional model depicted in Figure 3.21. 

Assume that the incident optical light has a wavelength of 0.83 µm and consider the 

TE wave propagating down the input wave guide. The numbers given above are typical 

values of double heterostructure with GaAs/ AlGaAs MQW materials. Refractive index 

values between 3.66 and 3.15 can be obtained by varying the Al composition in AlGai-zAs 

from x =0 .0 to x=O. 7 at a wavelength of ~ 826 nm ( 132]. The layer of index n3 - j K-3 

= 3.65 - j 0.0684 is a GaAs absorption layer at ~0 == 830 nm. At this wavelength, GaAs 

has an n( ,\0) characteristic described by 

n(,,\0) = (3.65 - 0.0005 8..\] - j (0.0684 - 0.000434 8..\] (3.32) 

where 8,\ = (..\ - ..\0 ) is in nanometers. 

Using the above parameters, the input field into the launching guide can be com­

puted using the algorithm presented earlier and supplied to the Vector Beam Propagation 

Method (VBPM) numerical simulator [133] (134] (135] . The above parameters restrict 

the modal propagation of the input guide to single-mode propagation where only T E0 

and T M0 modes can propagate. 



INTEGRATED OPTICAL GUIDED•WAVE CONTROLLED MICROWAVE SWITCHES 89 

In what follows, results for simulations done for different separations, 2t, are presented. 

Figure 3.22 depicts the case where the guides separation is 0.6 µm. Figure 3.23 depicts 

the case where the guides separation is 0.5 µm. Figures 3.24 and3.25 are for the cases of 

2t = 0.4 and 0.3 µm respectively. For comparison, the case of weak coupling in the same 

structure is depicted in Figure 3.26. For this case, 2t was chosen to be 1.5 µm. A narrow 

separation between the guides leads to a stronger interaction between the optical guides, 

and subsequently, shorter coupling lengths. 

3.5.1 Conductivity and Conductance Model 

From the above simulations, it is possible to estimate the rate at which optical energy is 

being coupled and absorbed in the GaAs layer, which in turn would give an estimate of the 

conductivity, u( x, z ), and the photogenerated conductance, G,,; here x is the transverse 

direction and z is the axial propagation direction. Based on the simulation results, it 

was possible to numerically calculate the amount of power absorbed in the GaAs layer 

along the gap length. This is depicted in Figure 3.27. The rate of absorption of optical 

power ~ 4 is proportional to the conductivity u( z) at each point along the gap. The 

linear portion of the curves depicted in Figure 3.27 are the regions where the plasma 

is evenly distributed, and hence the conductance is relatively constant. The portion at 

which the curve's slope is almost zero indicates dark regions with high resistivity. By 

numerically calculating the quantity ~ 4 oc ~Gb, as depicted in Figure 3.28, it is possible 

to investigate the way conductance changes along the gap. 

If within a small length segment ~z a.long the gap width, a certain amount of optical 

power, D.Pa. is absorbed, the conductivity of this segment can be expressed as, 

(3.33) 

where A is the area normal to the propagation direction. The conductivity of the gap 

region is determined by a series of these segments. By adding up these series conductances, 
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Figure 3.22: A contour plot for the E'II field amplitude in a directional coupler with one of 

the waveguides ( the top guide) being an absorbing layer. The two waveguide thicknesses are 

1 µ,m each and the separation between the guides is 0.6 µ,m. Optical power is launched into 

the lower guide, and is being absorbed while being coupled into the upper guide. The entire 

simulation length is 2.5 mm. 
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Figure 3.23: A contour plot for the E,, field amplitude in a directional coupler with one of 

the waveguides (the top guide) being an absorbing layer. The two waveguide thicknesses are 
~ 

1 µ,m each and the separation between the guides is 0.5 µm. Optical power is launched into 

the lower 1uide. and is being absorbed while being coupled into the upper guide. The entire 

simulation length is 2.5 mm. 



~"TE.Li.H.ATC:.D Ut'TlCAL GlJWt.U-WAV.t:. cu:-iTROLLED MICRO\VAV~ S\VITCHES 92 

000 .500 

I 

-27dl : I 
I I I 1\ ' 

I \ I ·Iv\.. 
j I \J\_,, ·-.....____ 
'I' '-''' - '"" 

-18J:l~.., 

-dd 

I 
c.: 
Cl =.. 
= 

1.00 1.50 2.00 

-:lChl 

Figure 3.24: A contour plot for the Ev field amplitude in a directional coupler with one of 

the waveguides (the top guide) being an absorbing layer. The two waveguide thicknesses are 

1 µ.m each and the separation between the guides is 0.4 µ.m. Optical power is launched into 

the lower gui~e. and is being absorbed while being coupled into the upper guide. The entire 

simulation length is 2.5 mm. 
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Figure 3.25: A contour plot for the E11 field amplitude in a directional coupler with one of 

the waveguides (the top guide) being an absorbing layer. The two waveguide t~icknesses are 

1 µ,m each and the separation between the guides is 0.3 µm. Optical power is launched into 

the lower guide. and is being absorbed while being coupled into the upper guide. The entire 

simulation length is 2.5 mm. 
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Figure 3.26: A contour plot for the E,, field amplitude in a directional coupler with one of 

the waveguides (the top guide) being an absorbing layer. The two waveguide thicknesses are 

1 µm each and the separation between the guides is 1.5 µm. Optical power is launched into 

the lower guide, and is being absorbed while being coupled into the upper guide .. The entire 

simulation length is 2.5 mm. • 
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Figure 3.27: The amount of power absorbed along the gap length. The linear portion of·. 

the curves are the regions where the plasma is evenly distributed, and hence the conductance 

is relatively constant. The portion at which the curve's slope is almost zero indicates dark 

regions with high resistivity. 

From Figures 3.27 and 3.28, it is evident that coupling strength aff'ects the carriers dis­

tribution along the ga.p, and hence it could be used to design an evenly distributed plasma 

across the gap. Depending on the gap length, the coupling strength could be adjusted 
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Figure 3.28: The variation of photo-induced conductance G6( z) along the axial direction, z. 

The coupling strength affects the carriers distribution along the gap, and hence could be used 

to design an evenly distributed plasma across the gap. Depending on the gap length, the 

coupling strength could be adjusted accordingly , 



INTEGRATED OPTICAL GUIDED-WAVE CONTROLLED MICROWAVE SWITCHES 97 

accordingly. The even distribution of carriers leads to an overall higher conductivity, as 

explained in the following section. 

It should be noted that the capability to produce an even distribution of photogen­

erated carriers along the gap is an advantage over bulk illumination. As discussed in 

the previous chapter, the external bulk illumination of the aperture of the gap creates 

shadowed high-resistive regions near the metallic contacts, which reduces the effective 

conductivity. 

3.6 Advantages of Optical Guided-wave Control of 

Microwaves 

The proposed approach of using guided waves for the control element of microwave 

switches have numerous advantages over free-space optics. These advantages can be 

summarized as follows: 

1. By using guided waves, it is possible to confine a high intensity of light into a thin 

layer, near the substrate surface, whose thickness is carefully chosen. This thin 

layer is nominally the effective waveguide thickness. It is important to achieve a 

high-density plasma at the surface, that can short circuit the gap. By confining this 

high-density plasma into a thin layer near the substrate surface, using guided wave 

optics, the same effective conductivity could be obtained with less optical power 

than that required in the case of conventional free-space illumination. It should be 

noted that from the point of view of efficient optical energy utilization, the depth 

of the photoexcited region should be approximately equal to the microwave skin 

depth. If the photoexcited region extends into the substrate for a depth larger than 

the microwave length, the carriers situated in the region beyond the skin depth will 

not contribute to effective conductivity sensed by the microwave signal. Further 

reduction in the optical power requirement is achieved through utilizing a mode of 
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propagation for the microwave signal which is spatially limited. For this purpose, 

the skin-effect mode of microwave propagation is considered. The optimum design 

of the microwave transmission line is discussed in detail in chapter 5. 

2. The condition that the absorption depth for bulk illumination, ~, should be much 

smaller than the microwave skin depth sets an upper limit on the microwave fre­

quency that could be used in conjunction with a given optical wavelength in a given 

material. For the guided-wave optics case, the thickness of the photoexcited region 

is dictated by the optical guiding system. This allows for designing the microwave 

switch to operate at a much higher frequency without being limited by the choice 

of material or optical wavelength. 

3. The penetration of the incident light through the substrate to the ground plane leads 

to a leakage conductance Ga of a considerable magnitude that would minimize the 

difference between the OFF and ON states as sensed by the microwave signal [ refer 

to equation 2.25 ] . Therefore, it is recommended to use materials that are semi­

insulating in the absence of light, and to design the device parameters such that the 

incident light is mostly absorbed in a thin layer of the substrate close to the surface. 

This can be easily achieved using guided waves compared to bulk illumination. The 

choice of strongly guided modes will confine the light to the thin core of the guide. 

4. As discussed earlier, the guided-wave approach will further reduce the optical power 

requirement by providing a more even distribution of the light intensity across the 

gap, leading to a higher overall conductivity. Further, bringing in the light from 

within the substrate, rather than illuminating the gap from the top, will help evade 

the shadowing pattern created by the aperture nature of the gap [see Figure 2.9}. 

This will effectively eliminate the; factor discussed in the previous chapter [ refer to 

equation 2.13}. The plasma distribution and consequently the conductivity distribu~ 

tion for the guided-wave approach for a typical case are depicted in Figure 3.28. In 

these figures, the carriers distribution profile is controlled by adjusting the coupling 

strength of the optical directional coupler. 
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5. More savings in the optical power requirements can be achieved through the minia­

turization of the device. The sensitivity of the device increases with reducing the 

gap size. From equations 2.13 and 2.25, the power sensitivity will increase with k, 
where l is the length of the gap. Using bulk optics excitation techniques, however, 

poses limitation on the extent of the miniaturization of the gap size. The proposed 

guided-wave technique allows for much smaller devices. It should be noted that re­

ducing the gap length will lead to an increase in the gap capacitance [104] [105] [106]. 

However, the dependence of the gap capacitance on the gap length is logarithmic 

[15]. Hence, it is possible to minimize the gap length and increase the sensitivity 

of the device, without much sacrifice of the speed. In devices where much higher 

speeds is required, guided-wave optics can also out-perform bulk optics. In bulk 

optics illumination, a longer gap translates directly to a much higher optical power 

requirement. In the guide-wave approach, profiling and confining the optical energy 

will help reduce the amount of optical energy required. 

6. The use of optical guided waves provide opportunities for profiling the carrier distri­

bution and adjusting the carrier densities to meet the requirements of more complex 

device designs. 

7. The amount of microwave signal attenuation can be reduced by minimizing the 

semiconductor areas to which the microwave signals are exposed. In the previous 

section, topologies to minimize the semiconductor areas to which the microwave 

signals are exposed were presented. 

8. The introduction of guided optical waves creates an integrated version of these 

devices. This leads to a better fabrication yield, lower cost, smaller size and a 

lighter weight. The integrated guided-wave device design will have an on-chip laser 

as an integral part of the device. Current bulk optics devices use external lasers 

with an expensive and lossy lens system to direct the light (95]. 
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3. 7 Assessment and Comparison of Optical Power 

Requirement for the Proposed Devices 

In what follows, an analysis of the amount of guided optical power required to achieve the 

same conductivity Gb as that in the case of free-space illumination will be conducted. The 

optical power is propagated in a waveguide made of a low loss dielectric material. At the 

gap, this optical power is coupled into another waveguide whose core is the semiconductor 

absorbing layer. 

Assume the case where the plasma distribution is designed to be held constant along 

the axial direction z. Referring to Figure 3.21, the conductivity G,, is given by 

w 100 Gb == l _
00 

u(x )dx (3.35) 

Here w is the width of the gap and l is the length of the gap designed to be half the 

coupling length of the coupler Le. If the gap is situated in the middle of the coupling 

length profile of the optical directional coupler, and has a length of approximately ~, 

the carriers distribution will be almost constant along the axial direction. Throughout 

the length Le, optical energy is completely coupled from the lossless dielectric waveguide 

to the surface semiconductor waveguide. The plasma distribution could be made almost 

constant along the axial direction by adjusting the rate at which the optical energy is 

being coupled into the absorbing layer, to he approximately equal to the absorption rate 

of this optical energy. This is done by the proper choice of the coupling strength of the 

coupler in conjunction with the absorbing characteristics of the semiconductor material 

at the operating wavelength. 

The even carrier distribution is important in order to ensure that the entire length 

of the gap will be illuminated with an approximately uniform intensity, so as to avoid 

a situation where strong absorption leads to a poorly illuminated region near one of the 

contacts. This dark region would decrease the effectiveness of the incident light in the 
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same way as the small aperture shadowing affects the conductivity in the case of bulk 

illumination. 

In the above equation, a-( x) could be assumed to have the same spatial distribution as 

the guided optical modal power. This assumption is equivalent to that which was assumed 

for the case of free-space optical illumination in earlier works by Platte and others [23] [95] 

and was verified experimentally [93]. It is specifically valid for short-duration switching 

pulses where diffusion could be ignored. For a TE mode, the optical power distribution will 

be proportional to Ey 2 , where Ey is they-component of the electric field. Consequently, 

a-(x) could be assumed to have a distribution in the form: 

tl.<r ,co.s2( xd)e2P(=+d); if X < -d 

o-(x) = tl.<r,cos 2
( xx); if -d < X < d (3.36) 

tl.o-, cos2 ( xd) e- 211< z-cl); if X > d 

In the above expression, "', p, and d are related through the well known expressions 

for the slab waveguide propagation model: 

for TE even modes 

(3.37) 

(3.38) 

(3.39) 

where /3 is the axial propagation constant, 2d is the guide thickness, V is the nu­

merical aperture, and n 1 and n2 are the core and cladding refractive indices respectively. 

Substituting equation 3.36 in equation 3.35, one arrives at 

(3.40) 

where 2def/ is the effective guide thickness. By comparing this formula to the one 

obtained for the case of bulk illumination [equation 2.13], one concludes that in order 
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to obtain equal conductances for the guided-wave illumination and the bulk illumination 

cases, for a gap of the same length, l = ~' and same width w, the ratio of required plasma 

density, or alternatively the ratio of required conductivities, is given by 

flu guided 

flu non-guided 
(3.41) 

The expression obtained for Gb for bulk illumination assumes that the absorption 

depth, ~, is much smaller than the microwave skin depth. Similarly, the expression 

obtained for Gb for guide-wave illumination assumes that the effective guide thickness, 

def I is again much smaller than the microwave skin depth. This assumption means that 

the entire photoexcited region will contribute to the microwave conduction. 

As a practical case study, consider the directional coupler described earlier made of 

GaAs / Al:rGa1 -:rAs double heterostructure MQW materials. Consider cores of refractive 

indices of 3.65, and surrounding layers of indices of 3.647. One of the cores is a GaAs 

absorbing layer of index n,. - j ni = 3.65-j0.0684 ( at A == 0.83 µm ) and the thicknesses 

of both guides is 1.5 µm and the separation between them is 0.4 µm. 

For this case, analysis yields a coupling length of Le = 0. 78 mm, and an effective guide 

thickness 2delf = 3.83 µm. The power absorption coefficient a = ";ni = l.035x106 m-1. 

Substituting these numbers in the above expression, yields 

flcrguided 

flu non-guided 
(3.42) 

For "Y =0.06 [95], the above ratio is equal to -15.23 dBs, and for the extreme case of "Y 

=1, the above ratio is = -3 dBs. 

This means that the guided-wave approach reduces the amount of optical power re­

quirement by 50-97%. In other words, the guided-wave approach can tolerate 3-15 dBs of 

insertion and propagation losses and still be equally efficient to the free-space conventional 

devices with the added advantages explained earlier. 
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3.8 Conclusion 

In this chapter, an approach whereby optical guided waves can be used to realize an 

integrated architecture of optically controlled microwave devices was presented. This 

new architecture was utilized to propose some composite devices such as the optical­

microwave logic devices described above. These devices would be very complicated to 

implement otherwise, as they require complex optical control signaling. Using free-space 

illumination, an equivalent system will require a complex, bulky, lossy and expensive lens 

system to direct the optical signals to their appropriate destinations, and the device will 

not be practical to implement. 

This chapter also proposed a model for the guided optical energy conversion into 

electronic plasma. The plasma distribution in space and its relation to the optical field 

distribution would lead to suggesting specific guiding characteristics and optimized optical 

field distribution patterns that can be more effective in achieving the control function and 

hence enhancing the device performance. The optical energy should be coupled into the 

region of interest in such a way that a uniform plasma distribution across the gap is 

realized. Further, through the guiding of the optical energy, profiling of both the optical 

beam and the resulting plasma distribution is possible, which would reduce optical losses, 

reduce the optical energy requirement~ among other advantages. 

Modeling the optical component of the proposed optically controlled microwave switch 

was presented. For this purpose, accurate numerical simulators such as VFDTD and 

8PM are used. These numerial simulators require an input field excitation that is the 

eigensolution of fields for the structure to be simulated. This minimizes simulation errors 

due to incorrect launching fields. An algorithm to compute the field profiles and the 

complex propagation constant for multi-layered highly lossy optical guiding systems is 

presented in this chapter. Using this algorithm, the optical power distribution within 

the microstrip gap region is accurately modeled. This algorithm is an iterative exact 

solution for the fields and the effective index of the propagating optical power within the 

structure. This modeling tool is best suited for highly lossy structures, and yields fast 
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accurate results. 

The performance of the proposed guided-wave device was compared versus an equiva­

lent bulk optics device. It was shown that the proposed architecture was more efficient in 

terms of the optical energy requirements. From point of view of integrability, efficiency, 

capability of more complex integration and more complex structure, as well as fabrication 

yield, cost, and size, the proposed structure outperforms the bulk optics one. 

As noted in Chapter 2, the optically controlled microstrip switch has been treated in 

the literature with approximate formulas valid in the low-frequency quasi-static domain. 

This was traditionally done using the simple approach ofrepresenting the photoconductor 

by time-varying circuit elements obtained via a quasi-static analysis of the microstrip line. 

Using these circuit elements, the device is analyzed using a lumped parameter circuit 

representation. 

The following chapter is dedicated to developing an accurate model of the microwave 

component of the switch. To model the propagation characteristics and the microwave 

discontinuity, an analysis that utilizes spatial Green's functions formulations is developed. 

This analysis is capable of modeling continuous and discontinuous shielded microstrip 

multi-conductor transmission lines with lossy multi-layer substrates. The formulation 

utilizes the concepts of the Green's function in the space domain and the principle of 

scattering superposition to obtain the propagation characteristics. The analysis is kept 

broad enough to allow for multi-layered substrates in which one or more of the layers 

are lossy. Using the developed accurate model, the proposed device is subjected to much 

more accurate design methodology than the currently in use equivalent circuit models 

based on quasi-TEM assumptions. 



Chapter 4 

Analysis of Shielded Lossy 

Multi-Layered-Substrate Microstrip 

Structures 

4.1 Introduction 

Planar structures such as striplines and microstrips were introduced in the ea.rly 1950's. 

These guiding systems have come to be of considerable importance because they offer the 

advantages of low loss as well as ease of fabrication with technologies similar to those of 

the well established semiconductor technology. Since then, planar transmission lines have 

become the chief guiding mechanism for microwaves. In pursuit of better performance, 

in terms of compactness, losses and reproducibility, the range of basic guides has grown. 

This also led to the realization of more flexible structures that allowed for a wide variety 

of components and convenient interconnections. From microstrip, has grown the coplanar 

waveguide, the inverted microstrip, the suspended microstrip, the slot-line, the finline 

and a lot of variations thereof. A schematic diagram of a planar structure is shown in 

Figure 4.1. 

105 
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Metalization 

Substrates and Sup,rstrate• 

Shielding Structure (if any} 

Figure 4.1: A schematic cross-section of a planar guiding structure. The substrates and the 

superstrates can be dielectrics, semiconductors, ferrites etc. depending on the circuit design. 

Each of these guides offer its own desirable features. For example, the suspended 

substrate stripline offers low attenuation, extreme broad-band and low dispersion charac­

teristics, attributed to the quasi-TEM mode of propagation. Suspended substrate stripline 

is a desirable medium for IF filters and matching networks used in millimeter-wave mix­

ers. Coplanar waveguides and finlines have the added advantage of compatibility with 

microwave semiconductor devices. Finline, due to its favorable characteristics, has proven 

to be one of the most used media for millimeter-wave Microwave Integrates Circuits 

(MICs) (139]. In many cases, systems are designed to combine different media to in­

crease design flexibility and to exploit the unique advantages of each of these media. For 

example, unilateral finlines and coplanar lines are often combined to achieve very broad­

band hybrid junctions for millimeter-wave mixer designs. Attempts to further increase 

the design flexibility of MICs have bean made by introducing additional conductors and 

multiple dielectric layers (140]. Aikawa (141] and ltoh [142], (143] have demonstrated the 

usefulness of this technique in the design of high directivity couplers by using coupled 

suspended substrate stripline with tuned septums. 

Further, these guides became a. building block in a larger MIC. An MIC is a collection 

of active and passive microwave devices interconnected on a common substrate. The two 
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possible types of MICs are the monolithic MIC (MMIC) or hybrid MIC. In MMICs, all 

active and passive devices and their connecting lines are fabricated on the same substrate 

using epitaxial and photolithographic technologies, as shown in Figure 4.2. Active device 

implementation require the substrate to be a semiconductor, mostly GaAs or Si. Hybrid 

MICs are usually made of a low-loss dielectric substrates. Passive components and inter­

connects are made by deposition techniques. Active devices are mounted on the substrate 

after being manufactured separately. 

,..A" 
Matching Section 

Transistors ,~ 
Impedance Stub 

Figure 4.2: A Monolithic Microwave Integrated Circuit ( MMIC). All active and passive devices 

and their connecting lines are fabricated on the same substrate using epitaxial and photolitho­

graphic technologies. 

There is a strong interest in the monolithic integration of microwave and radio fre­

quency (RF) circuits because of the growing market of wireless communications. In par­

ticular, integration of active and passive components on a silicon wafer is of great interest 

because the silicon technology is a mature technology that allows much higher integration 

density [144]. There is also a very strong interest in the monolithic integration of optical 

and microwave components. The focus of future developments is directed towards MMIC, 

which provide possibilities of integrating entire microwave, electrical and optical systems 

on the same chip. 
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4.2 Modeling Techniques of Planar Structures 

Hybrid and Monolithic MICs are both quite costly to design through engineering iteration 

processes. Further, once fabricated, their performance cannot be appreciably changed but 

for fine tuning. For this reason, the initial MIC theoretical designs should be as accurate 

as possible in order to minimize the number of engineering iterations. For example, 

the electromagnetic coupling between adjacent devices on the same MIC are significant 

enough to warrant including them in the analysis in order to get the best possible initial 

design. Microstrip circuits often include discontinuities such as impedance stubs, matching 

sections and series and end gaps. The accurate prediction of electromagnetic coupling 

and scattering from these components is important in order to minimize the number of 

design iterations. Accurate calculation of the propagation constant and the characteristic 

impedance of the interconnects leads to an accurate prediction of the interaction between 

various circuit components. 

For this reason, in tandem with the progress in the design of various planar trans­

mission line structures, a variety of theoretical methods were developed to analyze these 

planar structures. The problem of electromagnetic propagation in stratified isotropic and 

anisotropic media have been studied extensively [145] (146]. This effort has been devoted 

to the task of being able to design MMICs for the use in the high frequency ( / > 20 

GHz) region. Accurate theoretical modeling of MMICs, microstrip transmission lines of 

various types, and their discontinuities are essential so that the device performance can be 

predicted confidently, thus avoiding a time consuming and costly production and testing 

cycle [14 7] (148]. 

Due to the inherent complex nature of the electromagnetic fields in MIC structures, al­

most invariably all the mathematical techniques capable of rigorously predicting the basic 

parameters of the guiding system are either numerical or semi-analytical. The quality of 

these techniques can be assessed by means of comparing their computing efficiency, their 

ease of use, generality and reliability. The main problem in accurate analysis of planar 

transmission line lies in the fact that these structures involve mixed boundaries. Hence, 
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all the six components of the field must be taken into account. Also, the final equations 

have to be solved numerically, being of a rather complicated nature, and almost always 

not in a closed form. 

Computer-aided design (CAD) tools such as TouchStone, Supercompact [149], and 

Libra [150} often adequately characterize many basic microstrip configurations and dis­

continuities. The models used in these tools, however, are approximate and do not allow 

for complex multi-layer geometries, highly dissipative substrates or shielding considera­

tions. IE3D [151] by Zeland, Inc. is a powerful simulation tool that utilizes the Method 

of Moment. Zelad has developed another software, FIDELITY, that is bsed on a finite 

difference scheme (FDTD) to solve a generalized electrical field integral equation (EFIE) 

associated with microstrips in three dimensions. A generalized computer code, however, 

is quite expensive in terms of computational efforts. 

Some modeling approaches utilize dispersion models based on empirical formulae de­

rived from experimental data [152),(153]. Apart from those, analysis techniques can be 

categorized into three main categories: 

1. Quasi-static Analysis Techniques. 

2. Full-Wave Semi-Analytical Techniques. 

3. Numerical Techniques. 

In what follows, a brief review of the various analysis techniques used in microstrip mod­

eling is presented. 

4.2.1 Quasi-static Analysis Techniques 

Initially, theoretical work on microstrip was primarily based on quasi-TEM analysis. With 

these techniques, equivalent circuits are derived in terms of static capacitances and low 

frequency impedances. The static capacitance is calculated and used to determine the 
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characteristic impedance and the propagation constant of the transmission line. Wheeler 

[154] [155] was the first to evaluate the static capacitance through conformal mapping 

and effective dielectric constant approach. Other works for the static analysis of gaps in 

microstrips [104], gaps and steps [105], and other microstrip discontinuities [106] followed. 

More recently, the quasi-static conformal mapping approach was used to characterize 

coplanar transmission lines on multilayer substrates [156] [157). 

Other approaches include the Green's function formulation by Silvester [158], applica­

tion of the variational technique in the Fourier domain by Yamashita and Mittra [159] and 

the quasi-TEM spectral domain analysis by ltoh and Hebert [142] and ltoh [143]. The 

latter approach has the flexibility of analyzing multi-conductor multi-layered substrate 

lines. The limitation of quasi-TEM approximation, however, is that it cannot be applied 

to compute the electromagnetic characteristics at higher frequencies, given the dispersive 

nature of microstrips, and hence the technique is limited to a range of frequencies up to 

few GHz. Also, most existing models ignore the shielding effects. 

Generally, quasi-static approximation methods sacrifice accuracy for sake of fast and 

less computationally expensive formulations. They generally yield good results at the 

lower end of frequency range of interest, although some quasi-static have been proven to be 

useful for characterizing microstrip lines for up to 10 GHz [144]. The quasi-TEM spectral 

domain technique [142] is a numerically-efficient approximate modeling tool. These quasi­

static approaches often lead to a simple equivalent circuit representation that models the 

transmission line or the discontinuity. An example of this is depicted in Figure 4.3. This 

feature gives them the added strength of being easy to integrate with other efficient circuit 

simulators. 

4.2.2 Full-Wave Semi-Analytical Techniques 

A mathematically rigorous full-wave solution for the fields in a particular structure re­

quires the knowledge of an accurate Green's function for that family of structures. A 
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Metalization Discontinuity Substn1te 
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Figure 4.3: An equivalent circuit representation that models a step discontinuity. 

short review of the relevant methods for obtaining such Green's function can be found in 

the introductions of several papers on that topic [160] [162) (163]. 

The Green's function is obtained either in the spatial domain or in the spectral domain. 

Generalized techniques for deriving the spectral-domain Green's function for multilayered 

substrates have been given in [160] [161] [163] [164] Examples offull-wave analysis methods 

that starts from the spatial Fourier domain are [165} [166] [167] [168] [169]. 

The quasi-static approximation is compared to the results of full-wave analysis in [162]. 

For this purpose, an approach based on a vector potential and a scalar potential is used to 

obtain the Green's function. A mixed-potential integral equation is stated to be superior 

in [170] 

A rigorous formulation for shielded microstrip via an integral equation was introduced 

by Mittra and Itoh [171]. The solution for open m.icrostrip was presented by Denlinger 

[172] where a coupled integral equation in the spectral domain was utilized. These tools 

were simplified by introducing the numerically efficient Galerkin's technique for the so­

lution of the spectral domain problem. A variational technique for modeling step dis-
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continuities was presented in [173] and an iterative approach was reported in [174]. A 

CAD-suitable approach was reported in [175]. 

Full-Wave Spectral Domain Analysis Techniques 

Some of the theoretical models are geared more towards a special geometry, and hence 

they are inherently computationally efficient. Of these, the spectral domain methods is 

the most commonly used. The Spectral Domain Technique (SDT) is an efficient semi­

analytical method that was applied extensively to problems covering the analysis of planar 

couplers, filters, antenna arrays and lossy planar structures [139]. Spectral domain meth­

ods range from those providing a quick and approximate results to those which are most 

accurate but more computationally expensive. The variety of these methods allows for a 

trade off between accuracy and computing time. The quasi-TEM spectral domain tech­

nique is an example of the former [142]. The hybrid spectral domain approach is a more 

elaborate and accurate technique that is also more computationally expensive [176], (177], 

[178], (179] 

The Spectral Domain method is an integral transformation method: the differential 

equations governing the electromagnetic system are transformed from the space domain 

into the spectral domain, via a Fourier transform, where they are easy to solve. The actual 

solution is then obtained by inverse transformation. In boundary value problems, the 

above process results in one or more integral equations in the original space domain. The 

solution can then be obtained by using a standard numerical technique. The numerical 

efficiency of the solution depends on the choice of the technique for converting the integral 

equation into the final set of linear equations. Methods of solution of the final equations 

that are most commonly used include the Point Matching (Point Collocation) method, 

and more importantly the Galerkin technique. The aim of these methods is to convert the 

integral equations into a homogeneous system of linear equations. When the determinant 

of this system is equated to zero, the characteristic equation of the transmission line is 

obtained. This equation yields the complex propagation constant of the transmission line 
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modes. Substituting back with the complex propagation constant, the current distribution 

on the strip, and the field patterns can be computed. The Galerkin's technique and the 

point matching technique have the same philosophical base in the numerical analysis 

and are both categorized as the moment method. Unlike the point matching method, 

the Galer kin's technique can be applied both to the spectral domain and to the spatial 

domain analysis, and in both cases they finally yield the same set of linear equations which 

is solved to obtain the dispersion characteristics. However, the combination of Galerkin's 

technique and Parseval's identity to generate a set of linear equations has now become a 

specific feature in the spectral domain solution of planar structures. 

For a uniform microstrip line, it is possible to predict the general shape of the current 

distribution, and deploy it to obtain the dispersion equation. In doing so, the computa­

tionally expensive step of using the Method of Moments (MOM) can be avoided altogether. 

This can be done with both the space domain and the spectral domain Green's function 

formulations. 

When a discontinuity occurs along a planar transmission line, some of the energy 

propagated on the line is reflected. Characterization of microstrip discontinuities is a 

major task, even to arrive to a representative approximate lumped parameter model. 

Radiation from open planar structures involving discontinuities is another major task. 

An accurate assessment of the radiation from a. planar structure depends on the accuracy 

of the solution of the associated electromagnetic problem. 

The spectral domain technique for the analysis of planar microstrip lines was first 

introduced by T. Itoh and R. Mittra (180} in 1973. Between 1973-1976, basic applications 

for the SOT were reported by Jansen (181] (182], Rahmat-Samii [183], ltoh (184] among 

others. These basic applications included planar resonators, coupled microstrip lines and 

microstrip discontinuities. In 1977, a generalized form for the SOT for the application to 

multiconductor multilayer planar transmission lines was proposed by Davies [185]. The 

technique employs a transfer matrix method to account for multilayers of dielectrics. In 

1980, Itoh (186] introduced the immittance approach for the SOT of multilayer multicon-
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ductor transmission line. Since then, various refinements have been made to the SOT in 

order to increase its numerical efficiency and capabilities [187] [188] [189] [190 J. For ex­

ample, (191] proposes a non-uniform discretization scheme of the integral equation. This 

technique was also extended to model anisotropic substrates (192]. 

Some FFT methods such as (161] are not suitable for calculations if the observation 

point, (x,y,z), and the source point, (x·,y·,z·), coincide. The method proposed in [163] 

circumvents this problem. This is essential if the Green's function must serve as the basis 

for solving an integral equation for the current on a microstrip patch. Apart from that, 

the approaches of [161] and [163] are basically similar. 

The Green's function for layered lossy media reported in (163] is intended for special 

application to microstrip antennas. In this paper, Suitable Green's dyadics for the fields 

generated by a surface current density in a plane parallel to the interface of a layered 

isotropic structure are determined. Special care is taken to ensure that the Green's func­

tion can still be calculated in the source region by circumventing the numerical problem 

by analytical techniques. This method is intended for modeling devices in highly lossy 

media. An analytical method is developed to avoid numerical problems arising from the 

exponential decay of the fields due to these losses. 

A standard spectral doma.in analysis assumes the microstrip line to be enclosed in a 

shielding cavity. This model is more general, as it can model shielded structures, as well 

as open structures (by letting the shielding cavity's dimensions tend to infinity). Hence it 

can model open structures, laterally open structures, and shielded structures. However, 

since modes associated with closed structures are discrete, the SDT will only render the 

discrete modes of open microstrip lines. Shielded microstrips are the most common for 

practical applications. 

The major shortcoming of the spectral domain method is its inability to model thick 

conductors. Therefore, for very high frequencies, when the wavelength is comparable to 

the metalization thickness, the results of spectral domain analysis depart from accuracy. 

Also, for very high losses, the SOT yields inaccurate results. 
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For a closed structure, there is essentially no big difference between the spectral do­

main and the space domain Green's function approach. In the spectral domain, Fourier 

transform will be applied to the field expressions in the direction parallel to the layered 

structure discontinuity interface. Since the field is bounded by the shielding cavity, the 

Fourier transform reduces to a Fourier series with a set of sinusoidal functions which are 

more or less the functional expressions of the modes sustained by the shielding cavity 

in the absence of the microstrip metalization. In the space domain analysis, the spa­

tial functional expression for the fields is the summation of sinusoidal functions, with a 

set of unknown amplitudes. These sinusoidal functions are the modal representations of 

the modes sustained by the enclosing cavity. Using the boundary conditions along the 

discontinuity boundaries, the relation between these unknown amplitudes is established. 

It is obvious that the Fourier series representation in the spectral domain is the modal 

summation representation in the space domain. 

Full-Wave Spatial Domain Analysis Techniques 

Full-wave spatial domain analysis was first introduced by Itoh (165]. Since then, several 

versions of that approach were proposed [166] [168] [169] [193] (194] [167] [195]. For exam­

ple, in (193}, the Green's function for a rectangular waveguide filled with two dielectrics 

is given. The inhomogeneous system of equations encountered in [193] increases substan­

tially with the number of layers. It is hence not suitable for the treatment of multilayered 

structures. Some techniques for deriving the spectral or space domain Green's function 

for multilayered substrates for open and closed geometries [160] [163] [164] require that 

the current in the circuit be parallel to the layers' interfaces. A significant reduction in 

the algebraic complexity of the analysis is achieved by choosing a set of vector potentials, 

such as Hertz vectors, that is oriented in the direction normal to the layer interfaces. 

These vectors are then used to compute the electromagnetic fields. 

An efficient generalized technique for deriving the space-domain Green's function due 

to an arbitrarily oriented current in a shielded two-layer isotropic substrate structure is 
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presented in [169] [196] [197]. In this chapter, an extension of this method for the case of 

multilayered lossy substrates is conducted. 

Another approache that can be included under this category of techniques is the mode 

matching technique [ 198] [ 199], which is a method for analyzing micros trip discontinuities. 

In this method, the modal expansions on both sides of the discontinuity are evaluated and 

equated at an appropriate reference plane. The resulting system of equations are solved 

yielding the amplitude of the scattered mode of interest. A closed-form spatial Green's 

function for thick microstrip substrate is presented in [200}. The technique of complex 

images and quasi-dynamic images is utilized to arrive at these formulas. 

4.2.3 Full-Wave Numerical Methods 

Full-wave three-dimensional-discretization numerical methods are considered the most 

versatile, as they are applicable to geometrically more complex structures than those 

which can be solved analytically or semi-analytically using quasi-static or full-wave spec­

tral/ spatial domain techniques. These analytical and semi-analytical tools take advantage 

of the special geometry of a class of devices to model their performance. Further, the nu­

merical methods can be made increasingly accurate by minimizing the mesh discretization, 

assuming that the computation resources are ava.ilable. 

Some of these numerical methods are the method of lines [201] [202] (203], the fi­

nite difference time domain (FDTD) approach [204] [205] [206] [207) [208] (209], and the 

transmission line matrix method [210]. 

In the method of lines and the FDTD, the microstrip circuit is discretized into a three 

dimensional grid. By imposing the appropriate boundary conditions within the structure, 

Maxwell's equations are solved at each point. 

In the transmission line matrix (TLM) method [210], the structure is discretized into 

a three dimensional grid of points interconnected by ideal transmission lines. The dis­

tributed parameters of these transmission lines can be obtained by enforcing the EM field 
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boundary conditions [189j. 

A commercially avaiiable software, IE3D [151], utilizes the finite difference scheme to 

solve a generalized electrical field integral equation (EFIE) in three dimensions. 

It should be noted, however, that solving the system of equations resulting from the 

formulations based on a three dimensional grid, such as the transmission line matrix 

(TLM) method or the finite element approach, may require detrimental computation 

time and resources. 

4.3 Shielded Metal-Insulator-Semiconductor Planar 

Structures 

In most cases, MMICs with semiconductor substrates are shielded in a metallic rectangular 

cavity, given the brittle nature of semiconductors, and in order to isolate the circuit from 

interaction with the surrounding environment. For this reason, shielded metaUnsulator­

semiconductor (MIS) microstrip structures are often found in MMICs, as they provide 

a variety of desired features. MIS technology is used for the design of phase shifters, 

attenuators and tunable filters (60] [211] (212] as well as modeling very high speed VLSI 

circuit interconnects (213] (214}. The basic MIS geometry consists of a semiconductor 

substrate with a very thin layer of an insulating material on top of it. In many cases, 

that insulating layer is the oxide layer of the semiconductor material that forms on the 

surface. 

MIS structures are particularly attractive for applications in the area of optical control 

of microwaves. A large variation in attenuation and phase properties of the propagating 

signal can be achieved by changing the resistivity of the substrate, which can be achieved 

optica.lly. These changes arise from the change in the spatial distribution of the stored 

electrical and magnetic energi~s during device operation as explained later in this chapter. 

Experimental results for the propagation constant and characteristic Impedance of MIS 
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structures [60] [215] [216] confirm these properties. This makes the MIS geometry attrac­

tive for such applications as optically tuned delay lines and attenuators. The proposed 

integrated optically controlled microwave switch of this research utilizes a shielded MIS 

geometry. Understanding the operation principles of the MIS geometry is key to accurate 

design of the optically controlled microwave switch. This is one of the objectives of this 

chapter. 

Several full wave analysis techniques have been utilized to analyze MIS structures and 

their discontinuities such as finite element analysis [211] [217], spectral domain analysis 

[218] (219], and spatial domain analysis (168] (169]. Full-wave finite element analysis 

often requires three dimensional discretization of the discontinuity region, and hence is 

computationally intensive and requires a large amount of computer memory and time. 

The effect of shielding on discontinuity characteristics can be significant and requires 

accurate modeling at higher frequencies [220]. Cases of significant effect of the shielding 

structure include those when the circuit is operated at a frequency close to or above the 

cut-off frequency of the higher order modes of the microstrip, which are essentially the 

rectangular waveguide modes of the shielding structure [168]. Also, when the shielding 

structure is close to the circuitry, significant shielding effects are observed. Such effects 

are not accounted for in most commercial CAD packages. 

The method proposed in [169] is an efficient generalized technique for deriving the 

space-domain Green's function due to an arbitrarily oriented current in a shielded two­

layer isotropic substrate MIS structure. The derived Green's function is then used to find 

the dispersion characteristics of single and symmetric coupled MIS slow-wave transmission 

line structures. The approach given is based on the principle of scattering superposition 

combined with appropriately chosen magnetic and electric vector potentials. 

The treatment proposed in (168] [221] (220] is intended primarily for discontinuities 

of thin width in thin lines, as it assumes only the axial component for the current. This 

method uses magnetic frill current excitation of the discontinuity. The treatment in [169] 

(196] [197] [222] assumes the two components for the current, the axial current lz. and 
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the transverse current f:z:, and hence it is suitable for the treatment of discontinuities in 

wider lines. This analysis uses gap generator excitation of the discontinuity rather than 

frill current. 

4.4 The Present Analysis 

In this chapter, the analysis presented in (197] is extended for the case of multilayered 

lossy substrates. The obtained semi-analytical expressions are developed into a set of 

computer codes. The validity of this method was established earlier through comparison 

with measured data for highly lossy substrates and low loss substrates, published data 

obtained experimentally or using other methods, and Libra CAD simulations (169]. The 

major advantages of this method are: 

1. It can accommodate arbitrarily oriented current densities. 

2. It is a spatial domain analysis that is particularly suitable for highly lossy substrates. 

This is important to model the optically excited semiconductor substrates required 

in this research. 

3. As opposed to the SDT approach, the spatial dependence of the fields of the struc­

ture under consideration are directly observable. 

4. This method expresses all the unknown field amplitude coefficients in terms of the 

amplitude coefficients of one layer only. Hence, regardless of the number of substrate 

layers, all the unknown amplitude coefficients can be evaluated by solving a 2x2 

system of equations. This provides an immense reduction in the mathematical 

manipulation compared to other approaches (223]. This feature makes it preferable 

over other approaches. 

Using this method, theoretical formulations for a multilayered lossy inhomogeneously 

filled rectangular waveguide and cavity are conducted. These are used to obtain the 
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electric Green's function for each of these structures. Using the Green's function for the 

rectangular waveguide, an integral equation that models a uniform transmission line is 

formulated. Using the electric Green's function for the rectangular cavity, an integral 

equation that models a discontinuity in the transmission line is formulated. Both of these 

are known as the electric field integral equation (EFIE). The sequence of this derivation 

is shown in Figure 4.4. 

For a uniform microstrip line with no discontinuity, the general shape of the current 

distribution is known, and is deployed in the EFIE to obtain the dispersion equation. In 

doing so, the computationally expensive step of using the Method of Moments (MOM) is 

avoided. The dispersion relation is a complex equation with complex roots. Complex root 

searching is conducted using Muller method and the roots of the dispersion equation are 

obtained. These are the complex propagation constants for the microstrip propagating 

modes. Once the propagation constant is known, the fields of the transmission line prop­

agating mode are obtained, and are used to compute the line characteristic impedance 

through a power/ current relationship. 

To analyze a discontinuity, the unknown surface current maintained on the microstrip 

discontinuity is expanded in terms of certain basis functions. The electric field compo­

nents in the plane of the discontinuity region are then written in terms of the current. 

Imposing the condition that the component of the electric fields tangential to the metal­

ization is zero, (Etan=O), yields an integral equation known as the electric field integral 

equation (EFIE). The moment method is applied to the EFIE to obtain a a system of 

linear equations. An LU-Decomposition routine is deployed in order to obtain the matrix 

inverse. The elements of this matrix are complex in general. For a given voltage exci­

tation of the discontinuity, a current distribution profile can be obtained. To obtain the 

discontinuity characteristics, this current distribution profile is fitted to transmission line 

current model. This curve fitting is used for the extraction of the incident and reflected 

current amplitudes at the discontinuity, as well as the complex propagation constant. The 

computer optimization code L-BFGS-B is used for this purpose[224]. Using a two port 
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network representation, the incident and reflected currents are used to compute the scat­

tering matrix and the impedance matrix representing the discontinuity. This technique 

for extracting the scattering parameters from the discontinuity feed line current distribu­

tion does not require prior knowledge of the feed line propagation constant, an advantage 

over other methods [197]. 

Theoretical Formulation for a 
MultJ.layered lossy Structure 

Green's Functions for an 

lnhomogeneously loaded guld 

Waveguide Formulation 

(For continuous line ) 

Formulation of Integral Equatio 

for Uniform transmission line 

Complex Root Searching 

Using Muller Method 

cavity Formulation 

(For a discontinuity) 

Formulation of Integral Equatlor 

for a discontinuity 

0 

Extraction of I t I z: 
a. ~ for n- Cunents 

LBFGSB 

---

Computing a. ~. and ~ for MIS 

Mlcrostrlp Unes 

'Computing the Scattering Parameters 
for lhe discontinuity 

Method of Moments 

LU-Decomposition 
Routine for Matrix 
Inversion 

Figure 4.4: A chart showing the sequence of the derivation conducted for modeling uniform 

multilayered lossy transmission lines and their discontinuities. 

Two basic assumptions are made in the forthcoming analysis. 

1. All conductor losses are ignored, i.e. perfect conductors with u = oo are assumed. 

2. The thickness of the microstrip metalization is assumed to be zero. 
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For microstrip lines, most of the fields are concentrated under the center conductor, and 

fringe fields attenuate rapidly away from it. Hence, losses in the shielding walls can be 

ignored. Microstrip metalizations are mostly made of gold, which is a very good conductor. 

Conductor losses are skin-effect losses that are most significant at lower frequencies (f ::; 

2 GHz. Gold microstrip conductor losses for a line of width 500 µmis 0.01 dB/mm at 1 

GHz [225]. For MIS structures, this is a negligible quantity compared to the propagation 

losses due to the semiconductor substrates. Hence, the perfect conductor assumption is 

justified. 

For an operating frequency of 20 GHz, and for a typical semiconductor substrate 

permittivity of 12 (for Si), the microwave wavelength is a few mm. A typical microstrip 

line thickness is 5 µm [169]. Hence, the operating wavelength is at least 1000 times bigger 

than the conductor thickness . Hence, the zero conductor thickness is justified. 

Normally at the interface between the insulator (dielectric) layer and the semiconduc­

tor layer of an MIS geometry, a depletion layer forms and extends into the semiconductor. 

This depletion region can be modeled as an insulating layer whose permittivity is the 

semiconductor permittivity, but with infinite resistivity (because this region is depleted 

of carriers). For a typical MIS geometry, the width of this depletion region is about 10-

30 µm depending on the microwave voltage and substrate conductivity [24] [226] [169]. 

The MIS analysis reported in [169] ignores the effect of this depletion region because the 

analysis is limited to the case of two layers of materials; one is the insulator and the other 

is the semiconductor. The present analysis can take this depletion region into account. 

An argument is presented in (169] in an attempt to justify ignoring the depletion region. 

Studies conducted here show that ignoring the depletion region lead to an enoneous re­

sult. For example, ignoring the effect of the depletion region leads to errors in computing 

the propagation constant. For the quasi-TEM mode of operation, The imaginary part 

of the propagation constant ( attenuation constant) is off by up to 15%, and the phase 

constant is off by up to 3%. Moreover, for the slow-wave mode of operation, ignoring the 

depletion region leads to totally erroneous results, with errors of 50%-90%. This issue is 
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addressed later in this chapter. 

To accommodate the dissipative nature of the MIS geometry, the conduction current 

m the semiconductor, Jc, is taken into account in the form of a complex permittivity 

1:,. == f.,. 1 
- jf.,.". This complex permittivity is derived from Ampere's law. For a linear 

time-independent non-dispersive isotropic material of a real relative permittivity f.,. 1 and 

resistivity p, Ampere's law for time harmonic fields is given by 

- - ' - - , - 1- , [ 1 1-'ilxH = jw1:,. 1: 0 E +Jc= jwt:.,. 1:0 E + -E = jwf,. €0 1 + . , E, 
p JWf.,,. EoP 

(4.1) 

from which it is deduced 

I • ,, '( • C) , [ J l e,,. 8 e,. - J f,. = e,. 1 - J tan o = e,. 1 - , . 
Wf.,. EoP 

( 4.2) 

Here tan 6 is the loss tangent where 8 is the phase angle between the displacement current 

~~ and the conduction current Jc, where Vis the displacement vector. 

In what follows, a systematic procedure for deriving the electrical Green's function, 

G(r, r'), for a multilayer structure is presented. This general procedure could be applied 

to a wide range of structures. An example of such an application is an inhomogeneous 

dielectric-loaded rectangular waveguide. This configuration is depicted in Fig. 4.5. 

~ perfect condu~/ 

'o 
1101 1-----------1 
11 12 1---< __ -=-., ___ --l ~ perfect conductor 

•11-1.n f--+-i+--------/ 

dielectric layers 

Figure 4.5: An inhomogeneously loaded rectangular waveguide 

The electric Green's function, G(r: r'), relates the electric field anywhere within the 

given waveguide to an arbitrary surface current on the metalization region, J:(r'), through 
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the relation, 

E(i) = -jwµ0 j / G(i, i) - J.(r')ds
1

, ( 4.3) 

wheres' is the area of the surface where f.(r')ds' exists. All fields and sources are assumed 

to be time harmonic with a time dependence ejwt. G( i, r) is the dyadic Green's function. 

The analysis is carried out by employing the principle of scattering superposition. The 

field of a given inhomogeneously dielectric loaded rectangular waveguide is represented as 

a superposition of the primary fields of parallel plate structures and the scattered fields 

of another parallel plate structure, as depicted in Figure 4.6. The primary fields which 

satisfy the boundary conditions at the source are derived first. The scattered fields' Eigen­

functions are then deduced and the boundary condition of the continuity of the tangential 

components of the fields is enforced at all the dielectric layer interfaces. 

X 
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Figure 4.6: An equivalent waveguide system that models an inhomogeneously loaded rect­

angular waveguide. The analysis uses a superposition of an equivalent set of parallel plate 

structures. 

The above approach yields the fields excited in the complex structure by the infinites­

imal source. The electric field due an infinitesimal source is the Green's function as 

per 4.3. By employing 4.3, the electric field due to a complex distribution of currents is 

then computed. 
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4.4.1 The Hertz Vectors and their relation to the EM fields 

For a multi-layered substrate, a significant reduction in the algebraic complexity of the 

analysis is achieved by choosing a set of Hertz vector potentials that are oriented in the 

direction normal to the layers' interfaces. These vectors are then used to compute the 

electromagnetic fields. The electric and magnetic Hertz vectors, given by Ile and rr: 
respectively, can be used to derive the electromagnetic fields in any canonical system 

usmg 

( 4.4) 

and 

( 4.5) 

Chosing Hertz potentials that are directed normal to the layers' interfaces ( along the 

x-axis of Figure 4.6), i.e., 

( 4.6) 

and 

(4.7) 

and substituting in the above expressions for E and .ii, yields the following equations for 

the six field components in Cartesian coordinates: 

a21Pe 2 

E: = 8z2 + k 1Pe' (4.8) 

a2t/Jh. 2 
B: = 8z2 + k 1Ph., ( 4.9) 

E a2¢., . Bt/Jn 
y = Oy8:c - JWµ,o 8z ' (4.10) 

{J2¢h . O'lp,: 
Hy = 8y8z + JWE 8z ' (4.11) 

E 82-r/Je . 8-r/Jh. 
z. = 8z8:c + JWµ,a 8y ' ( 4.12) 

and 

(4.13) 
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where the medium is assumed as a non-magnetic, isotropic, lossy dielectric. Away from the 

sources, the Hertz potentials satisfy the homogeneous partial differential wave equations 

( 4.14) 

and 

( 4.15) 

In general, both electric and magnetic current sources can be represented in this formu­

lation. For the analysis of microstrip structures, however, only an infinitesimal electric 

current source is required. The source boundary conditions can be expressed in terms of 

the electromagnetic fields directly. 

The choice of the above Hertz vectors allows for the decoupling of two sets of solutions 

(modes): 

1. Longitudinal Section Magnetic (LSM) fields: Those having Hz: = 0, and are derived 

from an x-directed electric Hertz vector, Ile = X'fPe. 

2. Longitudinal Section Electric (LSE) fields: Those having Ez: = 0, and are derived 

from an x-directed magnetic Hertz vector, rr: = x'l/Jh-

This choice of the orientation of the Hertz vector potentials allow for the simplification 

of the analysis. The LSM and LSE electromagnetic fields are orthogonal to each other. 

Thus, during the solution for the respective amplitude coefficients, the boundary condition 

equations decouple which leads to a significant reduction in the required algebra. 

4.4.2 The Principle of Scattering superposition 

Assume that the electromagnetic fields or potentials for a given boundary value problem 

is known. If the boundary conditions change, the EM fields for the new structure is 

obtained by a superposition of the original known fields and a scattered one, which has the 

same spatial dependence but with an unknown amplitudes. Imposing the new boundary 
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conditions yields these unknown amplitudes. The resulting superposition of functions 

yields a solution that satisfies all the boundary conditions within the modified structure, 

and hence, it is the eigensolution for the overall structure. This is called the principle of 

scattering superposition. In Figure 4.6, It is assumed that we have a certain boundary 

value problem depicted in Fig. 4.6(b ). The solution to this problem is given by the 

primary fields Ep and Hp, The boundary conditions are then changed by adding a set 

of N layers of dielectrics and a bottom conducting wall (Fig. 4.6( d) ). As a result, the 

fields in the overall guide change. This change is represented by a set of added fields Es 

and H,. The principle of scattering superposition is discussed in [227] and was previously 

applied to problems such as deriving the space domain Green's function for a waveguide 

inhomogeneously filled with two different dielectrics [193]. It was also applied to other 

problems involving rectangular waveguides and cavities [196] [169] [228]. The uniqueness 

of the solution of the electromagnetic boundary value problem in the presence of a partly 

lossy dielectric region was considered in [229]. 

4.4.3 The Green's Function for A Rectangular Waveguide Par­

tially Filled With Multiple Layers of Lossy Dielectrics 

The Primary Fields of An Inhomogeneously Filled Rectangular waveguide 

Figure 4.6(a) shows a.n infinitesimal current source, l(r'), located within the air-filled 

region of a rectangular waveguide that is also filled with a set of N parallel layers of 

dielectrics. The air-filled region above the current source is denoted by region 0. The air­

filled region bellow the current source is denoted by region o'. This waveguide is analyzed 

using the superposition of the set of three parallel plate structures as shown. A primary 

("original") structure [ shown in Fig. 4.6(b)] is analyzed first, and the primary fields are 

obtained. Then, a set of scattered fields are added when the boundary conditions change 

through adding the set of dielectric layers and bottom conducting wall of Figs 4.6( c )-( d ). 

In what follows, the general eigenfunction expansions for the primary fields are being 
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deduced from the primary Hertz vectors. Consider the Hertz vectors of the primary fields 

to be directed along the x-direction, and are given by: 

IT i - ,./, i 
e, = X'r'ep , (4.16) 

and 

IT i - ,.J, i 
h, = X 'r' h.p ' (4.17) 

where i = 0 and o'. These fields need to satisfy only the boundary condition imposed 

by the equivalent shorted parallel-plate waveguide of figure 4.6(b ), which contains the 

infinitesimal current source. The primary fields exist only in the region where the in­

finitesimal electric source is non-zero. Scattered fields exist in all the layers as shown in 

figures 4.6( c )-( d ). For the primary structure, the following boundary conditions apply: 

E::p 0 at y = 0 , ( 4.18) 

E::p = 0 at y = b , (4.19) 

E::p 
(0) = 0 at x =a, ( 4.20) 

and 

EYp 
(0) = 0 at x =a. ( 4.21) 

Also, for x < x', all fields must satisfy the radiation condition, where x.' is the location of 

plane of the current source. 

Employing the above boundary conditions with equations 4.10 and 4.12, the proper 

eigenfunction expansions for 1/Je, (o) and 1/Jh.p (o) for region O are given by, 

,.,. (o) = _!_ /
00 

dk '°"' A (O) cos k (O)(a - x) sin( m1ry )e-ilca: 
'f'ep 2 z L- mp :t b ' 1r -00 m 

( 4.22) 

and 

( 4.23) 

, , 
Whereas for region o', 1/Jep (o) and 1/J1-i.p (o > are given by 

,.,. (o') = ~ 100 dk ~ A (o')e;1c.<o)z sin(m1ry)e-ilc&: 
'r'ep 2 = L.J mp b , 1r -00 m 

( 4.24) 
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and 

( 4.25) 

where 

i = 0, 1, ... , N. ( 4.26) 

Here ki is the wave number for the i-th layer, k-z: 1 is the eigenvalue in the x direction, ";,ff' 

is the eigenvalue in the y direction, and kz is the Fourier transform variable. In these 

expressions, all the boundary values stated in 4.18,4.19,4.20 and 4.21 have been satis­

fied. Deploying the boundary condition at the source yields expressions for the unknown 

ffi • 4 (o) B <0 > A co') d B <0'> Th • • k • h b coe c1ents . mp , m, , m,, , an mp • e mtegrat1on over z m t e a ove 

expressions implies the inclusion of all the "modes" scattered by the point source. Away 

from the source, the above integration yields the discrete propagating modes of a source­

free inhomogeneously filled rectangular waveguide. This has been verified numerically. 

For example, the x component of the magnetic field as a function of x, Hz(x), at a fre­

quency/= 10 GHz in an air-filled rectangular waveguide is shown in Figures 4.7 and 4.8. 

The guide dimensions are a = 23 mm and b= 11 mm, the longer dimension being along 

the x-axis. A point current source Jy = a and Jz = 8 is located at (x = i, y = !, z = 0). 

Figure 4. 7 displays the field at the source, z=0.0. Figure 4.8 displays the field away from 

the source at a distance z = 0.01 .,\, 0.1 .,\ and 0.5 .,\. The plots show the evolution of the 

fundamental mode of the rectangular waveguide away from the source location. 

For a current source h(r'), located at x = x' and defined as, 

- I 

J.(r ) :::: yJy + zJZ ' 

the boundary conditions at the source are given by, 

H co) _ H co'> J 
Yp Yp = .: ' 

H (D) H (0
1
) - T 

zp - Zp - -~y ' 

E co) _ E co') 
!Ip - Yp ' 

( 4.27) 

( 4.28) 

( 4.29) 

( 4.30) 
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Figure 4.7: The x component of the magnetic field as a function of x (in ems), H:::(x), at a 

frequency f = 10 GHz in an air-filled rectangular waveguide of dimensions a = 2.3 ems and 

b= 1.1 ems, the longer dimension being along the x-axis. A point current source Ju = 8 and 

J= = 8 is located at (x = 1, y = i ). The plot displays the field at the source. M=lO. 
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Figure 4.8: The x component of the magnetic field as a function of x, Hz(x ), at a fr,equency 

f = 10 GHz in an air-filled rectangular waveguide of dimensions a = 23 mm and b= 11 mm, 

the longer dimension being along the x-axis. A point current source J11 = 5 and J::. = 5 is 

located at (x = i, y = !)- The plot displays the field at the distance z = 0.001 ,,\, 0.1 ,,\ 

and 0.5 ,,\ from the source. The magnitude of the field very close to the source ( at z= 0.001 

lambda) is very small due to destructive interference of the modes. M=lO. 
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and 

E (o) _ E (o'> 
::p - zp ( 4.31) 

For the purpose of analyzing a planar geometry, the current flow is restricted to the plane 

of metalization. This analysis, however, can be extended to model an arbitrarily oriented 

current by including the third component of the current, Jz, For planar geometries, the 

infinitesimal current source is given by 

Jy = 8(y -y
1

)8(z - z
1

) , ( 4.32) 

and 

( 4.33) 

The electric Green's function is related to the electric field as described in equation 4.3. 

Since the infinitesimal electric surface current source has only two components to it, 

namely a y-clirected component and a z-directed component, the dyadic electric Green's 

function will only have six components to it, as opposed to the general form that has nine 

components. This is due to the fact that there are no components of the dyadic electric 

Green's function that give rise to an electric field due to ax-directed current source. The 

Green's function for this case is cast as: 

( 4.34) 

The term G~(r, r') is the component of the electric Green's function associated with 

the x component of the electric field in region i due to the y-clirected component of the 

infinitesimal electric surface current source located at z' = x01 . The rest of the terms are 

defined similarly. 

In what follows, we proceed to apply the boundary conditions specified in equa­

tions 4.28-4.31. This yields the unknown amplitude coefficients for the Hertz vectors. 

Once the Hertz vectors are fully specified, the six components of the EM fields are deduced 

from their relations to the Hertz vectors. The boundary condition for H11 of equation 4.28, 

combined with equations 4.11, 4.22- 4.25 yields 
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...L J00 ""' [ B (O) k (O) ~ cos k (O)(a - x') sin( m,ry) 
2,r -00 L...m mp z b z b 

Since the Dirac delta is defined as 

the integration in 4.35 can be eliminated and equation 4.35 reduces to 

""' { [ B (O) k (0)( ~) + A (O)wt: k ] cos k (o)(a - x') L...m mp :r b m, o z :c 

, 

132 

( 4.35) 

( 4.36) 

Multiplying both sides of 4.37 by sin( m;v ) and utilizing the orthogonality property of 

sine functions, 

(b p7r m1f' { 0 
Jo sin( b )sin( b )dy = ! if pi= m 

if p =mi= 0 
( 4.38) 

yields 

[B (o)k (O)(~) + A <0 >we k ] cos k <0>(a - ;c') m, :r b mp o z :a: 

( 4.39) 

Similarly, utilizing the boundary condition for Hz of equation 4.29, and using an analogous 

procedure, one arrives at 

[B (o)J·k (o)k - A (O)J·we (~)]cos k <0>(a - x') mp :i: z mp o b :r 

where, 

, 
-eom (m1ry ) 3"lc z' = --cos -- e .i: 

b b 

if V = Q 

if V ~ 1 

{ 4.40) 

( 4.41) 
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and where the orthogonality condition for the cosine functions, 

0 if p -:pm 

la
b p-rry m 1ry 

~ if p = m -:p 0 ( 4.42) 
0 

cos(-b-) cos(-b-)dy = 2 

b if p = m = 0 
' 

have been utilized. Similarly, from the continuity condition of Ey of equation 4.30, the 

following expression is derived: 

[B (o)wµ, k. - A (o)k <0 )(!!!!:)] sink (o)(a - x') mp o • mp z b z 

And from the continuity condition of E= of equation 4.31, one arrives at 

Multiplying equation 4.40 by/~:) and adding to equation 4.39 yields, 

A {O) cos k (O)(a - x') - A (o')eikc(O)z' = 
mp z mp 

Multiplying equation 4.43 by (~/cit") and adding to equation 4.44 yields, 
J & 

( ) ( ) 
I ( ') • (0) I 

A O sink O (a - X) - A O 1·eilcm % = 0 mp z mp • 

( 4.43) 

( 4.44) 

( 4.45) 

( 4.46) 

In equations 4.45 and 4.46, Bmp {O) and Bmp (o') have been eliminated. By eliminating 

Amp (o} and Am, (o') instead of Bm, (O) and Bmp (o') using an analogous procedure, one arrives 

at 

( 4.47) 
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and 

( 4.48) 

Solving the above four equations for Amp (O) ,Arn,, co') ,Brnp (o) and Bm,, co') using direct sub­

stitution yields: 

( 4.49) 

(4.51) 

and 

.,_ , ·1c (O) {0) ' { , , } 
0

, jeJ,r:.%:: e-J a: a sin k-z: (a - x ) m1ry . m1r . m1ry 
B () - --------- e k cos(--)-J2(-)s1n(--) 

mp - k/Olb[(";,11')2+k:2] om.: b b b • 
( 4.52) 

, , 
Here Amp {O) ,Am, (o) are the coefficients of the electric Hertz vectors Vlep 

O and VJep 
O which, 

for the case of H-z: = 0, correspond to the LSM modes. Bm,, (o) and Bm, (o') are the 
, 

coefficients of the magnetic Hertz vectors "Pep 
O and 'lf'ep 

O which, for the case of E-z: = 0, 

correspond to the LSE modes. The LSM and LSE modes are orthogonal to each others, 

and can exist independently. This property will be lltillzed to simplify the extraction of 

various coefficients in the analysis. 

The amplitude coefficients for the various primary Hertz vectors have been obtained. 

With these coefficients, expressions for the various fields due to the point source surface 

current could be obtained in a straightforward manner from the expressions 4.8-4.13. 

The Scattered Fields of An Inhomogeneously Filled Rectangular waveguide 

In what follows, the general eigenfunction expansions will be deduced for the Hertz vectors 

of the scattered fields. This is achieved by considering the electromagnetic boundary 
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conditions at the various dielectric interfaces in the dielectric-filled shorted parallel plate 

waveguides depicted in Fig. 4.6(c)-(d). 

The appropriate expansions for scattered Hertz potentials that are directed along the 

x-axis, i.e., 

II- l • ,,J. l 
c, = X'f"e, , ( 4.53) 

and 

II- l •,,1. l 
h, = X'f"h, , ( 4.54) 

are given by the following expressions for various regions l = O, 1, ... , N. 

For region 0: 

,.,, (O) == _!__ f 00 dk. """A (O) cos k (o)(a - x) sin( m1ry )e-ilc:i::. 
'f/c • 2 - L-J m, :z: b • 

71" -00 m 
( 4.55) 

( 4.56) 

For region I: 

( 4.57) 

( 4.58) 

For region 2: 

m1ry ·1c 
sin(-b-)e-J "= . ( 4.59) 

m1ry ·1c 
cos(-b-)e-3 "= . ( 4.60) 
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For region i: 

m1ry ·1c 
• ( ) -J ~= sm -b- e . ( 4.61) 

,./, (i) _ 1 Joo dk '°' B (N)[ D. • (k (i)( _ . . )) D. (k (i)( _ . . ))} 'f'h, - 211' _ 00 = L.,m m, .1.Li.r Slil :r X X 1 ,,+l + -'f.ric COS :r X X1 , 1 + l 

( 4.62) 

For region N-1: 

,/, (N-1) = ..L Joo dk ~ A (N) 
'f'e, 21r - 00 = L.,m m, 

[KN-1. sin(k:z: (N-l)(x - XN-1,N)) + KN-le cos(k:z:(N-I)(x - XN-1,N ))J sin( m;y )e-ik.= . 

( 4.63) 

.,/, (N-1) = ..L Joo dk. ~ B (N) 
'f'h, 2,r -00 - L..,m m, 

[RN-1,sin(k:z:(N-l)(x - XN-1,N)) + RN-1ccos(k:i:(N-t)(x- XN-1,N))]cos(m:y)e-ik~=. 

( 4.64) 

and finally, for region N: 

,.,. (N) = _!_ f 00 dk ~ A (N) cos k (N)(x) sin( m1ry )e-ik.z . 
'Pe, 2 z L..J m, :z: b 

7r -00 m 
( 4.65) 

'Ph, (N) = 
2
~ 1: dk, L, Bm, (N) sin k.(N)(;i:) cos( m:y )e-ik,z . 

m 
( 4.66) 

Note that the Hertz potentials "Pe, (i) and "Phy), i > 0 are all expressed in terms of 

Am, (N) and Bm, (N) respectively. The multiplying coefficients Kia,Kic,~" R;.c can be 

evaluated using the boundary conditions for the continuity of the tangential fields at all 

the boundaries Xi,i+I, in succession, starting by the interface XN-I,N• Regardless of the 

number of dielectric layers, there will always be a set of 2x2 equations with four unknowns 

Am, (O), Bm, (O), Am, (N) and Bm, (N). This important feature of the analysis greatly reduces 

the amount of mathematical manipulations compared to other methods. 
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The Boundary conditions for the Scattered Fields: 

In this section, evaluation of the coefficients Ki. ,Kie,~•, ~c included in the above expres­

sion are conducted. This is accomplished by enforcing the continuity boundary conditions 

for Ez, and Hy ( or alternatively Ey, and Hz ) at all the boundaries Xi,i+l, starting by the 

interface XN-I,N• Once KN-1,,KN-tc,RN-t. and RN-le are evaluated for region N - 1, 

those for region N - 2 can then be evaluated, and so on. 

Enforcing the Boundary Conditions at the Interface XN-i,N: 

Using equations 4.63- 4.66 with equation 4.12 yields the following boundary condition 

for the continuity of E:::. at the interface point XN-t,N• 

kzAm, N[kz (N-l)(KN-1, cos(kz (N-l\x - XN-1,N )) 

-KN-le sin(k~(N-t)(x - XN-1,N))) - k/N> sin(k/N>x)] 

• m,rB N[k (N-l)(R • (k (N-1)( )) +1wµoT ma z N-1, sm :c X - XN-1,N 

( 4.67) 

which yields, 

k A N[k (N-l)K k (N) • (k (N) )] 
z ma z N-1, - z Sln z XN-1,N 

( 4.68) 

and for this equation to hold, independent of Am., N and Bma N, the following conditions 

are deduced; 
k (N) 

K - z • (k (N) ) 
N-1, - kz(N-1) sm z XN-1,N ' ( 4.69) 

and 

(4.70) 

The independency of Am. N and Bma N is a direct consequence of them being the am­

plitude coefficients of the LSM and LSE modes respectively. The LSM and LSE mode 

are orthogonal modes of the structure that can exist independently. Similarly, using 
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equations 4.63- 4.66 with equation 4.10 yields the following bounclary condition for the 

continuity of Hy at the interface point XN-l,N· 

m1rB N[k (N-l)R k N (k (N)( ))] + b m, z N-1• - z COS z XN-1,N 

For this equation to hold, inclependent of Am, N and Bm• N, 

and 

f.N (k (N) ) KN-le= -- COS z XN-1,N • 
f.N-1 

Enforcing the Boundary Conditions at the Interfaces Xi-i,i: 

Enforcing the condition 

E i-t _ E i 
z - z 

yields 

kzAm., N kz (i) [Ki. cos(k:/i)di) - Kie sin(k:i: (i)di)J 

-wµo ";,11" Bm.,N[Ri. sin{kz(i)di) + ~ccos(k:z:(i)di)] 

where 

and 

do = a - Xo1 • 

0. ( 4. 71) 

{ 4.72) 

( 4. 73) 

(4.74) 

( 4.75) 

( 4. 76) 

( 4. 77) 

Since Am., N and Bm., N are independent, the following two conditions hold simultaneously: 

(i) 

K,_,, = k)-l) [K;, cos( k., (i)d;) - K,c sin(k., (i)d; )] , ( 4. 78) 

and 

( 4. 79) 
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Similarly, enforcing the boundary condition 

H i-1 _Hi 
y - y ( 4.80) 

yields 

( 4.81) 

which again leads to, 

( 4.82) 

and 

( 4.83) 

The expressions for Ki-1,, Ki-le, ~-1,, and ~-le are recursive. All these terms are 

implicitly functions of KN-1,, KN-le, RN-1,, and RN-le• 

Enforcing the Boundary Conditions of The Total Fields at the Interface 

Xo,1: 

The boundary conditions for all the three equivalent parallel plate guides have been 

satisfied. All the equivalent guides are combined to model the actual rectangular wave 

guide with its filling dielectrics. This requires that the boundary condition at x = x01 

be enforced. The scattered tangential fields in region 1 must match the corresponding 

fields ( which are the superposition of scattered and primary fields) in region o', at the 

interface. These boundary conditions are 

at x = Xo1 , 

at x = x 01 , 

at x == x01 , 

( 4.84) 

( 4.85) 

( 4.86) 
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and 

at x = xa1 . 

Deploying equation 4.84 yields, 

A (0
1

)ejk.,( 0 lzo,1J·k (O)(!!!.!!:) _ B {0
1

)eika:< 0 lzo,1(wµ k ) 
mp :r b mp o z 

-Am, (O) kz (O)( ~"") sin kz (O)( a - Xo,1) - Bm, (O) sin k1: (O)( a - Xo,1 )( wµ 0 kz) 

Am/N)k:1:(l)( '7;,1r )[ K1., cos k1: (O)( Xo,1 - X1,2) - Kie sin k:r {O)( Xo,1 - X1,2)] 
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( 4.87) 

( 4.88) 

and similarly for the three other equations. The above 4x4 system of equations decouples 

into a set of two 2x2 equations, one for the LSE coefficients, Bm,, and the other for the 

LSM coefficients, Am,. With some algebraic manipulations, the following equations are 

deduced: 

( 

k:i: (O) sin kz (O)( a - Xo,i) 

cos k1: (o>( a - xo,1) 

for the LSM coefficients and 

( 

- sin k1: (O)( a - xo,1) 

k:i: (O) cos k/0>( a - Xo,i) 

for the LSE coefficients. Solving for Am., (N) and Am., (O} in 4.89 yields 

Am, (N) = 1c.< 0 1e1•a:<
0
>•o,1 ~sinJc.< 0>(a-z01i)-jcoalc.,( 0>(a-:a:01t)] A (0

1
) 

Jc.(o) sinlc. 0>(a-zo,i)Jt-co111c.< 0>(a-i:o,i)9 m, 

( 4.89) 

(4.90) 

( 4.91) 
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and 

A (o) 
m, ( 4.92) 

where 

( 4.93) 

and 

( 4.94) 

Similarly, solving for Bm, (N) and Bm, (O) in 4.90 yields 

Bm. (N) = k11(0leJ•c(0) 110,l (j sin lec< 01(a-zo,1 )+coa le:11< 0l(a-z0,1 )) B (0
1

) 

sin lec<0>(a-zo,1 )N+k.< 01 cos 1e.CO>(a-zo,1 )p mp 

( 4.95) 

and 

B (o} 
m, 

-kz(O}eifc:ar(O)zo,1 [N - jkz(O)pJ B (o') 

sin k:z: (o)( a - Xo,1 )N + kz (O} cos k:r (o)( a - x 0 ,i) p mp 
( 4.96) 

where 

( 4.97) 

and 

( 4.98) 

The relations for ~, ~, N, p are all implicitly functions of KN-1,, KN-le, RN-1,, and 

RN-le• Since the metallization of the MIS microstrip circuit rests on top of the dielectric 

layers, i.e. at x = x01 , the point current source studied so far will be actually located 

at that plane, i.e., in the previous analysis x' = x01 . It follows that region o' no longer 

exists. The total EM fields in region O are the superposition of the primary and scattered 

fields. From equations 4.22, 4.23, 4.55 and 4.56, we notice that these fields have the 

same functional form but with different amplitude coefficients. Hence, the total LSM 

field in region 0, obtained by adding the primary and scattered fields, will have the same 

functional form with an amplitude coefficient, Am (O) that is the sum of Amp (o) and Am, (o), 

1.e. 

,t (0) = ,t (0} + A (0) 
.l"1.m ~P m, ' ( 4.99) 
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and similarly, 

B (o) = B (o) + B (o> m mp m, , 

and similarly, for consistency, 
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( 4.100) 

( 4.101) 

( 4.102) 

The electric Green's function in region O will be used in the next section to conduct a 

theoretical dispersion analysis for shielded MIS lines. Hence, evaluating the amplitude co­

efficient Am (O) and Bm (o) is of particular importance. After some algebraic manipulations 

of the expressions 4.99 and 4.100, Am (O) and Bm (O) can be cast in the following explicit 

form: 
I f I 

eJlt.ii & [ • m,r ( !!!1nL) 2k • (!!!.!IL)] 
b[( .!!!.!!.)2 k 2] le (Old -Jcom T cos b + z sm b 

W~o II + & COS • O 

1 

[ 1 - k ( 0 > tan k < 0 > do ~ ] z z a12 

and 

1 

where 

( 4.103) 

(4.104) 

( 4.105) 

( 4.106) 

( 4.107) 

(4.108) 

The multiplying factor eom is defined in 4.41. The terms R1., Ric, K1,, and Kie are 

related recursively to RN-1,, RN-le, KN-1,, and KN-le through equations 4.83, 4.79, 

4.78, and 4.82 respectively, with the values RN-1,, RN-le, KN-i., and KN-le given in 

4.72, 4.70, 4.69, and 4.73 respectively. 
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In the above analysis, the Hertz vectors excited by an infinitesimal electric surface 

current in an inhomogeneously loaded waveguide have been derived. The electric and 

magnetic fields in all the layers are related to the Hertz vectors as described in equa­

tions 4.8-4.13. The electric Green's function is related to the electric field as described in 

equations 4.3 and 4.34. From these, all fields become readily available. For example, in 

region N ( the bottom dielectric layer), the components of the electric and magnetic fields 

are given by 

E,(N) = 
2
~ 1_: dk: L (k2 - (k,(N)) 2]Am (N) cos k.,(N)., sin( m:y) e-jk,: , 

m 
( 4.109) 

H, (N) = 
2
~ 1_: dk: L [k2 - (k,(N))2]Bm (N) sin k.,(N)., cos( m:y) e-jk,, , 

m 
( 4.110) 

E (N} = J_ J00 dk. " [-k (N)( ~)A (N) - k wµ B (N)] 
Y 21r -00 - L..m z b m ;:; o m 

sink (N)x cos( m1ry) e-ilcaz 
z b ' (4.111) 

H (N) = j_ J00 dk " [-k (N)(~)B (N) - k Wf A (N)] !J 2,r -00 ;:; L..m z b m ;:; N m 

( 4.112) 

E (N} = ...L J00 dk " [;'k k (N)A (N) - 3'wµ (~)B (N)] 
;:; 2ir -00 z L..m z z m o b m 

sink (N)x sin(m1ry) e-ilcaz 
z b ' ( 4.113) 

H.(N) = J_ J00 dk." [3'k k (N) B (N) - J.WfN(~)A (N)] 
- 21r -00 - L..m z z m b m 

( 4.114) 

where Am (N) and Bm (N) have been derived in 4.91 and 4.95. The above electric field 

expressions are directly proportional to the electric Green's function as defined in 4.3 

and 4.34. Using this definition, the components of the Green's function can be easily 

extracted. For example, the components of the electric field in region N are given by 

( 4.115) 
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(4.116) 

and 

( 4.117) 

As noted earlier, the fields generated from the z-component of the point current source 
I 

are proportional to sin( m;u ), whereas the fields generated from the y-component of the 
, 

point current source are proportional to cos( "7' ). Hence GN zz, GN y:r., and GN :r.:r. are 
I I 

proportional to sin( T) whereas GN zy, GN yy, and GN :r.y are proportional to cos( mr ). 

Analogous expressions can be cast for the Green's function all other layers. 

In the next section, the derived Green's functions will be used to conduct a dispersion 

analysis for shielded lossy MIS transmission lines. Evaluating the Green's function for only 

region (0) is sufficient to achieve this task, as will be explained later. Furthermore, the 

Green's function will be used to establish the continuity of the electric fields tangential to 

the plane of metalization. Hence, the evaluation of Gzy (O) and Gz:r. (o) is unnecessary. The 

mathematical task reduces to obtaining the remaining four components of the Green's 

function dyad: Gw (o), Gy:r. (o), G:r.y (O), and G::.::. {O). These are readily available from the 

previous analysis, and are given explicitly as: 

and 

Gy,(O) 
2
~ 1_: dk, ~g(0 ly,_(:z:)cos (m:y) sin (m:y}-ih,(z-z'), 

G,y(o) = 
2
~ 1_: dk, ~ gC0> ,._ (z) sin (m:y) cos ( m;y}-ik,(z-z') , 

_!_ Joe dk " (o) ( ) • (m1ry) • (m1ry') -ilc11:(:r.-::.') 
21r -00 :r. L.., g ::..:m z sm b sm b e , 

m 

where 

(0) [ m1r 2 2 l g 1/!lm(z) = com ( ,;-) T1 - k::. TLsE(zot) C(z), 

9'0 ) 31::.Jz) = 2 (~'Tr) k::. [Ti + TLsE(xoi)]C(x), 

(4.118) 

( 4.119) 

( 4.120) 

( 4.121) 

( 4.122) 

(4.123) 
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( 4.124) 

and 

(4.125) 

and where 

/ 2 [k/0lkz(I)TLsM(zoi)] , 
0 

(4.126) 

and 

( 4.127) 

with TLsM and TLsE given by 

-1 
k_ (1)(1 - ~ k (o} tank (O)d ) 

... a1:z z z 0 

(4.128) 

and 

(4.129) 

Case of Two Dielectric Layers 

Consider the case of two dielectric layers, i.e N = 2. By arranging the terms and 

re-writing equations 4.91 and 4.95 for N = 2, one arrives at 
I I 

-<,-1 kz(o)1c..,ll) t.anlc..,(0)(a-zo,1 )[-jcom ¥ cos !!!.JL+21c.c sin ~I 
w t 0 ~ ~(~"):l+{k=) 3 ~ [cosk..,(:Z)z1~ cos.Jt..,(ll(zo1-~1~)] 

and 

= -jk/1
> tan k:1?\a - Xo,1)[-€omkz cos~+ 2jT sin~] eilc.cz' 

b [('';,1'" )2 + (k.:)2] [cos k/2>x12 cos k:zY>(zo1 - x12)] disE • 

For A <0> and B (o) m m , 

Am (0) = Jc.(l) <,-1 .rc.(:z) tanJc.(:Z)z1:z + <,.:z .rc.< 1> tanlc.(1) ;co1-z12 

weab [(~"}2+(1cz)2] coslc. 0 (a-zoi) 

( 4.130) 

(4.131) 

(4.132) 
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and 

-j [kaP 1 tank2( 1l(zo1-zn) + ka:(l) tan1e.( 3lz12) 

b [( ";."' )l +(le~ )3 J cos ka:< 0>(a-zoi) 

where dLsM and dLsE are given by 

and 
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(4.133) 

( 4.134) 

( 4.135) 

For example, the z component of the electric field, after some algebra, could be cast as 

( 4.136) 

with dLsM and dLsE defined in 4.134 and 4.135 respectively. The above equation could 

be written as 

( 4.137) 

where 

( 4.138) 

and 
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(4.139) 

Similarly, all the field components in all the layers can be obtained in the same systematic 

approach. 

Case of Three Dielectric Layers 

In what follows, the recursive relations for Ki,, Kie, ~., and ~c are evaluated for 

the case of three layers of dielectrics. Substituting for N =3 in equations 4.69, 4.73, 4.72, 

4. 70, 4. 78, 4.82, 4.83 and 4. 79, one arrives at, 

k (3) 

K : • (k (3) ) 
2, = kz ( 2) sm z x 2 ,3 , 

€3 (3) 
K2c = - cos( k: X2,3), 

€2 

k (3) 

R : (k (3) ) 
2a = kz (2) COS z X2,3 , 

R2c = sin(k:(3
)x2,3), 

k,(l) [K (k (Z)d ) • (k (2)d )] Ki. = 1c.(l, 2 .. cos : 2 - K2c sin : 2 

R1, = [R2,sin(k:<2ld2) + R2ccos{k:<2 >d2)] 

= [ :: ::: cos( kz C3 )z2,a) sin( kz C2
> d2) + sin( k,, (3>,,,,3) cos( kz (2)d2 )] , 

and 

( 4.140) 

( 4.141) 

{ 4.142) 

( 4.143) 

( 4.144) 

( 4.145) 

( 4.146) 
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R 1c (:Zl [R (k (2 )d ) R • (k <2 )d )] -1 c = ~ 2., COS :r: 2 - 2c Sill :r: 2 -

(4.147) 

where 

( 4.148) 

Using these terms and substituting back into the recurrence relations for ~ , ~ , N , p, the 

amplitude coefficients Am (o), Am (N), Bm (O) and Bm (N) become readily available. These 

are then used to evaluate the six components of the EM fields in all the layers. 

4.4.4 Theoretical Study of Uniform Shielded Multi-layered Mi­

crostrip Structures 

Dispersion Analysis: 

--

r 
I • I 

I Ea I 

do -w-1 
I 

I 

I l 
' 

I 

! I 
a 

,dr i Ef . I i I I 
I : 

I :d, I £1 I . 
I l 

t I 

I 

: 4. ! EH I 

t 

d r 
------ b ------

Figure 4.9: A schematic cross-section of a perfectly conducting stripline of negligible thickness 

and width W situated in a shielded rectangular guide of dimensions a and b, filled with N 

layers of dielectrics. 

Consider now a strip of metalization of width Wand negligible thickness situated on top 

of the N layers of dielectrics of the previous analysis. This transmission line is assumed to 
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be made of a perfect conducting material. This geometry is depicted in Figure 4.9. As a 

result of adding this conducting strip, the boundary conditions of the problem will change. 

Using the Green's functions obtained earlier for a rectangular waveguide and using the 

current distribution on the metalization, the electric field is recalculated from equation 

4.3 subject to a new boundary condition: the tangential component of the electric field 

must vanish on the metallic strip. 

The current distribution on the metalization is cast in the form 

(4.149) 

and 

(4.150) 

where JYi(y') and 1:i( z') are basis function expansions with /Yi and f:i being their respec­

tive amplitudes. K: is the complex propagation constant of the microstrip transmission 

line. A minimal number of terms in the above expansion is sufficient if the basis functions 

are carefully chosen. In particular, if the basis functions are chosen to satisfy the surface 

current edge conditions at the strip edges (at IYI= ~),then keeping only one term in the 

expansions 4.149 and 4.150 is sufficiently accurate. These edge conditions are JYi(y') = 0 

and Jz:i(z')-;. oo at the edge of the strip (lyl = ~)- Thus, J,)y',z') and Jz(y',z') are 

expressed as [189] 

(4.151) 

and 

J ( , ') I [ 2 1 l -jK z.' 
z; y,z = z. w ✓ , Ill 2 e J: 7 

1t' 1 - [2(11;,)1 

( 4.152) 

Substituting 4.151 and 4.152 in 4.3 results in expressions for the electric field due to the 

specified surface current density distribution. Enforcing the boundary condition Etan = 0 

on the metalization yields the only remaining unknown in these fields, namely Kz. Since 

only the tangential component of the electric field is of interest at this point, only this 
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component of the field will be evaluated in the forthcoming analysis. The components of 

the electric field tangential to the metalization are the E11 and Ez components, which can 

be expressed in the form of a set of two equations that can be written in the following 

short form: 

where 

E (o) 
yy 

E ·=(O) = • fi T G (O)J ( I ')d 'd I 1
00 I>+ w 

. - 1 w µo _
00 

h _ '!r.. u z; y , z y z , 
:I :I 

( 4.153) 

( 4.154) 

(4.155) 

(4.156) 

( 4.157) 

( 4.158) 

The superscript (0) denotes the air-filled region of width d0 above the microstrip line as 

shown in Figure 4.9. It should be noted that evaluating the Green's function for only 

region (0) or region ( 1) is sufficient to compute the propagation constant. Expressions 

l" G (O) G (O) G (O) d G (O) • • 4 118 4 121 J ( I ') d J ( I 
1) 1or w , yz. , :.y , an == are given 1n . - . . 11 y , z an = y , z are 

given in 4.151 and 4.152 respectively. This yields the following expressions for E1111 (O), 

E 11.:(
0

), E.:/0 >, and E:/0 >: 

E,,,,(o) = -{:µ• L: dk. ~ 1.g<"l ,,,,_(z) cos (m:y) cos ( m;y') Int1,(m)lnt,(K.)e-ik,,, 

( 4.159) 

Ey, (OJ = -{:µ• L: dk, ~ l,g<0) ••- ( z) cos ( m:y) sin ( m;y') Int 1, ( m )Int,( K, )e -;k,,, 

_ , ( 4.160) 

E.,,<0 l = -~;• L: dk, ~ i.g<0 l .,,Jz) sin (m:y) cos ( m;y ) [nt1,(m)Int,(K,)e-ik,,, 

( 4.161) 

E (o) -jwµo loo dk ~ co) ( ) • (m1ry) • (m1ry') -ilc = == = 27r J_
00 

= ~l=g zz- z sin -b- sm -b- lntr"(m)Int.:(K.:)e " , 

( 4.162) 
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where 

h}+~f . [ 1 . (21r(y
1 

- i))] (m1ry')d , .. (m1r) sin(~) 
Int 1,, ( m) = b w J W sm W cos -b- y = J sm - 2 ( ) 2 , 

1 - 1 7r mwW _ 7r2 
2b 

( 4.163) 

Intr,(m) = t!f'f [ ,r~ J1 _ 1~{ l sin (m:y')dy' = sin (~,r)Jo c;t), 
( 4.164) 

and 

( 4.165) 

where J0 ( m;t) is the cylindrical Bessel function of the first kind and zeroth order, 

and S(k: - K::) is the Dirac delta. g(0)YYm(x), g(0>yy,Jz), g(o)wJx), g<0>YYm(x) are given 

in 4.122-4.125. After some algebraic straightforward manipulations, the following expres­

sions for E1111 (o), Ey/0
), E:/0 >, and E:/0

) are deduced: 

E (O) _ -iK = °" (O) (m1ry) . (m7r) sin (m;t) 
YY - lywµ 0 e ' L-9 1111 (x) cos -b- sm -

2 2 , 
m m (m;t) _ 7r2 

( 4.166) 

E.,<0> = -l,wµ0 e-iK,: Lg<0>.,Jx)cos (m:y) sin (~,r)Jo (m;bW), 
m 

( 4.167) 

( 4.168) 

(4.169) 

The z and y components of the electric field due to the given surface current density dis­

tribution of 4.151 and 4.152 have been found. Enforcing the boundary condition E-:a,n = 0 

on the perfectly conducting metal strip yields the remaining unknown , K:. An equiv­

alent boundary condition is that the conduction current and the tangential electric field 

are complementary (mutually exclusive) quantities. Conduction current exists on a. per­

fectly conducting metalization where there is no tangential electric field. Awa.y from the 

metalization, it is vice versa. Hence, this condition is cast as 

( 4.170) 
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This is an implicit application of Galerkin's technique. A minimization of the inner 

product of the tangential component of the electric field and the surface current density 

is enforced [230] [231]. The two equations in 4.170 can be written in the following matrix 

form: 

( 
L!,odd Zyym { k:) L.~,odd Zy;:m ( k::) ) ( / y ) ( Q ) 

L~,odd Z::m(kz) L,~,odd Zzzm(kz) f: - 0 
(4.171) 

Here ly and I: are the amplitude coefficients of the current components Jy and J= respec-

tively. The summation over m is truncated at m = M < oo and only includes the odd 

ordered terms. Even-order terms are equal to zero because of the factor sin ~1r in equa­

tions 4.166-4.169. For an infinitely long transmission line, the quantities E!,odd Zwm (kz), 

L~,oddZy:m(kz), L~,oddZ:ym(k::), and E!,oddZZ:m(k:) are independent of z. Evaluating 

these elements at z = 0 yield 

( 4.172) 

(4.173) 

(4.174) 

and 

(4.175) 

where gC0
) 111/m., gC 0

) Y-=m, gC0
) zy.,.,.,, and gC0

\z.,.,., are given by 4.122-4.125 respectively. The 

unknowns in these equations are kz and k'3: which are interrelated through 4.26. The 

factor F assumes the following values: 

1 for a single stripline, 

F [ cos ( m1r<;:W))] 
2 

for the symmetric mode of a coupled stripline , 

(sin (mw<::w) )]2 for the anti-symmetric mode of a coupled stripline, 

( 4.176) 

where S is the separating distance between the coupled two parallel striplines as shown 

in Figure 4.10 
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Figure 4.10: A schematic cross-section of two parallel coupled striplines separated by a distance 

S and each is of width W situated in a shielded rectangular guide of dimensions a and b, 

inhomogeneously filled with N layers of dielectrics. 

Complex Root Searching Using Muller's Method: 

The system of linear equations 4.171 is a homogeneous one. A non-trivial solution 

of 4.171 requires that the determinant of the Z coefficients matrix be zero. The deter­

minant equation is a complex analytic function of the complex variable kz.. The roots 

of this equation are the complex propagation constants of the propagating modes of the 

microstrip transmission line. In general, a microstrip transmission line has an infinite 

number of modes propagating at a. given frequency, each with its own propagation con­

stant and characteristic impedance and each has its own cut-off frequency. The dominant 

propagating mode of a transmission line have a zero cut-off frequency. Other propagation 

constant for higher order microstrip modes in shielded structures are essentially the prop­

agating modes of the enclosing shielding rectangular waveguide [168]. The roots of the 

determinant equation are obtained using the well known Muller method with deflation 

(232]. A computationally efficient computer code that computes the complex propagation 

constant of single and coupled striplines in a shielded multi-layered lossy environment was 

developed and used the produce the results reported in this thesis. This code is written 
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in C-language and employs the theory developed and explained above. 

For example, Figure 4.11 show the normalized propagation constant (effective index) 

n~11 = t, versus frequency, /, for a transmission line of width W = 50 µm, having a three 

layer silica-silicon-silica substrate of thickness 40 µm, with d1 =1 µm, d2 == 5µm, d3 = 
34µrn, E1 =4, E2= 12, €3=4, with p2 = 0.12 n-m, and Pi =p2 = oo. Shielding structure 

dimensions are a = 0.6 mm and h= 0.65 mm ( see Fig. 4.9 ). Computation was conducted 

using M= 201. The dependence of the attenuation constant, a:: in [,:!], on frequency for 

the same transmission line is depicted in Figure 4.12. 

Figures 4.13 and 4.15 show the dependence of the normalized propagation constant 

( effective index) net I = -f; on frequency for a transmission line of width W = 500 µm, 

having a three layer silica-silicon-silica substrate of thickness 391.4 µm, with d1 = 1.4 µm 

and E1 =4, E2 =12, €3=4, with p2 = 0.12 fl-m and Pt =p2 = oo. A lossy layer d2 is varied 

in thickness such that d2 + d3 = 390 µm. Results show the effect of varying the width of 

the lossy layer, d2 • The shielding structure dimensions are a = 6 mm and h= 6.5 mm. 

Computation was conducted using M = 201. The dependence of the attenuation constant, 

a in [,!!], on frequency for the same transmission line is depicted in Figures 4.14 and 4.16. 

Notice that towards the higher end of the frequency range depicted in these figures, 

the effective index neff settles to a value ~ sqrtc1 . This is known as the quasi-TEM 

mode, as explained later. Towards the lower end of the frequency range, the effective 

index ne// reaches values that are even higher than the semiconductor refractive index 

Jei. This is known as the slow-wave mode of operation as will be explained later. In this 

mode of operation, nef f could reach as high as .sqrtcit- This is why when the width of 

the semiconductor region d2 is much bigger than d1 , as in Figure 4.13, nef J reaches very 

high values at lower frequencies. When d2 is of a magnitude comparable to d1 , neff does 

not go through these wide variations in magnitude as shown in Figure 4.15. 
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3.40 
Effective propagation constant neJf = f: versus frequency, J 
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Figure 4.11: The normalized propagation constant (effective index) neff = [, versus fre­

quency, / (GHz], for a transmission line of width W = 50 µm, having a three layer silica­

silicon-silica substrate of thickness 40 µm, with d1 ==l µm, d2 = 5µm, d3= 34µm, €1 =4, 

e2=12, €3=4, with p2 = 0.12 11-m. Shield dimensions: a = 0.6 mm and b= 0.65 mm. 

Computation conducted using M = 201. 
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Attenuation constant,a versus frequency,/. 
0.7 ~---~----.-------.-----..------, 

P2 = 0.120 - m, di= lµ,m,d2 = 5µ,m,d3 = 34µm -

0.6 

0.5 

a[~!] 0.4 

0.3 

0.2 

0.1 

0.0 ,..__ ___ __._ ____ ......_ ___ __._ ____ ..._ ___ __. 

0.0 50.0 100.0 150.0 200.0 250.0 
frequency [GHz] 

Figure 4.12: The attenuation constant, a: [;!], versus frequency, f (GHz], for a transmission 

line of width W = 50 µ,m. All parameters are as noted in the previous figure. 
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Figure 4.13: The normalized propagation constant (effective index) ne// = -!;,. versus fre­

quency, / [GHz), for a transmission line of width "V = 500 µ:m, having a three layer silica­

silicon-silica substrate of thickness 391.4 µm, with d1 =1.4 µ.m and e1=4. d2 + d3 = 390 

µm, e2 =12, e3 =4, with p2 = 0.12 0-m. Results show the effect of varying the width of the 

lossy layer, d2 • Shield dimensions: a= 6 mm and b= 6.5 mm. Computation was conducted 

using M = 201. 
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Figure 4.14: The attenuation constant, a [,!!], versus frequency, f (GHz), for a transmission 

line of width W = 500 µm. All parameters are as noted in the previous figure. 

Effective propagation constant n,1 J = f versus frequency, / 
3.60 ° 
3 50 P2 = 0.120 - m, d3 = 390µm -
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Figure 4.15: The normalized propagation constant ( effective index) n,Jf = -!; , versus fre­

quency, f [GHz], for a transmission line of width W = 500 µm. All parameters are as noted 

in the previous figure. 
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Figure 4.16: The attenuation constant, a [~!], versus frequency, f [GHz), for a transmission 

line of width W = 500 µm. All parameters are as noted in the previous figure. 

Field Patterns and Characteristic Impedances: 

All the unknowns of the problem at hand have been evaluated. Using these quantities, the 

EM fields and the microstrip characteristic impedance, Z0 , can be derived. For structures 

with mixed boundaries, where a propagating mode has all the six components of the EM 

fields, several definitions of the characteristic impedance exist [189]. The most common 

definition for Z0 is the power-current relationship: 

J J E x .ii• .z dx dy 

[1/: if Jzdy'r 

( 4.177) 

where E and .ii are the EM fields excited by the stripline surface current whose longitu-

clinal component is 1::. Primed coordinates denote a. source point. Unprimed ones denote 

a. field point. In the previous analysis, the Green's functions, the surface current basis 

functions expansion, and the propagation constant have been evaluated. Using Maxwell's 

equation for time harmonic fields, 

v' XE == ( 4.178) 
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the magnetic fields can be derived as well. Substituting these expressions in equation 4.177 

yields Z0 • The current amplitude coefficients ly and f: are inter-related through the system 

of two homogeneous linear equations 4.171. This allows for the freedom to choose one of 

them. Choosing lz = 1 makes the denominator of the expression in 4.177 equal to one, 

smce 

This can be easily proven using the change of variable sm u 

simplification, the expression for Z0 reduces to 

Zo = ff EX fi• .z dx dy 
n=O 

( 4.179) 

[2(yw' -~)J. - Using this 

( 4.180) 

where pz(i) is the portion of the power propagating along z in the i-th region. 

The electric and magnetic fields are derived in a systematic format analogous to that 

used above. Subsequently, their cross-product is evaluated and expression 4.180 yields an 

expression for Z0 • This analysis was developed into a computer code using C-language. 

This code is capable of computing the characteristic impedance for a shielded microstrip 

line situated on top of N layers of lossy dielectrics. 

As an example, the characteristic impedance of a 500 µm-wide microstrip line is com­

puted using the codes. Results showing the dependence of the real part of the character­

istic impedance on frequency are shown in Figure 4.17. The dependence of the imaginary 

part of the characteristic impedance on frequency for the same line is shown in Figure 4.18. 

Substrate resistivity p = 1.2 and 0.12 n - m were assumed. Other parameters are as fol­

lows: substrate permittivity €,. = 12 and substrate height = 390 µm, with 1.4 µm of silica 

(€,.=4) on top. The shielding structure dimensions are a= 6mm and b= 6.5 mm. The 

total number of modes used in the computation, M = 500. This is slightly more than the 

minimum number of modes required for convergent results as explained later. 
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Figure 4.17: The Real part of the characteristic impedance Zc:(O), versus frequency, f (GHz], 

for a transmission line of width W = 500 µm, and a silicon substrate ( e,.=12) of thickness 390 

µm, with 1.4 µm of silica ( e.,=4) on top of it. Substrate resistivity of p = 1.2 and 0.12 n - m 

is assumed. The shielding structure dimensions are a= 6mm and b= 6.5 mm. M=500. 
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Figure 4.18: The imaginary part of the characteristic impedance Zc(O), versus frequency, 

f iGHz], for a transmission line of width W= 500 µm, and a silicon substrate {fr=12) of 

thickness 390 µ.m, with 1.4 µm of silica ( Er=4) on top of it. Substrate resistivity of p = 1.2 

and 0.12 n - m is assumed. The shielding structure dimensions are a= 6mm and b= 6.5 mm. 

M=500. 
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Different Propagating Modes in Shielded MIS Structures: 

Hasegawa et al. [215] demonstrated that there are three different fundmental modes of 

wave propagation in metal-insulator-semiconductor (MIS) microstrip structures. The 

propagation characteristics of each mode and the condition for its excitation are described 

in references such as [60] [215] [233]. These three modes are the quasi-TEM mode, the 

skin-effect mode and the slow-wave mode. 

In a typical MIS structure, the substrate is comprised of two layers: a semiconductor 

layer of thickness d2 and resistivity p and on top of it a thin dielectric layer of thickness d1 

and infinite resistivity, where d2 > > d1 . When the frequency-resistivity product (f p) is 

large, i.e., when the conductivity of the semiconductor layer is small, the semiconductor 

substrate may be treated as a low-loss dielectric, and the transverse EM fields extend 

through the entire substrate leading to a quasi-TEM mode of operation [144]. 

When the frequency-resistivity product (f p) is small, i.e., when the conductivity of the 

semiconductor layer is large, the semiconductor may be treated as an imperfect ground 

plane. The transverse EM fields are primarily concentrated in the thin dielectric layer, 

leading to a skin-effect mode of operation. This occurs when the frequency of operation 

and the substrate resistivity assume values in such a way that the substrate width is about 

2 skin-depths thick or more, i.e d2 2:: 2/-rr!/. 

When the frequency-resistivity product (Jp) is such that the magnetic fields penetrate 

into the substrate, whereas the electric field doesn't, a slow-wave mode of operation 

exists. The electric and magnetic fields are spatially separated. The line capacitance is 

largely increased compared to the quasi-TEM mode, whereas the line inductance changes 

a little. Th.is leads to an extremely low phase velocity ( and conversely an extremely 

high effective index) whereas the propagation losses remain relatively low. This mode 

of operation occurs towards the lower end of the frequency range in which the MIS is 

typically operated. 

To illustrate this mode of operation, a parallel plate MIS transmission line and its 
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Parallel Plate MIS Line 

··- w 
Y( w) 

Figure 4.19: A transverse-section in a parallel-plate transmission line and its equivalent circuit 

representation. 

equivalent circuit representation is considered as shown in Figure 4.19. The input admit­

tance as per the equivalent circuit representation of the parallel plate MIS transmission 

line can be readily derived as [ 169]: 

( ) 
jwC1(iwC2 + G2) _ . C 

Y w = jw(C1 + C2) + G2 - JWf.eff 0 ( 4.181) 

where 
C - e,.1eoW 

i - d1 ' ( 4.182) 

C _ fr2EoW 
2 - d2 , (4.183) 

€0 W 
C2 = d1 + d2 ' 

( 4.184) 

and 

(4.185) 

These quantities are per unit length in the longitudinal direction. C0 in expression 4.181 

is the line capacitance of a line with equivalent paramenters but with an "air" substrate. 

fef I is the effective permittivity of a propagating mode whose propagation constant is K%, 

i.e K% = ~k0 • From the above basic circuit analysis, f.ef/ can be cast as, 

Ci (jwC2 + G2) 
€e// = Coiw(C1+C2)+G2 -

e,.1 ( 1 + jwf.,-2€0P )( di + d2) 

[ 1 + jwfoP ( Erl t + ~2)] • 
( 4.186) 
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At very high frequencies, and for d2 > > d1 , f.eJJ reduces to 

( 4.187) 

which means that €e/ 1 is frequency independent, and is equal to the relative dielectric 

permittivity of the thin dielectric layer. This result has been born-out by numerical 

testing of the code developed. At low frequencies, and for d2 > > d1, f.e/ / reduces to 

( 4.188) 

In essence, this means that the effective index of the transmission line can assume values 

that are even higher than the semiconductor refractive index. This is the "slow-wave" 

domain of operation. The line capacitance is very high, and subsequently, the phase 

velocity is decreased. These results can be seen in the numerical examples provided such 

as those depicted in Figs. 4.13 and 4.15. 

Hasegawa et al. [215] derive the upper limit of the frequency at which the slow-wave 

phenomena starts to occur. This is done by considering the relaxation of charge in the 

semiconductor layer at its interface with the dielectric region. The first order differential 

equation describing the relaxation of charge is derived as 

8 Pv ( t) + Pv ( t) = O , 
8t PfeJ Jf.u 

( 4.189) 

where Pv(t) is the volume charge density and €eJJ is the effective permittivity. The solution 

of this equation is straightforward: 

( 4.190) 

Hence, Pf.ef J€0 is the relaxation time constant. When the operating frequency is reduced 

to reach the inverse of the relaxation time constant (i.e. f = f. = 
2 

d di ), the 
1r 2t,.1foP 

polarization current begins to lag the applied signal. The electric field is concentrated 

in the thin dielectric layer, whereas the magnetic field is extending into the substrate. 

References [60] [215] provides explicit expressions for defining the three different modes 

of MIS operation that are tabulated in table 4.1. These expressions are derived for the 
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J Description f range Mode of Operation 

Low Frequency f ~ 0.3/0 Slow-Wave Mode 

Medium Frequency 1.5/e Sf s; /d quasi-TEM Mode 

High Frequency f ~ 4/d Skin-effect Mode 

Table 4.1: Frequency ranges for various modes of operation of MIS lines 

parallel plate MIS structure of figure 4.19 and are valid for wide microstrip lines, i.e. those 

satisfying the condition W > d1 + d2 • The general sense of these regions remain valid 

for thin lines. As apparent from this table, the boundaries of operation do not coincide. 

However, the transition from one mode of operation to the other is gradual. 

In table 4.1, / 0 is the slow wave characteristic frequency given by 

1 
la = 1.. + ...1.. 

!, 3/J. 

(4.191) 

where /d is the skin-effect characteristic frequency and /, is the relaxation frequency of 

the charge at the interface. Those are given by 

and 
di 

f, = ----, 
21rE0€,,.1pd2 

respectively. Finally, /e is the relaxation frequency of the semiconductor 

Convergence Considerations 

(4.192) 

(4.193) 

( 4.194) 

The analysis presented thus far is an exact analysis of shielded multi-layered lossy stripline 

structures. All computations are evaluated in terms of an infinite summation over the 

index m of modal expansions. Theoretically, the obtained formulae would be exact in 
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the limit should the infinite series be evaluated. In practice, this series is truncated at 

m = .M. The choice of M is such that the retained terms provide sufficiently accurate 

results. Extensive case studies conducted in [169], for the case of a two-layer substrate, 

resulted in the following convergence condition 

[ 
25b] M 2: / nteger 1r W (4.195) 

This condition ensures that the term x = ( m;:') is large enough to guarantee that the 

quantities J0 ( x) and ( -1:~i~;l) for m > M are of negligible magnitude. Hence, quantities 

like the propagation constant ( equation 4.171) and the characteristic impedance ( equa­

tion 4.177) are evaluated accurately. As it is obvious, the above criterion equally applies 

to the case of N-layered substrate. Testing of the developed codes confirms this. 

The following case study is presented to demonstrate the effect of changing the value 

of kl on the convergence of the results. Fig. 4.20 shows the normalized wave length, >.~, 

versus frequency for a transmission line of width W = 600 µm, and a lossy semiconductor 

silicon substrate of permittivity e,.=12 and height 250 µm, with 1 µm of silica ( f,.=4) 

on top of it. Results are obtained for different substrate conductivities. The shielding 

structure dimensions are a = 1.5 mm and h= 10 mm. Computation is conducted using 

.M =25000 and 1\1 = 121. Fig. 4.21 show the attenuation constant, a: (in (,:!]), for the 

same structure. 

This is the case of a wide transmission line, where convergence could be achieved 

for a relatively small value for M. Based on the convergence criterion 4.195, convergent 

results for this structure can be obtained for M ~ 133. As shown, there is a considerable 

difference in the values of {
0 

and a: for the non-convergent case (M = 121) compared to 

the convergent case (M = 25000). Studies comparing the cases for M=500 and M=25000 

show almost identical results. These are shown in Figs. 4.22 and 4.23. Once the condition 

given in 4.195 is satisfied, the computed values for the propagation constant stabilize 

rapidly and become almost independent of further increase in the value of M. This is 

borne out by the results shown in Figs 4.22 a.nd 4.23 which compare the cases of M =500 
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Figure 4.20: The normalized wave length, l> versus frequency, f [GHz], for a transmission 

line of width W = 600 µm, and a silicon ( f,.=12) substrate of thickness 250 µm, with 1 µm 

of silica ( f,.=4) on top of it. Results are obtained for different substrate conductivities. Shield 

dimensions: a = 1.5 mm and b= 10 mm. Computation conducted using M =25000 and 121. 
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Figure 4.21: The attenuation constant, a [,:!], versus frequency, f (GHz], for a transmission 

line of width W = 600 µm. All parameters are as noted in the previous figure. 
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Figure 4.22: The normalized wave length, {
0

, versus frequency, f (GHz], for a transmission 

line of width W = 600 µm, and a silicon substrate ( t,.=12) of thickness 250 µm, with 1 µm 

of silica (~=4) on top of it. Results are obtained for different substrate conductivities. Shield 

dimensions: a = 1.5 mm and b= 10 mm. Computation conducted using M =25000 and 500. 
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and NI =25000. Further studies using other values of M, and other structures confirmed 

this observation. 

Figure 4.24 show the rapid convergence of the effective index net f as M is increased. 

The figure shows the effective index, at a frequency of 2.9 GHz, for the even mode of a 

pair of coupled striplines as that of Figure 4.10. The width of the striplines W = 1 mm, 

and separation S= 1 mm on a gallium arsenide substrate with a dielectric constant of 12.9 

and thickness = 1 mm. The cover plate is at a height a= 1.5 mm above the ground plane, 

and the side wall spacing is b = 60 mm. These numerical values stipulate that convergent 

results can be obtained for M 2:: 478, as per equation 4.195. As shown in the figure, 

accurate results are yielded at about that value for M and higher. For higher values of 

M, no further changes in the value of the effective index is recorded. The obtained result 

converge rapidly once the minimum value of M stipulated by 4.195 is achieved. 

Verification of the Present Analysis 

In this section, a sample of the results that could be obtained using the developed codes is 

provided. These are compared to other methods and experimental results reported in the 

literature, with the intent of verifying the present analysis, and establishing its domain of 

accuracy. 

An example for the dispersion curves of shielded transmission line is given in Fig. 4.25 

([189], p. 425). The comparison curves were computed via the mode matching technique 

(MMT) [234] and the Method of Lines (MOL) [235]. In Fig. 4.25, the effective Index, 

€eff is plotted versus normalized substrate height, f
0

, for a transmission line of width 

to substrate height ratio ~ = 1.0 and 3.0. Substrate permittivity €,.=9. 7 and shielding 

structure dimensions are ~ = 16 and ~ =8. Computations based on this theory were 

conducted using kl= 500. As shown, an excellent agreement between the three methods 

is evident. 

In Fig. 4.26, some typical computed results for the effective dielectric constant €eJ I for 

a coupled microstrip line on a gallium arsenide, GaAs, substrate with a dielectric constant 
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Figure 4.23: The attenuation constant, a [,:!], versus frequency, f [GHz], for a transmission 

line of width W = 600 µ,m. All parameters are as noted in the previous figure. 
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Figure 4.24: The effective index nelf, versus the summation limit M, for the even and odd 

modes of a coupled transmission line of width W = 1 mm and separation S = 1 mm situated 

over a GaAs substrate of thickness H= 1 mm and a permittivity e,.=12.9. Shield dimensions: 

a = 8 mm and b= 60 mm. Computation conducted for a frequency / = 2.9 GHz. 
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of 12.9. These results were obtained by Morich [236] and were reported in ([237], p. 322). 

The curves supplied by Morich were obtained by a perturbation-iteration approach. As 

shown, they are almost identical to those obtained via this theory. Specific parameters are 

as follows: side wall separation b = 60 mm, cover plate height a above the ground plane 

is varied as shown in the figure, substrate thickness Xo1 = 1mm, strip width W = 1mm, 

strips separation S = 1 mm (see Fig.4.10). The results shown can be scaled to apply to 

a different frequency range. A notable feature of the transmission line in this example is 

that the effective dielectric constant for the even mode excitation is significantly larger 

than that for the odd mode at high frequencies. It can also be seen that the top shield has 

relatively little effect on the magnitude of the effective index if placed a distance equal 

to four or more times the substrate thickness above the ground plane. This observation 

confirms the earlier stipulations that the developed analysis can equally be applied to 

open structures by making the dimensions of the shielding structure wide enough. 

4.4.5 Effect of the Depletion Region on the Propagation Char­

acteristics of MIS Structures 

Previous analyses of MIS structures such as (169] ignore considering the effect of the 

depletion region that exist in these MIS lines. During the course of this research, it 

was observed that this depletion layer may have a considerable effect on the propagation 

characteristics of these transmission lines. This issue is addressed in this section. 

At the interface between the insulator layer and the semiconductor layer of an MIS 

geometry, a depletion layer forms and extends into the semiconductor layer. This depletion 

region can be modeled as an insulating layer whose permittivity is the semiconductor 

permittivity, but with infinite resistivity since this region is depleted of carriers. The 

depth of this depletion region, h, is given by [24): 

h= ( 4.196) 
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Figure 4.25: The effective Index, fe/ J, versus normalized substrate height, f
0

, for a transmis­

sion line of width to substrate height ratio ~ = 1.0 and 3.0. Substrate permittivity c,.=9.7. 

Results obtained by this theory are compared to those obtained by the Method of Lines (MOL) 

and the mode matching technique (MMT) for metalization thickness of zero and 0.1 W. Shield 

dimensions: J = 16 and ~ =8. Computations based on this theory are conducted using .M = 
500. 
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where Ea is the semiconductor permittivity, Vi, is the break-in potential, V is the 

applied voltage and ND is the donners carrier density for n-type semiconductors, and q is 

the electron charge. Alternatively, ND is replaced by NA for p-type semiconductors. The 

electron and hole carrier density, ND and NA respectively, are related to conductivity, er 

through 

( 4.197) 

where ni is the intrinsic carrier concentration, µ" and µP a.re the electron and hole mo­

bilities respectively. For Silicon, µ" = 1450 vc:m2 and µp = 505 vcm.2 • For a typical MIS .ace .,ec 

geometry, and using the above expression, the width of this depletion region is about 10 

µm for an applied microwave voltage = 1 V, and a substrate resistivity p :::: 10 0-cm. 

The MIS analysis reported in [169] ignores the effect of this depletion region because the 

analysis can only model the case of two layers of substrate materials, one is the dielectric 

and the other is the semiconductor. It is shown here that ignoring the depletion region 

may lead to inaccurate and sometimes erroneous results. The present analysis takes this 

depletion region into account, given its general nature. 

For example, consider a typical MIS structure where the transmission line width is 

W= 500 µm with a silicon substrate (E,.=12) of thickness 390 µm and resistivity p = 0.12 

0-m, with 1.4 µm of silica ( E,.=4) on top of it. The shielding structure dimensions a.re 

a = 6 mm and h= 6.5 mm. These parameters were obtained from [169]. Figure 4.27 

depict the normalized propagation constant ne/ I = -!; for the case of different depletion 

region widths. Those a.re also compared with the case where -!; is computed ignoring the 

depletion region. Figure 4.28 show the attenuation constant for the same structure. The 

effect of the depletion region is more pronounced in the case of the slow-wave mode of 

operation, which occur at a lower frequency range. Figs 4.29 and 4.30 show the dependence 

of the normalized propagation constant and the attenuation constant on the depletion 

region width for tha.t frequency range. All computations were conducted using M = 2000. 

Using 4.197 and 4.196, the depletion region width is calculated to be 10. 7 µm for an 

applied voltage of 1 V, for this particular structure. Similarly, an applied voltage of 2 V 
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Figure 4.26: The effective index fe/ I, versus frequency, f (GHz], for a coupled strip line of width 

W = 1 mm and separation S = 1 mm. The substrate is a single GaAs layer of permittivity 

€,. =12. Shield dimensions are b=60 mm, and a is varied. M=1001. The results obtained 

using this theory is compared to those obtained by Morich (226] using a perturbation iteration 

technique. Morich's results are shown here by dots. 



ANALYSIS OF SHIELDED LOSSY MULTI-LAYERED-SUBSTRATE MICROSTRIP STRUCTURES 

5.50 

5.00 

4.50 

4.00 

3.50 

3.00 

Effective propagation constant ne/ I = fa versus frequency, / 

5.0 

Depletion region ignored -
Depletion region width h = 10. 7 µm 
Depletion region width h = 22.3 µm -
Depletion region width h = 29.0 µm • • • • 
Depletion region width h = 35.0 µm -

10.0 15.0 20.0 25.0 
frequency [GHz] 

178 

Figure 4.27: The normalized propagation constant (effective index) nelf = -!;, versus fre­

quency, f [GHz), for a transmission line of width W = 500 µm, and a silicon ( ~=12) substrate 

of thickness 390 µm, with 1.4 µm of silica ( e,.=4) on top of it. Results show the effect of 

considering the depletion region in the analysis. Shield dimensions: a = 6 mm and b= 6.5 

mm. Computation conducted using Jl;/ = 2000. 
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leads to a depletion region of width 22.3 µm, with 3 V and 4 V leading to widths of 29.0 

µm and 35.0 µm respectively. 

From these figures, it can be concluded that the depletion region has little effect on 

the magnitude of the propagation constant at higher frequencies, where the mode of 

propagation is considered a quasi-TEM mode. This is evident from Figure 4.27. Further, 

the propagation constant settles to the same value for h.igher frequencies regardless of the 

width of the depletion layer. Difference in computed {3 among all cases is less than 0.1 % 

for the higher frequencies. The percentage difference in the magnitude of /3 for the case of 

a depletion region of depth 35.0 µm and that with no depletion region is less than 0.01 % 

at 25 GHz. At high frequencies, the skin depth is small, and the EM fields are more 

confined to the dielectric region, and they are less affected by both the depletion region 

and the semiconductor region. 

The depletion region does, however, greatly affect the propagation characteristics at 

lower frequencies where the mode of operation of the transmission line is a slow-wave 

mode. This is evident from Figure 4.29. The differences in the values of f are in the 

excess of 85% between the case of no depletion region and the case of a depletion region 

of width 10. 7 µm at very low frequencies. At 1 GHz, the percentage difference is 2%, and 

it goes to 20% if the case of a depletion region of height 35.0 µm is compared to the no­

depletion layer case. It can be concluded that the presence of the depletion region helps to 

suppress the slow-wave effect. This is expected, as the existence of the depletion layer acts 

as a buffer between the insulator layer and the semiconductor layer. The slow-wave mode, 

as discussed earlier, occurs when the electric field is shielded from the semiconductor lossy 

layer, whereas the magnetic field extends deep into that region. That spatial separation of 

the fields leads to a larger line capacitance and smaller line inductance. With the existence 

of the depletion region, both the magnetic and electric fields will coexist in the insulator 

region and the depletion region, with much less portion of the magnetic field extending 

alone into the semiconductor region. This becomes more evident by re-examining the 

heuristic representation of figure 4.19 in the presence of a depletion region. 
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Figure 4.28: The attenuation constant, a [,'!!], versus frequency, f [Gtiz], for a transmission 

line of width W = 500 µ,m. All parameters are as noted in the previous figure. 
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As for the attenuation constant, a:, it is affected by the depletion region at both higher 

and lower frequencies. This is evident since the microwave signal is made to propagate 

in less.lossy media in the presence of the depletion region. The percentage error is more 

pronounced in the lower frequency range, with a 27% difference between the computation 

conducted with no depletion region considered and with a 10. 7 µm depletion region at 2 

GHz. The percentage error is less, but remains considerable, at higher frequencies since 

at these frequencies, the skin depth is smaller, and the EM fields are confined to a smaller 

depth near the metalization. At 25 GHz, the percentage difference in the magnitude of 

a: for the cases h= 0 and h= 10.7 µm is 8.5%, and it goes to 20% if the case of h = 35.0 

µm is considered. 

Figure 4.31 depicts the characteristic impedance Zin(w), versus frequency, f [GHz], 

for the same transmission line. The effect of a depletion region of width 10 µ is considered 

and is compared to the results obtained by neglecting its existence. As shown, an error 

of about 10% in estimating the real part of the characteristic impedance is encountered 

when the depletion region effect is ignored. The effect of the depletion region on the 

imaginary component of the characteristic impedance is even more prominent, leading to 

errors of almost 100%. 

The effect of the depletion region on the imaginary components of the propagation 

constant and the characteristic impedance is quite substantial as it is directly related to 

the attenuation of the signal. The existence of the depletion region effectively displaces 

the lossy segment of the substrate away from the microstrip line by a distance equal 

to the depletion region width. Hence, a major portion of the microwave signal spatial 

distribution is propagated in an effectively lossless substrate. 
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Figure 4.29: The normalized propagation constant (effective index) nelf = -f;, versus fre­

quency f [GHz] in the frequency range of the slow-wave mode, for a transmission line of width 

W = 500 µm, and a silicon ( e,.==12) substrate of thickness 390 µm, with 1.4 µm of silica 

(e,.=4) on top of it. Results show the effect of considering the depletion region in the analysis. 

Shield dimensions: a = 6 mm and b= 6.5 mm. Computation conducted using M = 2000. 
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Figure 4.30: The attenuation constant, a [~]. versus frequency / [GHz] in the frequency 

range of the slow-wave mode, for a transmission line of width W = 500 µ,m. All parameters 

are as noted in the previous figure. 
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4.4.6 The Green's Functions for A Rectangular Cavity Partially 

Filled With Multiple Layers of Lossy Dielectrics 

In a procedure analogous to that conducted in the case of a rectangular waveguide, the 

Green's functions for a rectangular cavity partially filled with multiple layers of lossy 

dielectrics is obtained. Figure 4.32 illustrates the geometry of the cavity. The structure 

is loaded with N dielectric layers and contains a point current source, J:( r' ), located at 

( x01 , y', z'). In response to this current source, an electric field is generated. This electric 

field directly yields the electric Green's function for the cavity, Ge(i, r'), given by 

➔ I - ...J ,. ,. i - .J ,. ,. i ( .. .J "'" i - .J) Ge (r,r) = xyGc zy(r,r) + xzGc z: r,r) + yyGc w(r,r 

( 4.198) 

where the term Gc~y( i, r') is the component of the electric Green's function associated 

with the x component of the electric field in region i due to the y-directed component 

of the infinitesimal electric surface current source located at ( x' = x0 1, y', z '). The other 

terms are defined similarly. The point current source J:( r'), located at ( x = xo1 , y', z' ), is 

defined as, 

- I 

J.(r ) ( 4.199) 

The procedure for deriving the Green's function for the cavity problem is identical to 

that of the rectangular waveguide. A point current source is assumed, a.nd the electric 

field due to this source defines the desired Green's function. The primary Hertz vectors 

are derived first, followed by the Hertz vectors of the scattered fields. Both are combined 

to satisfy the boundary conditions 4.84- 4.85, yielding the amplitude coefficients. The 

Green's function are constructed from the total Hertz vectors. The analysis is almost 

identical, and for the sake of brevity will not be reproduced here. The Green's functions 

obtained are used to compute the fields around a discontinuity of a transmission line 

and to characterize the discontinuity. For this goal, only the Green's function in the 
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Figure4.31: The characteristicimpedanceZc:(w), versus frequency, f (GHz], for a transmission 

line of width W = 500 µm, and a silicon ( E,.=12) substrate of thickness 390 µm, with 1.4 µm 

of silica ( t,.=4) on top of it. A depletion region of width 10 µ is taken into account. Result 

obtained for a substrate resistivity of 0.12 n - m. The shielding structure dimensions are a= 

6mm and b= 6.5 mm. 
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region (0) above the metalization or the Green's function in the region (1) just below the 

metalization is required. The Green's function will be used to derive the electric fields 

tangential to the plane of the discontinuity, which is the plane of the metalization. Hence, 

the evaluation of Gc~y (O) and Gcz:: (O) is unnecessary. The mathematical task reduced to 

obtaining the remaining four components of the Green's function dyad: G!ll,(0
), G11 /

0
), 

G:./0
), and G.)0

). These are given as: 

( ') ( ') G (o) =L 0 m1ry m1ry . n1r z n1r z 
~gC )YYm.(x)cos (-b-) cos -b- sm (-c-) sin -c- (4.200) yy 

m 

( ') ( ') G (0) m1ry . m1ry . n1rz n1rz 
yz =L ~g(O)Y•m.(x)cos (-b-) sm -b- sm (-c-) cos -c- ( 4.201) 

m 

( ') ( ') G:y co) 
. m1ry m1ry n1r z . n1r z 

=I: ~g(
0
l,.m.(x)sm (-b-) cos -b- cos (-c-) sm -c- ( 4.202) 

m 

( ') ( ') G::.(O) =E 0 . m1ry . m1ry n1r z n1r z 
~g( )ZZmn(x)sm (-b-) sm -b- cos (-c-) cos -c- ( 4.203) 

m 

where 
o [ m1r 2 n1r 2 ] 

g( )wmJx) = eom ( b) T1 - ( ~) TLsE(Xo1) C(x) , ( 4.204) 

(0) (:z:) m1r n1r 
g YZmn = 2 (-b-) ( ~) [T1 + TLsE(Zo1)] C(x) , ( 4.205) 

g(o) (x) = g(o) (x) 
ZYmn YZm ' 

( 4.206) 

and 

( 4.207) 

where e0 v is defined in 4.41, T1 is given in 4.126, C(x) is given in 4.127 and TLsM and 

TLsE are given in 4.128 and 4.129 respectively. 

4.4.7 Theoretical Study of Microstrip Discontinuities in Multi­

layered Shielded Structures 

Formulation 
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Figure 4.32: A schematic of an inhomogeneously partially filled rectangular cavity. 
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In the previous section, the electric Green's function for a rectangular cavity partially 

filled with N layers of lossy dielectrics and semiconductors has been derived. Consider 

now a certain metalization layout of random shape and of negligible thickness situated 

on top of the N layers of dielectrics of the previous analysis. This metalization layout is 

assumed to be made of a perfect conducting material. Such a geometry is characterized 

as a microwave discontinuity, an example of which is the series gap discontinuity depicted 

in Figure 4.32. Again, As a result of adding this conducting geometry, the boundary con­

ditions of the original cavity problem have changed. Using the cavity Green's functions 

obtained earlier and using the current distribution on the metalization, the electric field is 

recalculated from equation 4.3 subject to a new boundary condition; the tangential com­

ponent of the electric field must vanish on the metallic strip. As opposed to the problem 

of the uniform stripline, the surface current distribution for the discontinuity is unknown 

and is expressed in terms of a series of known basis functions with unknown amplitude 

coefficients. The electric field in the plane of the metalization is expressed in terms of 

these basis functions. Enforcing the boundary condition that E = 0 on the metalization 

yields a system of linear equations whose unknowns are the unknown amplitude coeffi­

cients of the basis function of the surface current density. Solution of this matrix yields 

the unknown coefficients. Hence, the current distribution is specified everywhere. Fitting 

the current distribution on the uniform line feeding the discontinuity to a transmission 

line model, the incident and reflected portions of the current are identified. Using this 

information, the discontinuity is characterized using a scattering matrix representation or 

an impedance matrix representation. 

It is possible to use the rectangular waveguide Green's function to analyze disconti­

nuities in the line instead of using the rectangular cavity Green's function. It is easier 

however to use the cavity Green's function. The eigenvalues of the cavity problem are 

easily determined directly from the separation of variables solution: kz = '::'tr and ky = ~"'. 

For the waveguide problem, ky = ~"' but k:: is determined by solving a complicated tran­

scendental equation. It is impractical to evaluate the hundreds of k:: 's required for the 

fields expansions using this method, especially when dealing with lossy substrates where 
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kz is a complex number. 

z-axfs 

1--.:...... ...................... ...,..__,___.~1--.i........-................................... __.--l __ .,__ y:b = Pmu I y 

port 1 z=c=Q mu 1z 

i Mlcrostrip Discontinuity 
y-axis 

Figure 4.33: Discretization of a discontinuity plane. 

The unknown surface current density distribution on the metalization is cast in the 

form: 

(4.208) 

and 

Jz(y',z') = LLI.:p'q' 9p'(Y
1

)fq,(z
1

), (4.209) 
I I 

p q 

where /P1 (y') 9q•(z') and where /q 1 (z') gP,(y') are basis function expansions for Jy(y
1

,z
1

) 

and Jz(y', z') respectively with IYp'q' and l::p'q' being the unknown amplitude coefficients 

of J 11(y', z') and Jz:,(y', z') respectively. p' and q' are the summation integral indices. The 

plane of the discontinuity is partitioned into small sections as shown in Figure 4.33. The 

cavity dimensions band care partitioned into Pma: and Qmaz segments each oflength ly or 

lz respectively. The basis functions define the shape of the CUl'rent within each subsection 
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of the plane of the discontinuity. JP,(y') and gq,(z') are defined as 

(4.210) 

0 elsewhere , 

and 

( 
') { 1 if Yp' - ~ ::; Y

1 

:S Yp' + ~ 
9p' y = 

0 elsewhere 
( 4.211) 

(~. and Ly are the subsection lengths in the z- direction and they- direction respectively, 

as shown in Figure 4.33. hz and h11 are the basis function wave numbers. The above 

expansions and shaping functions have been previously applied to the problem of modeling 

microstrip discontinuities with excellent results obtained (238] (169]. The shape functions 

account for the edge effect on the current distribution. Note that these shape functions 

exchange coordinates when considering Jz(y
1

, z') rather than Jy(y', z
1
). The coordinates 

Yp' and zq, assume the following discrete coordinate values (194]: 

{ p'ly in J 11(y', z') 
Yp' 

(p' + ½)l1,1 in J:(y', z') , 
( 4.212) 

{ (q' + ½)l= in Jy(y', z') 
z, = q 

q'ly in lz(y', z') , 
( 4.213) 

Substituting 4.208 and 4.209 in 4. 198 results in expressions for the electric field due to 

that surface current density distribution. Enforcing E-:an = 0 on the metalization yields 

the unknown amplitude coefficients. Since only the tangential component of the electric 

field is of interest at this point, only this component of the field will be evaluated in the 

forthcoming analysis. The components of the electric field tangential to the metalization 

are the Ey and E= components, which can be expressed in the form of a set of two coupled 

integral equations that can be written in the following short form: 

E co) _ E (o) + E co) 
Z. - yz %Z ' 

(4.214) 

(4.215) 
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where 

Ew (0) · JI (0) , , , , - JWµ 0 Gcyy Jy(y , Z )dy dz , ( 4.216) 

E (0) 
yr. 

. JI (0} , , , , 
- JWµo Gcyz J:.(Y , Z )dy dz , ( 4.217) 

E::/o> . JI (0) 
1 

' ' ' -JWµo Gc::y Jy(y, Z )dy dz , (4.218) 

E:::: 
(0) . JI (0) ' ' ' 

1 

- JWµo Gc::z Jz(Y , Z )dy dz , (4.219) 

The superscript ( 0) denotes the air-filled region of width d0 above the cavity as shown in 

Figure 4.32. Evaluating the Green's function for region (0) or region (1) only is sufficient to 

yields the unknown amplitudes. Expressions for Gcv}0
), Gcy/0>, Gc:/0 >, and Gcu (o) were 

derived in 4.204- 4.207. Jy(y', z
1

) and Jz.(y', z') are given in 4.208 and 4.209 respectively. 

This yields the following expressions for Eyy(0
), E11z< 0 >, Ez11 <0 >, and E::::(0

): 

Eyy (O) = -jwµo ff Lm I:n g(O) YYmn ( X) cos ( mzy) cos ( mr') 

. n1rz . n1f'z , , , , ( ') sm (-c-) sm -c- Jy(y , z )dy dz , ( 4.220) 

. n1rz n1f'z , , , , ( ') sm (-c-) cos -c- Jr.(Y, z )dy dz , ( 4.221) 

E (O} - • ff" ""' (0) ( ) • (~) (~) :y - -JWµ0 L..,m L..,n g ZYmn X SIU b COS b 

n1r z . n1rz , , , , ( ') cos (-c-) sm -c- J,,Ay , z )dy dz , (4.222) 

E (0) - • ff" " (O} ( ) • (!!!1!11.) • (!!!!]L) zz - -JWµo L..,m Lm g :z.mn X Sill b Sill b 

n1rz n1rz , , , , ( ') cos (-c-) cos -c- Jz(Y , z )dy dz . (4.223) 

Substituting with the expressions for Jy(y', z') and Jr.(y', z') in the above four equations 

yields: 
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E (o) = -1·wµ, "' '°' g( 0 ) (x) cos (!!!2!1£) sin(!!.!.:.)'°' , '°' , I , , yy o .l..,m L..m YYmn b c L.,p L.,q Yp q 

1Yp'+ 1 f ( ') (m1ry') d , 1zq1+!.; ( ') • (n1rz') d , p' y cos -b- y 
1 

9q' z sm -- z 
y, = ,_!.I. C 

p -1 9 l 

( 4.224) 

l yP,+'t ( ') • (m1ry') d , i=,,1

+1 f. ( ') (n1rz') d , 
1 9p' y sm -- y q' z cos -- z 

y,-~ b z., C 
p 2 9 -1 

( 4.225) 

E. (O) = -1·wµ, "' '°' g(o) (x) sin (m'll"y) cos(!!.!.:.)'°' , '°' , / , , 
•Y O L..m L.,n Z.Ymn b c L.,p L.,q 'lip q 

1Yp'+1 f ( ') (m1ry') d , 1z,i1+~ ( ') • (n1rz') d , 
p' y cos -b- y 

1 
9q' z sm -- z 

!/, = ,-!.1. C 
p -1 'I l 

( 4.226) 

E (o) _ • "' '°' (o) ( ) • (!!!.!1£) (!!!.!) '°' '°' / == - - JWµ, 0 L.,m L.,n g zzmn X Sill b COS c L.,p' L.,q' :p' q' 

111,,,+!f ( '). (m1ry') d 'Jz,,,+1/. ( ') (n1rz') 
1 9p' y sm -- y q' z cos --

31 I-~ b = I C 
p 2 'I -I 

dz'. ( 4.227) 

Carrying-out the above integrals, and simplifying; 

E.,,(o) = -jwµ. "I; "I; I,p'q' ~ ~gC0 l .,,mn(:z:) cos (m:y) sin (n:z) lnt9(q')Int,(p') , 
p q 

( 4.228) 

E11}
0

) = -jwµo LL l=p'q' LL 9'0 ) yzmn(x) cos (mb1ry) sin (n1rz) Intg(p
1

)lntt(q
1

) , 

, , m n , C 
p q 

( 4.229) 

E::/0
) = -jwµo L, L, lyp'q' L, L,9(0\Ymn(x) sin (m:y) cos (n1rz)Intg(q

1

)lnt1(p
1

) , 

, , m n C 
p q 

( 4.230) 

Eu(o) = -jwµoL,L,lzp'q' L,L,9(0)=zmn(x)sin (m:y) cos (n1rz)Intg(q
1

)lnt1(p
1

), 

' , m n C p q 

( 4.231) 

where 

, Yp' + 2 , m1ry , m1rl m1ry , 
!.r. ( ') [ l Int.(p ) = J.., -'} 9p•(Y ) sin - 6- dy = lysine 

2
b 11 sin ( b P ) , ( 4.232) 

( 4.233) 
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( 4.234) 

and 

lnt,(q') == l~'+t f ,(z1

) cos (n-rr:r.') dz' = 
tf -l q C 

lz [ n1r '=] [ mr l=] (n1rzq,) -,inc(hzl:,) sine ( ~ + h:) 2 sine ( ~ - hz) 2 cos -c- • ( 4.235) 

Hence, the final expressions for the tangential electric field are given by 

[ 
m1r l ] (m1ry , ) (n1rz , ) (m1ry) (n1rz) sine ( b ~ h11 ); cos T sin 7 cos -b- sin -c- , ( 4.236) 

[ 
n1r l-] (m1ry , ) (n1rz , ) (m1ry) (n1rz) sine (-; - h::) 2 sin T cos 7 cos -b- sin -c- , (4.237) 

[ 
m1r l] (m1ry ') (n1rz ') (m1ry) (n1rz) sine ( b - hy); cos T sin 7 sin -b- cos -c- , ( 4.238) 

[ 
n1r lz] (m1ry ') (n1rz,) (m1ry) (n1rz) sine (-; - h::)2 sin T cos 7 sin -b- cos -c- . ( 4.239) 

Method of Moments 

The z and y components of the electric field, E,/0> and E/0> due to the given surface 

current density distribution of 4.208 and 4.209 have been found. Enforcing the boundary 
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condition E:an = 0 on the perfectly conducting metalization yields the unknown amplitude 

coefficients. An equivalent boundary condition is that the conduction surface current and 

the tangential electric field are complementary quantities in the x = x01 plane. Hence, 

this condition is cast as 

0 . 

In a more explicit form, 

and 

j l, E11 (O) Jydydz = ff~. [ Eyy (a) + Eyz <
0>] J11dydz = 

fl, Ew (O) /p( y )gq( z )dydz + j l, E11/
0
> fp(Y )gq( z )dydz = 0 , 

/ l, E/
0
)J:.dydz = fl.. [Ez/0> + E:./0>] 1::dydz = 

fl, E:./0 >gp(y)fq(z)dydz +fl. E 11/
0>gp(y)fq(z)dydz = 0, 

(4.240) 

( 4.241) 

( 4.242) 

where As is a segment of the plane x = x01 with dimensions l11 and lz in the y and z 

directions respectively. Conducting the above integrals yield: 

[sine(< ':1r + h9);) sine (( ':1r - h.);) r 
cos c:Yp') sin c:Zq') cos (m:y) sin c:z) , ( 4.243) 
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(
m1ry,) (n,rz,) (m1ry) (n1rz) sin T cos 7 cos -b- cos -c- , ( 4.244) 

(
m-rry,) (n,rz,) (m1ry) (n1rz) cos T sin 7 sin -b- cos -c- , ( 4.245) 

and 

cos c:Yp') sin cir:q•) sin (m:y) cos c;z) . ( 4.246) 

These equations can be written in the following short form: 

( 4.247) 

( 4.248) 
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and 

/1 (0) ~~ I I 
Ez: gp(y )fq( z )dydz = L- L- l:p' q' Zz: (p, q, p , q ) , 

aa t I 
p q 

which can be written in the following matrix form: 

196 

( 4.249) 

(4.250) 

( 4.251) 

Here I y(p', q') and l:(P', q') are the amplitude coefficients of the surface conduction cur­

rent components JY and J= respectively. It follows that the elements of the LHS matrix 

of the above system need not be evaluated of all segments Lls of the plane x = x01 . 

The coefficients matrix can be evaluated only for the metalized segments of that plane, 

since the conduction current is, by definition zero everywhere else. The coefficients 

Zw(p,q,p
1

,q
1

), Zy:(p,q,p
1

,q
1

), Z:11 (p,q,p
1

,q
1

) and Z:z(p,q,p
1

,q
1

) are given by 

m=M n=N [sine ( ~) ] 
2 

I t _ (0) 2C 

Zyy(p,q,p,q)- E L9 3/Ymn • (hl) 
m=l n=l StnC y y 

(
m-rry,) (n1rz,) (m1ry) (n1rz) cos b P sin 7 cos -b- sin 7 , (4.252) 

m=Mn=N [sine(~)] [sine(~)] , , _ (0) 2c 2b 
Zyz (p, q' P ' q ) - L L g Y=mn • ( h l ) · ( h l ) 

m=l n=l sine y y sine z z 

(
m1ry , ) (n1rz , ) (m1ry) (n1rz) sin b P cos 7 cos -b- cos -c- , ( 4.253) 
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m;:;:Mn;:::.N [sine(~)] [sine(~)] , , _ (0) 2c 2b 

Z;:y(p, q, P 'q) - L L g zt1mn sine(h l ) sinc(h l ) 
m;;:l n;;:1 y y z z 

(
m1ry , ) (n1rz , ) (m1ry) (n1rz) cos T sin 7 sin -b- cos -c- , ( 4.254) 

and 

M N 

[ 

• ( m,rl ) ] 2 m= n= sine ::.:.:.!Z. 
, 1 _ (0) 2b 

Z:z(p,q,p ,q) - L L 9 =zmn · (h l ) 
m=l n=l sine z : 

cos (m~/p') sin (n,rczq,) sin (m:y) cos (n:z) . ( 4.255) 

The summation over m and n is truncated at m = M < oo and n = N < oo respectively. 

The truncation at M and N is chosen such that the retained terms provide sufficiently 

accurate results. A criteria for choosing M and N are presented later in this section. 

Input Field Excitation and Various Models 

The matrix of 4.251 is a system of linear equations obtained from the boundary condition 

that the electric field at a certain point on the metalization is zero or else the surface 

conduction current density at this point is zero. Hence the product of these two quantities 

is zero everywhere on the metalization. It follows that the RHS of the system 4.251 is 

a vector of zeroes, leading to a homogeneous system of linear equations, whose solution 

is the trivial solution. However, that boundary condition is violated at one or more 

points to provide an excitation to the system. Hence, Vy(p, q) and Vz(p, q) a.re termed 

the excitation vectors. For a given excitation vector, a certain current distribution is 
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maintained on the metalization. That distribution is given by the amplitude coefficients 

I y(p', q') and ly(p
1

, q
1 

). The point at which Vy(p, q) :fa O or Vy(P, q) ;/ 0 is called the gap 

generator. Hence, Vy(p, q) and Vy{p, q) are defined as [167]: 

Vy(p,q) 
1 if YP = Y9ap 

0 elsewhere on the metalization , 

{ 

1 if Zq == Zgap 
Vz(p, q) = 

0 elsewhere on the metalization . 

( 4.256) 

( 4.257) 

The gap generator excitation method [239] [167] is a non-physical mathematical tool 

to excite the circuit. Another technique to excite the circuit is the cavity resonance 

technique [240] [241], which again is a pure-mathematical tool. A coaxial excitation 

method is developed in (221], which has its physical foundation in modeling the feed 

current of a coaxial line leading to the microstrip. The final results, however, compared 

to the gap generator method, are unaffected by the method of excitation [168]. 

Matrix Computation and Inversion 

All the elements of the matrix 4.251 are evaluated from equations 4.252, 4.253, 4.254 

and 4.2.5-5 for each segment of the metalization. It is important to note the following 

symmetries in the impedance matrix: 

( 4.258) 

(4.259) 

and 

( 4.260) 

These symmetries are utilized to cut down on the computational effort to calculate the 

matrix elements of 4.251 by 50%. Based on computational experiences, computing the 

matrix elements consumes more than 99% of the computation time with the remaining 
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l % goes to the matrix solution problem. These symmetries also reduce the size of the 

storage array in half. 

A computer code for computing these matrix elements was developed. For the case 

of a narrow strip of metalization, and where the discontinuity does not lead to a large 

y-directed current, a sub-set of this matrix can be used. For example, when characterizing 

a series gap discontinuity in a thin transmission line, the I y component of current was 

found to be of negligible magnitude compared to the /z component of the current. For 

this type of situation it is sufficient to only consider the problem 

{4.261) 

where lz(p
1

, q
1

) are the amplitude coefficients of the current J= respectively. The coeffi­

cients Zzz(P, q, p
1

, q') are given by 4.255. This step reduces the computational effort and 

time to one fourth of that required to solve the full matrix. It should be noted, that for 

the purpose of obtaining the scattering matrix representation, only the knowledge of Jz is 

required, which eliminates the need to compute J,r A computer code for evaluating the 

subset system was also developed. 

Once all the elements of 4.251 or 4.261 are computed, a matrix inversion routine is 

invoked and the unknown surface current amplitude coefficients l 11(p
1

, q') and lz(p', q
1

) 

are evaluated. For this purpose, an LU-Decomposition routine for matrices with complex 

elements is utilized. This routine was written in C language. A complete complex algebra 

library in C was written and is utilized by this routine and all others used in this PhD re­

search. The output generated by the developed LU-Decomposition routine was compared 

to that of Matlab and yielded the same results. 

Curve Fitting and Extraction of the Elements of the Scattering Matrix 

It is assumed that a uniform transmission line feeds a discontinuity from all ports. For 

a two port problem, the longitudinal currents lz1 and lz2 on ports 1 and 2 are evaluated 

using lz(p', q') by a transverse integration. On an input port, on a uniform transmission 



ANALYSIS OF SHIELDED LOSSY MULTI-LAYERED-SUBSTRATE MICROSTRIP STRUCTURES 200 

line, an ideal transmission line current exists as long as the operating frequency is below 

the cut-off frequency of the shielding cavity. Thus the current distribution obtained 

can be fitted to a transmission line current model to obtain the scattering parameters. 

The current distribution obtained behaves like a transmission line model away from the 

excitation point and the discontinuity itself, (say by a distance of d, = ~ from each) as 

shown in Figure 4.34 [169]. 

'z• 
- d,------------------- L __________ _..,; __ dr-.:. 

lz Idell Tr,nsmlnlon line Current 

___ fxcltltfon Point Discontinuity Point 

__J 

Figure 4.34: Axial current distribution along the transmission line of the input port feeding a 

discontinuity. 

An ideal transmission line current is given by 

(4.262) 

where I::+ is the incident current, lz - is the reflected current and K: is the complex 

propagation constant. This expression is used as a fitting model to fit the data obtained 

from the solution of 4.251. The optimization routine used for this purpose is L-BFGS-B 

[224]. The error function supplied to the routine for minimization is 

( 4.263) 

Minimizing this error function yields the unknown para.meters in 4.262, namely I::+, 

lz - and Kz. A FORTRAN driver for L-BFGS-8 was written. The driver supplies the 

L-BFGS-B routine with the error function and its gradients with respect to all the six 
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unknown parameters: lz +, f~ - and K::., both real and imaginary parts. Notice that K::. is 

treated here as an unknown that can be found from the optimization routine. K: can be 

also computed from the uniform transmission line analysis presented earlier. Comparison 

of the two approaches were conducted and they show an excellent agreement. A strength 

of this theory is that it doesn't require the knowledge of K::. on the feed transmission lines 

to solve the discontinuity problem. From the information obtained by the L-BFGS-B 

routine, the voltage reflection coefficient for the input port, Cn, is computed as: 

( 4.264) 

where d.,.ef is the reference plane distance. 

Scattering and Impedance Matrices 

For a one port discontinuity, the scattering parameter, S11 is given by the reflection 

coefficient of equation 4.264. For a symmetric two-port geometry, two excitations are 

required: an even excitation and an odd excitation. For an even excitation, the gap 

generators of 4.257 are equal to one on both ends, and zero everywhere else on the met­

alization. For an even excitation, the gap generator of 4.257 is equal to 1 at one end and 

to -1 at the other end, and zero everywhere else on the metalization. Using these two 

different excitations, two different reflection coefficients are computed: r in even and rin odd. 

The matrL"'<: elements, and the LU-Decomposed matrix are computed only once. Only the 

excitation vector is changed and then multiplied with the same inverse matrix. Using 

fin wen and rin odd, the normalized input impedance for the even and odd excitation are 

derived from: 
even 1 + rin even ( ) 

Zin = 1 - fin even 4.265 

odd 1 + rin odd 
Zin = odd ( 4.266) 

1-rin 

From microwave circuit theory, and considering a. two-port network symmetric impedance 

matrix representation, the following relationship between the impedance matrix elements, 

Zu and Z12, and Zin wen and Zin odd. are obtained: 

Z even+~ odd Z _ in "'in 
11 - 2 (4.267) 
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Z . even _ z· odd 

Z 
in in 

12 = 
2 

( 4.268) 

The scattering matrix, [ S], is related to the impedance matrix,[ Z] through 

( 4.269) 

where [U] is the unitary matrix. In an explicit form, the above equation can be written 

as 

( 4.270) 

which leads to the following relations between the Impedance matrix elements and the 

scattering matrix elements. 

Zu 2 
- Z12 2 

- 1 
S11 = S22 = --2---2----­

Z11 - Z12 + 2Z11 + 1 

2Z12 
S12 = S21 = 2 2 • 

Z11 - Z12 + 2Z11 + 1 

( 4.271) 

( 4.272) 

Both these representations are utilized in the forthcoming study. The impedance matrix 

representation is used to obtain more accurate parameters for the ,r equivalent circuit of 

Figure 2. 7. This equivalent circuit models the optically excited series gap discontinuity. 

The effect of the optical excitation on the transmission coefficient of the gap being illu­

minated is studied by examining S12 and the return loss of the switch is examined by 

considering S11. 

Convergence Considerations 

Detailed convergence and verification studies were conducted in [169} for the same theory 

but for the special case of a two layered substrate. These were also conducted in (168) for 

a closely related analysis. As argued earlier, the same convergence considerations remain 

valid for the case of N layers of dielectrics. These criteria were tested a.nd verified for the 

N layers case during the course of this research on numerous cases. 
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The convergence criterion for a uniform line is simple and depends only on the line 

width and the shielding guide dimensions. This criterion is given in 4.195. For disconti­

nuity analysis, the convergence criteria depend on the modal summation limits M and N, 

the subsection highest indices P and Q, the cavity dimensions a, b and c, the subsection 

lengths l:. and Ly, and the subsection wavenumbers hy and h:::. 

These convergence criteria can be summarized as follows: 

1. The dimensions of the enclosing cavity must be such that its lowest cut-off frequency 

is higher than the highest frequency with which the discontinuity is excited. Oth­

erwise, if the cavity were to resonate to a certain frequency, coupling could occur 

between the microstrip circuit and the resonant cavity. 

2. choosing the subsection wavenumbers hy and h::: to be approximately equal to the 

phase constant of the microstrip feed lines yield the best results. This is based on 

extensive numerical testing carried out in [168]. 

3. To guarantee convergent accurate results, and due to the nature of the overlapping 

sinusoidal basis functions, the maximum value for the subsection lengths l::: and Ly 

is governed by 

( 4.273) 

4. Based on computing experience, the relationship between the modal summation 

limits M and N, and the subsection highest indices P and Q should be such that 

M ~ 1.25P and N ~ l.25Q . ( 4.274) 

This minimum summation criterion was also observed with other studies of shielded 

microstrip such as [174] and [221]. 

5. For accurate results, the values of ly and lz should satisfy the following upper and 

lower bounds: 

Ag < l l < ,\s 
175 - 11 ' z - 25 ' (4.275) 
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where A9 is the guided wavelength. If ly and lz are greater than ~' inaccurate results 

for the current distribution are obtained since there aren't enough sampling points 

per wavelength. If ly , l::. are smaller than #s, inaccurate results for the current 

distribution are again obtained. Thls time, the source of error is that the adjacent 

matrix elements of 4.251 have very close values, leading to a reduced numerical 

accuracy when computing the matrix inverse. This criterion is not absolute, but 

recommended. 

These criteria were tested and followed closely for all the studies conducted in this research. 

A Series Gap Discontinuity Analysis 

In this section, a sample test case is presented to demonstrate the theory developed 

for the discontinuity analysis. As an example of a discontinuity, a series gap is considered. 

Such series gap is the proposed topology of optically controlled microstrip switch to be 

studied in chapter six. 

Figure 4.35 depicts the frequency dependence of the normalized propagation constant 

-!; for a transmission line of width W = 0.5 mm and a silicon substrate of thickness 0.4 mm 

and relative permittivity Er= 12. It is assumed that this is the topology of a microstrip line 

to be used for an optically controlled switch. An optical excitation power level that leads 

to an effective resistivity p = 1.2 n - m for a thickness of 0.2 mm in the upper half of the 

substrate is assumed. The shielding rectangular waveguide dimensions are a= 6 mm and 

b= 1.5 mm. The cut-off frequency for the shielding guide is ~ 25 GHz. Computations 

were conducted using two values for M: M =2200 modes and M = 5000 modes. The 

two results fully overlap. These curves are obtained using the dispersion analysis for a 

continuous transmission line developed in this thesis. The attenuation constant a versus 

frequency f for this transmission line is shown in Figure 4.36. 

The discontinuity analysis developed in this thesis is utilized to study a series gap of 

length 0.1 mm in this transmission line. The matrix elements of equation 4.251 are evalu­

ated using the method of moments (MOM). The MOM Computation is conducted using 
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4.8 
Normalized Propagation Contstant -f; versus frequency J. 

p = 1.2 n-m, M = 2200 -
p = 1.2 n-m, M = 5000 
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Figure 4.35: The normalized propagation constant !; versus frequency f [GHz] for a trans­

mission line of width W = 0.5 mm, and a silicon substrate ( e,.=12) of thickness 0.4 mm. It is 

assumed that optical excitation leads to an effective resistivity, p = 1.2 n - m for a thickness 

of 0.2 mm in the upper half of the substrate. Shield dimensions: a = 6 mm, and b= 1.5 

mm. Computation conducted using M =2200 and 5000 modes. 
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Figure 4.36: The attenuation constant, a, versus frequency, f [GHz], for the transmission 

line with parameters as per Fig. 4.35 
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Comparison of /3 obtained via MOM and Dispersion Analysis 
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Figure 4.37: Comparison of propagation constant /3 obtained via the Method of Moments 

(MOM) to that obtained via direct dispersion analysis computation, versus frequency / 

[GHz], for the transmission line described in Fig 4.35. MOM Computation conducted us­

ing MxN =300x300 modes. Parameter extraction obtained using curve fitting to 85 sampling 

points. 
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Figure 4.38: Comparison of the attenuation constant a obtained via the Method of Moments 

(MOM) and that obtained via direct dispersion analysis computation versus frequency, f (GHz]. 

All parameters are as per Fig 4.35. 
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Re l::(z) and Im l::(z) versus frequencyJ. 
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Figure 4.39: Axial current, 1::(z), versus z at f= 9 GHz for an even excitation of a series gap 

of length 0.1 mm. All parameters as per Fig. 4.35 
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kl= 300 and N =300 for a cavity of length c =20 mm, with subsection discretization of P 

= 3 and Q ==200. These dimensions and parameters lead to Ly = lz =0.1 mm. hy and hz 

were chosen to approximately match the propagation constant computed in Figure 4.35. 

Hence, all convergence criteria were met. Using even and odd excitation, as described 

earlier, two distinct current distributions are obtained. Those current distributions are 

curve-fitted to a transmission line model, where incident and reflected currents are ex­

tracted, along with a value for {3 and a. These parameters derived from the transmission 

line model are used, as explained earlier, to characterize the gap in the form of a scattering 

matrix or an impedance matrix. Parameter extraction was obtained using curve fitting 

to 85 sampling points utilizing the L-BFGS-B optimization routine. 

The propagation constant /3 obtained via the method of moments (MOM) from the 

discontinuity analysis is compared to that obtained using the dispersion analysis devel­

oped in this thesis with excellent agreement at lower frequencies and good agreement at 

higher frequencies ( within 7%) The comparison for the attenuation constant a is shown 

in Figure 4.38. Discrepencies are due to difference in model between an infinite uniform 

transmission line and a short segment of that line enclosed in a cavity. 

A typical axial current distribution /z( z) along the propagation direction z at f = 
9 GHz for the given transmission line with a series gap of length 0.1 mm is shown in 

Figure 4.39 for the case of even excitation. The real component of the current is the one 

associated with the loss in the transmission line. For a lossless transmission line, the axial 

current is 90° out of phase with the excitation. 

The magnitude of the scattering matrix elements, S11 and S12 , versus frequency is 

shown in Figure 4.40 for the given series gap. The phase of S11 and S12 versus frequency 

is depicted in Figure 4.41. This structure is symmetric. Alternatively, the impedance 

matrix elements z11 and z12 versus frequency for this structure are depicted in Figures 4.42 

and 4.43. The real components of the impedance matrix are associated with the loss in 

the transmission line. For a lossless transmission line, the impedance matrix elements are 

imaginary. For these results, the reference planes on both sides of the discontinuity are 
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placed at a distance of a quarter wavelength from the center of the discontinuity. 

4.5 Conclusion 

In this chapter, a rigorous theory for analyzing shielded transmission line structures and 

their discontinuities was developed. The present analysis can model multi-layered lossy 

substrates and multi-conductor structures. 

The formulation utilizes the concepts of the Green's function in the space domain and 

the principle of scattering superposition to obtain the propagation characteristics. For 

a uniform microstrip line, the general shape of the current distribution is known, and is 

deployed in the EFIE to obtain the dispersion equation. In doing so, the computationally 

expensive step of using the Method of Moments (MOM) is avoided. The dispersion rela­

tion is a complex equation of complex roots. Complex root searching is conducted using 

Muller method and the roots of the dispersion equation are obtained. These are the com­

plex propagation constants for the microstrip propagating modes. Once the propagation 

constant is known, the fields of the transmission line propagating mode are obtained, and 

are used to compute the line characteristic impedance through a power/ current relation­

ship. Samples of the results obtained using this method were presented. 

To analyze a discontinuity, the unknown surface current maintained on the microstrip 

discontinuity is expanded in terms of basis functions. The electric field components in the 

plane of the discontinuity region are then written in terms of the current. Imposing the 

condition that the component of the electric fields tangential to the metalization is zero, 

(Etan=O), yields an integral equation known as the Electric field integral equation (EFIE). 

The moment method is applied to the EFIE to obtain a system of linear equations. An 

LU-Decomposition routine is deployed in order to obtain the matrix inverse. The elements 

of this matrix are complex in general. For a. given voltage excitation of the discontinuity, 

a current distribution profile can be obtained. To obtain the discontinuity characteristics, 

this current distribution profile is fitted to transmission line current model. This curve 
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Figure 4.40: The scattering matrix elements S11 and S12 versus frequency, f [GHz]. All 

parameters are as per Fig 4.35. 
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Phase of S11 and S12 versus frequency /. 
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Figure 4.41: The phase of S11 and S12 versus frequency / [GHz]. All parameters are as per 

Fig 4.35. 
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Re Z11 and Im Z11 versus frequency /. 
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Figure 4.42: The impedance matrix element zu versus frequency f (GHz). All parameters are 

as per Fig 4.35. 
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Rez12 and / m Z12 versus frequency /. 
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Figure 4.43: The impedance matrix element z12 versus frequency f [GHz]. All parameters are 

as per Fig 4.35. 
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fitting is used for the extraction of the incident and reflected current amplitudes at the 

discontinuity, as well as the complex propagation constant. The computer optimization 

code L-BFGS-B was used for the curve-fitting task. Using a 2-port network representation, 

the incident and reflected currents are used to compute the scattering matrix and the 

impedance matrix representing the discontinuity. 

The obtained semi-analytical expressions were developed into computer codes, and 

were used to conduct accurate modeling of a variety of structures. The validity and 

accuracy of this method was established through comparison with other published data 

for a wide range of structures. Convergence consideration and criteria were outlined and 

verified. 

In Chapter Five, the above analyses are used to conduct accurate modeling of a series 

gap discontinuity in the microstrip line. This series gap is a model of the microwave 

switch. The gap transmission behavior is studied for varied substrate conductivity, gap 

separations, and frequency ranges. The substrate conductivity represents the effect of 

photo-excitation generated by the optical control element. The current approach of mod­

eling optically controlled microwave switches using equivalent circuit models based on 

quasi-TEM assumptions is assessed and compared to the more accurate Green's function 

formulation. The domain of validity of these simplified models is defined. 



Chapter 5 

Overall Device Performance 

Characteristics 

5.1 Introduction 

In this chapter, a detailed design of an integrated optically switched microstrip gap is 

conducted. The design procedure goes through all the necessary steps to design the 

optical and microwave sections of the device. 

In the previous chapters, a systematic knowledge base for the technology of optical 

guided wave control of microwave devices was developed. As shown, a theory for the 

accurate modeling of the microstrip switch was developed. The switch is a series gap in 

a microstrip line on top of several layers of lossy substrate materials. The entire device 

is enclosed in a shielding cavity. This theory was presented in Chapter 4, along with its 

verification and convergence studies. This tool is used here to model the microstrip circuit 

behavior under optical excitation. 

Modeling the optical power propagation in the structure was presented in Chapter 

3. The algorithm presented in Chapter 3 is used in this chapter to compute the modal 

fields that can propagate in such a highly lossy optical structure. Simulation tools such as 

217 
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the Vector Finite Difference Time Domain (VFDTD) and the Vector Beam Propagation 

Method (VBPM) were applied to the optical propagation problem. The modeling issues 

related to the optical guiding system and optical absorption were discussed in chapter 3. 

The application of the theories and tools of chapters 3 and 4 makes it possible to accu­

rately model the proposed integrated device, subject to the design issues and requirements 

discussed in chapter 3. 

In what follows, an optical guided-wave controlled microwave switch will be character­

ized quantitatively and accurately. The first step in this process is to design the microwave 

structure in terms of various substrate layers and parameters with due consideration to 

the optical guiding system buried in the substrate. The propagation characteristics of the 

transmission line under different substrate conductivities will be computed. These lead 

to the choice of a microstrip mode of operation that helps minimize the optical power 

requfred to achieve the desired switching. The choice of the mode of operation of the 

transmission line ensures a spatially limited microwave signal that can be switched with 

a much reduced optical power requirement. 

Next, a gap in the microstrip metalization will be considered. The optically generated 

carriers in the substrate leads to a change in the substrate conductivity and to a certain 

switching behavior for the microwave gap. The effect of various parameters such as the gap 

length, the operating frequency, and substrate conductivity on the switching performance 

of this device is studied. 

Earlier studies in this area were conducted using approximate models and utilized only 

bulk illumination techniques. The present work is pioneering in two aspects: in terms of 

considering the integrated device, and in terms of conducting an accurate and in-depth 

modeling approach. The present work also addresses some practical aspects of th,~ device 

fabrication technology and incorporates that into the electromagnetic model. 

Using the developed accurate model, the conventional approach of modeling optically 

controlled microwave switches using quasi-TEM assumptions is assessed and compared to 

the more accurate Green's function formulation. The domain of validity of these simpli-



OVERALL DEVICE PERFORMANCE CHARACTERISTICS 219 

fied models is defined. It is established that the quasi-static models are only valid at low 

frequencies, and for very high optical injection levels. These two conditions ensure that an 

optically illuminated gap will have a resistivity which is much smaller than the accompa­

nying shunt capacitances. For practical optical excitation levels at higher frequencies, ef­

fects of these capacitances become significant, and the more accurate frequency-dependent 

modeling approach of this thesis becomes necessary. 

5.2 The Device Structure 

l's (t) applied Microwave signal 

Mitali=ation 

! 
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detected Microwave signal 

oxide layer (SiQi ) 
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(Si) 

oxidelayer (SiO2) ground plane 

~ (t) 

Figure 5.1: A schematic cross-section of an optical guided wave controlled microwave switch 

showing all the substrate layers. 
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Figure 5.1 show a schematic cross-section of proposed device structure: a microstrip 

transmission line comprised of a ground plane and a top metal strip situated above a 

multi-layered substrate. Normally, gold is used for these metallic strips. Just below the 

metalization, a thin oxide layer is grown. This layer is denoted by layer 1 in Figure 

5.1. Normally, a semiconductor surface will be oxidized during the fabrication process to 

prevent the self oxidation of the surface, known as the native oxide. The native oxide 

grows in a non-uniform manner whose characteristics are unreliable. Also, the adhesion 

between the native oxide and the layer above it can be very weak. To avoid the growth of 

a native oxide, a uniform oxide layer is grown on top of the semiconductor as a part of any 

standard fabrication technology. The depth is this layer is usually chosen in the 1-20 µm 

range. Thinner oxide thicknesses are also possible, as long as they prevent the irregular 

self-oxidation of the semiconductor surface. It is advantageous for the proposed devices 

to make this layer as thin as possible. This maximizes the interaction of the optically­

generated carriers in the semiconductor region with the microwave fields, as it brings the 

semiconductor region closer to the metalization. In the forthcoming analysis, the width 

of this oxide layer is set to 1 µm. Previous studies of free-space optical illumination of 

microstrip gaps such as [13] [89] [22] ignore this layer alltogether. The modeling of the 

switch in these studies assumes the metallic strip to be right above the semiconductor 

substrate. Hence, the mathematical model obtained projects a photo-generated conduc­

tance whose magnitude is more than an order of magnitude higher than the measured 

one. This is attributed to a variety of reasons that were discussed in chapters 2 and 3, 

along with the fact that it is impossible to realize this metal-semiconductor arrangement 

without the intermediate oxide layer. 

In Figure 5.1, region 3 is the semiconductor layer, where optical energy is absorbed. 

Region 2 is the depletion region that forms at an insulator-semiconductor interface. The 

effect of this layer on the transmission characteristics of MIS structures have been dis­

cussed in chapter 4. Again, earlier studies ignored such an effect, despite its prominent 

effect on the propagation characteristics. For the study presented in this chapter, the 

width of this layer was calculated to be around lµm or less as explained in the following 
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I Material 11,\= 1.ss µm I ,\= 0.83 µm j f = 20 GHz 

Silicon (Si) 3.4 764 -j l.07x10-9 3.6810 -j 0.006 3.3701 -j l.40x10-3 

Si02 ( Glass) 1.4440 -j 0 1.4529 -j 0 1.5500 -j 7.96x10-3 

Si02 (Type a,Crystal) 1.5277 -jO 1.5377 - j 0 2.1063 -j 7.96xl0-4 

Gallium Arsenide GaA.s 3.3737- j 0 3.6660 -j 0.0789 3.587- j 1.0lxl0-3 

Gold (Au) 0.5590 -j 11.5 0.188 -j 5.39 a-=4.098x107U /m 

Table 5.1: Complex refractive index of silicon, silica, GaAs and gold at the optical and 

microwave frequencies of interest. 

section. 

The layers denoted by 4, 5 and 6 in Figure 5.1 are designed in such a way that the 

refractive index of each layer is slightly different to realize an optical waveguide whose 

core is layer 5. Optical energy is propagated in the lower guide where it couples into the 

absorbing layer (region 3) just below the gap. The width oflayer 4 dictates the strength of 

the coupling between the two guides, which in turn dictates the photo-generated carrier 

profile in the gap region. These issues were discussed in Chapter 3. The rest of the 

substrate (layer 7) is a low loss dielectric. The study presented here assumes a silica­

silicon system. Alternate designs can use Ga.4s-based structures which have an inherent 

high switching speed. GaAs has a much smaller minority carrier life time than crystalline 

silicon, and hence it has faster recombination and faster switching performance. Means 

to enhance the speed of response in silicon a.nd other materials were discussed in detail 

in chapter 2. 

Table 5.1 lists the complex refractive index of silicon (Si) ,silica (Si02), gallium ar­

senide ( GaA.s) a.nd gold at the optical and microwave frequencies of interest. These data 

were obtained from [242]. The band gap of silicon is 1.124 eV at 300°K. The wavelength 

of a 1.124 eV quantum is 1.1 µm. The band gap of GaAs is 1.424 eV at 300°K. The wave­

length of a 1.424 eV quantum is 0.87 µ,m [24]. Incident optical energy with a wavelength 



OVERALL DEVICE PERFORMANCE CHARACTERISTICS 222 

Layer Material Width (µm) n at..\= 0.83 µm n at f = 20 GHz 

1 SiO2 1.0 1.4529 -j 0 1.5500 -j 7 .96x1Q-3 

2 Si-Dep.Reg. 0.1-1.0 3.6810 -j 0 3.3701 -j 0 

3 Si 1.0 3.6810 -j 0.006 3.3701 -j n,. 
II 

4 Si [low-loss] 0.1-1.0 3.6700 -j 0 3.3600 -j 7.96x10-4 

5 Si [low-loss] 1.0 3.6810 -j 0 3.3701 -j 7.96x10-4 

6 Si [low-loss] 5.0 3.6700 -j 0 3.3600 -j 7.96x10-4 

7 SiO2 300.0 1.4529 -j 0 1.5500 -j 7.96x10-3 

Table 5.2: The Width and Complex Refractive Index of All The Layers Comprising The 

Substrate of The Proposed Structure. 

shorter than 1.1 JLm is absorbed in silicon, and those with a wavelength shorter than 0.87 

µm are absorbed in GaAs. Here, an incident optical energy of a wavelength A= 0.83 µm 

is assumed throughout. Vital data about these materials are listed in table 5.1. 

5.3 Optimized Transmission Line Design 

The widths of all the layers comprising the substrate of the structure depicted in Figure 5.1 

along with their refractive indices at the optical and microwave frequencies of interest are 

shown in table 5.2. The imaginary part of the refractive index of layer 3 in the microwave 

frequency range n,." is variable depending on the level of optical excitation. The imaginary 

component of the the refractive indices of the other layers at the microwave frequeii.cies 

amounts to a microwave signal attenuation ofless than 0.005 dB/mm and hence is ignored. 

Further, gold microstrip conductor losses for a line of width 500 µmis 0.01 dB/mm at 1 

GHz and reduces at higher frequencies [225]. Hence, the microstrip line is assumed to be 

made of a. perfect conductor. 

The choice of these dimensions were deduced based on several design considerations. 
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The width of the oxide layer (layer 1) is assumed here to be 1 µm. The width of the oxide 

layer was minimized in order to maximize the interaction between the optically-generated 

carriers in the semiconductor region and the microwave signal. This is achieved by placing 

the semiconductor region in a close proximity to the metallic strip. Oxide layers of less 

than 1 µm are also possible. 

The depletion region (region 2) width was computed using the expressions presented in 

Chapter 4 assuming microwave signal levels around lV. For silicon, using equation 4.196, 

the depletion region thickness is ~ 2
~ 1, where <Tis the photo-generated conductivity in 

region 3. A width of 1 µm is the worst case value given the conductivity level requirement 

of these switches. The values of these conductivity levels are discussed later in this section. 

The width of the optical guide of region 3 was chosen based on the following justifica­

tion. The design objective is to minimize the optical power required to obtain the desired 

switching feature. By limiting the spatial extent of the microwave fields to a small depth, 

only a moderate optical power level is required to provide a high photo-generated carrier 

density within this depth. For a thin layer 3 with a high photo-generated carrier density, 

and hence high optically-induced conductivity, the mode of propagation of the microwave 

signal in the proposed switch is designed to be the skin-effect mode. This can be deduced 

from the figures of merit presented in chapter 4 ( section 4.4.4 ). 

For this mode of operation, and as explained in chapter 4, the microwave fields will be 

essentially localized in regions 1 and 2 only and shielded from the rest of the substrate, as 

the highly conductive region of layer 3 acts as a conducting ground plane. For comparison, 

the Quasi-TEM mode of operation, where the microwave fields extends throughout the 

substrate, would require a much higher optical energy levels to achieve a photo-generated 

carrier density capable of realizing the proposed switching. For the skin-effect mode, how­

ever, a photo-absorbing layer of width 1 µm is sufficient to achieve the desired switching. 

Table 5.3 shows the effect of varying the conductivity <T of layer 3 on the mode of operation 

of the transmission line. 

As shown in this table, for conductivities higher than 1000 U/m, and for the above 
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I u [U/m] II 1.0 10.0 100.0 1000.0 16700.0 

le [GHz] 1.327 13.266 132.66 1326.6 8887.9 

/. [GHz] 0.028 0.281 2.806 28.06 188.0 

/d [GHz] 2748.0 274.8 27.48 2.7 0.41 

lo [GHz] 0.028 0.281 2.627 3.539 0.613 

Slow Wave Mode J ::;0.01 f :50.10 f :50.8 f :51.0 f :50.2 

Quasi-TEM Mode f 22.0 f 220.0 4s; f :527 1~ / ~ 2.7 0.2 ::; / ::;o.6 

Skin Effect Mode - - /2 100 f 2 10 f 2 1.6 

Table 5.3: The Effect of varying the conductivity u of layer 3 on the mode of operation of 

the transmission line. 

noted dimensions, the device is operated in the skin effect mode of operation, for all 

frequencies of interest, i.e. those in excess of 10 GHz. This conductivity level is quite 

reasonable given the limited width of region 3. The ability to limit optical field extent is 

one of the major strengths of the proposed optical guided-wave device. 

Having decided on the conductivity level required for the optimum operation of the 

device, we proceed to compute the optical energy requirement. The conductivity u of 

layer 3 in Figure 5.1 is proportional to the number of photo-generated carriers n and is 

given by 

u = neµ, (5.1) 

where µ is the carrier mobility, and e is the electron charge. In turn, the number of 

photo-generated carriers is related to the absorbed optical power Pab, given by 

he 
Pab, = n V h v = ( n * V)-;-- , 

Aopt 
(5.2) 

where his Planck's constant, v is the optical frequency, V is the volume of the gap region, 

c is the speed of light, and Aopt is the optical wavelength. Hence, the conductivity u is 
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related to the optical power absorbed by 

(5.3) 

Hence, the imaginary part of the refractive index of layer 3 is given by 

(5.4) 

where Wmic is the microwave radian frequency. For silicon, the hole mobility µ = 505 

cm2 /V-s at 300 K. At an incident optical wavelength of 0.83 µm, each lµwatt of absorbed 

optical power in the volume of the gap yields a change of conductivity of 6.7558xl03 U/m 

(p= l.48x10-4 ). Typical gap dimensions are a length of 100-1000 µm in a 500 µm-wide 

transmission line whereas the depth of the optical field is I µm. Hence the gap volume 

is ~ 5xl0-14 

- 5x10-13m 3

. The overall change in the resistance of the gap, due to a 

lµ W of absorbed optical power reduces this resistance to 0.3 n for a 100 µm long gap, 

and 3.0 n for a 1000 µm long gap. The characteristic impedance of a line of width 500 

µm on top of the substrate characterized above is about 30 n in the frequency ranges 

of interest, as discussed later. This makes the gap almost a short circuit under optical 

excitation conditions as those described above. For comparison, convertional devices have 

an interaction depth¼= 125 µm, which increases the amount of optical power requirement 

by two orders of magnitude [89]. 

5.4 Optical System Design 

Design of the optical component of the device was conducted using VBPM and 

VFDTD. VBPM is less computationally demanding than VFDTD and was used to sim­

ulate longer sections of the device. VFDTD was used to confirm the obtained results for 

shorter simulation lengths. The input field profile and effective index were computed us­

ing the algorithm presented in Chapter 3 and then supplied to these numerical simulators. 

The simulator used is a two-dimensional (2D) one. As discussed earlier, the width of the 
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Figure 5.2: The optical field distribution along the transverse direction for the optical system 

whose parameters are depicted in table 5.2. Here a silicon absorbing layer of width 1 µm and 

an index 3.6810 -j 6x10-3 is assumed. The separation between the guides is 0.5 µm. Optical 

energy is launched into the lossless (lower) guide. 

optical wave-guide in the direction normal to the axial-transverse ( z - :i:) plane is several 

hundreds of optical wavelengths, and hence a 2D optical simulation is quite adequate. 

This is dictated by the width of the microstrip line itself, here chosen to be 500 µm wide. 

The input field profile and effective index were computed using the algorithm presented 

in Chapter 3 and then supplied to these numerical simulators. As discussed earlier, the 

boundary conditions at the edges of the simulation window assimilates that of a metallic 

conductor. This is actually useful for this study since the optical waveguide system is 

the substrate of the microstrip line. Hence, the top metalization and the bottom ground 

plane are conveniently modeled by these boundary conditions. Normally, the simulation 

window has to be chosen wide enough to minimize the effect of the boundary conditions 

of the simulation window. Being unconstrained by this condition, the moderate size of the 

simulation window allows for running simulations that are less computationally expensive. 

The simulations assume an incident TE mode, which is less prone to attenuation due 
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Figure ,5.3: The optical field distribution along the transverse direction for the optical system 

whose parameters are depicted in table 5.2. Here a silicon absorbing layer of width 1 µm and 

an index 3.6810 -j 6x10-3 is assumed. The separation between the guides is 0.3 µm. Optical 

energy is launched into the lossless (lower) guide. 
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Figure 5.4: The variation of the field amplitudes along the axial direction in the launching 

guide for the optical system whose parameters are depicted in table 5.2, for different guide 

separations t. 

to proximity with metallic surface [121]. Guides comprising the directional coupler are 

single mode guides at the optical wavelength of interest. 

The optical field distribution along the transverse direction for the case where sepa­

ration between the guides is 0.5 µm is shown in figure .5.2. All design parameters are 

shown in table 5.2. Here the optical energy is launched into the lower lossless guide, 

and is coupled and absorbed gradually in the upper semiconductor guide. The optical 

field distribution along the transverse direction for the case where separation between the 

guides is 0.3 µm is shown in figure 5.3. 

The objective of the design of the coupling system is to obtain the kind of approxi­

mately uniform distribution of photo-generated carriers within the gap as that described 

in Chapter 3. As explained, the carrier distribution profile is the same as that of the opti­

cal energy absorbed. The amount of optical energy coupled into the lossy guide is used to 

adjust this profile. The width of layer 4 dictates the strength of the coupling between the 

two guides, which in turn dictates the photo-generated carrier profile in the gap region. 



OVERALL DEVICE PERFORMANCE CHARACTERISTICS 

Pab11 [A.U.] 

Axial Variation of Absorbed Optical Power 
1.000 ---~------.--------.------.-----. 

0.800 

0.600 

0.400 

0.200 

t= 0.3 µm -
t= 0.4 µm 
t=. m­
t= 0.6 µm : : : : . . . . . . . . . . . 

0.000 ___ ....__ ________ ...._ ____ ____, 

0 200 400 600 800 1000 
z [µmJ 

229 

Figure 5.5: The axial variation of the absorbed optical power ( relative magnitude) for the 

optical system whose parameters are depicted in table 5.2, for different guide separations t. 

Depending on the gap width, the separation between the guides is adjusted accordingly 

in order to achieve a coupling length within which the carriers are evenly distributed. A 

longer gap require a weaker coupling. Simulations for different guide separations t are 

shown in Figure 5.4. The figure depicts the a.xial attenuation of the E11 field amplitude 

in the lossless guide as it propagates along the structure. The amount of optical energy 

absorbed in shown in Fig.5.5. For a strong coupling, the incident optical energy is mostly 

absorbed in a relatively short distance. As discussed in chapter 3, this may lead to a high 

local resistivity at the other end of the gap. 

The conductance D..G of a length D..z along the gap for a variety of gap separations tis 

shown in Figure 5.6 for the given structure. AG is computed using the formulae supplied 

in Chapter 3. The modeling approach of this thesis does not require the development of 

an equivalent circuit model with G being the effective gap conductance. AG is used here 

merely as a guideline to design the optimum separation t. The separation t is assumed 

optimum when the magnitude of AG does not drop to less than one half its original 
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Figure 5.6: The variation of the optically induced conductance aG (normalized magnitude) 

of a length Az along the axial direction for the optical system whose parameters are depicted 

in table 5.2, for different guide separations t. 
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I Gap length j Guide separation t I 
0.10 mm 0.30 µm 

0.20 mm 0.4Oµm 

0.40 mm 0.50 µm 

0.50 mm 0.60 µm 

Table 5.4: The optimum guide separation t for a given gap length for the proposed structure 

whose parameters are depicted in table 5.2. 

magnitude along the gap length, hence avoiding the situation of a "cold" area at the end 

of the gap, where the resistivity is high. From the results of Figure 5.6, table 5.4 is drawn 

up where an optimum separation t is suggested for various gap lengths. The specific gap 

length is designed depending on the frequency of operation of the switch, as discussed in 

the following section. 

5.5 Microwave Modeling and Switch Characteriza­

tion 

In this section, the frequency response of the device in the microwave frequency range 

is characterized, and based on this frequency response, a suitable gap length is chosen. 

The gap length is the only remaining parameter to be defined. 

First, the propagation characteristics of the microstrip line is analyzed. The complex 

propagation constant and the characteristic impedance of the microstrip feed lines are 

computed using the theory presented in Chapter 4. Figure 5. 7 depicts the effective index 

nef/ = -!; versus resistivity p(!l-m) at different frequencies for a transmission line of 

width 500 µm with the multi-layered substrate described in section 5.3. The figure shows 

the transmission line operating in the slow wave mode at f=0.1 GHz for all conductivity 
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Figure 5. 7: The effective index -f; versus resistivity p(O-m) at different frequencies for a 

transmission line of width 500 µm with the substrate described in section 5.3. 
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Figure 5.8: The attenuation a[,:!] versus p for a transmission line of width 500 µm with the 

substrate described in section 5.3. 
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Figure 5.9: The effective index t versus frequency / for a transmission line of width 500 µm 

with the substrate described in section 5.3. 
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Figure 5.10: Attenuation a,:! versus frequency / for a transmission line of width 500 µm 

with the substrate described in section 5.3. 
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Figure 5.11: The real component of the characteristic Impedance Re Zc {Oj versus frequency 

f for a transmission line of width 500 µm with the substrate described in section 5.3. 

levels. The slow wave mode is characterized by its high effective index. On the other 

hand, at p = 0.001 n-m (i.e. u = 1000 U/m), the device operates in the slow-wave 

mode at 0.1 GHz, in the Quasi-TEM mode at 2.6 GHz, and in the skin-effect mode at 

10 GHz as shown. This is in agreement with the calculations tabulated in table 5.3. The 

corresponding attenuation curves in dB/mm for the same transmission line are depicted 

in Figure 5.8. 

The frequency dependence of the normalized phase constant ( effective index) and at­

tenuation are depicted in Figures 5.9 and 5.10 for varied conductivities of the photo-excited 

regions. The anticipated operating frequency of these devices is at 20 GHz and beyond. 

At these frequencies, based on the criteria discussed earlier, the device is operating in the 

skin effect mode for a substrate conductivity u = 100 U/m, and higher. Within the por­

tion of the transmission line interacting with the photo-generated carriers, the microwave 

signal will suffer a loss of about 0.2 dB/mm at 20 GHz, as shown in Figure 5.8. 

Figures 5.11 and 5.12 depict the frequency dependence of the real and imaginary com-
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Figure 5.12: The imaginary component of the characteristic Impedance Im Zc [fl] versus 

frequency f for a transmission line of width 500 µm with the substrate described in section 

5.3. 
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ponents of the characteristic impedance Zc [!l]. The imaginary part of the characteristic 

impedance corresponds to the loss in the transmission line, and hence drops for higher 

frequencies. 

Figure 5.13 depicts variation of the magnitude of S11 with frequency J at different gap 

lengths varying from 0.0 to 0.5 mm when no optical excitation is applied. IS12I is shown in 

Figure 5. 14. The reference planes are located at a distance of 1 mm from each side of the 

gap. The gap length should be optimized for a given operating frequency of the switch. 

At this frequency, the gap is wide enough to yield an almost open circuit condition in the 

absence of optical excitation. On the other hand, this gap should not be wide enough to 

require excessive optical excitation for switching. 

Consider a switch operating at 20 GHz. At this frequency, the magnitude of S12 in 

the absence of optical excitation is 0.0154 which is sufficiently low to consider the switch 

practically OFF. At these conditions, almost all the incident microwave signal is reflected. 

The variation of the scattering matrix parameters with the gap width at / = 20 GHz for 

different conductivity levels were computed, and depicted in Figures 5.15 and 5.16. For 

the case where p = 0.01 f2-m, S12 is equal to 0.6366 for a gap length of 0.5 mm. In 

comparative terms, the extinction ratio ( the difference in power levels at the output side 

of the gap between the ON and OFF states) is 32.3 dB. The output power is 3.9 dBs 

below the input power. Under these conditions, S11 is equal to 0.6729. Hence, the return 

loss is about 3.4 dBs. 

Based on these numbers, a typical switch operating at 20 GHz with a series gap of 

0.5 mm width will have the above noted performance characteristics for a photo-induced 

conductivity of 100 U / m. 

5.6 Assessment of Quasi-TEM modeling Approxima­

tions 
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Figure 5.13: The magnitude of the scattering matrix element S11 versus frequency / of the 

proposed device for different gap widths, d. 
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Figure 5.14: The magnitude of the scattering matrix element S12 versus frequency / of the 

proposed device for different gap widths, d. 
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Figure 5.15: The magnitude of the scattering matrix element S11 versus gap length, G, 

[mm]. All parameters are as per table 5.2. 
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Figure 5.16: The magnitude of the scattering matrix element S12 versus gap length, G, 

[mm]. All parameters are as per table 5.2. 
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Figure 5.17: The magnitude of the scattering matrix elements, S11 and S12 of a gap of length 

0.1 mm, versus frequency, /, [GHz]. Optical excitation leads to an effective resistivity of 1.2 

U/m for a depth of 200 µm. Computation is obtained using the quasi-static approach of 

[104] and the theory developed in Chapter 4. The Green's function numerical computation 

is conducted using M = 300 and N =300 for a cavity of length c =20 mm, with subsection 

discretization of Pma.z = 300 and Qma.z =300. 
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Quasi-static modeling approximations have been traditionally used in studying free­

space optical control of microwaves (23](16] [17] [18] [15] (19] [20] (21]. This approach 

is valid essentially for low frequency operation of the device. In general, all quasi-TEM 

approaches are intended for low frequency analysis. Analytical and experimental results 

such as [23] for example assume a microwave operating frequency of 0.47 GHz. For this 

reason, a full-wave analysis such as the one developed in Chapter 4 is essential for the 

accurate modeling of these switches at higher frequencies. The multiple layer substrate 

feature of this analysis is of particular interest in the analysis of the device proposed in 

this thesis. Moreover, the operation of the proposed switch in the skin effect mode cannot 

be studied using a quasi-static model. 

Quasi-TEM analysis was used in the former studies coupled with the use of a lumped 

equivalent circuit representation of the gap whose elements are derived from the quasi­

TEM analysis. Chapter 2 described the conditions under which the lumped equivalent 

circuit model is valid (see section 2.5). The photoexcited region of the series gap in a 

microstrip line can be modeled by equivalent lumped circuit elements provided that these 

conditions are met: 

1. The operating microwave frequency is such that the microwave skin depth in the 

semiconductor 8 = ~ is much bigger tha.n !. where a is the radiation absorption 
y'..JµD Cl 

coefficient of the semiconductor. The quantity ¼ represents the depth of the active 

photoexcited region. In the device proposed herein, this condition is violated as the 

switch is operated in the skin-effect mode. This condition is valid in the Quasi-TEM 

mode of operation only, and is therefore tied to the validity of the TEM analysis. 

2. The operating microwave signal's wavelength, .\9, when propagating along the mi­

crostrip line must be much bigger than the length and width of the light spot size. 

This condition is violated for frequencies of operation in excess of~ 30 GHz, given 

the gap size of length 1mm. 

It follows that equivalent circuit modeling is not an accurate approach for the type of 
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devices proposed in this thesis nor for the high frequency operation of optically switched 

microstrip devices in general. In this thesis, a scattering matrix representation of the 

device performance was utilized. Moreover, the equivalent circuit model is good for mod­

eling the device in the OFF and the very high optical injection ON states only. Moderate 

excitation levels render the equivalent circuit model inaccurate, as it models the gap with 

a simple resistance whose magnitude is directly related to incident optical energy. 

Quasi-static models and equivalent circuit modeling are only accurate at low frequen­

cies, and for very high optical injection levels. These two conditions ensure that an 

optically illuminated gap will have a resistance which is much smaller than the shunt 

capacitive reactance as well as the line characteristic impedance. For moderate optical 

excitation levels at higher frequencies, effects of these capacitances become significant, 

and the more accurate frequency-dependent modeling becomes necessary. 

The following study was conducted to establish the domain of validity of the quasi­

static approximations. Consider a transmission line of width W = 0.5 mm and a silicon 

substrate of thickness 0.5 mm, with a series gap of width 0.1 mm. These values are typical 

to those stated in [95] and (23]. Using bulk optical illumination, the gap region is exposed 

to optical excitation, and light is absorbed in the substrate to an effective depth of ~ = 
200 µm, where a is the absorption coefficient of silicon of an incident light with A ~ 1 

µm. To model this substrate, it is assumed that the substrate is comprised of two layers, 

one with a relative permittivity e,.=12, resistivity p = 1.2 n - m and a thickness of 0.2 

mm, and beneath that, an insulating layer of a relative permittivity e,.=12. 

The discontinuity analysis developed in Chapter 4 is compared to the quasi-static 

approach for modeling the gap reported in [104]. The analysis developed in [104] is 

utilized to model the gap switching behavior in [95] and [23]. The numerical computation 

is conducted using M = 300 and N =300 for a cavity of length c =20 mm, with subsection 

discretization indices Pma:z: = 300 and Qm.a:z: =300. These dimensions and parameters lead 

to 111 = l% =0.1 mm. Ky and K, were chosen to approximately match the propagation 

constant for the structure [computed in Figure 4.35]. Hence, all convergence criteria were 
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met. These results are depicted in Figure 5.17. For these plots, the reference planes on 

both sides of the discontinuity were placed at a distance 1.05 mm from the center of the 

discontinuity. This is done to obtain the gap-only scattering matrix from the scattering 

matrix representing the entire transmission line. 

The quasi-TEM analysis shows a good agreement with the current Full-wave analysis 

up to about 10 GHz. At higher frequencies, quasi-TEM analysis becomes less accurate. 

It is concluded that for the range of frequencies in which the future generation of opti­

cally controlled microwave devices is expected to operate, quasi-TEM analysis is not an 

adequate modeling tool. 

5.7 Summary 

In this chapter, a detailed design of an integrated optically controlled rnicrostrip switch 

was conducted. Both the optical and microwave components of the device were considered. 

The tools presented in chapter 3 were utilized in analyzing the optical guiding system, 

and the theory developed in chapter 4 was utilized in analyzing the microwave device. 

The device was designed in terms of defining the various substrate layers' thicknesses 

and their refractive indices. The optical guiding system buried in this substrate was 

designed and analyzed. The microwave transmission line was characterized in terms of 

its frequency response and the propagation characteristics of the transmission line were 

computed. 

This transmission line analysis was utilized in determining the choice of dimensions 

of the microwave system to allow for operating the device in the skin-effect mode. This 

mode helps minimize the optical power requirement to achieve the desired switching. 

The discontinuity analysis of the device was used to compute the scattering matrix of 

the series gap constituting the microwave switch. The size of this gap is designed for a. 

given operating frequency of the switch. 
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Finally, an assessment of the conventional quasi-TEM modeling technique used in 

modeling optically controlled microwave switching was conducted and its limitations were 

pointed out. 



Chapter 6 

Conclusions and Suggestions for 

Future Work 

6.1 Contribution of This Thesis 

This thesis proposed and studied a future generation of optically controlled microwave 

devices. This future generation uses guided optical wave excitation in an integrated 

optical-microwave environment. 

The building block of these devices is an optically-controlled microwave switch utilizing 

a microstrip transmission line with a series gap. The optical signal is brought into the 

gap region using an optical waveguiding system buried in the semiconductor substrate of 

the microwave transmission line. Photo-generated carriers in the gap region produce a 

change in the transmission characteristics of the microstrip line. 

The bulk of this thesis was dedicated to developing an accurate model of the microwave 

component of the switch. To model the propagation characteristics and the microwave dis­

continuity, an analysis that utilizes spatial Green's functions formulations was developed. 

This analysis is capable of modeling continuous and discontinuous shielded microstrip 

multi-conductor transmission lines with lossy multi-layer substrates. The formulation 

246 
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utilized the concepts of the Green's function in the space domain and the principle of 

scattering superposition to obtain the propagation characteristics. The analysis was kept 

broad to allow for multi-layered substrates in which one or more of the layers are lossy. 

The Green's functions of the enclosing shielding structure along with the boundary 

condition imposed by the transmission line metalization yield a complex function repre­

senting the dispersion equation for the transmission line. This equation was solved using 

Muller Method to yield the unknown complex propagation constant, the characteristic 

impedance and the EM field patterns for the microwave signals propagated on the con­

tinuous microstrip transmission line. Samples of the results obtained using this method 

were presented. 

Using the method of moments (MOM) coupled with the electric field integral equation 

(EFIE), another formulation was developed to analyze the discontinuities in the transmis­

sion line. The MOM along with the EFIE, yield the current distribution on a transmission 

line with a certain discontinuity for a given excitation of the system. Using a curve fitting 

and optimization routine, the essential design and performance parameters are extracted 

from the current distribution and are used to compute the scattering ( [S]) matrix and 

Impedance ([Z]) matrix of the structure. 

The above analyses were developed into computer codes, and were used to conduct 

accurate modeling of a series gap discontinuity in the microstrip line. This series gap is 

a model of the microwave switch. The gap transmission behavior was studied for varied 

substrate conductivity, gap separations, and frequency ranges. The substrate conductivity 

represents the effect of photo-excitation generated by the optical control element. 

The optical component of the proposed devices was also studied. The optical power 

distribution within the microstrip gap region was accurately modeled using a Vector Beam 

Propagation Method (VBPM) and a Vector Finite Difference Time Domain (VFDTD) 

numerical simulators. Means to most effectively use the available optical power were stud­

ied. The optical guiding system proposed is an optical directional coupler. An iterative 

exact solution for the fields and effective index of the propagating optical power within 
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the structure was presented and utilized in computing the input optical excitation field 

profile for the noted numerical simulators. 

Further, using the developed accurate model, the current approach of modeling opti­

cally controlled microwave switches using equivalent circuit models based on quasi-TEM 

assumptions was assessed and compared to the more accurate Green's function formula­

tion. The domain of validity of these simplified models was defined. 

An important contribution of this thesis is that it considered all the design aspects of 

this device ranging from the optical and microwave aspects of it and spanning semiconduc­

tor properties and practical considerations of the fabrication technology to be employed 

in its fabrication. 

6.2 Conclusions 

The introduction of guided optical waves as a replacement of bulk optics creates an 

integrated version of optically controlled microwave devices. This integration advantage 

has the potential of enhancing the fabrication yield. This also leads to the improvement 

in the overall performance of the device. Unless an integrated version of these devices is 

available, the commercialization of these devices is not an easy task. This thesis proposed 

and studied an integrated optically controlled microwave device. 

More complex devices and systems and complicated control mechanisms could be 

implemented using guided wave optics. Examples of the proposed complex devices were 

presented. The availability of the optical energy in a guided format enables the design of 

these complex systems. Bulk optical control is not an adequate approach for controlling 

a multi-junction device. 

Most of the current work in the area utilize microwave devices that are not specifically 

designed or packaged for optical control. In these devices, the injection efficiency of an 

optical beam into that part of the device which is most sensitive to light and actually 

performs the control function is low a.nd usually unspecified. Several reasons could be 
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given for the low efficiency. First, the air-semiconductor interface constitutes a high 

refractive index discontinuity, which reflects a sizable portion of the incident light. Second, 

not all of the coupled energy is utilized effectively, because of metalization overshadowing 

and uneven distribution of the photo-generated carriers. These issues were addressed in 

this thesis. The proposed optical directional coupler provides for efficient optical energy 

coupling and utilization. Uniform optical illumination of the gap is possible through 

designing the optical directional coupler feeding the microstrip gap with light. 

The thesis also presents a model for the guided optical energy conversion into electronic 

plasma. The plasma distribution in space and its relation to the optical field distribution 

leads to suggesting specific guiding characteristics and optimized optical field distribution 

patterns that can be more effective in achieving the control function with less optical power 

and hence enhancing the device performance. Through guiding of optical energy, profiling 

of both the optical beam and the resulting plasma distribution is possible, which reduces 

optical losses, and reduces the optical energy requirement, among other advantages. 

This thesis also provided a more accurate and systematic analysis of these devices 

than the traditional approach. The traditional analysis approach of using quasi-static 

models are only valid at low frequencies, and for very high optical injection levels. These 

two conditions require that an optically illuminated gap will have a resistivity which is 

much smaller than the accompanying shunt capacitances. For moderate optical excitation 

levels and/or for higher frequencies, effects of these capacitances become significant, and 

the more accurate frequency-dependent modeling of this thesis becomes necessary. 

Further, previous models ignored several important effects such as the depletion layer 

at the semiconductor interface, and the surface oxide layer. This were included in the 

current analysis which makes it a more accurate model even for conventional bulk optics 

devices. 

The Quasi-TEM mode of operation by itseH is not the optimum mode of operation of 

these devices. Opera.ting these devices in the skin effect mode leads to a spatially limited 

microwave signal that can be effectively switched with much less optical power. This 
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mode of operation was utilized in the design of the simple optically controlled switch of 

chapter 5. 

6.3 Suggestions for Future Work 

Within the course of this thesis, an array of complex optical guided-wave controlled sys­

tems were presented. These systems, such as the optically controlled logic elements, are 

based on the m.icrostrip switch studied in this thesis. It is suggested that an accurate 

analysis of these devices be carried out. The present analysis serves as a complete study 

of the module used in building these complex devices. 

Further, exploring other topologies and layouts of the proposed integrated version of 

the switch may lead to other enhancements of the device performance. These include 

comparing different orientations of the optical waveguide with respect to the microstrip 

line as means of reducing optical losses, and as means of timing the time delay between 

successive optical excitations at different locations of an optically controlled system. These 

issues were discussed in chapter 3. 

MIS transmission lines can exhibit large changes in the phase constant when sub­

jected to optical excitation. Utilizing this optically induced phase change in an integrated 

environment may lead to numerous advantages. Transmission characteristics of uniform 

transmission lines can be efficiently controlled in that manner without resorting to discon­

tinuities in the line. The present study presents an ideal tool for exploring this approach 

as an alternative to optical guided wave control of microwave signals in discontinuities. 
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